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On behalf of the Office of Fossil Energy (FE), the Advanced Turbine Program is pleased to present 
the Fiscal Year 2008 Advanced Turbine Program Annual Report.  This report summarizes current 
progress towards developing turbines that help to meet the goals of power production from coal that is 
clean, efficient, and less costly.

Background and Technology Status

Turbines are a proven technology for power generation, which is typified by the shear number 
of turbines in use today.  Turbines find use in a wide range of applications: turbines for propulsion 
in the aviation industry, steam turbines in pulverized coal combustion boilers, megawatt (MW)-scale 
turbines for shaft work and electric power, compressors, micro-turbines and gas turbines in simple and 
combined cycle (CC) applications.  Turbine technology is responsible for the vast majority of power 
production in the U.S. and the world.  For the past 25 years, increases in power generation, in terms of 
added capacity, have been dominated by natural gas turbines in the CC configuration (a natural gas and 
steam turbine coupled together).  This growth in natural gas CC applications is due to unprecedented 
performance in terms of cost, efficiency, emissions and power density when compared to any other 
utility-scale power generation system.  

Gas turbine technology for electric power generation continues to advance in response to ever 
more demanding performance requirements.  This advancement has been achieved in part because 
of cost-shared research and development (R&D) partnerships between industry and the government.  
These partnerships strive to advance turbine technology and performance beyond what the industry is 
expected to achieve on its own in terms of efficiency, emissions and cost.  This advanced performance 
with accelerated availability to the marketplace has direct and tangible benefits to the public in terms of 
lower cost of electricity and reduced emissions of criteria pollutants. 

The Department of Energy is committed to using coal in ways that are cleaner and more efficient.  
The technological progress of recent years has created a new opportunity for coal.  Aggressive goals 
have been developed to lead the industry to a new, affordable breed of coal plant – a near-zero 
emissions plant that generates power and produces high-value fuels such as hydrogen with minimal 
impact on the environment.  

Advanced turbines are an essential component of this new breed of coal plant.  With gas 
turbines these new power plants will produce electricity and hydrogen from coal while capturing and 
sequestering the produced carbon dioxide.  To realize the full potential of these coal plants in meeting 
the nation’s energy goals, progress must be made on hydrogen-fueled turbine performance to reduce 
emissions, increase efficiency and reduce cost.  

There are significant scientific and engineering challenges associated with meeting increasing 
demands on turbine technology when using hydrogen fuels derived from coal.  For example:

Hydrogen-fueled combustor performance is being optimized for low NOx and high stability •	
operation.  Simultaneously, turbine inlet temperatures are being increased to realize higher 
efficiency, creating the need to protect the turbine’s hot gas path components from heat damage.  

Combustion research is exploring the fundamental science of low-NOx hydrogen combustion.•	

Hydrogen combustor concepts that use physical mixing, catalysts and diluents are being •	
engineered to minimize flash-back, flame holding, instability and NOx production. 

Differences in the properties of the working fluids produced by hydrogen-air or syngas-oxygen •	
combustion will also require new technologies related to turbine components, in the areas of 
materials as well as cooling.

To meet these challenges, the Advanced Turbine Program is implementing a research program to 
develop turbines for integrated gasification combined cycle (IGCC) systems that capture carbon dioxide 
(CO2).  

I.  Introduction
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Office of Fossil Energy and Advanced Turbine Program Goals

The U.S. Department of Energy’s Office of FE manages a portfolio of research programs directed to 
demonstrate advanced coal-based electric power generation with near-zero emissions.  These programs 
are designed to provide low-cost technological solutions to high-level Presidential initiatives that 
include the Climate Change, Clear Skies, and Hydrogen Initiatives.  Programs managed by the Office of 
FE’s Office of Clean Coal are depicted in the figure below.  

In response to these presidential initiatives, the Office of FE Office of Clean Coal has developed a 
strategic plan that lays out goals for three distinct time horizons.  These goals include:

1. By 2010, develop advanced coal-based power systems capable of 45–50 percent efficiency at 
<$1,000/kW (in 2002 dollars). 

2. By 2012, develop technologies for capture and sequestration of CO2 that result in less than 
10 percent increase in the cost of electricity in an IGCC-based plant and less than 35 percent 
increase in the cost of electricity for pulverized coal boilers. 

3. By 2015, demonstrate coal-based energy plants that offer near-zero emissions (including CO2) 
with multi-product production. 

The Advanced Turbine Program is organized into four areas: hydrogen-fueled turbines for IGCC 
applications, oxy-fuel turbines for IGCC applications, advanced research, and the National Energy 
Technology Laboratory’s (NETL’s) University Turbine Systems Research Program.  This annual report 
presents the status of projects addressing these topics and progress towards the goals and objective 
outlined above.

Advanced Power Systems

Carbon Sequestration

Solid State Energy Conversion Alliance (SECA) Fuel Cells

Hydrogen From Coal

Clean Coal Power Initiative

Innovations for Existing Plants

Advanced Research

International Collaboration

Gasification

Turbines

 

Office of Clean Coal 
Technology and 

International 
Support Programs
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Advanced Turbine Program’s Objectives

The Advanced Turbine Program will contribute to the 2010 goal above by meeting the following 
objectives:

Efficiency: Demonstrate 2–3 percentage points improvement above the baseline•	 1 for CC 
performance for an IGCC syngas-fueled system.

Cost: Demonstrate a 20–30% reduction (below the baseline) in CC capital cost, plus enhanced •	
value for lower cost of electricity.

Emissions: Demonstrate combustor emissions with 2 ppm NOx (@15% O•	 2) in simple cycle 
exhaust.

It is expected that the contributions to the 2010 goals will carry over and contribute to the 2012 
goal for IGCC-based power systems that capture carbon.  The main challenge here is that the machine 
will now be fueled by pure hydrogen (100 percent of the turbine energy input from hydrogen).  

The Advanced Turbine Program will provide a turbine with the latest advances made through 
pursuing the 2010, 2012, and 2015 goals.  It is envisioned that this turbine could be installed with a pre-
planned technology improvement philosophy.  This approach would allow the machine to be optimized 
in the field for combustion, firing temperature and other performance-enhancing components or 
subsystems.  This approach would allow for a machine fueled with 100 percent hydrogen to operate 
with the highest efficiency and lowest NOx emissions and to validate Advanced Turbine Program 
contributions to 2010 and 2012 goals.

The Advanced Turbine Program will contribute to the 2015 goal above by meeting the following 
objectives:

efficiency:

Hydrogen-fueled turbine CC with 3-5 percentage points improvement (total above baseline).•	

Oxy-fuel turbine-based IGCC system with competitive efficiency and nearly 100 percent CO•	 2 
capture.

cost: 

Competitive cost of electricity for near-zero emission systems.•	

emissions:

Hydrogen-fueled IGCC demonstrated with 2 ppm NOx (at 15 percent O•	 2). 

Oxy-fuel turbine-based IGCC with near-zero emissions (>99 percent turbine exhaust captured •	
and sequestered implying near-zero emissions of CO2 and criteria pollutants).

multiple Products:

Hydrogen-fueled IGCC with higher capacity gasification to allow balancing between power and •	
fuels production.

Oxy-fuel turbine based IGCC operating on hydrogen-depleted syngas producing power with •	
hydrogen as a by-product.

2008 Annual Accomplishments

System studies at General Electric and Siemens indicate that the Program is on track to meet its 
2010, 2012, and 2015 goals.  The Advanced Turbine Program has shifted its focus in FY 2008 to further 
the progress toward these goals.  First, we are pursuing two different approaches to the combustion 

1 Baseline efficiency is defined in “Development of Baseline Performance Values for Turbines in Existing IGCC 
Applications,” Richard A. Dennis, Walter W. Shelton, and Patrick Le, Proceedings of GT2007, May, 2007.
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research.  The primary approach is a fuel and air premixed system which offers the potential for low 
NOx production while effectively managing the challenges of flame flash-back and flame holding.  
The second approach is a diffusion-based system that shows promise for low NOx production and is 
inherently tolerant of flame holding.  This research will enable low-NOx hydrogen combustion at high 
firing temperatures.  Other project-related tasks will improve heat transfer, reduce leakage, and increase 
throughput.  While these approaches are pursued by contractors to NETL, NETL’s in-house research 
will shift its primary focus from combustion fundamentals to materials development.

In addition, four new projects were awarded in FY 2008.  Two of these projects address combustion 
fundamentals; one is focused on dynamics, the other on mixing.  The remaining two projects will work 
on materials and chemical degradation, respectively.

In response to changes in the Program’s direction, research on large oxy-fuel turbines will be 
de-emphasized in the coming year, and resources will instead be concentrated to advance the areas 
discussed above.

Project Highlights

The following projects highlight progress made in the Advanced Turbine Program during FY 2008.

Hydrogen Turbines for Near-Zero Emission Systems

GE Energy began Phase II of their advanced IGCC/hydrogen gas turbine development project, •	
shifting from technology identification and conceptual design to technology development and 
validation at the component level.  The operability envelope of the turbine was significantly 
expanded while emissions levels were maintained in the range of interest.

Siemens Power Generation, Inc. initiated a task to develop novel selective catalytic reduction •	
technology and explored several formulations.  NOx removal efficiencies greater than 90 percent 
were achieved, indicating that NOx emissions reductions are possible even in the presence of 
high water and sulfur content in the exhaust.

GE Global Research demonstrated 3 ppm NOx emissions and low CO at advanced gas turbine •	
conditions using a novel trapped vortex combustor.

Lawrence Berkeley National Laboratory designed and demonstrated a scaled-up low-swirl burner •	
in a utility-size gas turbine combustor capable of firing hydrogen at temperatures of interest with 
low single-digit NOx.

NETL demonstrated the low-NOx potential of coaxial air dilute diffusion flames at elevated •	
temperatures and pressures.

Parker Hannifin Corporation demonstrated sub-1 ppm NOx emissions in high pressure tests •	
(5 atmospheres) of single mixing-cup macrolaminate modules using 100 percent hydrogen fuel 
and operating at firing temperatures below 1,400 K.  The NOx emissions increased to about 5 
ppm when the adiabatic flame temperature increased to 1,750 K.  

Precision Combustion, Inc. has completed subscale hydrogen testing and design optimization •	
using a rich catalytic reactor.  NOx emissions of <3 ppm with high turndown have been 
documented. 

Advanced Oxy-Fuel Turbines

Siemens Power Generation, Inc. has completed concepts for a blade design that is capable of •	
supporting high heat flux.  This is possible by improvement in internal cooling concepts that 
increase the thermal efficiency in highly cooled blades from ~25 percent to ~75 percent.

Clean Energy Systems, Inc. (CES) has developed a detailed design of a 100 MW•	 th oxy-syngas 
combustor, including the skid assembly and control system.  In collaboration with Florida 
Turbine Technologies, Inc., CES has determined the feasibility of converting an existing GE J79 
combustor can into an oxy-fuel reheat combustor, and is currently modifying a single combustor 
for hot-fire testing.
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Advanced Research

NETL demonstrated high temperature sintering resistance of high purity YSZ, as well as the •	
viability of thicker air plasma spray coatings (i.e., 375 μm) when applied to MCrAlY/IN 718 after 
2,000 test cycles in the Praxair JETS test rig.

Faraday Technology, Inc. developed an electrophoretic deposition process that can be used to •	
deposit thermal barrier coatings with a coating thickness of up to 285 microns.

Florida Turbine Technologies has demonstrated the feasibility of spar-shell technology •	
mechanical design, cooling, and structural aspects.  Assembly of the spar-shell has been verified 
with the construction of a prototype model. 

Princeton University mapped the pressure dependence of H•	 2/CO burning rates experimentally 
and numerically and identified the existence of negative pressure dependence in the measured 
burning rates above 15 atm for low flame temperature conditions, which results in atypical engine 
stability behavior.

Case Western Reserve University obtained extensive experimental data of flame propagation for •	
moist syngas mixtures at an elevated unburned temperature of 323 K, with water additions of 
0-35 percent in the syngas mixture, H2/CO molar ratios of 5/95-100/0, and equivalence ratios 
of 0.3-0.9.

The University of California, Irvine completed detailed analysis of advanced Brayton cycles •	
selected from a screening analysis of number of cycles in integrated coal-based gasification 
plants with the finding that the closed circuit steam-cooled intercooled gas turbine was the most 
promising cycle.

NETL’s University Turbine Systems Research

Virginia Polytechnic Institute and State University demonstrated that ash particle Stokes number •	
based on the outer flow time scale (in this case leading edge diameter and freestream velocity) 
played a key role in the deposition and erosion damage on the leading edge of a blade.  This 
finding clearly shows that very little damage will be accrued to the blade if the ash particle Stokes 
number is much less than one and maximum damage is accrued when the Stokes number is much 
greater than one.

The University of Pittsburgh showed that CaO deposits cause increased attack of uncoated alloys •	
of René N5, GTD 111 and IN 738, as well as these alloys with platinum aluminide, CoNiCrAlY 
and NiCrAlY coatings at 950°C in dry and wet air.

Following is a summary status for each project managed through the Advanced Turbine Program.  
The scope, objectives, status and accomplishments are reported for each project.  The Advanced 
Turbine Program is encouraged by the technical progress made this year and the prospects for 
continued advancements in the coming year are good, paving the way to achievement of the goals.
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Reed Anderson
GE Energy
1 River Road, 55-211
Schenectady, NY  12345
Phone: (518) 385-5689; Fax: (518) 385-8796
E-mail: reed.anderson@ge.com

DOE Project Manager:  Rondle Harp
Phone: (304) 285-5436
E-mail: Rondle.Harp@netl.doe.gov

Subcontractors: 
•	 GE	Global	Research	Center,	Niskayuna,	NY
•	 GE	Aviation,	Cincinnati,	OH

Contract Number:  42643

Start Date:  October 1, 2005 
End Date:  September 30, 2012

Objectives 

Develop technology advancements necessary for 
an advanced integrated gasification combined cycle 
(IGCC), fuel flexible (coal-derived hydrogen and 
syngas), gas turbine to meet the DOE program goals of:

Improve IGCC Efficiency (+3 to 5 percent •	
combined cycle efficiency)

Reduce NOx emissions to 2 ppm NOx at 15% O•	 2

Contribute to capital cost reductions•	

Accomplishments 

Continued excellent progress in the development •	
of pre-mixed combustion technology for syngas 
and hydrogen by 1) expanding operability of 
combustion concepts up to the target temperature 
range during lab-scale testing, and 2) initiating 
larger scale/full head end testing of best 
performing combustion concepts.

Conducted baseline mechanical testing required •	
for development of advanced bucket design.

Completed initial screening tests on novel film •	
cooling configurations, achieving a 20% increase 
in film effectiveness.

Initiated characterization testing of four different •	
types of seals used in gas turbines.  Data will form the 
basis for seal improvements and leakage reductions. 

Initiated testing of improved wheelspace region •	
geometry.  

Tested advanced probes for active clearance •	
control system in field test.

Reached key milestones in the development of test •	
rigs to be used later in the project, including an 
aerodynamic test rig.

Down selected to best performing thermal barrier •	
coatings (TBCs) and metallic coatings for more in 
depth testing and further optimization.

Completed first segment of long term testing for •	
environmental barrier coating (EBC) candidates.  

Introduction 

Coal is this nation’s most abundant domestic 
energy resource and is used to produce about 50% 
of the nation’s electricity needs.  Its continued use 
is an important part of realizing an “energy secure” 
America.  The challenge is to produce electricity in a 
cleaner and more efficient manner while significantly 
reducing carbon emissions.  The goal of this project is 
to advance gas turbine technologies so that future coal-
based IGCC power generation plants, including CO2 
capture, can be accomplished with higher efficiency, 
lower cost, and reduced emissions.  The gas turbine has 
a significant influence on the performance of the IGCC 
power plant.  The inherent performance penalties 
associated with CO2 capture are driving a renewed 
focus on gas turbine technology advancement as a 
means to minimize the penalty. 

In an IGCC power plant, syngas produced from 
the coal is cleanly burned in a heavy-duty gas turbine.  
With pre-combustion CO2 capture, the resulting 
fuel burned in the gas turbine is hydrogen.  GE’s 
advanced gas turbine technology program addresses 
key technology developments required to achieve 
specific DOE performance goals relative to emissions, 
efficiency, and capital cost.  The project is comprised of 
two phases.  Phase I, which ran from October 2005 to 
September 2007, was focused on conceptual design and 
technology identification.  The output of Phase I was a 
down-selection of key technologies that are currently 
being further applied and developed in Phase II.  The 
five-year Phase II effort started in October 2007 and is 
focused on technology development and validation at a 
component level. 

Approach 

This gas turbine technology advancement project is 
comprised of three main technology areas (combustion, 
turbine/aero, and materials) plus a systems level activity. 

The combustion element of the project is focused •	
on improving combustion technology to achieve 

II.1  Advanced IGCC/H2 Gas Turbine Development
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the emissions target of 2 ppm 
NOx at the higher temperatures 
necessary to achieve the targeted 
efficiency improvement.  Work in 
this area addresses the challenges 
of developing a combustion system 
that can burn both syngas and high 
hydrogen fuels to produce extremely 
low NOx emissions while avoiding 
flameholding, flashback, and 
dynamics issues. 

The turbine/aero element of •	
the project drives technology 
improvements to address the 
efficiency targets.  Examples 
include improved aerodynamic 
characteristics, better flow 
management, and increased rotor 
torque capability.  

The materials portion of the project •	
is focused on applying materials 
technology to enable the turbine to operate 
reliably at higher firing temperatures in the harsh 
IGCC environment.  This includes evaluation of 
advanced alloys and coatings, including targeted 
use of ceramic matrix composites (CMCs) with 
EBCs.  

The systems level approach translates the •	
integration of technology improvements into 
plant performance and investigates the various 
system trade-offs and their impact on overall plant 
performance. 

In summary, this comprehensive project addresses 
the technology development needs for advanced 
gas turbines for IGCC applications while targeting 
the specific goals identified by the DOE relative to 
emissions, efficiency, and capital cost.  

Results 

Fiscal year 2008 marked the start of Phase II, and 
with it a shift in focus from technology identification 
and conceptual design to technology development and 
validation at the component level.  As such, advanced 
analysis tools and rig testing have been used extensively 
to begin the process of developing and characterizing 
performance improvements from each technology area.  

Combustion technology was advanced during 
Phase I through the development of several new 
concepts that achieved, at lab-scale, emissions levels 
on par with program targets.  The two most promising 
concepts were down-selected in September 2007.  
During FY 2008 the team built on these achievements 
by significantly expanding the operability envelope 
while maintaining emissions levels in the range of 

interest to the project.  This was done through a 
combination of advanced simulations and sub-element 
testing.  Figure 1 outlines the progress by showing test 
results at F-Class conditions from Phase I, Phase II to 
date, and entitlement.  Based on this successful lab-
scale testing, focus shifted to pursuing more prototypic 
testing to capture the effects of increased size and 
nozzle interaction.  Designs for two larger concepts 
have been completed and initial full head end testing at 
gas turbine conditions has been conducted, including 
with 100% premix syngas for the first time.    

Reduction of cooling and leakage flow is a key 
element to achieving program efficiency goals.  During 
the period, extensive leakage reduction testing was 
carried out on several transition piece to stage one 
nozzle (TP/S1N) seal designs.  Their performance was 
characterized at the macro, as well as at the detailed 
feature level (Figure 2).  Test results have identified 
several opportunities for significant improvement, 
which are now being incorporated into a new design.  
In addition, testing was performed to assess advanced 
technology cooling concepts requiring less flow.  
Screening tests were completed on novel film cooling 
configurations, achieving up to a 20% increase in film 
effectiveness over the baseline (Figure 3).  Further 
investigations of the best performing concepts are 
continuing.

Advanced material and coating technologies are 
being developed to enable increased firing temperature 
and handle IGCC specific environmental challenges.  
During the period, testing was conducted on TBCs and 
metallic coatings, and the results were used to select 
a reduced number of candidate coatings for further 
development.  Metallic coating selections were based 
on oxidation, corrosion, and spallation test results.  
Laboratory tests have shown a 2X increase in oxidation 

Figure 1.  Combustion Concept Test Results
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resistance, a 4X increase in corrosion resistance, and 
a 1.5X increase in TBC spallation life.  TBC selection 
was based on thermal stability, durability, and thermal 
gradient test results.  Currently, the thermal stability has 
been shown to increase by 80°C.  In addition, progress 
continued on the development of a CMC/EBC system, 
which will enable further efficiency gains.  Results to 
date, in conjunction with planned future research and 
development, put the materials area of the project on 
track to meet capability objectives.

The systems integration effort made performance 
assessments of design options, incorporated the impact 
of carbon capture and sequestration, and implemented 
a product cost estimation methodology.  Going forward 
the systems function will continue to perform studies 
necessary to quantify the improvements, as well as 
guide component design decisions.

Conclusions and Future Directions

Phase II (technology development and validation) 
of this project is a continuation from Phase I 
(technology identification and conceptual design) 
which was completed on time, within budget, and 
with all major milestones achieved.  In FY 2008 the 

first year of the 5-year Phase II project was completed.  
Early test results have been positive and indicate that 
the project is on track to achieve its goals.  Building on 
work performed in FY 2008, future years will continue 
test efforts started this year and initiate testing in 
remaining areas of the project.  Looking ahead in some 
of the specific technology areas:

Combustion technology will continue to be •	
advanced by further optimization and testing, 
moving to full-scale can-level testing, and making 
a final down-selection to a single concept for the 
final stage of development/validation. 

Initial testing of turbine/aero technology •	
advancements has been conducted in more than 
half of the technology areas being pursued.  Results 
from these tests will be used for qualification of 
advanced design tools and optimization of next 
generation designs that will also be tested.  Testing 
in the remaining technology areas will be initiated.  

Testing of candidate coating materials has resulted •	
in enough data to conduct an initial down-
selection of several designs for more detailed 
evaluation and optimization.  During the following 
year, these activities will be conducted such that 
a final down-selection can be made and then fully 
characterized.  

Special Recognitions & Awards/Patents Issued

1.  Twenty seven patent filings have occurred, with another 
32 in various stages of the filing process.

FY 2008 Publications/Presentations 

1.  Various, “Defining the Path Forward for UTSR,” UTSR 
Peer Review Workshop 5, October 2007.

2.  Ray Chupp, “DOE Advanced IGCC/H2 Gas Turbine,” 
NASA Seal/Secondary Air System Workshop, November 
2007.

3.  Roger Schonewald, “GE Energy’s DOE Advanced 
IGCC/H2 Turbine Program,” ICEPAG 2008, January 2008.

4.  Ben Lacy, “DOE Advanced IGCC/H2 Gas Turbine,” 
ICEPAG 2008, January 2008.

5.  Don Lipkin, “2007 Progress Overview of GE-UCSB-U.
Michigan Collaboration on the DYNES Program,” ONR/
NSF TBC Workshop and Annual Review, January 2008.

6.  Various, “Understanding Phase Evolution in t’-YSZ 
Using Synchrotron X-Ray Diffraction,” ICMCTF 2008, 
May 2008.

7.  Ertan Yilmaz, “Low Emissions Combustion System 
Development for the DOE/GE Energy High Hydrogen 
Turbine Program,” ASME Turbo Expo, June 2008.

8.  Kapil Sing, “Effect of Hydrogen Combustion on the 
Combustion Dynamics of a Natural Gas Combustor,” 
ASME Turbo Expo, June 2008.

Figure 2.  TP/S1N Seal Test Results – Component Contributions to 
Overall-Leakage

Figure 3.  Film Cooling Effectiveness of New Concept vs. Baseline
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Project Objectives 

To develop and validate the technology necessary •	
for an Advanced Hydrogen Turbine that meets 
the DOE 2015 program goals.  The goals include 
improving combined cycle (CC) plant efficiency 
by 3-5% points above state-of-the-art systems 
and reducing NOx emissions to 2 ppm with a 
competitive cost of electricity.

To demonstrate by 2010 the DOE intermediate •	
goals of 2-3% points improvement and reduction of 
CC plant capital cost by 20-30% compared to the 
baseline. 

To conduct materials, combustion, and turbine •	
cooling feature tests to down-select and validate 
the technology options developed in Phase 2.

To develop and maintain a plant design basis for •	
use in evaluating the performance improvements of 
the Advanced Hydrogen Turbine technologies.

To establish a plan for technology infusion into the •	
2010 platform so it will directly benefit from the 
advancements made in this project.

Accomplishments 

The 2010 and 2015 efficiency improvement goals •	
were shown to be achievable for both syngas and 
high-hydrogen-based systems through system 
studies.  The effects of fuel heating value, air 
integration level, and gas turbine compressor flow 
were also studied.

The novel selective catalytic reduction (SCR) task •	
was initiated, several formulations were explored, 
and NOx removal efficiencies in excess of 90% 
were achieved.  This indicates a viable solution is 
possible for reducing NOx emissions, even in the 
presence of high water and sulfur content in the 
exhaust (Figure 1).

Significant progress was made through testing •	
the improved premix combustors, coatings 
and materials systems, and turbine component 
concepts.  Through collaborative efforts with 
universities, critical data and methods were 
developed to model advanced turbine and 
combustor technologies. 

Introduction 

Siemens Power Generation was awarded a contract 
by the DOE for Phases 1 and 2 of the Advanced 
Hydrogen Turbine Development project in October, 
2005.  The DOE Advanced Power Systems overall goal 
is to conduct research and development necessary 

II.2  Advanced Hydrogen Turbine Development

Figure 1.  Effect of Water Concentration on SCR NOx Conversion 
Efficiency
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to produce CO2 sequestration-ready, coal-based 
integrated gasification combined cycle (IGCC) power 
systems with high efficiency, near zero emissions 
and competitive capital cost.  The two-phase (with 
possible extension to three phases) project will develop 
a hydrogen turbine based on the successful SGT6-
6000G technologies.  This advanced technology model 
was selected as the starting point due to its high firing 
temperature, output power and efficiency, as well as its 
novel secondary air and turbine cooling systems. 

Fiscal Year 2008 activities focused on the initiation 
of Phase 2 technology development and validation.  
This included developing component level technologies 
and systems required to meet the 2010 and 2015 project 
objectives, developing and executing validation test 
plans for systems and components, and demonstrating, 
through system studies, the ability to attain the 2010 
and 2015 Turbine Program performance goals for 
syngas and high hydrogen fuels.  

Approach 

Siemens has developed an overall project strategy 
that supports the DOE program goals and future 
commercialization.  The path forward is a stepped 
approach which ensures the DOE intermediate (2010) 
and long-term (2015) goals are addressed.  Phase 2 
includes advanced technologies development, down-
selection and validation, as well as basic component 
designs.  In phase 3, if awarded, the final product 
manufacturing specifications will be completed and the 
engine will be manufactured and installed in an IGCC 
plant for validation testing.  This will demonstrate 
the project’s commercial viability and that the DOE 
program goals have been achieved. 

Results 

DOE Phase 2 Milestone 1 was accomplished by 
developing plans for rig testing a premixed combustion 
system with syngas and high hydrogen fuels.  All 
hardware and instrumentation was delivered to the test 
facility as scheduled (Figure 2).  Computational fluid 
dynamics studies were utilized to improve the nozzle 
design and to help identify configurations for testing.  

DOE Phase 2 Milestone 2 was accomplished by 
completing the first series of oxidation and coating 
compatibility tests of modified superalloys.  One 
modified alloy demonstrated a 30% improvement 
in thermal barrier coating (TBC) life (Figure 3) and 
displayed greater oxidation resistance compared to 
the baseline alloy.  A peer review of the oxidation and 
TBC spallation tests led to the selection of the most 
promising alloy compositions for further mechanical 
property testing. 

DOE Phase 2 Milestone 3 was accomplished by 
completing the first series of high-pressure rig tests 
with the improved premix combustor on H2 and syngas 
fuel.  Operation was confirmed at temperatures above 
F-Class firing with a premixed combustor design 
operating on 100% undiluted syngas (Figure 4).

Figure 2.  Syngas Premix Fuel Nozzle and Testing Rig

Figure 4.  Syngas NOx Emissions Trend Versus Flame Temperature
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The second series of testing for another premix-
based combustor showed very encouraging results 
for achieving high-temperature, stable operation, 
with minimized NOx emissions.  Several nozzle 
concepts were tested and a preferred configuration was 
identified.

An IGCC baseline efficiency of 39.5% higher 
heating value was calculated for the syngas-based 
plant.  From this baseline, the 2010 and 2015 efficiency 
improvements were verified by applying a two-step 
technology approach.  A substantial performance 
improvement was also shown with increased air 
separation unit integration and lower dilution.

Conclusions and Future Directions

Encouraging results from premix combustor 
testing and novel SCR development indicate the DOE 
NOx emissions and efficiency targets are achievable 
with a high-temperature, robust system approach.  
Advanced technologies pursued in the turbine section 
are being verified through sub-scale tests to support 
component concept development.  These novel cooling 
concept tests gave a strong indication that the initially 
set targets are achievable.  A comprehensive materials 
development project is targeting improved coating 
compatibility, oxidation resistance, and increased 
temperature in IGCC operating environments.

Concepts will be selected for continued 
aerodynamics, heat transfer, and sealing tests.  
The preferred configurations identified through rig 
testing the advanced combustion systems will be 
further developed.  Correlations and models obtained 
through university collaborations will be incorporated 

into the design systems for advanced component 
development.  Novel SCR formulations will continue 
to be explored while durability testing progresses 
towards demonstrating the long-term efficiency 
of the most promising configurations.  Systems 
optimization studies will continue as data is fed back 
from component testing and analysis.  Material and 
coating development will continue to progress towards 
developing high-temperature, high-reliability coating 
systems and modular component concepts.

Special Recognitions & Awards/Patents Issued

1.  More than 40 patent disclosures have been submitted 
on the new technologies being investigated in this project.

FY 2008 Publications/Presentations 

1.  DOE 07Q4 Quarterly Review Presentation, November 
2007.

2.  PowerGen Conference Presentation, December 2007.

3.  DOE Phase 1 Review Paper and 08Q1 Quarterly 
Review Presentation, February 2008.

4.  ICEPAG Conference Presentation, January 2008.

5.  DOE 08Q2 Quarterly Review Presentation.

6.  Pittsburgh Coal Conference Paper, August 2008.
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Objectives

Develop a feasibility design for retrofitting a •	
conventional gas turbine for partial oxidation duty 
in the industrial power plant.

Produce a conceptual integrated gasification •	
combined cycle (IGCC) plant design (systems 
study) that integrates the retrofitted turbine design.

Conduct a preliminary market study that projects •	
demand for the IGCC plant for industrial 
applications.

Accomplishments

Five candidate turbines have been selected for •	
a retrofit conversion design study to a partial 
oxidation gas turbine (POGT): SGT-800, SGT-400 
and SGT-100 from Siemens and Titan 130 and 
Mercury 50 from Solar.  In this reporting period, 
the main efforts were focused on a design study for 
Siemens turbines SGT-800, SGT-400 and SGT-100 
with power output in the range from 5 to 100 MW.

Retrofit design study is underway and a detailed •	
plan for the SGT-800 has been developed: 
replacing the combustor with the partial oxidation 
reactor (POR), compressor downsizing for about 

50% design flow rate, generator replacement with 
80% power output increase (from 45 to 80 MW), 
and overall unit integration.

POR performance for the selected turbines •	
including required range of fuel/oxidant/steam 
ratios, temperature and pressure, working fluid 
compositions have been calculated, and POR 
exit parameters (expander inlet parameters) have 
been defined.  Conceptual decisions were made 
regarding the number of PORs for the SGT-800, 
SGT-400 and SGT-100 expanders; the number of 
expander inlet segments will remain the same as in 
the conventional turbines.

POGT performances for all five selected turbines •	
have been calculated.  The more detailed 
calculations were performed for the SGT-800.  
Detailed calculations of the SGT-400 and SGT-100 
in POGT mode are underway.  With a POGT as 
the topping cycle for power generation systems, the 
power output from the POGT could be increased 
up to 90% compared to conventional engine 
keeping hot section temperatures and pressures 
practically identical.

An advanced POGT-based IGCC detailed scheme •	
has been developed and major components have 
been identified.  A fuel-flexible fluid bed gasifier 
with moderate (~980°C, ~1,800°F) product gas 
temperatures and a novel POGT unit are the key 
components of the 100 MW IGCC plant for  
co-producing electricity, hydrogen and/or syngas.

Gasifier performance has been calculated for •	
bituminous coal in both air-blown and oxygen-
blown versions.  The oxygen-blown gasifier 
and a cryogenic air separation unit (ASU) have 
been selected for future study.  Two versions 
of gas cooling and cleaning systems have been 
considered, and the more advanced warm system 
has been selected.  Product gas and clean syngas 
compositions as well as all required parameters 
have been defined and have been used for POGT 
and balance-of-plant calculations.

ORNL has completed the first series of testing •	
for POGT hot section materials in a reducing 
atmosphere.  A total of 25 samples from Siemens 
Energy and Solar Turbines have been tested.  
Preliminary analysis of the results have been 
performed and reported.

Study of combustion instabilities in the POR has •	
been completed by Georgia Tech, and a final report 
has been submitted.

II.3  Partial Oxidation Gas Turbine for Power and Hydrogen Co-Production 
from Coal-Derived Fuel in Industrial Applications
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Introduction

There are two main features that distinguish a 
POGT from a conventional gas turbine: the design 
arrangement and the operational thermodynamics.  
One feature is utilization of a non-catalytic POR in 
place of a regular combustor.  An important secondary 
design distinction is that a much smaller compressor 
is required, one that typically supplies less than half 
of the air flow required in a conventional gas turbine.  
From thermodynamic specifics, the turbine working 
fluid provided by the POR (a secondary fuel gas) has 
higher specific heat than complete lean combustion 
products.  This allows higher energy per unit mass of 
fluid to be extracted by the POGT expander than in 
the conventional case.  A POGT thus produces two 
products: power and a secondary fuel that usually is a 
H2-rich fuel gas.  

GTI has been advancing the POGT concept since 
1995.  Siemens with GTI’s participation has performed 
technical feasibility and cost analysis studies of the 
partial oxidation power cycle.  GTI, Solar Turbines 
and Tritek have designed, built and successfully tested 
a 200 kW POGT consisted of a non-catalytic POR 
integrated with the retrofitted 200 kW gas turbine.   
The experimental studies of the 200 kW POGT solely 
and combined heat and power unit consisted of 
the POGT and a boiler with modified burner were 
completed.  The results are really positive; a detailed 
report has been issued including recommendation for 
a retrofit design to convert a conventional gas turbine 
to POGT duty.  This report for DOE project 42649 was 
prepared by GTI and Siemens. 

Approach

The project approach includes mostly analytical, 
modeling and design studies of turbine performance, 
and experimental study of materials for hot sections 
of the turbines in reducing atmosphere.  The following 
steps are being taken: selection of gas turbine 
candidates for retrofit to POGT duty; evaluation of 
the POGT performance for the retrofitted turbines; 
identification of the IGCC and power plant schemes 
for industrial applications; preparation of an Aspen-
based model for POGT and plant studies; definition of 
specifications for retrofit design of the selected turbines 
to POGT; fulfillment of the feasibility retrofit design; 
development of a conceptual design of an IGCC-
POGT plant and selection of the major equipment; 
and conducting performance and cost analyses to 
form the basis for decision making to build POGT and 
new power plants offering a mix of multiple products 
(electricity, syngas and/or hydrogen, steam) for 
industrial high efficiency and low emissions operation.

Results

After evaluation of two systems of the IGCC-
POGT plants with air-blown and oxygen-blown 
gasifiers, the oxygen-blown IGCC-POGT unit has been 
selected for the detailed study, Figure 1.  Using the 
developed Aspen-Plus model, performance calculations 
of the IGCC key components, gasifier and POGT, have 
been practically completed during the reporting period.  
Syngas recirculation was used for the oxygen-blown 
fluid-bed gasifier to maintain the required gasifier 
performance.  Selection of syngas recycle compressors 
that can accommodate syngas upstream from syngas 
cleaning and supply to the gasifier has been conducted.  
Schematics and equipment for the ASU have been 
reviewed, and a cryogenic ASU has been selected for 
application in the IGCC-POGT plant. 

Gasifier performances for bituminous coal in 
both air-blown and oxygen-blown versions have 
been calculated, and product gas and clean syngas 
compositions as well as all required parameters 
have been defined.  Based on gas turbine standards 
for gaseous fuel contaminant levels, the impurity 
requirements have been also calculated to set the basis 
for the clean-up system evaluation.  Two versions of the 
gas cooling and cleaning system have been considered, 
and the more advanced warm system has been selected 
for future evaluations.

POR performance has been also calculated in 
detail for the three SGT engines, and composition as 
well as other parameters of the POR exit, which is the 
working fluid for the POGT, has been calculated for the 
selected fuel/air/steam ratios.  Good matches between 
the POGT parameters and existing SGT-800, SGT-400 
and SGT-100 expander parameters have been achieved.  
The schematics and major results of the Aspen-Plus 
calculation for SGT-800 converted to a POGT are 
presented in Figure 2.

Aspen-Plus calculations of the POGT performance 
for the retrofitted Solar Turbines, Titan 130, Mercury 
50 and Centaur 40 have been conducted.  The results 
were compared to conventional engine performance 
firing natural gas and good matches were achieved. 

Retrofit design studies for the SGT-800 is a work 
in progress; work on the SGT-400 and SGT-100 has 
been initiated.  The required design modifications for 
the SGT-800 to be converted to a POGT have been 
studied in detail.  Modifications have been evaluated 
and preliminary decisions have been made in several 
sections related to the expander, compressor, burner 
(POR), generator, reduction gear, and rotor and 
bearings.  The general schematic of the modified  
SGT-800 is presented in Figure 3, and the  
POGT-SGT-800 and conventional SGT-800 
performances are shown in Table 1.
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The conceptual modification designs of gas 
expanders based on the SGT-800 were evaluated with 
attention to the cooling requirements of the expanders.  
From a POGT perspective, the expander should 
produce the purest (least steam) partially-oxidized 
syngas without overheating the blades, vanes, or other 
expander parts.  From a gas turbine perspective, the 
blade path temperatures should be about the same as 
in natural gas-fueled versions of the same turbines, to 
minimize the need for design changes to the expanders.  
Siemens worked iteratively with GTI to define 
satisfactory steam cooling rates for both blade path 
temperatures and cooling capacity for the SGT-800 
(GTX-100) POGT expander with oxygen-blown syngas.  
Work on advanced cooling of the POR and expander 
for the POGT will be continued.

Several versions of a system configuration for 
POGT-based co-production of power and hydrogen 
have been prepared and an Aspen-Plus model is being 
developed.  In Figure 4, a schematic for one version 
is presented where syngas from the POGT exhaust 
is processed through water-gas shift, water removal, 
partial compression and purification to achieve the 
required purity for industrial applications.

The team also evaluated the performance of several 
conventional gas turbines converted to POGT mode for 
co-production of electricity and syngas/hydrogen with 
a target application in the oil industry.  In the Figure 
5, the results of the Aspen-Plus-based calculation are 
presented for one of the important turbine parameters, 
specific power (power output per lb expander exhaust 
mass flow) for engines with different pressure ratios.  
As can be seen in Figure 5, POGT specific power is 
more than twice the value of conventional turbines and 
progressively moves up with an increase in pressure 
ratio. 

ORNL has completed the first series of testing for 
POGT hot sections materials operated in a reducing 
atmosphere.  Preliminary analysis of the experimental 
study of the selected material samples from Siemens 
and Solar Turbines has been performed by ORNL.

The first series of experimental study was intended 
to determine the effects of the gas stream produced by 
the partial oxidation of natural gas with air.  Duplicate 
samples of selected alloys and coatings were provided 
by the project’s industrial participants.  The exposure 
consisted of 1,000 hours in a high-temperature, 
high-pressure system at 927°C (1,700°F) and 350 
psia (~24 atm).  After completion of the 1,000-hour 
exposure, the samples were processed according 
to standard procedure.  Testing was conducted for 
uncoated and coated samples on one side of the 
coupon.  In many cases the coated samples showed 
a much greater weight gain than did the uncoated 
sample.  This result was somewhat expected taking 
into account that the composition of coating materials 
was selected for operation in an oxidizing atmosphere 
but not in a reducing atmosphere.  Since spalling of 
an oxide layer and/or the coating is not addressed, as 
noted, these weight change comparisons have to be 
viewed cautiously, particularly until the results of the 
micro structural examinations can be considered.  For 
example, the uncoated Haynes 230 shows subsurface 
attack; the coated sample has some porosity and 
reaction of the significant surface area of the coating 
may account for the significant weight gain of this 
sample, more the three times compared to the uncoated 
sample, see Figure 6.  Analysis of the test results will be 
continued.

Study of combustion instabilities in a POR has 
been completed by Georgia Tech.  A final report titled 
“Assessment of Combustion Instability of Partial 

Table 1.  POGT and SGT-800 Performance

POgT SgT-800

Compressor inlet flow rate 402,272 lb/hr 1,013,915 lb/hr

Compressor inlet temperature 59°F 59°F

Compressor inlet pressure 14.7 psia 14.7 psia

Compressor exit flow rate 402,272 lb/hr 1,013,915 lb/h

Compressor exit temperature 874.3°F 883.8°F

Compressor exit pressure 280.8 psia 280.8 psia

Compressor power 24.2 MW 61.1 MW

Expander inlet flow rate 793,122 lb/hr 779,760 lb/hr

Expander inlet temperature 2,283°F 2,318°F

Expander inlet pressure 275.0 psia 275.2 psia

Exhaust flow rate 837,321 lb/hr 1,034,640 lb/hr

Exhaust temperature 1,042.4°F 1,001°F

Exhaust pressure 14.7 psia 14.7 psia

Expander power 103.8 MW 105.4 MW

Turbine net power 79.6 MW 44.3 MW

Figure 3.  Modified SGT-800 to POGT Duty Schematic
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Oxidation Gas Turbine Combustion Chambers” has 
been submitted.  The work at Georgia Tech evaluated 
the response of rich, premixed combustion systems to 
acoustic oscillations.  

There are two key mechanisms that must be 
considered in rich systems: the response of the flame to 
velocity oscillations (such as due to vortex shedding), 
and fuel/air ratio oscillations.  The first section of the 
Georgia Tech report describes a theory for predicting 
these response characteristics for rich, premixed 
flames, such as would be encountered in a POR.   
The second section of the report describes the possible 
implications of these analyses on systems for combustor 
designers.  The implications of the study of combustion 
instabilities in the POR are divided into two subsequent 
subsections, which consider the implications of each of 
the two mechanisms: velocity oscillations and fuel/air 
ratio oscillations.  In Figure 7, one of the study results 
is presented.  There was also underlying knowledge 

Figure 4.  POGT-based Co-Production of Power and Hydrogen
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An IGCC-POGT system study is in progress.   
The ASU and warm cleaning systems were selected 
and incorporated into the Aspen model.  Performance 
of the updated IGCC-POGT plant was calculated and 
used for the feasibility design of the retrofitted turbines.

Evaluation of a POGT-based system for  
co-production of power and hydrogen with a target 
application in the oil industry was initiated.  An Aspen 
model has been developed and a study is in progress.

The first series of testing for POGT hot section 
materials operated in a reducing atmosphere 
was completed and preliminary analyses of the 
experimental data were performed.

A study of combustion instabilities in a POGT was 
completed, and the key conclusion is that rich premixed 
systems are certainly not more susceptible to these 
instabilities than lean systems, and are possibly less 
prone to instability.

The main future direction is to continue the POGT 
retrofit design study, IGCC-POGT system evaluation, 
and complete performance and cost analyses to 
create the basis for construction of a commercial 
POGT prototype.  Another suggested direction is 
the evaluation of POGT-based combined cycles for 
electricity production only, and for co-production of 
power and hydrogen, and with optional separation and 
capture of CO2.

FY 2008 Publications/Presentations

1.  Five Quarterly Progress Reports, DOE NT42649-7, 8, 9, 
10, 11.

2.  J. Rabovitser, et.al. “Development of a Partial Oxidation 
Gas Turbine for Combined Electricity and Hydrogen-
Enriched Fuel Gas Production”, Final Report, California 
Energy Commission, 2008.

gained from the dry low NOx (DLN) system studies of 
instability-free regions that can be translated over to 
the POGT systems.  The key conclusion that has been 
drawn from the study is that rich premixed systems 
are certainly not more susceptible to these instabilities 
than lean systems, and are possibly less prone to 
instability.

Conclusions and Future Directions

Three candidate turbines, the SGT-800,  
SGT-400 and SGT-100, were finally selected for a 
retrofit conversion design study to a POGT.  For the 
SGT-800, the retrofit design study is already underway; 
a detailed design plan was developed including 
required modifications for engine components.

Aspen-Plus models were developed and detailed 
POGT performances were defined for all selected 
turbines.  In POGT mode, the engine power output 
could be increased by 60-90% compared to a 
conventional gas turbine.

A POGT-based advanced IGCC process has been 
developed and major components have been identified.  
An oxygen-blown fuel-flexible fluid bed gasifier and 
novel POGT unit are the key components of the IGCC 
plant for co-producing electricity, hydrogen and/or 
syngas in industrial applications.

Figure 7.  Variation of the Heat Release Response with Non-
Dimensional Excitation Frequency for Different Values of Equivalence 
Ratio and for a CH4-Air Flame with β=4 for Equivalence Ratio 
Excitation Amplitude of 0.05
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Objectives

Develop a low-emission combustor for  •	
co-production plant and gas turbine system 
applications.

Demonstrate low-emission combustor performance •	
on both syngas and natural gas.

Increase combustor operability margin with high •	
hydrogen fuels.

Quantify syngas flame speeds at gas turbine •	
temperatures and pressure.

Develop combustion modeling tools for low-Btu •	
fuel compositions.

Optimize co-production plant design.•	

Accomplishments

Defined syngas fuel design space for various plant •	
applications.

Measured H•	 2/CO/CO2 mixture laminar flame 
speeds as a function of strain and temperature.

Developed an 8-step, 10-species, reduced order •	
mechanism for syngas combustion which gave 
good agreement with measured CO:H2 flame 
speeds for mixtures with up to 50% H2.

Evaluated combustion technologies including lean-•	
premixed, diffusion with diluent, rich-catalytic, 
trapped-vortex, and rich-quench-lean with respect 
to performance with natural gas and syngas.  
Technologies were evaluated based on cost of 

electricity, reliability, availability, maintainability, 
and emissions.  Emission models were developed 
for each technology to examine the effects of 
fuel variability.  Two concepts were selected for 
prototype evaluation based upon the scorecard 
results.

Demonstrated 3 ppm NOx emission and low CO •	
at advanced gas turbine conditions using the novel 
trapped vortex combustor (TVC).

Defined integrated gas turbine operating •	
conditions for optimal performance.

Integrated co-production plant models with •	
NOx prediction models to determine operating 
conditions – including diluent usage – for meeting 
emission targets and maximizing plant efficiency.

Extend the operability margin over baseline swirl-•	
stabilized nozzles on high-hydrogen fuels.

Introduction

The aim of this project is the demonstration of 
a combustion technology that will overcome the 
limitations of current syngas gas turbine combustion 
systems and enable improved co-production plant 
designs.  The ability to handle low-heating value 
syngas, better use fossil fuels, reduce process waste, 
and produce clean and efficient power are the benefits 
of this type of system.  Combustor development 
requires the development of improved modeling 
tools to capture the behavior of syngas at gas turbine 
conditions, and system modeling tools to validate 
improvements in plant efficiency.

Approach

The project will first characterize existing 
processes and resulting off-gas stream compositions 
to define fuel specifications from existing processes.  
Forecast improvements in plant design and their impact 
on fuel stream compositions will then be modeled.   
A system model of a co-production plant incorporating 
a fuel-flexible combustor concept will be produced at 
the end of the project.

Combustor development will begin with a 
characterization of the limitations of existing 
combustor design approaches.  Flame extinction limits, 
as a function of fuel composition will also be measured 
to develop improved combustion models.  Reduced 
order sub-models for computational fluid dynamics 
design tools will then be generated.  Two combustor 

II.4  Fuel-Flexible Combustion System for Co-Production Plant Applications
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prototypes incorporating appropriate emerging 
technologies will be developed and tested for extended 
fuel performance range.  The leading design will be 
refined and evaluated against the needs of a fuel-
flexible co-production plant.

Results

A modified swirl-stabilized fuel nozzle was 
developed to increase the operability margin with high-
hydrogen fuels.  A prototype fuel nozzle was evaluated 
at advanced syngas cycle conditions.  The prototype 
demonstrated a significant extension of the operability 
margin of the combustor with high-hydrogen fuels.

A TVC prototype was evaluated at advanced 
syngas cycle conditions.  The fuel composition was 
set to the targeted early entry co-generation plant 
composition.  The syngas has moderate levels of 
hydrogen.  The firing temperature was far above 
current syngas gas turbine firing temperatures, and 
represented an advanced syngas machine.

The combustor demonstrated ultra-low NOx 
emissions at advanced firing temperature conditions.  
The combustor had good operability and low 
combustion dynamics.  Table 1 shows the measured 
performance.

Table 1.  TVC Combustor Performance

NOx @ 15% O2 3.1 ppmvd

CO @ 15% O2 18.7 ppmvd

Peak-Peak Dynamics <0.5 psi

The low emission performance with syngas at high 
firing temperatures is critical to increasing overall 
plant efficiency.  The performance exceeded the 
emission goal of 9 ppm for the combustor at advanced 
conditions.

Fundamental syngas properties were studied 
for the development of advanced syngas combustion 
modeling tools.  Experiments were carried out for lean 
mixtures over a range of reactant preheat temperatures 
from 300 to 700 K.  As the unburned reactant 
temperature increases, the flame speed should increase 
due to increased chemical rates, and thermal and mass 
diffusivities.  This increase in flame speed requires the 
burners to be operated at higher average flow velocities.

Fortunately, the increase in the unburned 
reactant temperature also increases the viscosity 
of the unburned mixture, which allows the flow to 
remain laminar even at the higher operating velocities.  
Hence, the same diameter burners used for the room 
temperature cases were used for the preheated cases.

Figure 1 reveals the influence of preheat 
temperature on flame speed for the 50% hydrogen 
content fuel (50:50 H2:CO).  The measured flame 
speeds increase rapidly with the unburned temperature 
for any given equivalence ratio and are in good 
agreement (with in ~5%) with the Gas Research 
Institute (GRI) Mech 3.0 predictions, up to a preheat 
temperature of about 500 K.  For further increases 
in preheat temperature, the discrepancy between the 
measured and GRI Mech 3.0 predictions increases.  For 
the 600 K preheat temperature, the GRI predictions 
are higher than the measured flame speeds by roughly 
10% throughout the equivalence ratio range.  For the 
highest preheat case (700 K), the simulations with GRI 
Mech 3.0 over-predict the measured flame speeds by 
as much as 15% near stoichiometric and 30% at the 
leanest conditions tested.  The flame speeds predicted 
with the Davis et al. [1] H2/CO mechanism are also 
shown in Figure 1.  The H2/CO mechanism predictions 
are very similar to those found with GRI Mech 3.0 
except at the leanest equivalence ratio, where the  
H2/CO mechanism predictions are higher than the GRI 
predictions by 5%.  Thus the H2/CO mechanism has 
an even larger over prediction for the undiluted, 50:50 
H2:CO mixture at the 700 K preheat temperature.

Figure 2 shows the measured strained flame speeds 
for the same 50:50 H2:CO composition at the 700 K 
preheat temperature for 0.6 and 0.8 equivalence ratios.  
The measured strained flame speed increases with 
the imposed strain rate linearly for both equivalence 
ratios.  It is important to note that the flame at 0.6 
equivalence ratio (F) is more strain sensitive than at 
F=0.8.  Figure 2 also shows the OPPDIF predictions 
for F=0.6 and 0.8 in the same strain rate range as 
that of experiments for all four mechanisms.  It can be 
observed from the Figure 2 that the model results with 
all four mechanisms over predict the measurements.  

Figure 1.  Laminar flame speed for fuels with 50:50 H2:CO 
composition for various preheat temperatures; experimental data 
(symbols) and PREMIX predictions (lines).
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The Chen 14-species mechanism is closest to the 
measurements, while the 9-species mechanism over 
predicts the measurements by more than 10%.  As 
the equivalence ratio is reduced to 0.6, the difference 
between the measurements and the model predictions 
increases.  Predictions with GRI Mech 3.0 and the 
Chen 14-species mechanism are very similar, and they 
over-predict the measurements by 10%.  However 
the H2/CO mechanism of Davis et al. and the Chen 
9-species mechanism over-predict the data by 15% and 
20%, respectively.

The best reduced order model, the 14 species 
mechanism by Chen, was applied to a large eddy 
simulation (LES) model of the combustor.  The LES 
model predicts unsteady flame behavior using these 
models.  Temperature and species profiles in the 
combustion system are predicted as a result.

Conclusions and Future Directions

Further modifications to the baseline nozzle have 
been made and will be tested in full combustor-scale 
tests on syngas/high hydrogen fuels both as part of this 
project.

The TVC syngas combustor has met another 
significant milestone by demonstrating NOx emissions 
of 3 ppm at advanced gas turbine cycle conditions.  
The hardware also continued to demonstrated robust 

flashback resistance.  Follow-on studies of the TVC 
must now focus on practical premixer designs.  The 
unique characteristics of the TVC make its premixer 
requirements different from other GE designs; however, 
the design can leverage the insights gained from 
fundamental premixer design studies.

For all the cases studied, the 14-species Chen 
mechanism predictions at high temperature have 
reasonably good agreement with the measurements, 
within the accuracy of the more detailed models.  
Similarly, the discrepancy between the measurements 
and the Chen 9-species mechanism predictions are 
always the greatest.  Therefore, the experiments suggest 
that the reduced 14-species mechanism by Chen is 
the superior choice for implementing into the LES 
code for the high temperature reactant gas conditions 
expected in the gas turbine environment.  In addition 
with 10% or better agreement with the experiments, 
the mechanism should not require changes to make 
reasonably accurate predictions in the LES modeling.

The 14-species kinetics model used in the LES 
provides some insight into the flame structure caused 
by both CO and H2 reaction kinetics.  As determined 
in this study, it is essential to include some detailed 
kinetics in order to properly capture the physics of 
syngas combustion in a turbulent environment.  The 
current simulations and results have established a new 
simulation capability that could be used in the future to 
further study syngas combustion in complex combustor 
designs.

Special Recognitions & Awards/Patents Issued

1.  Combustor nozzle for a fuel flexible combustion system 
(Patent pending).

FY 2008 Publications/Presentations

1.  Joel Haynes, Matt Mosbacher, Tim Lieuwen,  
Suresh Menon, Jerry Seitzman, “Fuel-Flexible Combustion 
System for Co-Production Plant Applications,”  
DOE Semi-Annual Report, January 2007.

Reference

1.  Davis, S.G., Joshi, A.V., Wang, H., and  
Egolfopoulos, F.N, Proc. Comb. Inst. 30: 1283-1292 
(2004).

Figure 2.  Flame speeds for a 50:50 H2:CO composition at 700 K 
preheat temperature for two equivalence ratios.  (The vertical bars on 
measurements indicate 10% deviation from the data.  They are not the 
error in measurement.)
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Objectives 

Develop a dry low NOx (DLN) combustion •	
technology for the gas turbines in near-zero 
emissions clean coal integrated gasification 
combined cycle (IGCC) power plants that burn 
coal-derived syngases and hydrogen.

Adapt Lawrence Berkeley National Laboratory’s •	
(LBNL’s) patented low-swirl combustion method 
to operate with syngases and hydrogen fuels.

Establish scaling rules and engineering guidelines •	
for low-swirl burners (LSB) to operate with 
syngases and hydrogen.

Design LSBs for the IGCC gas turbine combustors.•	

Demonstrate and commercialize a LSB for •	
utility-size gas turbines that meet the cost and 
performance targets of DOE Fossil Energy’s 
Advanced Turbine Program.

Accomplishments 

Verified an analytical model for H•	 2 and syngases 
low-swirl combustion (LSC) flames.

Designed and demonstrated a scaled-up LSB in a •	
utility-size gas turbine combustor.

Modified LSB design to accommodate H•	 2 flame 
characteristics.

Introduction 

This goal of this project is to develop a cost-
effective and robust combustion system for the gas 
turbines in near-zero emissions IGCC coal power 
plants that burn hydrogen-rich syngases or pure 
hydrogen derived from coal gasification.  The DOE 
Fossil Energy Advanced Turbine Program sets a 
very aggressive emissions goal of less than 2 ppm 
NOx for these turbines.  Current DLN combustion 
technologies that have been developed for natural 
gas may not be readily adaptable to hydrogen, which 
produces fast burning and dynamic flames.  Some 
gas turbine manufacturers are considering reverting 
to the conventional and more polluting combustion 
methods that require treatment of the exhaust stream 
with expensive “tail-pipe” catalytic cleanup methods to 
reduce NOx to the targeted level.

All DLN combustion methods operate on the 
principle of lean premixed combustion where NOx 
formation can be reduced by burning of highly diluted 
fuel/air mixtures.  These lean premixed flames are 
dynamic in nature and behave like propagating 
waves.  They burn faster or slower according to the 
combustion, thermal, and fluid mechanical properties 
of the fuel/air mixture, e.g. the type of fuel, the fuel/
air ratio, initial temperature and pressure, and the 
turbulence intensity.  The main challenge in the design 
and engineering of DLN gas turbine combustion 
systems is to harness the dynamic behaviors of the 
turbulent premixed flames.  The conventional DLN 
approach is to hold these fast moving flames within 
high swirling flows.  The LSC method conceived at 
LBNL takes an opposite approach.  It utilizes a much 
weaker swirling flow to produce an aerodynamic 
feature called divergence to enable the premixed 
flame to burn and propagate freely.  A detached flame 
(Figure 1) is the characteristic signature of the LSB.

Approach 

The LSC method was conceived for basic research 
on premixed turbulent flames.  Laboratory studies of 
LSC and subsequent analysis have provided a scientific 
foundation that has facilitated its transfer to industrial 
burners and to small natural gas-fueled gas turbines 
of 80 kW to 7 MW.  To advance this technology for 
the large >200 MW hydrogen turbines, the strategy 
is to scale the design of a LSB developed for a 7 MW 

II.5  Low-Swirl Burners for Hydrogen Gas Turbines in Near-Zero Emissions 
Clean Coal Power Plants
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natural gas engine to larger sizes.  Due to the high 
reactivity and diffusivity of H2 molecules, their flame 
features are different than the hydrocarbon flames.  To 
accommodate the H2 flame characteristics, the basic 
configuration of the LSB will need to be adjusted or 
modified.  The heart of the LSB is a patented swirler 
that produces a divergent flow to support stable 
propagation of the lean premixed flames under a wide 
range of operating conditions.  The flow divergence 
rate is a parameter that can be varied to accommodate 
the differences in the combustion properties of various 
fuels.  This is achieved by altering the dimensions and 
configurations of the swirler components to change the 
swirl intensity.

The development of a LSB for IGCC gas 
turbines starts with laboratory studies to optimize 
the configuration for burning of lean hydrogen 
flames whose NOx emissions are below 2 ppm.  The 
experiments also provide turbulent flame speed data 
and quantitative information on the LSB flowfield 
to support the development of an analytical model 
that can be used to design gas turbine hardware.  
Testing of the LSB at simulated gas turbine conditions 
verifies its operability and indicates improvement 
needs.  Scaling of the LSB to large capacities and 

adaptation to different engine configurations require 
the development of new computational design 
tools.  This is accomplished by detailed experimental 
and computational studies in collaboration with 
researchers from national laboratories, universities 
and original equipment manufacturers (OEMs).  Joint 
developments of the analytical model for hydrogen 
flames and the state-of-the-art computational methods 
are the essential steps to resolve issues on combustion 
intensity, dynamics, emissions, flashback, blowoff and 
auto-ignition.  The designs of the LSB for different 
engines are led by the OEMs to configure hardware 
that meets specific engine and system operation 
requirements.

Results

The high pressure experiments conducted at the 
National Energy Technology Laboratory’s Simulation 
Validation (SimVal) facility in fiscal year 2007 confirm 
the LSB’s capability of meeting the DOE Fossil Energy 
goal of <2 ppm NOx at combustion temperature of 
2,500<T1<2,650°F.  To support the analysis of the high 
pressure results, a series of complementary experiments 
were conducted at atmospheric conditions.  The 
analysis focused on characterizing the flowfields of the 
H2 flames and quantifying flame shift with increasing 
H2 fuel concentrations to verify the feasibility of the 
analytical model.

According to the model, the turbulent flame 
brush position remains stationary due to a coupling 
between the self-similarity features of LSB flowfield 
and the linear correlation of the turbulent flame 
speed with turbulence intensity.  For a given fuel 
composition, the model shows that significant changes 
in the flame positions will not occur at flow velocities 
above 10 m/s.  At high velocities, flame shift occurs 
when there is a change in the turbulent flame speed 
correlation constant K, associated with changes 
in fuel compositions.  The higher value of K found 
for hydrogen compared to hydrocarbons means 
that the hydrogen flames burn at positions closer 
to the burner exit.  Figure 2 shows the LSB flame 
positions determined for 46 pressurized flames and 
12 atmospheric flames.  It can be seen that the flame 
positions of the high pressure flames are almost the 
same as the atmospheric flames.  Both sets of data 
show decreases with increasing H2 fuel concentration.  
In comparison, the positions of the flames as shown on 
the inserted images do not vary significantly with flow 
velocity.  The most important finding is that the trend 
predicted by the analytical model is consistent with 
both sets of data.  The implications are that the basic 
processes of the LSB flames at gas turbine conditions 
are the same as those at standard temperature and 
pressure, and the model can be the basis for gas turbine 
combustor design.

Figure 1.  A lifted self-propelled flame is a characteristic feature of 
low-swirl combustion.  Since the flame does not impart heat to the 
burner, the burner stays cool to the touch.
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Another key observation from the SimVal studies 
was that the problem associated with the H2 flames 
attaching to the rim of the LSB was aggravated by the 
outer recirculation zone formed in the corner at the 
entrance to the combustion chamber.  This is due to 
the diffusion of H2 molecules to the corner allowing 
the flame to propagate into this region.  Therefore, the 
simple solution is to eliminate the square corner by 
nesting the LSB flame inside a divergent cone.  A series 
of laboratory experiments were performed to determine 
how the LSB flames behave inside a cone.  Shown in 
Figure 3 is a small LSB that is fitted with a 20° cone at 
the exit.  The flame was stabilized inside the cone with 
only a portion showing beyond the exit.  It was not in 
direct contact with the cone because the cone outer 
surface remained at a low temperature.  To determine 
how the cone alters the LSB flowfield, particle image 
velocimetry measurements were made on the non-
reacting flows and on the methane and hydrogen 
flames.  The results showed that only the flowfields 
of the non-reacting flows were altered but the flame 
flowfields were relatively unchanged.  Based on these 
results, several LSB with the cone extensions were 
fabricated for evaluation at high pressure and high 
temperatures in FY 2009.

In tandem with the laboratory studies, the 
collaboration with an OEM to scale the LSB to the size 
for utility gas turbines is progressing.  A LSB prototype 
has been tested in a combustion chamber of a 200 MW 
natural-gas fueled turbine.  Preliminary results are 
very promising and show the LSB to be functional at 
the operating conditions of the large frame engines.  

During the course of the scale-up development, a 
standard computational design tool called RANS-CFD 
was used to evaluate how the LSB flame interacts 
with the components inside the combustion chamber.  
However, the RANS-CFD results were not very 
satisfactory because they did not fully capture the 
essential flowfield features of the LSB.  Subsequent 
comparison of RANS-CFD results for laboratory flames 
with experimental measurements showed the same 
deficiencies.  Because computations are essential tools 
for designing gas turbine combustors, a new emphasis 
of this project is to support the development of more 
reliable computational fluid dynamic methods for the 
LSB.  This is a joint research effort in collaboration 
with our OEM partner, and researchers at national 
laboratories and other academic institutions.  The 
strategy is to obtain high quality experimental data 
of LSB flames at atmospheric conditions and at high 
pressures and temperatures to validate the results from 
RANS-CFD, and from the more advanced large eddy 
simulation and direct numerical simulation methods.

Figure 2.  The flame speed positions, xf, determined for H2 and CH4 
flames at atmospheric and gas turbine conditions are consistent with 
the trend predicted by the analytical model.  The results show that the 
initial temperature and pressure have no significant effects on the LSB 
flame/flow interaction processes.

Figure 3.  A divergent cone is used to prevent the LSB H2 flame 
from attaching to the rim of the burner.  The cone geometry can be an 
integral part of the combustor to optimize performance.
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Conclusions and Future Directions

Laboratory experiments have shown that a DLN 
method conceived at LBNL called LSB is a promising 
technology for the H2 and syngases fueled gas turbines 
in near-zero emissions IGCC coal power plants.  The 
basic flame/flow coupling process is described by an 
analytical model thus providing a scientific foundation 
for adapting the LSB to burn the energetic H2 fuels.  
The modifications needed for H2 operation include 
lowering the LSB swirl number and the adaptation of 
a divergent cone at its exit.  Future work is focused on 
collaborating with an OEM to verify the functionality 
of the scaled-up LSB in a utility gas turbine and to 
identify and address engine compatibility and system 
integration issues.  Laboratory studies will continue to 
support the development of computational tools and to 
resolve hydrogen specific burner/combustor issues such 
as premixing, flashback and auto-ignition.
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Objectives 

Test alternative novel combustor/injector concepts •	
at realistic gas turbine conditions  and assess 
feasibility for hydrogen-fueled turbines.

Characterize NOx formation in dilute hydrogen •	
diffusion flames and determine if this is a viable 
approach for a hydrogen combustor.

Improve aero-thermal cooling design for advanced •	
hot-gas path components under simulated gas 
turbine conditions (i.e., temperature, composition, 
elevated pressure).

Investigate novel approaches to control flashback •	
and flameholding for premixed hydrogen gas 
turbine combustors.

Accomplishments 

Completed a series of tests to characterize the •	
behavior of a low-swirl injector (LSI) on natural 
gas and hydrogen fuel blends at realistic gas 
turbine operating conditions.

Completed dilution placement study, showing that •	
dilution of the fuel is preferable to air dilution in a 
hydrogen dilute diffusion flame combustor.

Determined NOx scaling laws for coaxial air dilute •	
diffusion flames at atmospheric pressure.

Demonstrated low-NOx potential of coaxial air •	
dilute diffusion flames at elevated temperatures 
and pressures.

Completed design and initiated fabrication of •	
hardware components for elevated pressure 
aerothermal test rig.

Completed patent search, literature review, and •	
computational fluid dynamics (CFD) study of novel 
flashback control concepts.

Introduction 

The DOE Turbine Program goals include an 
emission goal of less than 2 ppmv NOx at target turbine 
inlet temperatures that are higher than for the current 
fleet of engines.  The NOx emissions goal is 3-5 times 
lower than the current state-of-the-art gas turbine 
combustors.  The highly variable fuel compositions 
of high-hydrogen fuels are expected to significantly 
impact the development and operation of future gas 
turbine combustors.  Some issues that are likely to be 
of significant concern for the use of fuels with high H2 
contents in gas turbines include flashback, combustion 
dynamics, flame blowoff, NOx formation, and heat 
transfer.  

This project, “Combustion Systems for Hydrogen-
Based Turbines” supports the National Energy 
Technology Laboratory (NETL) Turbines program and 
addresses these critical needs in the following tasks by:

Investigating an innovative diffusion combustion •	
concept to assess NOx emission limits.

Collaborating with Lawrence Berkeley National •	
Laboratory to evaluate the characteristics and 
performance of the LSI in hydrogen-fueled 
applications at high pressure.

Developing and assessing methods to mitigate •	
flashback in hydrogen-fueled combustors.

Collaborating with the University of Pittsburgh •	
to design and begin fabrication of a high pressure 
test rig for aerothermal heat transfer studies 
appropriate for hydrogen and oxy-combustion 
turbines.

Approach 

This work supports the long-range goal of 
developing turbine combustors capable of NOx 
performance of 2 ppm at 15% oxygen using coal syngas 
or H2.  The overall approach involves a variety of 
laboratory-scale, [1,2] atmospheric pressure bench-
scale, and high pressure larger-scale test rigs [3] to 
study a variety of possible combustion alternatives for 
hydrogen turbine applications.  These facilities are used 

II.6  Combustion Systems for Hydrogen-Based Turbines
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to evaluate and test novel combustor designs to assess 
their applicability for low-NOx operation with high 
hydrogen fuels. 

An experimental aero-thermal test facility is being 
developed in collaboration with the University of 
Pittsburgh to explore aerothermal cooling of airfoils for 
use in advanced, land-based, turbine applications.

Results 

Low-Swirl Injector Testing

The LSI [4,5] is based on a flame stabilization 
concept developed for basic studies that has been 
adapted to industrial heaters [6].  Recent tests of a 
7 MW gas turbine with a set of LSIs showed it to be 
a promising method to attain <5 ppm NOx for natural 
gas operation.  The LSI has also been evaluated with 
fuels of a wide range of Wobbe indices and the results 
show it to be a fuel-flexible design [6]. 

The heart of the LSI is a swirler with an open 
center-channel that allows a portion of reactants to 
remain unswirled (see Figure 1).  The non-swirling 
center flow inhibits vortex breakdown and promotes 
flow divergence that is the key aerodynamic feature 
for the low-swirl flame stabilization method.  While 
most of the previous studies of the LSI focused on 
methane as a fuel, there has been very little work with 
high-hydrogen fuels.  The goal of this study was to 
characterize the LSI in terms of flame shape, flashback 
and NOx emissions over a wide range of operating 
conditions including pressure, preheat temperature, 
inflow velocity and fuel type.  

Figure 2 shows the effect of hydrogen content in 
the fuel on flame shape and flame anchoring.  As can 
be seen in the figure, at low hydrogen concentrations, 
the flame appears to be bowl-shaped and is completely 

aerodynamically anchored in the combustor.  As the 
hydrogen content in the fuel is increased the flame 
shape is dramatically changed at the flame eventually 
becomes anchored on the outside edge of the annulus.  
While the LSI was able to operate on a 100% hydrogen 
fuel, flashback was observed at some conditions.

NOx emissions were found to be similar to a more 
conventional high-swirl injector with a centerbody 
design indicating that NOx was dominated by flame 
temperature, not the characteristics of the flow-
field inside the combustor.  An increase in NOx 
was observed with increasing hydrogen addition 
at temperatures below about 1,700 K.  At higher 
temperatures, the NOx emissions were insensitive 
to fuel type indicating that NOx was dominated by 
thermal NO formation.

Hydrogen Dilute Diffusion Experiments

In gas turbines operating on high-hydrogen fuels, 
diffusion flame combustion is preferred to avoid 
the risk of flashback and auto-ignition in premixed 
combustors.  Integrated gasification combined cycle 
plant designs can create this high-hydrogen fuel with 
a water-gas shift reactor and subsequent separation 
and storage of the CO2, while producing a roughly 
equal volume of byproduct nitrogen in the gasifier’s air 
separation unit to help reduce peak flame temperatures 
and NOx in the diffusion flame combustor.  

Recent results obtained at NETL’s Fundamental 
Combustion Lab show that reducing NOx emissions in 
a high-hydrogen diffusion flame gas turbine combustor 
is almost always better achieved by diluting the fuel 
stream than the air stream, which is currently common 
practice in syngas combustors.  NETL researchers’ 
results show that for all lean diffusion flame combustor 
types, including swirl-stabilized combustors, flame 
temperatures are always minimized with dilution of 
the fuel stream, leading to lower NOx emissions.  In 
addition, NETL’s experimental results show that for 
non-swirl combustor types, such as dilute diffusion 
flame combustors, flame stability margins are improved 
and NOx formation times are reduced for fuel-side 
dilution vs. air-side dilution, which has important 
ramifications on how future high-hydrogen combustors 
are designed for low-NOx performance.

Additional testing at NETL has demonstrated the 
ability to reduce NOx emissions by incorporating a 
high-velocity coaxial air flow around the fuel tube to 
increase fuel/air mixing and suppress NOx formation.  
Analysis of these results has led to a new scaling law 
that relates the flame’s NOx emissions to its initial 
velocity, composition, and geometric conditions.  This 
NOx scaling accounts for the non-equilibrium flame 
strain effects resulting from rapid fuel/air mixing, and 

Figure 1.  Schematic of the LSI
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can be used to help design low-NOx coaxial air dilute 
diffusion flame combustors. 

More recently, these types of flames were studied 
in NETL’s Simulation-Validation combustor to evaluate 
the effect of increased pressure and combustion air 
preheat temperature on flame stability and NOx 
emissions.  The results demonstrated the simultaneous 
effects of flame strain and elevated air preheat 
temperatures on NOx emissions.  Stable combustion 
was maintained at pressures between 2 and 16 atm, 
and NOx emissions were in the sub-12 ppm range 
with air preheat temperatures up to 550˚F.  As shown 
in Figure 3, increasing the air preheat temperature 
increased flame stability and allowed for operation 
at higher coaxial air velocities and mixing rates to 
produce lower NOx emissions at certain conditions.  
The results indicate that this approach may be a viable 
alternative to premixed combustion for high-hydrogen 
fuels.

Flashback Mitigation Concepts

This effort required the development of novel 
concepts, investigating these concepts in more 
detail, and focusing our efforts to test selected 
concepts.  CFD modeling was conducted to investigate 
potential operational issues, and laboratory-scale 
components were designed, fabricated, and evaluated.  
Unfortunately, the laboratory-scale test rig used in 
this effort was not capable of producing repeatable 
flashback events, so the testing effort was discontinued.  
After weighing the strengths, weaknesses, 
opportunities, and threats, it was decided that future 
work in the area would not be pursued at this time.

Aerothermal Test Facility

The hardware components for the NETL test 
facility are in the process of final detailed design and 
fabrication.  Installation, shakedown, and testing are 
planned for Fiscal Year 2009.

Conclusions and Future Directions

Low-Swirl Injector

The LSI does appear to offer some benefit in terms •	
of flashback margian and fuel flexibility.  Current 
efforts are geared toward optimizing the LSI for 
operation on a pure hydrogen fuel.

The NOx measurements indicate that the LSI •	
offers no advantage over a high-swirled design in 
the limit of a perfectly premixed system.  More 
investigation needs to be made to determine if 
the combustor geometry has an effect on flow 
recirculation and combustor residence time.

Hydrogen Dilute Diffusion Experiments

NOx scaling laws derived at atmospheric pressures, •	
combined with high pressure and temperature 
experimental data, show that an array of small 

Figure 2.  Visible Flame Luminosity at P=4 atm, Uo=40 m/s, φ=0.4, T=575 K and H2 Concentration in the Fuel Ranging from 40% to 92% (left to right)

2
3
4
5
6
7
8
9

10
11
12
13

0               50             100             150             200            250           300
Coaxial Air Velocity, Ua (m/s)

N
O

x 
(p

pm
v 

@
 1

5%
 O

2)

U0 = 60 m/s (preheat)
U0 = 80 m/s (preheat)
U0 = 100 m/s (preheat)
U0 = 120 m/s (preheat)
U0 = 60 m/s
U0 = 80 m/s
U0 = 100 m/s
U0 = 120 m/s

P = 8 atm
50/50 H2/N2 fuel

Figure 3.  NOx Emissions for Various Fuel Jet Velocities, U0, with and 
without Combustion Air Preheating, Versus Coaxial Air Velocity, Ua, at 
a Pressure of 8 Atmospheres



33FY 2008 Annual Report Office of Fossil Energy Advanced Turbine Program 

II.  Hydrogen Turbines for Near-Zero Emission SystemsKent H. Casleton

hydrogen dilute diffusion flames using coaxial air 
injection may be capable of attaining the DOE 
Turbine Program’s goal of 2 ppm NOx at 15% O2.

Additional work is progressing towards design and •	
testing of an array-style combustor that can meet 
this emissions goal at gas turbine conditions.

Flashback Mitigation

Several novel flashback mitigation concepts were •	
developed and analyzed.  However, no additional 
work is planned at this time.

Aerothermal Test Facility

In FY 2009, the fabrication effort will be completed •	
and shakedown and testing will commence.
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Objectives 

Develop new lean premix concepts for H•	 2/syngas 
combustion for gas turbine engines in the power 
range 1-100 MW.

Develop the next generation of environmentally •	
friendly gas turbine fuel injection technologies that 
are fuel flexible and capable of achieving DOE’s 
objectives of reducing emissions. 

Prototype and test flexible fuel injector •	
technologies that reduce NOx emissions to 3 ppm 
while maintaining injector operability and life that 
are comparable to current injectors.  

Accomplishments 

Atmospheric tests of single mixing-cup •	
macrolaminate modules, using 100% hydrogen 
fuel, were completed with most cups producing 
excellent emissions results at the target flame 
temperature of 1,750 K.  Several cups produced 
NOx emissions below 5 ppm and 3 cups produced 
NOx emissions at or below 2 ppm.

High pressure tests (5 atmospheres) of single •	
mixing-cup macrolaminate modules, using 
100% hydrogen fuel, and operating at a firing 
temperature below 1,400 K resulted in sub-1 ppm 
NOx emissions.  The NOx emissions increased to 
about 5 ppm when the adiabatic flame temperature 
increased to 1,750 K.  These results are well below 
the intermediate Phase II target of 10 ppm NOx for 
the single-cup injectors.

Some variants of the injectors displayed superior •	
overall performance and a fairly wide operating 
range under which flashback did not occur.  
When operating on 100% hydrogen, incidences of 
flashback occurred at some operating conditions.  
However, no thermal/mechanical distress of the 
injectors was observed following the tests. 

High-pressure and high-temperature combustion •	
tests were also conducted using fuel mixtures 
containing 75% hydrogen and 25% methane 
by volume to investigate flashback robustness 
of injectors.  The tests covered a wide range of 
operating pressures, equivalence ratio and pressure 
drop.  No flashback was observed in these tests.

New designs were developed to improve the •	
overall aerodynamics of the flow inside the cup.  
The newly designed cups allow for axial flow 
at the bottom of the cup thereby increasing the 
bulk average velocity in order to prevent flame 
propagation upstream of the exit of the injectors.  
The new mixing-cup designs have been integrated 
into multi-cup injector modules and are currently 
being fabricated. 

Introduction 

The general focus of this project is to develop the 
next generation of environmentally friendly, hydrogen/
syngas, gas turbine fuel injection technologies.  Parker 
is prototyping and testing innovative, multipoint fuel-
injector technologies that satisfy DOE’s objectives of 
reducing NOx emissions to 3 ppm.  Detailed studies 
and experimentation with these injectors are conducted 
to elucidate the effects of various operating parameters 
on performance.  The impact of injector design 
and operating conditions on combustion efficiency, 
emissions, and lean stability are being characterized.

Burner technologies are developed for lean and 
ultra-lean premixed hydrogen/syngas combustion in 
combustor geometries similar to those used in gas 
turbine engines, and with composition similar to those 
obtained in gas-fired humid coal gasification plants.  
The impact of hydrogen content in syngas on flashback 
and emission characteristics in lean premixed 
combustion systems is investigated.  Strategies are 
developed to mitigate the impact of flashback and 
autoignition.  Through our university partner program, 
data on flammability limits, stability characteristics, 
laminar and turbulent flame propagation, and impact 
of the anchoring mechanism, burning conditions and 

II.7  Micro-Mixing Lean Pre-Mixed System for Ultra-Low Emission 
Hydrogen/Syngas Combustion
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syngas composition are collected experimentally and 
synthesized into models.  Computational analyses, 
corroborated with diagnostics, are used to determine 
the role of chemistry, transport and fluid mechanics on 
combustion.

Approach 

Starting from already proven Parker 
macrolamination technology, the general approach 
is to adapt macrolaminated designs and concepts to 
hydrogen/syngas combustion and hydrogen enriched 
combustion.  With macrolamination technology, 
elegant and sophisticated multipoint lean-premix 
nozzles and burners can be developed with exceptional 
affordability.  We proposed to develop, build and test 
a large number of burners spanning a wide range 
of scales from small-scale single-cup premixers to 
1 megawatt size premixers.  The modularity of our 
approach affords us the flexibility to build multiple 
scales of these injectors from a basic building block (a 
single mixing-cup) affordably and expeditiously. 

Lean conditions coupled with multiple point 
injection for fast and efficient mixing are our primary 
vehicle for achieving low NOx emissions.  In order 
to further reduce NOx levels, consideration is given 
to operability at ultra-lean conditions.  Designs 
that mitigate lean-combustion instabilities will be 
developed.  Stability augmentation is achieved through 
optimization of swirl and other aerodynamic features.  
Zone staging will also be used to enhance lean 
operability. 

Results 

Emissions results were obtained for a number 
of injectors operating on 100% hydrogen fuel at 
pressures from 2 atm to 5 atm, and at pressure drops 
of 2.5% and 5.0%.  A sample of the results is shown in 
Figure 1.  The emissions achieved are at similar levels 
as those obtained previously at atmospheric pressure 
conditions.  The emissions achieved with the micro-
mixing cups operating on 100% hydrogen fuel are 
comparable to some of the best results reported in the 
literature for fully premixed natural gas flames that are 
far less aggressive than hydrogen flames and greatly 
more manageable with respect to flashback.  At a firing 
temperature of 1,750 K, the emissions levels are all well 
within the program Phase II goal of 10 ppm NOx for 
single-cup injectors and fall within a range from about 
2 ppm to 5 ppm.  

While flashback was not an issue at atmospheric 
conditions, the high pressure experiments revealed that 
flashback can occur at elevated pressures, especially 
when combined with high equivalence ratio and 
low pressure drops.  At high equivalence ratios, the 

reaction front moves back closer to the exit of the 
injector and can potentially sit within the mixing cup, 
causing the flame shape to change and the emissions 
levels to increase.  

To address flashback issues and increase the heat 
release per unit frontal area of the injector, Parker 
developed the mixed-flow (axial-radial air flow) mixing 
cup design that would offer improved scaling to a full-
size injector.  Figure 2 shows a view of a multiple-cup 
module of the new mixed-flow design.  The new cups 
incorporate axial flow through the cup, in place of the 
radial non-swirling air layer in the original fuel mixing 
cup series developed for this project.  Fuel is introduced 
upstream of the swirling air, maximizing the mixing 
length.  The new cups employ improved radial swirlers 
and expand towards the exit as swirling air is added to 
the fuel-air mixture, resulting in a larger exit area than 
used in the previous series of cups.  

Computational fluid dynamics (CFD) analysis 
was used to aid in the optimization of the new mixing 
cup design and nearly a dozen different configurations 
were examined.  A sample flow field for one such 
configuration is shown in Figure 3.  The new cups form 
the basic building block for the multi-cup injectors 
that will be tested at UCI in the next quarter.  The cups 
will be fabricated as strips of four cups, as shown in 
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Figure 1.  NOX Performance for S1F3 at 2-5 atm

Figure 2.  A Sample Mixed-Flow Multi-Cup Injector Module



Adel MansourII.  Hydrogen Turbines for Near-Zero Emission Systems

36Office of Fossil Energy Advanced Turbine Program FY 2008 Annual Report

Figure 2.  In the planned testing, multiple strips can be 
combined to single 2x4 or 3x4 injectors.  The new cups 
will deliver about 25% greater heat release per unit 
injector area than the original series of cups developed 
and tested in the prior year, leading to a more compact 
full-scale injector.

Conclusions and Future Directions

Parker continues to make progress on developing 
scalable injectors in the 1 to 100 MW range.  The 
single-cup injectors developed to date demonstrated 
NOx emissions of 5 ppm at firing temperatures of 
1,750 K on 100% hydrogen fuel, meeting the Phase 
II goal of less than 10 ppm NOx emissions for the 
single-cup tests.  The combustion experiments 

showed that the injectors could be operated robustly 
at various operating pressures, equivalence ratios 
and pressure drops.  Flashback was, however, found 
to occur at elevated combustor pressures, when the 
injectors are operated at low pressure drops and high 
equivalence ratio.  An investigation utilizing CFD 
and empirical correlations showed that a decrease in 
quenching distance with higher pressure combined 
with simultaneous increase in turbulent flame speed 
erode the flashback resistance.  Note that even after 
operating for several minutes at a time in flash-back 
mode, the injectors suffered no damage or degradation.  
These findings were accounted for in newly developed 
injector designs.  New mixing-cup designs were 
finalized and were incorporated into multi-cup injector 
modules that are now in fabrication.  Following testing 
of the multi-cup injectors in the high pressure rig at 
UCI, Parker will develop a 1 MW injector for testing at 
Solar Turbines.  

Special Recognitions & Awards/Patents Issued

One invention disclosure on the macrolaminate fuel 
injection module was submitted by project engineers to 
Parker Legal. 

FY 2008 Publications/Presentations 

1.  S. Hernandez, Q. Wang, V. McDonell, A. Mansour, 
E. Steinthorsson, B. Hollon, “Micro-Mixing Fuel Injectors 
for Low Emissions Hydrogen Combustion,” Proceedings 
of the ASME Turbo Expo 2008, Berlin, Germany.

2.  S. Hernandez, Q. Wang, V. McDonell, A. Mansour, 
E. Steinthorsson, B. Hollon, “Micro-Mixing Fuel Injection 
for Low Emission Combustion of Hydrogen for Gas 
Turbine Applications,” 25th International Pittsburgh Coal 
Conference, September 29 – October 2, 2008.

Figure 3.  Velocity Field and Mixing Profile in a Mixed-Flow Micro-
Mixing Cup
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Objectives 

Demonstrate NOx <3 ppm for megawatt-scale •	
hydrogen gas turbine application.

Same or lower pressure drop (4%) than existing •	
gas turbine.

Focus on hydrogen with fuel flexible capability: •	
natural gas, syngas.

New and retrofit machines (sized to fit existing •	
combustor envelope).

Meet 24,000-hour life requirement.•	

Allowance for single injector fabrication and •	
testing by utility original equipment manufacturers.

 Accomplishments 

Solar Turbines, Inc. has completed high-pressure •	
rig upgrades for hydrogen combustion testing.  

Subscale hydrogen testing and design optimization •	
using a rich catalytic reactor has been completed at 
PCI.  Ultra-low NOx emissions (<3 ppm) with high 
turndown has been documented.

A full-scale injector assembly to be tested at Solar •	
Turbines, Inc. is complete.  Solar Turbines, Inc. 
designed and procured the central pilot; PCI 
designed and procured the rich catalytic reactor.

Introduction 

The project is progressing to a combustor 
demonstration of an ultra-low-NOx rich-catalytic 
system for fuel-flexible hydrogen combustors in 
megawatt-scale turbines.  This is being achieved by 
developing PCI’s rich catalytic combustion technology 
for fuel flexible hydrogen applications, in collaboration 
with Solar Turbines, Inc.  This technology, in a 
previous DOE project, demonstrated subscale ultra-
low NOx emissions with syngas and with fuel mixtures 
comprised of hydrogen diluted with nitrogen (subscale 
tests at PCI demonstrated low single-digit NOx - 
corrected to 15% O2) with operation at integrated 
gasification combined cycle (IGCC) base-load 
combustor temperatures and 10-atm rig pressure).  
The successful achievement of the project objectives 
will lead to combustors capable of delivering near-
zero NOx without costly post-combustion controls 
and without added requirements for sulfur control.  
This advances DOE’s objectives for achievement 
of low single-digit NOx emissions, improvement in 
efficiency vs. post-combustion controls, fuel flexibility, 
a significant net reduction in IGCC system net capital 
and operating costs, and a route to commercialization 
across the power generation field.

The work plan is divided into three phases.  
Phase I (completed) involved the development of 
conceptual designs for catalytic combustion technology 
for hydrogen fuel and the production of a detailed 
research and development implementation plan.  Phase 
II (ongoing), Detailed Design and Validation Test 
Program, concentrates on development of multiple full-
scale modules for validation (high-pressure rig) testing 
(Figure 1), and the resolution of key performance and 
durability issues.  In Phase III, the full-scale design 
will be frozen, and a sector combustor comprised of 
multiple catalytic combustor modules will be fabricated 
for high-pressure testing.

 Approach 

To achieve the program objectives, PCI, in close 
collaboration with Solar Turbines, Inc., is developing 
its catalytic combustion system for hydrogen fuel and 
for fuel-flexible operation in megawatt gas turbines.  
Conceptually, work centers around three primary 
system functions: premixing, catalytic reaction, and 
gas-phase reaction (combustion).  These primary 
systems need to be integrated with each other in a 
manner that resolves potential issues of flashback, 

II.8  Catalytic Combustion for Ultra-Low NOx Hydrogen Turbines
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autoignition, flame holding, and flame stabilization.  
Related scale-up issues must also be considered as the 
system is integrated into an engine.  The overarching 
goal throughout the project is to achieve ultra-low NOx 
emissions below 3 ppm with good engine performance 
and operability using multiple fuels.  

Results 

For the combustion of natural gas, PCI has 
developed and demonstrated, in an engine (Saturn 
and Taurus 70), a Rich-Catalytic Lean-burn (RCL®) 
combustion system capable of delivering NOx 

emissions lower than 2.0 ppm.  The RCL® system is 
based on the concept of stabilizing combustion with 
catalytically-reacted fuel and air having a temperature 
below the instantaneous autoignition temperature 
[1].  The combustion air stream is split into two parts 
upstream of the catalyst.  One part is mixed with all or 
the majority of the fuel and contacted with the catalyst, 
while the second part of air is used to backside cool 
the catalyst.  At the exit of the reactor, the catalyzed 
fuel/air stream and the cooling flow are combined to 
finalize combustion.  Rich catalytic hydrogen (RCH) 
combustion has been shown to offer the same low 
NOx advantage for hydrogen fuel in tests completed 
at PCI.  Similarly, NOx emission close to 2.5 ppm was 
demonstrated in a Taurus 70 engine using natural gas 
at full load with an RCL® system in the injector pilot 
stream. 

In subscale experiments at 10 atm, a rich catalytic 
reactor design that closely approximates the selected 
engine hardware design, shows good performance 
achieving low single-digit NOx levels at full load and 
good combustor stability and turndown (see Figure 2).  
The reactor design has been optimized from earlier 
configurations to produce greater catalytic conversion 
and has been down-selected and implemented in the 
full-scale reactor module.

In collaboration with Solar Turbines, Inc. a 
full-scale reactor/injector has been produced for 
rig evaluations at Taurus 70 operating conditions 
(Figure 3).  Solar Turbines, Inc. has also upgraded a 
single-injector test facility to handle large flow rates of 
hydrogen and diluent necessary for simulated testing. 

In the near future, this reactor will be installed and 
tested at Solar Turbines, Inc. atmospheric and high-
pressure test facilities.  The injector will be started on 
100% natural gas (introduced through the pilot) to 
assure safe, controlled ignition, and then transitioned 
to a hydrogen-nitrogen fuel mixture.  This is in line 
with current starting procedures for IGCC plants.  
Injector tests will evaluate emissions, reactor operating Figure 1.  Solar Turbines, Inc. High-Pressure Rig Facility for 16 atm 
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NOx Emissions and Wide Turndown (Tests Completed at PCI)
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temperatures, and flame stability at select simulated 
Taurus 70 operating conditions.  

Conclusions and Future Directions

Based on successful subscale RCH combustor •	
operation with low NOx emissions demonstrated 
for hydrogen, a full-scale injector has been 
designed and fabricated.

This full-scale injector will be installed at Solar •	
Turbines, Inc. atmospheric rig and performance 
tested, including transition from methane startup 
to full hydrogen-mix fuel operation.

Successful completion of atmospheric testing will •	
lead to high-pressure, single injector testing of 
injector performance at Solar Turbines, Inc.’s high-
pressure testing facility.

FY 2008 Publications/Presentations 

1.  “Direct Injection Method and Apparatus for Low NOx 
Combustion of High Hydrogen Fuels” submitted for patent 
application.

References 

1.  Smith, L.L., Karim, H., Castaldi M.J., Etemad, S., 
Pfefferle, W.C., Khanna, V., Smith, K.O. (2005). Rich-
Catalytic Lean-Burn Combustion for Low-Single-Digit 
NOx Gas Turbines”, Journal of Engineering for Gas 
Turbines and Power, Vol. 127, pp. 27-35. 
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Objectives

Note: This project involves a partnership with 
Clean Energy Systems, Inc. (CES) of Rancho Cordova, 
CA.  In a companion project (DE-FC26-05NT42645) 
they are responsible for development of the oxy-fuel 
combustion system to be used with turbo-machinery 
developed by Siemens under this project.  They are also 
responsible for plant cycle modeling and optimizing the 
fluid conditions to maximize cycle efficiency. 

The turbine development project by Siemens is 
planned in two phases.  The objectives in each phase 
are as follows:

Phase I (FY 2006-FY 2008)

Working with CES, define the baseline, near-term •	
and far-term temperature and pressure conditions 
for turbines in order to maximize the cycle 
efficiencies for each time frame.  This will lead to 
cycle selection.  Detailed turbine design for the 
selected cycle would follow in Phase II.

Develop conceptual designs of turbines suitable for •	
the three cycles (baseline, near and far-term) up 
to a point where risk analysis can be performed to 
solidify the future approach to detailed design that 
will minimize the technical risks.

Review of available materials and processes •	
to meet the design needs.  Prepare a realistic 
assessment and a plan to bridge the gap 
between available materials and those needed to 
manufacture the turbines as designed.

Perform cost estimates and feasibility studies.  •	
These will be used in economic analysis and risk 
analysis.

Methods and tools development in areas that are •	
most challenging due to their departure from 
the state-of-the-art technology of gas and steam 
turbines.

Phase II (FY 2009-FY 2011)

Develop detailed designs of the turbines for the •	
selected cycle (near-term or far-term).  These 
would be either steam/CO2 turbines or 100% 
steam turbines depending on whether a turbine 
is in the “direct” cycle or in the “indirect” cycle, 
respectively.

Undertake tests to validate design concepts new to •	
the turbine design, e.g. steam cooling effectiveness, 
heat transfer coefficients for steam/CO2 mixture, 
airfoil cooling effectiveness, etc.

Develop materials and processes such as higher •	
temperature capable alloys, ceramic matrix 
composites, thermal barrier coatings (TBCs) and 
specialty coatings. 

Develop a database of physical and mechanical •	
properties for materials and coatings for the use of 
design engineers.

Perform manufacturing trials of critical •	
components by working with vendors.  Perform rig 
testing on selected components to validate design 
calculations.

Accomplishments 

Concepts have been completed for a blade design •	
that is capable of supporting high heat flux.  This 
is possible by improvement in internal cooling 
concepts that increase the thermal efficiency in 
highly cooled blades from ~25% to ~75%.  The 
concept assumes the availability of an improved 
TBC. 

Steam/CO•	 2 exposure testing for 500 hours has 
been completed on several alloys that represent the 
vanes and blades in the Siemens SGT-900 turbine.  
This is the first time super alloys have been tested 
in an oxy-fuel turbine environment simulation.  
While these coupons are under evaluation, 
additional testing is planned to quantify the effect 
of such exposure on structural properties of the 
alloys.

A computational fluid dynamics (CFD) approach •	
has been initiated to improve the prediction 
capabilities of turbine heat transfer methodology.  
A commercially available CFD code has been 
procured.  Also, a gas turbine with available 

III.1  Zero Emissions Coal Syngas-Oxygen Turbo-Machinery
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operating environment data was selected as the 
best candidate for validation.

Direct metal fabrication process: This process •	
which attempts to manufacture intricate 
components like internally cooled blades by 
compacting and sintering alloy powders in small 
shapes has successfully completed initial trials.  
Density of 85% has been achieved in Hynes 230 
alloy powder.

Introduction 

Advanced power systems that utilize nearly 
pure oxygen as the oxidant and coal-derived gaseous 
fuels are an attractive approach to highly efficient 
zero emissions systems that capture and sequester 
carbon dioxide.  In these systems, the oxidant and fuel 
are combusted to create a working fluid composed 
mostly of steam and CO2.  This working fluid can 
be utilized in a Rankine cycle turbine to generate 
power while CO2 can be captured after condensation 
of the drive gas mixture.  In order to achieve high 
cycle efficiency, it is necessary to use the drive gas 
at temperatures comparable to or higher than those 
of today’s gas turbines.  Turbines using such a drive 
gas at high temperatures (1,750°C or higher) have not 
been developed.  Power generation using the oxy-fuel 
combustion process has been demonstrated by CES 
of Rancho Cordova, CA, albeit on a small scale.  The 
advantages of developing turbines which are large 
enough for commercial power generation are as 
follows: 

Use of coal – the least expensive and most •	
abundant domestic fuel.

Mitigation of NOx emissions since the oxidizer is •	
pure oxygen instead of air.

Greater than 99.5% of CO•	 2 captured.

Materials and coatings development will benefit •	
gas turbines used in combined cycle or peaking 
power generation applications.

Steam cooling and other design technologies such •	
as rim cavity sealing will also benefit gas turbine 
products.

Technology will also apply to oxy-fuel turbines •	
using natural gas (since the drive gas is the same) 
for near-term applications such as peaking power 
generation with enhanced oil recovery.

Approach 

The project approaches the development of 
turbo-machinery to use the working fluid produced 
by syngas-oxygen combustion products in a pragmatic 

way by evaluating the technology promise in the 
short-term as well as in the long-term.  Siemens 
and CES have jointly arrived at an arrangement of 
combustors, re-heaters and turbines that provides 
competitive plant cycle efficiency.  In order to achieve 
high efficiency, it is necessary to use the drive gas 
at a very high temperature.  For the long-term, the 
target value of the drive gas (steam, CO2 mixture) in 
this project is 1,760°C (3,200°F) for the intermediate 
pressure turbine (IPT) and 760°C (1,400°F) for the high 
pressure turbine.  These temperatures are significantly 
higher than those utilized in current day industrial gas 
turbines or steam turbines. 

During FY 2008 the project approach was focused 
on near-term application of existing turbines to an 
oxy-fuel power generation demonstration project.  Such 
an approach was seen to be necessary to understand 
the material behavior in steam/CO2 environment and 
also to validate turbine performance assumptions 
since a turbine typically used as a ‘gas’ turbine is to be 
employed for expanding steam/CO2 drive gas mixture.

Results 

1.  Design concepts for high heat flux blade:   
The target heat flux capability for the blade is  
2.5 MW/m2.  (For comparison, in today’s gas turbines 
the typical heat flux encountered is approximately 
0.7 MW/m2.)  Achievement of this capability requires 
that the cooling system efficiency be increased 
markedly from the current state-of-the art designs.  
Because of the high heat flux, metal temperatures at 
the surface of components directly exposed to the hot 
working fluid will be in excess of existing structural 
material and coating capabilities.  As a result, the 
part must be prime reliant on the TBC.  To ensure this 
component meets the required low cycle fatigue life, 
the use of a developmental TBC was assumed and the 
average TBC interface temperature (i.e. the temperature 
at the interface between TBC and underlying bond 
coat) was targeted to be 900°C or less.  The selected 
blade cooling concept uses a modular design with dual 
5-pass serpentine using very low turbine inlet fluid for 
cooling.  Figure 1 shows the concept of the modular 
approach.  Figure 2 shows the attachment method 
using “hooks” to attach an external shell to an internal 
spar.  Preliminary 2-dimensional and 3-dimensional 
modeling indicates that the leading edge and trailing 
edge temperatures are somewhat higher than target 
temperatures.  Additional modifications, design 
optimization and analysis will be required to bring the 
temperatures in line with the targets.

2.  steam/cO2 exposure of materials:  The use 
of a conventional gas turbine (such as Siemens SGT-
900) in an oxy-fuel cycle will expose the hot gas path 
materials to a mixture of approximately 90% steam 
and 10% CO2 (by volume) which is not the typical 
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environment for which the blade and vane alloys 
were designed.  In order to evaluate the response 
of these nickel and cobalt-based alloys to the new 
drive gas, coupons of these materials have been 
exposed to 500 hours at 871°C (1,600°F) - the highest 
expected operating temperature on the surface of the 
components.  Table 1 shows the list of alloys, their 
application and the temperature of exposure.  The 
surface and microstructural evaluation of the exposed 

coupons is in progress.  In order to evaluate the effect 
of such exposure on important structural properties 
of the materials such as low cycle fatigue, additional 
exposure and mechanical testing is planned which will 
be conducted during FY 2009.

Table 1.  Material Coupons Exposed to Steam/CO2 Drive Gas for 
500 Hours

Material and Condition SgT-900 Turbine 
Stage

exposure 
Temperature (°C)

ECY768 uncoated, bond 
coat and TBC

Vane 1 871

IN738 uncoated, bond 
coat and TBC

Blades 1 and 2 871

IN939 uncoated, bond 
coat and TBC

Vane 2 871

X45 uncoated and with 
bond coat only

Vane 3 871

U520 uncoated and 
with bond coat only

Blade 3 871 

3.  Turbine heat transfer methodology by cfD: 
Engine selection for modeling was driven by the 
availability of data for comparison as well as similarity 
of design features in the proposed turbines intended 
for CO2 capture applications.  The Siemens gas turbine 
SGT6-5000F (formarly known as W501F) was selected 
as the best candidate based on geometrical similarities 
and availability of validation data from a real gas 
turbine operating environment.  The generation of 
3-dimensional computer-aided design (CAD) models 
of the first stage geometry has been initiated.  The 
CAD model has sufficient details for the initial analysis 
and will be adjusted after feedback from the first 
simulations.  A CFD code selection process was also 
initiated, with Numeca Fine/Turbo selected as the 
prime choice due to non-linear harmonic unsteady 
boundary condition capabilities.  License and training 
purchase is required before proceeding.  The delivery/
installation of the software and training is expected 
prior to the end of FY 2008.  Combustion CFD inlet 
conditions have also been identified and steady-state 
main flow path simulation of the first stage vane and 
blade have commenced.  The steady-state simulation 
will be used for comparison to, and to initialize the 
unsteady simulation.

4.  Direct metal fabrication process:  In support 
of the SGT-900 turbine assessment, this task was 
initiated to assess the capability of the TOMO 
Lithography Direct Metal Fabrication process which 
uses metal powders instead of investment casting to 
make advanced and otherwise unobtainable structures.  
This task is deemed important if corrosion proves to be 
an issue for steam/CO2 environment requiring either 
advanced cooling or modular components.  The casting 
parameters for the binder/metallic powder have been 

Figure 1.  Exploded View of a Modular Concept for an Airfoil

Figure 2.  “Hook” Attachment Concept for a Shell and Spar
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developed successfully.  Sintering studies on green 
bodies have been completed and Haynes 230 alloy 
powder has been down-selected for continued work.  
Densities of 85% have been achieved by sintering the 
Haynes 230 in an inert (argon) atmosphere.  Coupons 
are currently being assessed for possible hot isostatic 
pressing to achieve full density (Figure 3).  Superalloy 
foils can be substituted in the TOMO Lithography 
process and be used directly to produce high 
temperature 3-dimensional components by joining the 
foils with high temperature bonding techniques such as 
diffusion bonding.  This process has the added benefits 
such as resolution, alignment and ability to reform 
the plane.  Three foil materials (Haynes 214, Haynes 
230 and Waspaloy) were evaluated initially to assess 
response to simple diffusion bonding.  Of these, Haynes 
214 was selected based on initial bonding trials.  At the 
time of this report all final photo resist designs were 
completed and foils were awaiting print at the photo-
etch vendor.

Conclusions and Future Directions

The work performed during FY 2008 has focused 
on a near-term application of an existing Siemens 
turbine while keeping the development effort linked 
to the needs of the far-term syngas oxy-fuel cycle.  
The materials and analytical work undertaken is the 
first step towards adapting the Siemens SGT-900 
intermediate pressure turbine to perform under steam/
CO2 fluid.  The principles applied here will work 
equally well whether the fuel is natural gas or coal-
derived syngas since the resulting fluid in both cases is 
a mixture of steam and CO2.  If the focus is on near-
term natural gas application, the technical challenges 
are less daunting because of lower temperatures 
involved.  It will provide a much-needed stepping stone 
in utilization of coal syngas for the far-term higher 
efficiency cycle.

In the future this project will focus on the near 
term natural gas application that requires an inlet 
temperature in the range of 1,080°C to 1,180°C 
(1,976°F to 2,156°F) for the SGT-900 IPT.  The 
project will continue design and materials work to 

adapt the turbine to a plant cycle that uses the IPT by 
itself in a simple cycle or in conjunction with a high 
pressure steam/CO2 turbine and a low pressure steam 
turbine as in a “combined” cycle.  Further, it will seek 
opportunities to refurbish and deliver the IPT to a 
zero CO2 emission power plant for demonstration and 
testing.
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Figure 3.  Shapes of H230 Powder Material Prepared for Sintering 
Trials
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Objectives

Develop a detailed design of a 50 MW•	 th CES  
oxy-syngas combustor.

Prepare a Validation Test Plan to support testing •	
of the oxy-syngas combustor.  Identify possible test 
sites, methods, schedules, and test matrices for the 
demonstration of the combustor on coal-derived 
syngas.  Develop a detailed validation test plan.

Evaluate and test the concept of using a modified •	
gas turbine to serve as an oxy-fuel reheat 
combustor.  Perform cold flow testing on a J79 
combustor, modify the combustor and perform hot-
fire tests at CES’s Kimberlina Power Plant (KPP). 

Perform a detailed design of an oxy-fuel reheat •	
combustor for a Siemens SGT-900 gas turbine.

Perform early design tasks to support the •	
conversion of a Siemens SGT-900 gas turbine 
expander into an oxy-fuel turbine.

Accomplishments

Completed the detailed design of a 12-inch •	
diameter (100 MWth) CES oxy-syngas combustor.   

With FTT, performed cold-flow tests on a J79 •	
combustor can and confirmed the feasibility of 
converting the combustor into an oxy-fuel reheater.

With FTT, initiated long-lead design and •	
engineering efforts for the SGT-900 oxy-fuel 
conversion.

Introduction

CES has a developed a novel oxy-fuel power 
generation concept that uses proven aerospace 
technology to enable near zero-emission power 
generation from fossil fuels.  The core of the technology 
is a high-pressure oxy-combustor that burns gaseous 
fuels with oxygen in the presence of water to produce 
a steam/CO2 working fluid for steam turbines or 
modified gas turbines.  The CES oxy-combustor has 
been demonstrated with natural gas at CES’s 20 MWth 
KPP outside Bakersfield, CA, where it was used to 
produce electricity for export to the grid.  

CES is also developing a second oxy-fuel 
combustor, termed a reheat combustor or “reheater”, 
which burns fuel with oxygen to heat steam/CO2 
before it enters a high-temperature intermediate 
pressure turbine.  The purpose of the reheater is to 
increase the power cycle efficiency and improve plant 
performance.  The key difference between the reheater 
and the oxy-combustor is that the reheater requires no 
water injection.  It also utilizes combustion techniques 
commonly deployed in gas turbine combustors, and is 
closely integrated with the gas turbine expander.

Under this DOE award (DE-FC26-05NT42645), 
CES is developing its oxy-combustion technology 
for coal-based power plants that utilize synthesis gas 
as the fuel.  It is closely associated with DOE award 
DE-FC26-05NT42646 to Siemens Power Generation 
to develop high-temperature turbines that would 
be powered by steam/CO2 working fluid from the 
oxy-combustor [1].  The combination of the two 
technologies represents an attractive approach to 
highly efficient, zero-emissions coal-based systems that 
capture and sequester carbon dioxide.

The CES combustor development project was 
originally planned in three, one year phases, coincident 
with DOE fiscal years FY 2006, FY 2007, and  
FY 2008 and CES has completed the primary objective, 
design of a preliminary oxy-fuel combustor which uses 
coal-derived synthesis gas.  In late 2007, the project 
was realigned to support a potential oxy-fuel power 
generation demonstration project in the 2012-13 time 
period.  The current focus of the two projects is now 
on (i) conversion of a Siemens SGT-900 gas turbine 
expander into an intermediate pressure oxy-fuel 
turbine, and (ii) development of a SGT-900 reheat 
combustor.  The restructured project will serve as a 
bridge to long-term oxy-fuel plants that will meet the 
DOE goal of enabling high-efficiency coal-based power 
generation with >99% CO2 capture by 2015.

III.2  Coal-Based Oxy-Fuel System Evaluation and Combustor Development



Ronald BischoffIII.  Advanced Oxy-Fuel Turbines

48Office of Fossil Energy Advanced Turbine Program FY 2008 Annual Report

Approach

In Phase I of the project (FY 2006), CES 
performed the following tasks: (i) conducted systems 
studies of long-term oxy-syngas power plants that will 
be deployable by 2015, (ii) fabricated a pilot-scale oxy-
syngas injector that was installed in CES’s KPP, and 
(iii) tested the combustor with simulated syngas and 
H2-depleted syngas at power levels of up to 5 MWth.

In Phase II (FY 2007-FY 2008), CES prepared 
a detailed design of a 100 MWth 12-inch diameter 
syngas combustor, after concluding that the original 
syngas firing rate of 50 MWth could be increased by 
a factor of two.  CES is also pursuing its concept of 
modifying an existing gas turbine combustor to serve 
as a reheat combustor in the CES oxy-fuel cycle.  The 
“first generation” reheater will be a modified GE 
J79 combustor can, while the “second generation” 
equivalent will be a combustor from a Siemens  
SGT-900 gas turbine.  Also in Phase II, CES and FTT 
initiated detailed design tasks for the conversion of a 
Siemens SGT-900 turbine expander into an oxy-fuel 
turbine that will be driven by CES’ steam/CO2 working 
fluid.

Results

Detailed Design of 100 mWth Oxy-syngas 
combustor.  Detailed design work on the pre-
commercial oxy-syngas combustor began in October 
2006 and was accelerated by parallel activities in a 
natural gas (NG)-fired CES combustor development 
project.  Common features between these projects 
include combustor chamber size (12-inch inside 
diameter), oxygen and water manifolding, cool-down 
chambers, valve and instrumentation layout, compact 
skid design, and control system design.  Although the 
firing rate of equivalent NG-fired combustors is higher 
than that for syngas, the process mechanics proved 
to be very similar.  In this design effort, the team 
prepared a drawing tree, listing all drawings required 
for manufacturing and assembly of the main injector, 
combustion chamber, cool-down chambers, and water 
diluent injectors.  The design team also created a 
piping and instrumentation diagram (P&ID) for the 
Combustor Skid Assembly.  The P&ID incorporates all 
piping, valves, and instrumentation, including piping 
sizes, valve types and design, valve failure modes, and 
wiring layout.  CES plans to use “intelligent” control 
valves utilizing Foundation Fieldbus control networks.  

J79 Reheater Development.  CES is developing 
its “first generation” oxy-fuel power cycle that 
incorporates a 12-inch diameter combustor and 
modified GE J79 turbine expander.  The reheat 
combustor required for this cycle is a modified 
J79 combustor can.   To support the J79 reheater 

development effort, CES contracted FTT to assess the 
feasibility of converting an existing J79 air-breathing 
combustor into an oxy-fuel reheater.  FTT concluded 
that the approach is viable with minimal modifications 
to the combustor hardware, and is currently modifying 
a single combustor.  The key modification is the 
installation of oxygen tubes that will inject oxygen 
into a portion of the incoming steam/CO2 to create 
a steam/CO2/O2 mixture to burn the fuel.  The 
balance of the steam/CO2 stream is used to lower 
the temperature to the firing temperature of 1,700ºF 
(926ºC).  Once complete, the modified combustor will 
undergo hot-fire testing at KPP.  In these tests, CES 
will fire its existing 20 MWth combustor with NG and 
deliver a steam/CO2 stream at approximately 600ºF 
(315ºC) and 200 psia (13.8 bar) to the reheater.  The 
reheater will burn NG with O2 to reheat the steam to 
1,700ºF (926ºC) at the turbine’s inlet pressure of 190 
psia (13.1 bar).  In a parallel task, CES is designing 
a fully-instrumented test rig that will house the 
modified combustor, and quench the combustion gases 
prior to pressure let-down.  The tests are expected to 
commence in October 2008.    

Conclusions and Future Directions

CES has developed a detailed design of a 100 MWth 
oxy-syngas combustor, including the skid assembly and 
control system.  In collaboration with FTT, CES has 
determined the feasibility of converting an existing GE 
J79 combustor can into an oxy-fuel reheat combustor, 
and is currently modifying a single combustor for 
hot-fire testing scheduled to start at KPP in October 
2008.  Results from these tests will be used to prepare 
a detailed design of a “second generation” reheat 
combustor based on a combustor from a Siemens 
SGT-900 gas turbine.  FTT and CES have also started 
long-lead engineering tasks that for the conversion of a 
SGT-900 turbine into an oxy-fuel turbine that may be 
deployed in the 2012-2013 timeframe.   
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Objectives 

Develop and evaluate computational fluid •	
dynamics (CFD) analysis tools that can be used to 
examine and explore heat transfer design issues in 
turbine components to support the development 
of turbine technologies for advanced near-zero 
emission, coal-based power systems.

Apply CFD analysis tools to explore heat transfer •	
design issues in turbine components to support the 
development of turbine technologies for advanced 
near-zero emission, coal-based power systems.

Accomplishments 

Studied the coupling between internal and •	
external heat transfer across a flat plate with film 
cooling and with and without a thermal  barrier 
coating (TBC) as a function of Biot number and 
composition of the gas on the “hot” side.  It was 
shown that relative to burning natural gas, the 
temperature increase in the turbine material 
is negligible when the hot gas is the product of 
combustion of syngas and hydrogen fuels but 
appreciable when the hot gas is the product of 
combustion of oxyfuel.

Studied the coupling between internal and external •	
heat transfer across a flat plate in which the 
internal cooling passage is lined with rounded 
inclined ribs as a function of Biot number with and 
without a TBC and showed that the temperature 
variations in the turbine material can vary 
substantially about the average temperature, which 
needs to be accounted for but is not by first-order 
analysis tools used to design turbines.

Introduction 

Developing turbine technologies to operate on 
coal-derived synthesis gas (syngas) and hydrogen 
fuels is critical to the development of advanced power 
generation technologies such as integrated gasification 
combined cycle and the deployment of near-zero 
emission-type power plants that can lead to the capture 
and separation of carbon dioxide (CO2).  Whether 
the fuel burned is natural gas, syngas, or a hydrogen 
mixture, the efficiency and service life of a gas turbine 
are strongly affected by the turbine component, where 
the thermal energy in the high-pressure and high-
temperature gas that exited the combustor is converted 
to the mechanical energy to drive the compressor and 
the electric generator for power generation.  The most 
effective way to increase the efficiency of gas turbines is 
to raise the temperature of the gas entering the turbine 
component, which can be as high as the adiabatic 
flame temperature from the combustion of fuel and 
oxidizer.  The challenge lies in the fact that the inlet 
temperatures sought today, though still considerably 
lower than the adiabatic flame temperature, already far 
exceed the maximum temperatures at which even the 
best materials can maintain structural integrity with 
reasonable service life.

The objective of this project is twofold.  The first 
is to develop, evaluate, and improve physics-based 
analysis tools such as Fluent and/or CFX that can be 
used to examine and explore heat transfer issues in 
the design of the turbine component.  The second is to 
apply those analysis tools to support the development 
of turbine technologies for advanced near-zero 
emission-type coal-based power systems.  The analysis 
tools of interest are those that can properly account 
for the steady and unsteady three-dimensional heat 
transfer from the hot gas in the turbine blade passage 
through the turbine material – the TBC system and 
the superalloy – to the internal cooling passages 
as a function of the cooling strategy as well as the 
composition, the mass flow rate, and the temperature of 
the hot gas entering the turbine.  

Approach 

Comprehensive design and analysis tools for 
turbine performance based on integral and quasi-
dimensional analysis have been developed by industry 
and commercial software companies.  However, these 
design tools require inputs on the details of the fluid 
flow and heat transfer processes such as pressure loss 
and heat transfer coefficients.  There are two ways to 

IV.1  Analysis of Gas Turbine Thermal Performance
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provide the detailed information needed, and they are 
experimental and computational.  The computational 
approach based on CFD analysis is adopted here.  
CFD analyses are based on the conservation/balance 
equations of species, continuity, momentum, and 
energy that govern the details of the three-dimensional 
flow and heat transfer processes.  Depending upon 
the nature of the problem, the simulations that will be 
performed by using CFD analysis tools may be based 
on steady Reynolds-averaged Navier-Stokes (RANS) 
(realizable k-ε model with integration to the wall), 
unsteady RANS, detached eddy simulation, and/or 
large-eddy simulation.

Results 

Advanced turbines are designed to operate near 
the material’s maximum allowable temperature.  Thus, 
there is essentially no room for mistakes in the design 
of cooling strategies.  Since the hot gas composition 
from the products of combustion of syngas, hydrogen 
fuel, and oxyfuel differ considerably from those of 
natural gas in specific heats and thermal conductivity, 
the heat transfer on the hot gas side can differ 
considerably from those of natural gas.  Also, variation 
in the local heat transfer coefficient can differ by a 
factor of two to four or more about the mean, especially 
in the region about heat transfer enhancement elements 
in internal cooling passages and about film cooling 
holes if the Biot number is appreciable, which is the 
case but often neglected.  CFD simulations based on 
steady RANS were performed to examine the effects of 
the hot gas composition and the local variations in heat 
transfer due to film cooling and rib-enhanced internal 
cooling on the temperature distribution in a flat plate 
with and without a TBC.

Since natural gas is the fuel currently used to 
power gas turbines in electric power generation, it is 
of interest to see the increase or decrease in material 
temperature when the hot gas is air or products of 
combustion of syngas (syn), hydrogen (H2), and oxyfuel 
(oxy); i.e., DTi = Ti – TNG, where i = air, syn, H2, and 
oxy.  Figure 1 shows DTi at a location far upstream 
of film cooling holes for three cases: Case 1 in which 
there is no TBC, Case 2 in which there is a TBC, 
and Case 3 in which there is a TBC but its thermal 
conductivity is the same as that of the superalloy.  
From Figure 1, it can be seen that relative to natural 
gas, it is cooler by 1 to 2°C if the hot gas is air; hotter 
by 2 to 3°C if the hot gas is syn; cooler by 1 to 3°C if 
the hot gas is H2; and hotter by 35°C if the hot gas is 
oxy.  The material temperature is significantly higher 
for oxy because of the high concentration of water 
vapor.  Thus, if oxyfuel is used, then significantly better 
cooling of the turbine would be needed when compared 
to turbines that burn natural gas.

Figure 2 shows the temperature distribution on 
top of the TBC in which the hot gas temperature is 
1,755 K, the coolant temperature is 550 K, and the Biot 
number is about unity.  From this figure, it can be seen 
that the temperature variation along a constant X can 
vary up to 15 K (or 27°F), which is quite appreciable.  As 
the Biot number decreases, the variation is even greater.

Conclusions and Future Directions

Of the hot gas compositions studied, most do not 
affect material temperature by more than 3°C.  Only 
the products of combustion of oxyfuel can increase 
surface temperature by up to 35°C or more.  The 
temperature distribution in the turbine material 
is strongly dependent upon the coupling between 
internal cooling, film cooling, and the external hot gas 
flow.  When the Biot number is high, the temperature 
distribution on the hot gas side can vary by 15°C or 
more because of variation in h on the film cooling side 
and/or on the internal cooling side.  Future directions 
include application to more realistic configurations.

Figure 2.  Temperature distribution in Kelvin on top of the TBC, 
where variation in the Z direction is created by rib-enhanced internal 
cooling from left to right (P is the pitch between ribs).
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Figure 1.  Effects of hot-gas composition on increase/decrease of 
material temperature relative to products of combustion of natural 
gas (NG): DTi = Ti – TNG, where i = air and products of combustion of 
syngas (syn), hydrogen fuel (H2), and oxyfuel (oxy).
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Objectives

Generate a detailed experimental database of •	
syngas and hydrogen combustion at integrated 
gasification combined cycle (IGCC)-like 
conditions.

Investigate the fundamental chemical kinetics •	
of H2/CO/O2/N2/H2O/CO2 at pressures, 
temperatures, and concentrations typical of syngas 
and hydrogen combustion in gas turbines.

Develop detailed and reduced chemical •	
mechanisms based on this database, capable of 
prediction of NOx formation during syngas and 
hydrogen combustion.

Accomplishments

Obtained extensive experimental data of flame •	
propagation for moist syngas mixtures at an 
elevated unburned temperature of 323 K, 
with water additions of 0-35% in the syngas 
mixture, H2/CO molar ratios of 5/95-100/0, and 
equivalence ratios of 0.3-0.9.

Conducted a review of the fundamental •	
combustion characteristics of H2/CO mixtures, 
with emphasis on ignition and flame propagation 
at high pressures.

Obtained preliminary experimental data for •	
autoignition of moist syngas mixtures at elevated 
pressures using a rapid compression machine.

Analyzed uncertainty in diffusion coefficients and •	
syngas flame sensitivity.

Investigating the reaction kinetics of HO•	 2 + OH 
→ H2O + O2 by ab initio calculations and master 
equation modeling.

Introduction

This project aims to provide comprehensive 
and computationally efficient chemical kinetic 
mechanisms for facilitating the design of future coal-
derived synthesis-gas (syngas) and hydrogen-fueled 
combustion turbines through computational fluid 
dynamics simulations.  Benchmark experimental data 
are obtained for combustion characteristics, such as 
laminar flame speeds and ignition delays, of syngas 
mixtures, over a wide range of conditions.  This critical 
database is needed for validation of chemical kinetics 
of syngas combustion and is used in conjunction with 
computation methods, such as global uncertainty 
analysis, to assess the performance of the literature 
reaction mechanisms.

This report presents the experimental laminar 
flame speed data of moist H2/CO/air mixtures, with 
special emphasis on the effect of water addition on 
laminar flame propagation.  These experimental results 
are also compared to numerical computations with 
detailed chemistry and transport properties.  A detailed 
integrated flux flow analysis is further performed 
to identify the chemical effect of water addition 
and the controlling reaction steps.  The present 
experimental results provide an extensive database 
for the understanding of combustion characteristics 
at varying syngas compositions.  In addition, the 
resulting experimental database will be of practical 
use in determining the desired syngas compositions 
for optimal IGCC operation, as well as improving the 
design and operation of advanced combustors fueled by 
syngas and hydrogen.

Approach

In order to obtain extensive experimental data for 
validation of chemical kinetic mechanisms over a wide 
range of physical conditions, experiments are carried 
out in a rapid compression machine (RCM) and a 
counterflow burner apparatus.  The RCM allows access 
to the low-to-intermediate temperature autoignition 
chemistry at elevated pressures, whereas the 

IV.2  Development of Comprehensive Detailed and Reduced Reaction 
Mechanisms for Syngas and Hydrogen Combustion
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counterflow burner allows experimentation with flames 
under conditions related to high temperature kinetics.  
In conjunction with experimental data, quantum 
chemical calculations are conducted to determine the 
rate constants of critical reactions.

Figure 1 specifically shows a schematic of 
the experimental setup for laminar flame speed 
measurements.  The setup consists of a flow control and 
mixing system and the counterflow burner apparatus.  
While calibrated choked orifices are used to meter the 
flow of the desired amount of gases, water is injected 
into the system by a positive displacement syringe 
pump.  A part of the N2 flow is diverted and heated for 
atomization of water.  For complete vaporization, the 
atomized water with the heated N2 is passed through a 
heated vaporization chamber.  The rest of the nitrogen 
as well as a part of the oxygen and carbon monoxide 
are passed through nebulizers.  All gases are then 
mixed in the mixing section before being divided and 
discharged through two opposing convergent nozzle 
burners.  The entire burner assembly is electrically 
heated to obtain the desired unburned gas temperature 
at the nozzle exit.  The exit nozzle diameter is 13 mm, 
while the separation distance between the two opposing 
nozzles is 12 mm.  The resulting counterflow twin 
flames are shielded from the ambient by a nitrogen  
co-flow.  In the present study, high-purity gases are 
used: CO (99.5%), H2 (99.995%), N2 (99.98%), and  
O2 (99.98%).

Results

Laminar flame speed measurements are performed 
for a wide range of H2/CO molar ratios (5/95 to 100/0), 
with a fixed unburned mixture temperature of 323 K.  
The effect of water addition on flame propagation is 
systematically investigated by varying water content 
in the fuel mixture from 0 to 35%, over a range of lean 
equivalence ratios (0.3 to 0.9).

Figure 2 shows the experimentally determined 
laminar flame speed data for a H2/CO molar ratio 
of 5/95 at varying equivalence ratios of 0.6-0.9 and 
percentages of water content from 0-35%.  It is seen 
that the effect of water addition on laminar flame speed 
exhibits a non-monotonic behavior.  Specifically, the 
laminar flame speed increases with addition of water 
initially from 0% to 15% and then decreases from 15% 
to 35%.

Since the addition of water has a dilution effect 
when the equivalence ratio is kept constant, it 
decreases the adiabatic flame temperature.  Because 
of the reduction in adiabatic flame temperature, 
the thermal effect of water addition is to reduce the 
laminar flame speed.  This negative thermal effect 
explains the decreasing trend of laminar flame speeds 
when water addition is beyond 15%, observed in 
Figure 2.  On the other hand, the small amount of 
water addition (<15%) is seen to promote flame 
propagation for the CO-rich mixtures, leading to 
the non-monotonic behavior shown in Figure 2.  It 
is therefore expected that a positive chemical effect 
due to water addition dominates over the negative 
thermal effect in the water addition range of 0-15%.  
An integrated flux flow analysis is also carried out to 
illustrate such a promoting chemical effect and identify 
the controlling reaction steps accounting for this effect.  
Specifically, with addition of water, the production 
of OH radicals through the reaction H2O + O = 2OH 
increases substantially.  Moreover, the percentage 
consumption of CO by OH to form CO2 and H 
increases with water addition.  Through the CO + OH 
reaction, the concentration of H radicals is also noted 
to increase with water addition.  Thus, the flux flow 
analysis demonstrates that addition of H2O increases 
the radical pool of OH which provides the ultimate 
consumption pathway of CO for the CO-rich cases.
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Figure 2.  Variation of laminar flame speeds with water addition at 
unburned mixture temperature of 323 K.  Equivalence ratios: φ = 0.6, 
0.7, 0.8 and 0.9.
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It is further found that with an increase in H2/CO 
ratio the positive chemical effect is reduced marked by 
the decrease in the non-monotonic nature of the flame 
speed as shown in Figure 3.  Here, the scaled laminar 
flame speeds defined by the ratio of laminar flame 
speed with water addition to the laminar flame speed 
at the same equivalence ratio and H2/CO ratio without 
water addition are plotted in Figure 3.  It is seen that 
the non-monotonic behavior is more pronounced for 
the lowest H2/CO ratio of 5/95 and gradually decreases 
when H2/CO ratio is increased.  It is also of interest to 
note that the critical value of water addition at which 
the laminar flame speed peaks and starts decreasing 
thereafter reduces with increase in H2/CO ratio.  At 
H2/CO ratio of 15/85, the non-monotonic trend is 
minimal and beyond a H2/CO ratio of 20/80, the 
laminar flame speed decreases monotonically with 
increasing water addition.

The experimental data are also compared with 
simulated results obtained using various reaction 
mechanisms available in the literature.  In general, 
the computed results agree reasonably well with the 
experimental data for the cases with lower H2/CO 
ratios.  However, with the increase in H2/CO ratio the 
discrepancy increases.  In addition, it is noted that at 
higher H2/CO ratios the difference in the computed 
and experimental results increases as the equivalence 
ratio becomes leaner and leaner.

Conclusions and Future Directions

For the CO-rich cases (lower values of H•	 2/CO 
molar ratio), the variation of laminar flame speed 
with water addition is non-monotonic.

Detailed flux flow analysis is conducted to identify •	
the controlling chemistry accounting for this non-
monotonic behavior.

Such a non-monotonic flame speed response with •	
water addition diminishes as the H2/CO ratio is 
increased.

There exists a critical value of water addition •	
at which laminar flame speed peaks and starts 
decreasing thereafter.  This critical value of water 
addition decreases with increasing H2/CO ratio.

Beyond a critical value of H•	 2/CO ratio (i.e. 
H2-rich cases), laminar flame speed decreases 
monotonically with increasing water addition.

While there is a reasonably good agreement •	
between the computed and experimental laminar 
flame speed data for lower values of H2/CO ratio, 
the existing reaction mechanisms under-predict 
laminar flame speeds for the cases with higher  
H2/CO ratios.  The discrepancy increases further 
with leaner equivalence ratios.

Future work will focus on the following aspects:•	

Use the laminar flame speed data thus  –
obtained to improve and optimize the 
chemical kinetics mechanism for the oxidation 
of H2/CO.

Obtain detailed experimental data in the  –
RCM and counterflow burner on the effects of 
CO2 and H2O addition on the ignition delays, 
laminar flame speeds, and stretch induced 
extinction limits.

Complete the ab initio calculations and master  –
equation analysis for the rate constant of  
HO2 + OH → H2O + O2.

FY 2008 Publications/Presentations

1.  C.J. Sung and C.K. Law “Fundamental Combustion 
Properties of H2/CO Mixtures: Ignition and Flame 
Propagation at Elevated Pressures,” Combustion Science 
and Technology 180 (6), 1097-1116 (2008).

2.  A.K. Das, K. Kumar, and C.J. Sung “Laminar Flame 
Speeds of moist H2/CO mixtures,” Proceedings of the 
2008 Technical Meeting of the Central States Section of 
the Combustion Institute, Tuscaloosa, April 2008.
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Objectives 

Optimization and validation of the •	 Faradayic 
Electrophoretic Deposition (EPD) process for 
deposition of thermal barrier coatings (TBCs) 
with the appropriate microstructures to prevent 
coating failure during standard and accelerated 
turbine engine operation in natural and syngas 
environments.

Development and validation of a post-deposition •	
thermal treatment for the EPD coatings to preserve 
the necessary microstructure to maintain coating 
durability and reliability during operation.

Selection of appropriate tests of merit, e.g. thermal •	
stability, thermal cycling, thermal conductivity, 
etc., to qualify coating durability and reliability.

Accomplishments 

EPD can be used to deposit TBCs with a coating •	
thickness of up to 285 microns.

The porosity of the TBC deposited by EPD is •	
~40%.

Demonstrated that •	 Faradayic EPD process can 
reduce the surface roughness and hydrolysis 
related coating defects observed during 
conventional EPD.

Introduction 

The design and manufacturing of gas turbine 
engines is challenging from both engineering and 
material science standpoints due to the engine’s high 
rotational speeds and high operating temperatures.  
Component failure stems from several sources 
including corrosion due to hot gases contaminated 
with chloride and sulfate, oxidation in an enriched 
oxygen environment, mechanical wear and erosion.  
Additionally, the components experience extreme 
temperatures, constant thermal cycling and thermal 
shock.  Turbine blades are especially susceptible to 
damage, requiring routine maintenance for repairs, 
refurbishing or replacement.  TBCs are employed to 
protect the turbine engine components.  These coating 
systems provide thermal, oxidation and mechanical 
protection, reduce thermal gradients and lower the 
metal substrate surface temperature, extending the life 
of the engine components.

Approach 

Faraday is developing a new manufacturing 
process, the Faradayic EPD process, for TBC deposition 
of yttria-stabilized zirconia (YSZ) onto gas turbine 
components.  It should be noted that EPD can deposit 
any material that can be manufactured in submicron 
powder form, thus it is not restricted to YSZ and 
would be suitable for new TBC material sets that have 
lower thermal conductivity necessary for increased 
turbine operating temperatures.  The Faradayic EPD 
process combines conventional EPD with pulsed 
electric fields to induce migration of charged particles 
in a suspension to uniformly deposit the TBCs onto 
the gas turbine components.  It is a non-line-of-sight 
process, making it suitable for coating complex shaped 
components with a TBC of controllable thickness and 
a microstructure that is sufficiently strain tolerant to 
survive in the turbine environment.

Conventional EPD is similar to electrolytic 
deposition except that the deposited particles do not 
undergo a valence change during deposition.  EPD 
involves three fundamental steps:

1. Charging of the particles in suspension.

2. Direct current (DC) electric field induced 
migration of the particles toward the oppositely 
charged substrate.

3. Deposition and adherence of the particles onto the 
substrate.

IV.3  Development of Electrically Mediated Electrophoretic Deposition for 
Thermal Barrier Coating Systems
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Conventional EPD has the benefits of fast 
deposition rates, non-line-of-sight deposition, simple 
deposition equipment, low levels of contamination 
and reduction of waste relative to dipping or spraying 
processes.

Figure 1 shows a schematic drawing of a Faradayic 
pulse reverse electric field used to electrically mediate 
the applied electric field during the Faradayic EPD 
process.  The waveform parameters are: (1) the anodic 
pulse current density, ia; (2) the anodic on time, ta;  
(3) the cathodic pulse current density, ic; (4) the 
cathodic on time, tc; and (5) the off-time, to.  The sum 
of the anodic and cathodic on-times and the off-time 
is the period, T, of the modulation.  The inverse of 
the period is the frequency, f, of the modulation.  The 
anodic, γa, and cathodic, γc, duty cycles are the ratios of 
the respective on times to the modulation period.

Combining the Faradayic electric field with 
conventional EPD enhances the process capability 
enabling:

Improved electric field control.•	

Control of the deposit thickness.•	

Improved coating of recessed or hidden surfaces.•	

The application of a coating using conventional 
or Faradayic EPD results in a loosely bonded layer of 
coating particles defined as a green coating.  A post-
processing thermal treatment is required to transform 
the green coating into its final form.  Since the green 
coating has limited strength, the post-processing 
methods must be controlled from several aspects, 
including care in handling, exposure to contaminants, 
and elapsed time between operations.  The approach 
for the post-processing of EPD coatings is to establish 
the requirements for a coating system in terms of 

thickness, grain morphology, thermal properties and 
bond strength to the substrate.  There are a variety of 
post-processing methods that are applicable to EPD 
methods; for TBCs, Faraday is investigating thermal 
sintering as well as alternative techniques such as 
directional heating, microwave and infrared sintering.  
The priorities for a post-deposition process are as 
follows:

Establishment of a quality bond between the •	
coating layer and the bond coated substrate 
material.

Diffusion, densification, and consolidation to the •	
required percent theoretical density.

Preservation of the coating and substrate •	
microstructures.

Control of the dimensional thickness.•	

Results 

Faraday received 40 bond-coated IN939 button 
samples and eighteen bond-coated Haynes 230 button 
samples from Siemens Power Generation, Inc. in 
Orlando, Florida for deposition experiments.  The 
substrate alloys are formulations currently used in the 
turbine engine and the bond coat is sufficiently rough 
enough to enable the adhesion of the YSZ particle 
applied using EPD.  A benchtop EPD system that 
includes an EPD deposition cell, a TEGAM arbitrary 
waveform generator, a Kepco bipolar power supply/
amplifier, a Sears multimeter, and a Fluke oscilloscope 
were assembled for the deposition experiments.

Using the benchtop EPD system, baseline, 
conventional EPD experiments were performed for 
comparison with results from the Faradayic EPD 
experiments.  These coatings were deposited from a 
suspension of YSZ particles suspended in ethanol.  
Organic dispersants and binders were used to charge 
the particles and enhance the green coating adhesion.  
Thus far, one voltage has been investigated at various 
deposition times.  Increasing deposition time results in 
an increase in the surface roughness of the coating that 
may be detrimental to the air flow dynamics required in 
the turbine operation.  Scanning electron microscopy 
(SEM) analysis of a top view and cross section of 
the green coating suggests that the microstructure is 
porous and laminar with intermittent microcracks that 
should provide a low thermal conductivity.  Hydrolysis 
of the small amount of water present in the suspension 
during the DC EPD experiments occurs due to the large 
voltage employed for deposition.  This hydrolysis causes 
defects in the coating (visible in the SEM pictures).  
From the SEM picture (Figure 2), the average green 
coating thickness for a 3 minute deposition time is 
~490 microns and the coating porosity was estimated 
at ~40% (yielding an approximate packing density of 
60% of the theoretical density).
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Faradayic EPD experiments (forward pulsing only) 
were conducted from the same suspension utilized for 
the baseline conventional EPD experiments described 
previously.  To date, Faraday has investigated a 
combination of five duty cycles and five frequencies at 
one peak voltage.  From these tests, Faraday has made 
the following conclusions:

The frequency has no strong effect on the coating •	
surface roughness and coating mass (and thus the 
coating thickness, Figure 3).

The duty cycle does affect both the coating surface •	
roughness and coating mass.  Increasing the duty 
cycle, increases the coating mass but also increases 
the coating roughness and hydrolysis (Figure 3).

For lower duty cycles, hydrolysis has not been •	
observed, so there should be minimal to no 
hydrolysis induced coating defects.

Optical microscopy suggests that while cracking •	
is still present on the surface of the sample, there 
appears to less cracking for Faradayic EPD 
coatings.

Surface cracking in the coating may be a result •	
of the drying process employed following the 
deposition of the green coating.

Faraday is in the process of developing a post-
deposition thermal treatment process to consolidate 
the EPD green coatings.  The thermal treatment will 
also increase the mechanical integrity of the coating.  
The thermal post-deposition treatment includes a 
binder burnout step, followed by a sintering step.  Both 
differential scanning calorimetry and gravimetric 
analysis were used to aid in the determination of the 
temperature at which the binders can be successfully 
removed from the coating before sintering.  Energy 
dispersive X-ray spectroscopy was used to confirm 
removal of the organics (binders and dispersants) 
from the coating prior to sintering.  Faraday has made 

the following conclusions about the post-deposition 
thermal treatment based on the experiments that have 
been conducted:

Binder burnout can be achieved by heating the •	
sample from room temperature to 100°C at 10°C 
per minute followed by heating from 100°C to 
600°C at 1°C per minute for one hour.

Samples are very fragile after the binder burnout, •	
and thus should not be handled before sintering.

Cracks are present where hydrolysis defects •	
resulting from conventional EPD are present.

A 3 minute conventional EPD experiment results •	
in a coating with a thickness of approximately 
285 microns after sintering at 1,000°C (ramp=1°C 
per minute) for one hour (Figure 4, top).

A 15 minute •	 Faradayic EPD experiment using a 
low duty cycle, and medium frequency results in a 
coating with a thickness of 180 microns (Figure 4, 
bottom).

Conclusions and Future Directions

In addition to the completed activities described 
previously, several activities are ongoing:

Further optimization of the •	 Faradayic EPD 
processing parameters, including peak voltage, 
total deposition time, and pulsed-reverse 
parameters.

Figure 2.  SEM of Green TBC Deposited Using Conventional EPD

99

93

87

81

75

Mass

M
as

s 
pe

r A
re

a 
(m

g/
cm

2 )

31

27

23

19

15

Roughness

Low Med High Low Med High
R

a

Duty Cycle Frequency

Low Med High Low Med High

Duty Cycle Frequency

Figure 3.  Minitab Statistical Analysis Showing the Effects of Duty 
Cycle and Frequency on Mass (top) and Surface Roughness (bottom)



Heather McCrabbIV.  Advanced Research

62Office of Fossil Energy Advanced Turbine Program FY 2008 Annual Report

Further exploration of sintering parameters, more •	
specifically processes that preferentially heat the 
TBC so as not to damage the substrate.

Further analysis of coating properties as they relate •	
to the various processing parameters, including 
thickness, roughness, uniformity, and hardness.

Determination of the coating thermal conductivity •	
and crystallographic structure.

Further analysis of the coating properties as they •	
relate to thermal stability and thermal cycling tests.

FY 2008 Publications/Presentations 

1.  “Electrophoretic Deposition of Thermal Barrier 
Coatings by the Faradayic Process” Material Science and 
Technology 2008 Conference Proceedings, Pittsburgh, PA 
(September) 2008. (Publication Pending) Poster and Oral 
Presentations.

2.  “Faradayic Process for Electrophoretic Deposition of 
Thermal Barrier Coatings”, 32nd International Conference 
& Exposition on Advanced Ceramics and Composites  
Conference Proceedings American Ceramics Society, 
Daytona Beach FL. (January) 2008. (Publication Pending) 
Poster and Oral Presentations.

Figure 4.  TBC Applied by Conventional DC EPD and Sintered at 
1,000°C (top); TBC Applied by Faradayic EPD and Sintered at 1,092°C 
(bottom)
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Objectives 

Define the mechanical arrangement of an •	
optimized turbine blade based on spar-shell 
construction.

Identify materials best optimized to the spar-shell •	
turbine blade for use in specific environments.

Define cooling system features required to produce •	
high thermal efficiency.

Identify manufacturing and fabrication •	
requirements.

Evaluate benefits and costs of this system.•	

Produce a design concept to carry forward into a •	
Phase II development project.

Accomplishments 

Florida Turbine Technologies (FTT) has •	
demonstrated the feasibility of the spar-shell 
technology mechanical design, cooling and 
structural aspects. 

Additional concept variants and design approaches •	
have been identified as a result of the conceptual 
design development.

Assembly of the spar-shell has been verified with •	
the construction of a prototype model.

Introduction 

The use of cooling in the turbine, although 
permitting turbine components to operate within 
an environment of high temperature and pressure, 
causes an efficiency debit to the turbine subsystem 
and overall power plant.  Current gas turbine 
systems already operate at temperature and pressure 
levels that are sufficiently high to require the use 
of advanced materials systems and cooling of the 
turbine components.  Technology advances within 
the turbine systems therefore represents an excelled 
avenue for improving the overall power plant efficiency.  
In particular, technologies that permit turbines to 
operate at increased temperatures and pressures are 
desired to achieve the specific performance goals.  
Advances of both the materials and cooling systems are 
clearly required to extend the envelope for improved 
performance and efficiency in the future systems.  

To meet future power generation needs, FTT 
has proposed the development of an innovative 
design approach to provide highly durable turbine 
components that increase efficiency by requiring 
the lowest cooling flow possible.  The proposed gas 
turbine blade design is constructed of an internal 
structurally supporting member (spar) and a separate 
external shell to provide the aerodynamic envelope.  
The so-called spar-shell system enables the use of 
advanced, high-temperature materials that are not 
available based on current design philosophies and 
manufacturing approaches.  In addition to providing 
higher temperature capabilities, features of this system 
resolve the well-known technical barrier, thermal 
mechanical fatigue (TMF).  This barrier limits heat flux 
levels and cyclic life of today’s turbine components, 
particularly at the interface between the main airfoil 
body and the platform/attachment structure.  Further, 
this architecture facilitates the cooling system to be 
optimized to the smallest possible cooling flow required 
by enabling the use of practical and robust near wall 
cooling features while minimizing the plugging risk 
of systems such as those associated with effusion 
and other porous hole schemes.  In this project, FTT 
has laid out a comprehensive plan for the design and 
development of this concept.  Further, FTT has the full 
support and backing of a primary original equipment 
manufacturer, namely Siemens Power Generation 
(SPG), with the expressed commitment to evaluate the 
design within the SPG design review process.  Further, 
upon successful completion of these reviews, SPG has 

IV.4  High-Temperature Capability and Innovative Cooling with a Spar and 
Shell Turbine Blade
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agreed to install development hardware in an engine to 
permit validation test data to be acquired.

Approach 

FTT has proposed the development of a spar-shell 
turbine component system to realize the future turbine 
system goals of reduced cooling flow consumption and 
increased efficiency.  Development of the proposed 
spar-shell turbine component system offers several 
advantages relative to the current state-of-the-art.  To 
realize these goals, several objectives, as delineated in 
the following paragraphs, must be pursued.

The concept of a spar-shell turbine component is 
not new.  FTT recognizes the limitations of current 
material and cooling systems and has been actively 
investigating alternatives to resolve the major issues.  
As a result, development of the spar-shell system has 
proceeded to the point where detailed analytical and 
empirical verification is required as a prerequisite to 
ultimate verification of the design concept in a test 
engine.  One example of such a component is described 
in U.S patent #7080971, “Cooled Turbine Spar Shell 
Blade Construction” by Wilson and Brown.  Although 
development of the spar-shell system has proceeded 
beyond this patent, namely with respect to attachment 
features and shell loading, the art reproduced in 
Figure 1 illustrates the basic concepts of this design 
approach.  As shown, this design approach utilizes 
an internal spar which is surrounded by an external 
shell.  This fabrication approach has several advantages 
relative to the current state-of-the-art monolithic 
cast structures.  First, the internal spar represents the 

primary framework of this concept.  Since this member 
is thermally protected by the shell from the hot working 
fluid passing around the airfoil, it can be maintained 
at a relatively low temperature very near that of the 
coolant.  The spar material can therefore be optimized 
for very high strength at a moderate temperature level.  
Second, since the shell is structurally isolated from the 
spar, its material can be selected on the basis of high 
temperature capability.  Thermally induced stresses 
are a primary driver and limiter of existing cooled 
turbine components.  This design approach serves to 
mitigate the associated effects on low cycle fatigue and 
TMF distress through both thermal and mechanical 
isolation of the spar and shell.  Further, other desirable 
thermal attributes, such as the ability to support 
high temperature and heat flux, can be considered as 
primary drivers in the shell material selection.

Results 

Design and analysis of the spar-shell technology 
have been performed to support the feasibility of 
the concept.  From a cooling perspective, the spar-
shell blade may take many possible forms.  However, 
to improve the performance of the cooling system 
while reducing the amount of cooling flow requires 
that the thermal efficiency of the internal convection 
cooling system be increased while film cooling benefits 
are reduced with the reduction of overall cooling 
flow.  To this end, a conceptual cooling circuitry has 
been defined to provide the required heat transfer 
characteristics.  In addition, structural analyses have 
been performed in a finite element model (Figure 2) to 

Figure 1.  U.S. Patent #7080971, “Cooled Turbine Spar Shell Blade Construction”
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verify the basic structural and vibration characteristics.  
Results from these analyses support the feasibility of 
the design and indicate the need for continued research 
to refine and optimize the design.

During the course of this project, a prototype 
model of one possible representation of the spar-
shell system was developed and constructed using a 
three-dimensional printing process.  The geometry 
selected for this demonstration was based on a spar 
which supports the shell from the tip of the airfoil.  In 
this construction, the spar must be inserted through 
the shell from the tip of the airfoil with a mechanical 
joint used to fix the spar to an attachment and 
platform structure.  For the purposes of this initial 
development, an airfoil having constant cross-sectional 

area was assumed and wall thickness was assumed 
to be constant from the root of the airfoil to the tip.  
The shell includes separate leading edge and trailing 
edge cooling cavities as might be employed with 
impingement-style cooling systems and four L-shaped 
hooks were modelled to provide support of the shell 
from the spar.  The entire system was modelled in the 
ProEngineer computer aided design system, and a 
model was constructed from this geometry definition 
(Figure 3).

Conclusions and Future Directions

Results from conceptual design work performed 
during the Phase I Small Business Innovative Research 
(SBIR) support continued development of the 
technology.  FTT has recently been selected for a Phase 
II SBIR award to define a detailed design of a spar-shell 
turbine component.  

Beyond the Phase II SBIR, development would 
consist of fabrication of test articles based on a Phase 
III SBIR or other funding source.  The development 
project plan culminates in a prototype demonstration 
of the technology.  To facilitate this demonstration, 
a test in an actual industrial gas turbine engine is 
proposed to:

verify the feasibility of the spar-shell concept,•	

demonstrate thermally free platforms,•	

demonstrate thin-wall structures,•	

demonstrate increased manufacturing yields and •	
lower cost with single crystal,

evaluate advanced airfoil cooling,•	

evaluate advanced platform cooling,•	

Figure 2.  Analytical Model/Finite Element Mesh

Figure 3.  Spar-Shell Prototype Model
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test advanced materials,•	

evaluate advanced thermal barrier coatings, and•	

evaluate fabricated blade and high-speed •	
machining capabilities.

To perform this demonstration, FTT has the 
expressed commitment of SPG to test approved engine 
hardware in their Berlin Test Bed.  To be approved for 
demonstration, the prototype hardware must pass all 
engineering and design review requirements.  This type 
of test permits the construction of a so-called rainbow 
wheel where a mix of turbine blade configurations, 
materials and technologies may be installed in a single 
turbine rotor and be evaluated in a single engine test.
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Objectives

Remove the most critical barrier to usage of •	
high-hydrogen fuels in low-emission turbines by 
improved understanding of flashback phenomenon.

Determine mechanisms of flashback in high-•	
hydrogen combustors.

Perform parametric studies that determine •	
flashback studies at realistic conditions over a range 
of fuel compositions and operating conditions.

Perform complementary modeling to predict •	
flashback as a function of fuel composition.

Accomplishments

Demonstrated that multiple flashback mechanisms •	
exist at conditions of interest to gas turbine 
combustors.

Obtained data quantifying flashback boundaries •	
over a wide range of operating pressure, 
temperature, and fuel composition.

Obtained high-speed visualizations of flashback •	
phenomenon.

Developed model predicting influence of flame •	
propagation on the upstream flow field, a key 
process influencing flashback. 

Performed kinetic calculations to correlate •	
flashback data obtained during experiments.

Transitioned knowledge to industry through •	
seminars at several gas turbine original equipment 
manufacturers and publications.

Introduction  

This project is motivated by the fact that the 
inherent variability in composition and heating value 
of coal-derived, high-hydrogen fuels provides one of 
the largest barriers towards their usage.  This fuel 
composition variability is of concern because low-
emission combustion systems are generally optimized 
to operate with fuels that meet tight specifications.  The 
objective of this project is to improve the state-of-the-
art in understanding and modeling flashback, an issue 
that will be of acute significance in realization of low-
emission, fuel-flexible gas turbines that burn hydrogen-
containing fuels.  The term “flashback” refers to flame 
propagation upstream of the combustion chamber 
into the fuel/air mixing passages, which causes severe 
damage to parts.  Flashback occurrences in modern gas 
turbines occur occasionally and can easily cost millions 
of dollars in replacing damaged parts and lost revenue. 

Approach

This project investigated this problem with a 
three-pronged approach: experiments at realistic 
conditions, computational kinetic calculations, and 
analytic modeling.  The experiments are performed 
at the Georgia Tech gas turbine combustor simulator, 
which can operate at the conditions encountered 
in gas turbine combustors.  This state-of-the-art 
facility is unique in its full optical access, allowing for 
usage of modern laser-based diagnostic techniques 
to interrogate the critical internal flow and flame 
characteristics.  A photograph of this facility is shown 
in Figure 1.

In parallel, computations of the flame speeds, 
strain sensitivities, Lewis numbers, and other key 
combustion properties are performed using state-
of-the-art numerical tools and kinetic mechanisms.  
These tools allow for predictions of key combustion 
parameters that are not directly observable.  Finally, 
analytic investigations of flame/flow investigations are 
performed using advanced theoretical approaches that 
have allowed us to understand how the flame interacts 
with the approach flow field.  

Results

The objective of this project is to improve the state-
of-the-art in understanding and modeling flashback, 
which is known to be the most significant issue in 

IV.5  Flashback Characteristics of Syngas-Type Fuels under Steady and 
Pulsating Conditions
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low-emission combustors containing high levels of 
hydrogen.

One of the key complexities associated with this 
problem is the multitude of flashback mechanisms 
present.  In a non-swirling flow, the flame can 
flashback either in the core flow or through the 
boundary layer, if the flame speed exceeds the flow 
speed.  In a swirling flow an additional, recently 
proposed mechanism also is present, termed 
combustion induced vortex breakdown.  

By obtaining data over a range of hydrogen levels, 
pressures, temperatures, and nozzle velocities, we have 
been able to confirm that two distinct mechanisms of 
flashback occur.  Most significantly, we have found 
that the flashback mechanism changes substantially 
between high and low/intermediate hydrogen levels.  
The former case is apparently associated with fast 
flame propagation through the boundary layer or in 
the core flow.  The latter mechanism is a gradual flame 
movement that appears to scale with temperature ratio 
across the flame, and not the flame speed.  Typical data 
showing the dependence of the flashback fuel/air ratio 
as a function of the fraction of hydrogen in the fuel are 
shown in Figure 2.  This data illustrates that high-
hydrogen mixtures are extremely prone to flashback.

We have also obtained high-speed visualizations 
through an optically accessible nozzle section of the 
flashback phenomenon, showing the flame propagation 
upstream in a helical fashion.  A typical image set 
showing this is shown in Figure 3.

Throughout the project we have maintained in 
close communication with technical personnel at 
two Department of Energy labs, the National Energy 
Technology Laboratory and Sandia.  We have also 
maintained our interactions with several gas turbine 
manufacturers with whom we have closely worked in 
prior and ongoing programs.  

Conclusions and Future Directions

A key conclusion of this work is that several 
distinct flashback mechanisms exist, each with 
different parametric sensitivities on combustor 
parameters.  For example, the combustion induced 
vortex breakdown mechanism is apparently critically 
controlled by temperature ratio across the flame, as 
well as flame speed.  This work has proven very useful 
to industry in developing high-hydrogen capable, ultra-
low NOx combustion systems.
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Figure 2.  φ at Flashback Versus %H2 at Nozzle Velocity of 40 m/s, 
T0 = 458 K and P = 4.4 atm

Figure 3.  Eighty Percent CH4, 20 percent H2 flashback at 359 K, 
1 atm, and nozzle velocity of 49 m/s.  Shows the flame propagation 
sequence zoomed in on the quartz tube.  Images are 0.5 ms apart.
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Objectives

Remove critical barriers to usage of high-•	
hydrogen fuels in low-emission turbines by 
developing predictive capabilities for flashback and 
combustion instability.

Develop computational simulation capabilities to •	
predict the conditions under which detrimental 
flashback and combustion instabilities occur.

Perform validating experiments of conditions •	
under which flashback and instabilities occur.

Distill knowledge gained from simulations and •	
experiments into a reduced order model which can 
be used as a design tool.

Accomplishments

Developed model of turbulent flame response to •	
acoustic forcing.

Developed model of flame response to fuel/air •	
ratio oscillations.

Worked with industrial partners to transition •	
developed predictive tools into the design process 
for next generation gas turbines.

Obtained air-forced response measurements with •	
natural gas.

Obtained self-excited instability measurements •	
with hydrogen-natural gas fuel mixtures.

Bi-weekly telecons with industry partners on •	
the project were used for obtaining input on key 
problems and approaches of most interest.

Introduction

This project is motivated by the fact that the 
inherent variability in composition and heating value 
of coal-derived, high-hydrogen fuels provides one of 
the largest barriers towards their usage.  This fuel 
composition variability is of concern because low 
emissions combustion systems are generally optimized 
to operate with fuels that meet tight specifications.  
The objective of this proposed project is to improve 
the state-of-the-art in understanding and modeling 
combustion instabilities and flashback, probably the 
two most critical issues associated with burning high 
hydrogen fuels in low emissions turbines.  The term 
“flashback” refers to flame propagation upstream of the 
combustion chamber into the fuel/air mixing passages, 
which causes severe damage to parts.  “Combustion 
instabilities” refers to damaging pressure oscillations 
excited by the combustion process.  The damage due 
to these oscillations and flashback cause hundreds of 
millions of dollars of damage in low-emission turbines 
every year, through forced outages and broken parts.

Approach

This project is investigating this problem with a 
three-pronged approach: experiments, computational 
kinetic calculations, and analytic modeling.  It consists 
of a collaborative effort involving two universities, 
both with strong expertise in dynamical combustion 
phenomenon, and two gas turbine manufacturers.  In 
addition, the proposed research will be structured to 
provide significant student involvement (including high 
school teachers, undergraduate students, and graduate 
students) and therefore will make an important 
contribution to the future science and technology base 
of our nation.  Its focus upon high fidelity simulations, 
coupled with validating measurements, and 
development of reduced order models will significantly 
improve understanding of these phenomenon and 
capabilities for predicting their occurrence.  

Results

analysis: Analytical work has focused on the 
development of engineering prediction models that 
can be used to predict flame characteristics.  A model 
for premixed flame response in the low excitation 
amplitude and low turbulence intensity regimes was 
derived using the technique of asymptotic expansions.  

IV.6  Prediction of Combustion Stability and Flashback in Turbines with 
High-Hydrogen Fuel
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The results obtained from these analyses demonstrate 
the fundamental issues that must be considered 
while developing models for turbulent premixed 
flame response to acoustic forcing.  The investigated 
geometry is illustrated schematically in Figure 1.  The 
instantaneous location of the flame surface ζ(x,y,t) is 
given by the flame-front tracking equation,

These equations have been solved to determine 
solutions for the flame sheet response.  These solutions 
have been worked out for flame responses to vortices 
excited by the oscillating flow and fuel/air ratio 
oscillations.

experiments: The flame’s response to velocity 
fluctuations as large as 60% has been measured 
over a range of frequencies from 100 Hz to 450 Hz.  
The velocity fluctuation is measured using a two-
microphone technique near the exit of the nozzle and 
the flame’s response is defined by the fluctuation in the 
flame’s rate of heat release, which is determined from 
OH* chemiluminescence measurements. 

Figure 2 shows typical flame response 
measurements for fixed inlet temperature, mean nozzle 
velocity, and equivalence ratio for the case of natural 
gas fuel.  For these tests the fuel and air are mixed 
upstream of the choked inlet to the nozzle to eliminate 
the possibility of equivalence ratio fluctuations.  
These data show both the linear and nonlinear flame 
response regimes that the model must account for to 

provide accurate predictions of instability frequency 
and amplitude.

In addition to the forced response measurements, 
the self-excited instability characteristics of the 
combustor are determined in a variable length 
combustor.  Typical results are shown in Figure 3, 
where the normalized combustor pressure fluctuation 
(upper graphs) and the instability frequency (lower 
graphs) are plotted versus the combustor length for 
the case of 100% natural gas on the left and 45% 
hydrogen-55% natural gas on the right.  These results 
show that with 100% natural gas unstable combustion 
occurs at combustor lengths near 58 inches with a 
frequency of approximately 210 Hz.  With the addition 
of 45% hydrogen in the fuel, the instability region shifts 
to combustor lengths near 42 inches with a frequency 
of approximately 380 Hz.  Other measurements show 
that as the hydrogen percentage increases from 0% to 
45% the ~210 Hz instability weakens and the ~380 Hz 
instability strengthens, but no instabilities are observed 
at intermediate frequencies.

Conclusions and Future Direction

Work to date has made important progress in 
modeling and measuring flame responses to flow 
perturbations.  Such capabilities are absolutely 
essential in developing robust, ultra-clean engines 
capable of operation with a range of fuels.  Future work 
will focus on continuing transition of these results to 
conditions encountered in practical systems.  

Figure 1.  Schematic of investigated geometry showing one half of 
the instantaneous flame surface (solid red curve), the instantaneous 
coherent flame surface (solid green curve) and the nominal flame 
surface (broken black line).  The flow is from bottom to top.
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Figure 2.  Normalized fluctuation in the rate of heat release, as 
indicated by OH* chemiluminescence, versus the normalized velocity 
fluctuation for an inlet temperature of 200°C, a mean nozzle velocity 
of 60 m/s and an equivalence ratio of 0.6 over a range of forcing 
frequencies from 100 to 450 Hz with natural gas fuel.
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Figure 3.  Normalized combustor pressure fluctuation and corresponding frequency of self-excited instabilities as a function 
of the combustor length at an inlet temperature of 200°C, a mean inlet velocity of 60 m/s, and an equivalence ration of 0.6.  The 
graphs on the left are for 100% natural gas and the graphs on the right are for a 55%/45% natural gas-hydrogen fuel mixture.
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Objectives 

To develop high-temperature thermal barrier •	
coating (TBC) systems and substrate materials 
for advanced hydrogen-fired and oxy-fuel turbine 
applications.

To computationally simulate and experimentally •	
characterize aerothermal heat transfer in advanced 
hydrogen-fired and oxy-fuel turbine applications.

To develop non-destructive evaluation (NDE) •	
techniques and portable test equipment for 
assessment of TBC material properties.

Accomplishments 

NETL bond coat (BC) systems achieved  •	
∼50-63% of the 1,100°C thermal cycle life of a 
Pt-Al bond coat system during bench-scale testing.  
For comparable coating thicknesses, the NETL 
bond coat/ytrria-stabilized zirconia (YSZ) TBC 
system achieved ∼61% of the cycle-to-failure life of 
a PtAl/YSZ system, and was shown to exceed the 
cycle-to-failure life of a NiCoCrAlY/YSZ system.

High temperature sintering resistance of high •	
purity YSZ, as well as the viability of thicker air 
plasma spray (APS) coatings (i.e., 375 µm) when 
applied to MCrAlY/IN 718 after 2,000 test cycles 
in the Praxair JETS test rig were demonstrated.

Aerothermal heat transfer models project similar •	
pressure and temperature distribution trends for 
hydrogen-fired and oxy-fuel airfoil as those under 
convection dominated flow.

Aerothermal heat transfer models project the •	
beneficial influence of combined enhanced 
internal cooling and skin-cooled configuration, 
compensating for the possible TBC spallation in 
hydrogen-fired turbine applications.

Airfoil creep life prediction damage models were •	
developed.  For generic serpentine and skin-cooled 
turbine configurations, local and cumulative 
damage were projected for hydrogen-fired and oxy-
fueled airfoils.

Prototype portable and hand-held micro-•	
indentation test units were developed for 
determining the stiffness of metals, superalloys, 
and thermal barrier coated systems.  Validation 
testing was conducted, confirming literature 
reported material property data.

Three bench-scale experimental test facilities are •	
being constructed to address potential technology 
advancements for both external and internal 
cooling concepts, as well as validation of the 
damage mechanics concepts for evolution of TBC 
damage.

Introduction 

Hydrogen-fired and oxy-fueled land-based gas 
turbines currently target inlet operating temperatures 
of ∼1,425-1,760°C (∼2,600-3,200°F; Table 1).  In view 
of natural gas or syngas-fired engines, advancements 
in both materials, as well as aerothermal cooling 
configurations are anticipated prior to commercial 
operation. 

During fiscal year (FY) 2008, the Materials and 
Component Development for Advanced Turbine 
Systems project supported nine subtasks that focused 
on materials development, aerothermal heat transfer, 
and non-destructive evaluation techniques.  The 
project:

Combined the expertise of NETL, Pitt, and •	
WVU researchers, working in conjunction 
with commercial metal and coating suppliers 
as Howmet International and CFI to develop 
advanced material systems, as well as non-
destructive evaluation diagnostic techniques.

Combined the expertise of Pitt and NETL to •	
develop advanced aerothermal cooling and 

IV.7  Materials and Component Development for Advanced Turbine Systems
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computational creep life prediction models, and 
supported demonstration of the validity of advanced 
cooling concepts in bench-scale laboratory test 
facilities that are currently being designed and 
constructed on NETL’s and Pitt’s campuses.

Utilized test facilities at WPC for high-temperature •	
thermal flux testing, and Praxair’s JETS testing for 
evaluation of newly developed material systems 
in conjunction with developing baseline reference 
performance characteristics for commercial state-
of-the-art (SOTA) thermal barrier coated material 
systems.

Approach 

Efforts in the materials development area were 
focused on (1) development of a wet spray bond coat 
system that can be applied to nickel-based superalloys 
and single-crystal substrates, and integrated with YSZ 
as either a discrete layer or as a functional gradient; 
(2) provision of higher thermal insulating capabilities 
of the external YSZ layer through development and 
application of thicker APS YSZ layers with improved 
subsurface bond coatings; and (3) development of 
advanced substrate materials based on aeroengine 
technology utilizing niobium-based systems.  Areas 
2 and 3 support extended airfoil life in the event that 
metal substrate surfaces are not adequately cooled, 
or that failure of the applied TBC layer occurs during 
operation in future gas turbine applications.

Efforts in the aerothermal heat transfer area 
included development of a three-dimensional 
computational simulation of external heat transfer 
and thermal loading that is projected to be generated 

over a generic turbine airfoil for the hydrogen-fired 
and oxy-fuel turbine applications.  Information from 
this simulation provided detailed local distributions of 
surface temperature and heat flux penetrating through 
the TBC layer.  In conjunction with solid modeling, 
the metal substrate temperature, and local stress 
and strain over the entire airfoil were determined.  
Complementary to the aerothermal modeling effort 
was the development of a durability-life prediction 
methodology for TBC-coated systems.  This unique 
approach, based on damage mechanics for crack 
formation and propagation, is capable of transforming 
a group of operating variables (i.e., temperature, stress, 
strain, and moisture), to quantifying the durability and 
life prediction for both the substrate matrix and TBC.  

To confirm the computational modeling 
efforts, bench-scale experimental test facilities are 
being constructed to address potential technology 
advancements for both external and internal cooling 
concepts, as well as validation of the damage 
mechanics concepts for evolution of TBC damage.

Monitoring the stability or degradation of 
commercial TBCs or developmental material systems 
has traditionally been conducted via destructive 
analyses of numerous coupon samples.  Frequently, 
however, destruction of coupons or full airfoils is not 
warranted since continued exposure or in-service use is 
required.  Therefore, development of NDE techniques 
is considered to be essential for assessment of extended 
component life.  The objectives of this effort were to 
develop a micro-indentation methodology or technique, 
as well as prototype test equipment to assess the 
residual stiffness of TBCs on flat, as well as curved 
surfaces (i.e., leading edge of the airfoil; tubular 
samples) to project material/component performance 
longevity and/or impending spallation of the applied 
protective coatings.  Non-linear acousto-ultrasonic 
diagnostics were additionally developed to address 
material system and/or component life. 

Results 

Materials

bond coat Development:  In the development 
of TBCs, high-temperature (i.e., 1,100°C; [2,012°F]), 
thermal cycle testing in static air is typically used 
as an initial screening tool to assess the potential 
performance of new material systems.  Efforts using 
the high-temperature bottom loading furnaces (BLF) 
at Pitt demonstrated that the cycle-to-failure lifetime 
of the newly developed NETL/CFI wet-spray bond 
coat systems with commercially applied electron 
beam physical vapor deposition (EBPVD) YSZ top 
coats exceeds the cycle-to-failure lifetime of a SOTA 
MCrAlY/YSZ system (Table 2).  The NETL/YSZ 
system has, however, only achieved 61% of the cycle-

Table 1.  Advanced Turbine Operating Conditions [1]

Syngas 
Turbine 
2010

Hydrogen 
Turbine 
2015

Oxy-Fuel 
Turbine 
2010

Oxy-Fuel Turbine 
2015

Combustor 
exhaust 
Temp, °C (°F)

∼+1,480
(∼+2,700)

∼+1,480
(∼+2,700)

Turbine inlet 
Temp, °C (°F)

∼1,370
(∼2,500)

∼1,425
(∼2,600)

∼620
(∼1,150)

∼760 (∼1,400) (HP)
∼1760 (∼3,200) (IP)

Turbine 
exhaust 
Temp, °C (°F)

∼595
(∼1,100)

∼595
(∼1,100)

Turbine inlet 
Pressure, 
psig

∼265 ∼300 ∼450 ∼1,500 (HP)
∼625 (IP)

Combustor 
exhaust 
Composition

9.27% CO2
8.5%  H2O
72.8% N2 
0.8% Ar
8.6% O2

1.4% CO2
17.3% H2O
72.2% N2
0.9% Ar
8.2% O2

82% H2O
17% CO2
0.1% O2
1.1% N2
1% Ar

75-90% H2O
25-10% CO2

1.7% O2, N2, Ar

HP - high pressure
IP - intermediate pressure
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to failure lifetime of a PtAl/YSZ system.  In addition 
to BLF testing, three high-temperature thermal flux 
(HTTF) test campaigns were completed at WPC, 
totaling 406 hrs of unattended operation at 1,100°C.  
HTTF testing confirmed enhanced performance of the 
Pt-Al/EBPVD system, as well as early failure of the 
MCrAlY/EBPVD system.

aPs Development:  There has been some 
progress made in identifying oxides with lower 
thermal conductivities than the commercially used 
7-YSZ TBCs.  These oxides, however, do not have 
the balance of properties necessary for use in the 
advanced turbine applications.  An alternate approach 
is to improve the adherence, as well as increase the 
applied thickness of APS TBCs, and improve the 
underlying bond coat properties on nickel-based 
superalloys for turbine blades, vanes, and combustor 
components.  Accomplishments at Pitt to date at have 
(1) demonstrated viability of 375 µm APS applied to 
MCrAlY/IN 718 after 2,000 test cycles in the Praxair 
JETS test rig; (2) demonstrated TBC through-wall 
gradients of 350°C, 395°C, and 550°C, respectively 
for 375 µm, 750 µm, and 1125 µm APS layers; 
(3) demonstrated high-temperature sintering resistance 
of the high purity YSZ; and (4) demonstrated that 
failure in the YSZ coating is primarily along splat 
boundaries.

substrate Development:  This subtask focused 
on assessment of the potential use of experimental 
refractory metal-based alloys that have shown promise 
for aero-engine gas turbine applications, for future 
land-based gas turbine applications.  Nb-based 
superalloys were identified as candidate materials 
where substrate materials experience temperatures 

of 1,300-1,500ºC (2,372-2,732°F).  One candidate 
alloy - 58Nb-15Al-8Y-7Pt-6Ti-3Hf-3Cr at% [3] - was 
produced by Pittsburgh Materials Technologies, and 
is being evaluated in terms of alloy composition and 
microstructure at NETL-Albany.

Oxide Dispersion strengthened (ODs) alloy 
Development:  ODS alloys have been under intensive 
development over the past four decades due to their 
excellent high-temperature creep strength and good 
oxidation resistance.  Nickel-based ODS alloys are 
the combination of gamma prime (γ’) strengthened 
superalloy with yttrium oxide evenly distributed 
throughout the matrix to allow the strength to 
be maintained to much higher temperatures than 
conventional superalloys.  Mechanical alloying (MA) is 
a powder metallurgy processing technique to produce 
alloys by mixing elemental alloy powders in a high-
energy ball mill, and has now become an established 
commercial technique to produce nickel- and iron-
based ODS alloys.  However, a key factor that limits 
their wide usage is the high manufacturing cost.  The 
traditional MA-based process is not only expensive, but 
also not robust.  In this effort, an innovative powder 
mixing technique – Hosokawa mechano-chemical 
bonding technology – will be used to produce ODS 
powder mixtures with much less manufacturing 
cost.  The resulting alloys, after proper hot isostatic 
pressing and extrusion, are also expected to have 
more uniform dispersions of nano-size stable yttrium 
oxides or even oxide nanoclusters.  Assessment of 
mechanical behavior of the ODS alloys, in particular 
high temperature creep strength measurement, will 
be evaluated using the micro-indentation technique 
recently developed at WVU.  

Aerothermal 

airfoil Heat Transfer modeling:  During FY 2008, 
a systematic effort was conducted to explore potential 
internal cooling arrangements and their impact on the 
stress/strain distributions over realistic configurations 
of hydrogen-fired and oxy-fuel airfoils at Pitt.  
These configurations included the generic National 
Aeronautics and Space Administration E 

3 airfoil, as 
well as a skin-cooled architecture (Figure 1).  The 
influence on the thermal characteristics across the TBC 
layer, and its implication to the TBC effectiveness and 
reliability were also addressed.  This effort indicates 
that:

The current aerothermal model projects similar •	
pressure and temperature distribution trends for 
hydrogen-fired and oxy-fuel airfoil as those under 
convection dominated flow.

External gas compositions containing a higher •	
steam content leads to higher heat transfer 
coefficients.  For example, the heat transfer 
coefficient for oxy-fuel systems containing  

Table 2.  Bottom Loading Furnace Cyclic Oxidation Testing, Cycles to 
Failure [2]

bond Coat + YSZ Top Coat
Substrate − 1,100ºC

rené N5 Haynes 230

NeTl-1 + aPS 20 20

NeTl-1 + ebPVD 40 120-140

NeTl-a1 + aPS
Mirror Polished BC Finish (Pitt)

Grit BC Finish #1 (CFI)
Grit BC Finish #2 (CFI)

0
80
40

Substrate Not Coated for 
Performance Evaluation

NeTl-a1 + ebPVD
Mirror Polish BC Finish (Pitt)

Grit BC Finish #1 (CFI)
400
560

Substrate Not Coated for 
Performance Evaluation

MCralY + aPS 200 220-240

MCralY + ebPVD 140 100

Pt-al + ebPVD 900-920 600

— + aPS 240 60

— + ebPVD 320-400 460-480
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∼75-90% steam is ∼40% higher than the heat 
transfer coefficient for hydrogen-fired systems 
containing ∼17% steam.

Internal cooling significantly impacts the substrate •	
metal temperature.  A 3-fold increase in the 
internal hc decreases the metal surface temperature 
by ∼150-200°C for the hydrogen-fired airfoils.

Internal heat transfer coefficients are projected •	
to be gradually reduced from the leading edge 
towards the trailing edge.

Utilization of skin cooling configurations reduces •	
the metal surface temperature by ∼50-100°C.

If complete spallation of the TBC occurs, the •	
surface metal temperature is projected to increase 
by ∼200-250°C.

airfoil life Prediction modeling:  Durability 
designs and component life assessment for advanced 
turbine airfoils subjected to high rotational speeds and 
gas temperatures requires an in-depth understanding 
of thermal-mechanical coupling on the metal substrate 
fatigue and creep damage mechanisms and damage 
mechanisms within the TBC.  During FY 2008 at Pitt, 
finite element and damage mechanics models were 
developed, to analyze the effects on damage evolution 
of different cooling concepts, in an effort to predict 
which combinations of TBC thermal conductivity and 
internal convective cooling strategies are most effective 
at mitigating damage.  

The current creep damage model includes the 
effects of stress relaxation, and a centrifugal load of 
3,600 rpm, for an airfoil base radius of 0.6 m.  The 
model has incorporated compact growth of the 
thermally grown oxide (TGO), and inward growth 
and phase depletion at the airfoil outer boundary.  In 
conjunction with model development, laboratory-scale 

experimental validation was initiated 
to address the underlying damage 
mechanics concepts for the evolution of 
TBC damage.  Validation relies on simple 
coupon geometries (i.e., 2.54 cm x 2.54 
cm x 0.635 cm coupons provided by 
NETL) made from representative nickel-
based single-crystal René N5 matrices, 
coated with TBC systems (MCrAlY/APS 
YSZ), and loaded under conditions that 
represent those found in service.

aerothermal Test facilities:  
Two test facilities are currently being 
developed by Pitt to explore aerothermal 
cooling of airfoils for use in advanced, 
land-based, turbine applications.  In 
joint development with NETL, the 
aerothermal rig in Morgantown is a 
heat transfer testing facility capable 
of providing realistic turbine flow 
conditions with elevated temperature 

and pressure.  Upstream to the aerothermal test section 
is a combustor capable of burning a variety of fuels, 
including natural gas, syngas, and hydrogen.   The 
second aerothermal test rig at Pitt will be used to 
explore the potential of use of steam and/or carbon 
dioxide (CO2) as the working media for internal 
cooling of future airfoil configurations.  Both systems 
were designed and are currently being constructed, 
with shakedown and testing planned to begin early in 
FY 2009.

Non-Destructive Evaluation 

micro-Indentation Testing:  A micro-indentation 
technique was developed at WVU for determining 
mechanical property degradation and possible 
debonding/spallation of TBCs during extended 
service life.  Use of the micro-indentation technique 
confirmed the reported Young’s Modulus for Haynes 
230, and projected similar material properties for René 
N5.  Additionally, after 400 thermal cycles at 1,100°C 
(2,012°F), the surface stiffness of the NETL’s bond coat 
was shown to be reduced by ∼41.7% on René N5, and 
∼62.5% on Haynes 230.  These data were seen to be 
strongly correlated with weight and microstructural 
changes identified for each system.  Currently, surface 
stiffness contour profiles are being developed for 
commercially manufactured MCrAlY/EBPVD and 
MCrAlY/APS coatings applied to the surface of René 
N5 and Haynes 230 coupons.  During the initial 20 
high-temperature (1,100°C; 2,012°F) thermal cycles, 
a reduction in surface stiffness of ∼15.1% and ∼2.8% 
respectively, was determined.  

Additionally in FY 2008, WVU constructed 
a portable and hand-held micro-indentation unit 
(Figure 2), and performed validation testing on 

Figure 1.  Projected Airfoil Surface Metal Temperature for the Hydrogen Turbine
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O1 tool steel, Aluminum 6061 and Bronze 932 flat 
and curved coupons.  Modulus values that were 
obtained confirmed values reported in the literature.  
Additionally, optical microscopy, and surface and 
cross-sectional scanning electron microscopy of the 
APS TBCs after micro-indentation indicated that no 
‘visible’ damage could be found in the regions where 
the indentations were performed.  

Non-linear acousto-Ultrasonic Diagnostics:  
A nonlinear acousto-ultrasonic technique was 
developed at WVU to evaluate interface delamination 
of bond coating and YSZ top coat systems that are 
applied to the surface of single-crystal and superalloy 
metal substrates.  A greater nonlinear response in the 
waveform amplitude-dependent characteristics was 
projected to result when debonding/delamination of 
the coatings occurs.  A piezoelectric sensor with dry 
contact has generated waveforms that detect minor 
changes within the NETL bond coat applied to René 
N5 after 400-500 hours of cyclic oxidation at 1,100°C 
(2,012°F).  In contrast, marked differences in both 
waveform and travel time reflected significant crack 
formation and spallation of the NETL-1 bond coat as 
chromia diffused from the Haynes 230 substrate.  

Future Directions

Materials 

bond coat Development:   Efforts in FY 2009 
will continue to be focused on improvement of the 
1,100°C (2,012°F) cyclic life of the NETL/CFI bond 
coat system through the addition of reactive elements.  
Efforts will also be focused on modification of the 
bond coat surface roughness characteristics to improve 
adherence of APS YSZ systems.  Pending BLF results, 

testing of the NETL/CFI bond coat with an applied 
APS YSZ layer on tubular René N5 substrates will be 
conducted at high-temperature under thermal flux at 
rotational speeds of ∼500 rpm at WPC.  To further 
complete NETL’s reference database for comparison of 
extended, high temperature, oxidative stability of bond 
coat systems, exposure of commercially fabricated 
CoNiCrAlY/NiCoCrAlY systems will be undertaken.  

aPs Development:  Efforts in FY 2009 will 
include: (1) continued microstructural characterization 
of as-manufactured and failed TBCs on René N5 
and HA 188; (2) establishment of the mechanical 
properties (i.e., modulus of elasticity; fracture strength 
as a function of temperature; thermal conductivity) 
of as-processed and tested matrices; (3) identification 
of the optimized bond coat and TBC processing 
parameters; (4) comparison of the  performance to 
SOTA EBPVD and segmented plasma spray coatings; 
and (5) preparation of solution spray precursor TBCs 
(University of Connecticut).

substrate Development:  Planned efforts in FY 
2009 include: (1) bench-scale testing to evaluate the 
corrosion/oxidation resistance of candidate substrate 
matrices at 1,300-1,450ºC (2,372-2,642°F) in both 
moist and dry environments; (2) identification of 
potential alloy development strategies to improve 
substrate material performance; (3) combine 
computational material science (i.e., first principles, 
thermodynamics, kinetics calculations) and 
experimentation, addressing generation of less 
expensive alloying elements to achieve oxidation and 
creep resistance; and (4) produce candidate, advanced, 
high temperature, land-based gas turbine alloys at 
NETL-Albany.

Figure 2.  Table-Top, Portable, and Hand-Held Micro-Indentation Systems Developed at WVU
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aerothermal Test facilities:  The planned 
research in the aerothermal heat transfer test facility at 
NETL-Morgantown is directed primarily to advanced 
integrated gasification combined cycle and clean coal 
applications.  All tests will be performed with gas 
compositions simulating the syngas and hydrogen-
fired conditions with a flame temperature at ∼1,627°C 
(∼2,960°F).  Initially, test coupons (∼5 cm x ∼5 cm x 
∼0.64 cm) will be exposed to the hot combustion gas 
with adequate backside cooling.  The temperature 
distribution over the coupon surface will be acquired 
using a pyrometer and charge-coupled device camera 
with a band-pass filter.  The hot gas temperature will 
be measured through a hyperspectral imaging system 
by using a mid-infrared spectrometer.  Following the 
heat transfer tests with flat coupons, the effects of 
film cooling over test coupons will be systematically 
explored.  

Pitt’s steam and/or CO2 aerothermal test facility 
will initially assess the heat transfer characteristics of 
superheated steam using smooth surface, rectangular 
test coupons.  Temperature distributions over the 
test coupons will be monitored and captured using 
an infrared camera with a ZnSe optical window.  In 
the second phase of this effort, roughened surfaces, 
pin fins, and other vortex generators elements will 
be implemented and the resulting heat transfer 
enhancement will be measured.  Subsequently, testing 
will be conducted to assess the effects of steam and 
carbon dioxide mixtures on the internal cooling of 
future advanced turbine airfoils.   

Non-Destructive Evaluation 

micro-Indentation Testing:  Efforts in FY 2009 
will continue to monitor and correlate the loss of 
surface stiffness with microstructural changes that 
occur in commercially-coated TBC material systems 
after exposure to extended thermal cycling at 1,100°C 
(2,012°F).  Measured surface stiffness contour profiles 
will similarly be used to address TGO growth and 
eventual interfacial debonding/spallation along test 
coupon surfaces, facilitating development of the 
micro-indentation technique to detect initiation of 
cycle-to-failure life of TBC systems.  Utilization of the 
WVU micro-indentation units will be demonstrated 
for curved surfaces, as well as at elevated temperatures 
(i.e., initially at 600-800°C [1,112-1,472°F]; potentially 
with follow-on to ∼1,100°C [2,012°F]).

Non-linear acousto-Ultrasonic Diagnostics:  
Efforts in FY 2009 will continue to explore the 
use of the pitch & catch and through-transmission 
acousto-ultrasonic diagnostic techniques for early 
failure detection of commercial MCrAlY/EBPVD 
and MCrAlY/APS systems as a function of extended 
thermal cycling and static oxidation exposure at 
1,100°C (2,012°F).  Pending successful demonstration 

ODs alloy Development:  Alloying effects on 
dispersion stability and oxidation resistance of nickel-
based ODS alloys with the ODS powder mixtures 
prepared by an innovative mechano-chemical bonding 
technology will be investigated.  This will include 
the following three subtasks: (1) establish suitable 
processing conditions to achieve a homogenized 
ODS powder mixture comparable to that achieved 
with mechanical alloying; (2) conduct computational 
simulations to facilitate the design of high strength and 
excellent oxidation resistance ODS alloys; and  
(3) assess ODS alloy mechanical behavior using micro-
indentation.

Aerothermal 

airfoil Heat Transfer modeling:  The primary 
effort in FY 2009 will be focused on assessment of 
external cooling of airfoils for hydrogen-fired and 
oxy-fuel turbines.  Specifically, efforts will be directed 
to exploring film cooling arrangements with emphasis 
on manufacturing and affordability (i.e., enhanced 
thermal performance with reduced coolant flow rate).  
This will begin with a survey of the SOTA shaped-hole 
designs, and will require numerical characterization 
of shaped hole performance in both film effectiveness 
(η) and heat transfer coefficient (h).  Optimization of 
film cooling performance with non-uniform spacing 
between the injection holes will be undertaken via 
development of computational simulation models.  An 
alternate approach for affordable cooling that will be 
addressed is the effects of imposed pulsation on coolant 
injection through various cooling hole shapes and 
array arrangements.  The efforts by Pitt on this subtask 
will be conducted in conjunction with experimental 
validation testing performed in test facilities that are 
currently being constructed at NETL-Morgantown 
and at Pitt.  This subtask effort is also intended to 
be collaboratively pursued and complemented by a 
computational effort conducted by Dr. Tom Shih at 
Iowa State University which is being funded separately 
by the DOE Ames Laboratory.

airfoil life Prediction modeling:  During FY 
2009, this subtask will build on the current model for 
detailed three-dimensional thermal, stress, strain, and 
life analysis for airfoils in hydrogen-fired and oxy-fuel 
turbine systems.  This methodology will be extended 
to include the following: (1) fatigue damage within the 
airfoil substrate; (2) account for time and temperature 
dependence of YSZ properties (i.e., sintering leads to 
change in the thermal conductivity of YSZ);  
(3) incorporate models for additional coating layer 
damage mechanisms; (4) incorporate substrate 
deformation dependence in coating layer damage 
models; (5) apply the model to assess the viability of 
alternate cooling schemes (i.e., skin cooling); and  
(6) assess the lifing implications of port holes used in 
external cooling.
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of the acousto-ultrasonic diagnostic technique(s), 
a portable device for in situ application will be 
developed.  Efforts in FY 2009 will also continue to 
explore the finite element simulation of the nonlinear 
acoustic effects to project detection of delamination 
and changes of material properties in TBC systems.  
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Objectives 

Use results of first-principles quantum mechanics •	
to develop description of thermodynamics of 
humid gases in power cycles.

Validate thermodynamic description by •	
high-accuracy density measurements at high 
temperatures.

Measure thermal conductivity of key water/gas •	
mixtures at conditions relevant to power cycles.

Accomplishments 

Completed detailed design of high-temperature •	
densimetry system.

Completed detailed design of thermal conductivity •	
apparatus.

Introduction 

Innovative power cycles (such as integrated 
gasification combined cycle and oxyfuel) are being 
developed for production of electric power with higher 
efficiency and reduced environmental impact, including 
the possibility of CO2 sequestration.  For optimizing the 
design of these systems, it is important to have accurate 
values of the thermophysical properties (density, 
heat capacity, thermal conductivity, etc.) of the fluid 
mixtures in the turbines and other parts of these cycles.  
These mixtures have a large water content, along with 
other gases such as nitrogen and carbon dioxide; they 

are at high temperatures where thermodynamic data 
are scarce, but the pressures are only moderately high.  
Typical approaches such as ideal-gas thermodynamics 
or common engineering equations of state are 
inaccurate for such systems, primarily due to the 
presence of water.  Therefore, it is necessary to develop 
alternative modeling approaches, supplemented by 
selected high-temperature experimental measurements.

Approach 

The description of the thermodynamic properties 
is developed at the level of the second virial coefficient, 
which is the first-order correction to the ideal gas 
law.  The key parameters are the “cross” second virial 
coefficients representing interactions between one 
water molecule and one gas molecule.  Our approach 
is to use computational quantum mechanics to 
develop accurate surfaces describing the potential 
energy between the molecules, from which the virial 
coefficients can be calculated with high accuracy.

In order to validate our theoretical results, we 
will perform high-accuracy density measurements on 
the key water-nitrogen and water-CO2 systems at high 
temperatures.  The high temperatures are necessary 
because adsorption renders the measurements nearly 
impossible below about 500 K, but few laboratories 
have the capability for precision densimetry at high 
temperatures.  We are developing such capability in 
conjunction with this work.  The instrument is known 
as a “single-sinker magnetic-suspension densimeter.” 
It operates on the Archimedes or buoyancy principle. 
By knowing the sinker volume and comparing the 
apparent weight while it is immersed in the gas 
mixture to the known mass of the sinker, the density is 
determined.  This is an absolute method, meaning that 
no calibration fluids are required.  The key elements 
of the instrument are the sinker (which is the actual 
sensing element), a magnetic suspension coupling 
which transmits the weight of the sinker to the balance 
and isolates the balance from the extreme conditions 
of the fluid, and the balance (which provides the 
quantitative measurement).

We are developing parallel capability for measuring 
the thermal conductivities of these mixtures at high 
temperatures; in this case the measurements are 
essential because no good theoretical approach is 
available for this property.  The measurements will 
use the transient hot-wire method, which has become 
the method of choice for high-accuracy thermal 
conductivity measurements.  Because water’s electrical 
conductivity is likely to hamper the traditional 

IV.8  Develop Data for Thermophysical Properties of Humid Gases in Power 
Cycles
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direct current implementation of this technique, an 
alternating current (AC) version of the apparatus has 
been designed.

Results 

As a preliminary to this work (not funded by 
this project), we have produced potential-energy 
surfaces for the water-nitrogen and water-oxygen 
molecular pairs and used them to calculate second 
virial coefficients in a large temperature range with 
uncertainties better than all but the most precise 
experimental data.  This work has been described in 
two publications [1,2].  The water-carbon dioxide pair, 
which is the central theoretical work in this project, 
is almost finished but results are not yet available.  
Second virial coefficients for pairs not involving water 
have also been correlated based on available data.

Accurate measurements of the density and thermal 
conductivity of the water-nitrogen and water-carbon 
dioxide mixtures must be made on samples with well-
known compositions.  The mixture samples for this work 
will be prepared in situ in each measurement apparatus, 
with compositions determined from difference weighing 
of the gas-charge cylinder and the smaller water-injector 
cylinder that is connected between the gas-charge 
cylinder and the apparatus.  The gas-charge cylinders 
are shown in Figure 1 and initially filled with 100 cm3 of 
high-purity nitrogen or carbon dioxide at pressures up 
to 70 MPa, with the mass of gas determined with a 10 kg 
mass comparator that has a resolution of 0.1 mg.  Each 
gas-charge cylinder is also equipped with a pressure 
transducer to monitor the charging process.  The water-
injector cylinders vary from 5 cm3 to 15 cm3 depending 
on the apparatus volume and the desired composition.  
The water-injector cylinders are initially evacuated and 

then filled with the desired quantity of water that has 
been deionized and degassed.  The water mass in the 
injector cylinder is also determined with the 10 kg mass 
comparator.  Each cylinder weighing is made relative to 
a matching reference cylinder to eliminate errors due 
to atmospheric buoyancy.  Differences in the mass of 
each cylinder, before and after charging each apparatus, 
allow the mixture composition in the apparatus to be 
determined with low uncertainty.

Fabrication of the high-temperature densimetry 
apparatus that is being constructed by NIST for use 
in this project is nearly completed.  The key parts 
include the measuring cell/pressure vessel; the density 
measuring system; a multi-layer thermostat for the 
control of temperatures up to 773 K with stability 
and uncertainty in temperature of a few mK; a 
vacuum chamber (for thermal isolation) and vacuum 
pumping system; a sample-handling system; and 
pressure instrumentation. An overall schematic of the 
densimeter is shown as Figure 2.

Figure 2.  Schematic diagram of the high-temperature apparatus to 
measure density.  The gas-charge and water-injector cylinders are 
shown attached to the oil-filled sample manifold attached to the left 
side of the thermostat.

Figure 1.  Gas-charge cylinders (large cylinders with one valve and 
pressure transducer) and water-injector cylinders (small cylinders 
with two valves) shown with 10 kg mass comparator during the 
weighing process for gravimetric preparation of water mixtures.



Allan H. HarveyIV.  Advanced Research

82Office of Fossil Energy Advanced Turbine Program FY 2008 Annual Report

The fabrication of the densimeter “kernel,” which 
was contracted out to Rubotherm, GmbH, Bochum, 
Germany, has been completed.  The densimeter is 
positioned in the center of the thermostat.  The system 
is built around a custom version of the Rubotherm 
high-temperature, high-pressure magnetic suspension 
coupling.  The major custom items will be a silicon 
sinker (versus the standard titanium sinker) and a 
higher-resolution balance.  These will provide an order 
of magnitude increase in the density resolution and a 
reduction in the density uncertainty of at least a factor 
of two compared to their standard system.  The density-
sensing system comprises the silicon sinker together 
with the balance and magnetic suspension coupling.  
The sinker is just below the center of the measuring 
cell.  The thermal expansion of silicon is known to very 
high accuracy, and thus the volume of the sinker as a 
function of temperature can be computed accurately.  
The magnetic suspension coupling is at the top of the 
cell.  The measuring cell is designed for pressures up to 
50 MPa.

Testing of the density system was completed 
by Rubotherm at their facilities in Germany, and 
preliminary data confirm the expected performance.  
Delivery was in September 2008.  Rubotherm 
personnel will come to NIST to install the densimeter 
into the thermostat, and together we will carry out 
performance testing of the complete densimeter plus 
thermostat system in October 2008.  Measurements 
will then commence.

The modifications to the electronics and software 
to enable transient hot-wire measurements with 
AC drive voltage and phase sensitive determination 
of the wire temperature rise have been completed.  
Performance measurements with the AC technique 
have been successfully completed on argon at moderate 
temperatures.  The high-temperature hot-wire cell for 
the water mixtures will be assembled, calibrated, and 
tested with pure water during the final quarter of Fiscal 
Year 2008.

The components for the new hot-wire cell are 
shown in Figure 3 during assembly.  A reference 
platinum resistance thermometer is located in an axial 
hole in the isothermal cylinder.  The pressure vessel has 
a volume of 5 cm3 and is pressure rated to 117 MPa at 
700 K.  The tantalum lead wires enter the cell from the 
right through a ceramic sealant in a compression gland 
and are insulated with rigid ceramic spacers.  The 
compression gland is rated to 70 MPa at 298 K but can 
be used at temperatures up to 1,143 K at appropriately 
reduced pressures.  The hot wires are supported 
with rigid ceramic parts that also provide electrical 
insulation.  The hot wires are tensioned by the weight 
of a ceramic disk that moves freely along the thin 
ceramic tubes that enclose the bottom lead wires (left 
in Figure 3).  The hot wires are located between the 
thin-ceramic support tubes, and near the central axis 

of the cylindrical cavity formed by the inner wall of the 
pressure vessel when the wire and its support system is 
inserted in the pressure vessel.

The new hot-wire cell is enclosed in an electrical 
furnace that provides temperature control from 
ambient to over 750 K.  The temperature is measured 
with the reference platinum resistance thermometer 
with an uncertainty of 5 mK, while the pressure is 
measured with a pressure transducer (0 to 70 MPa) 
with an uncertainty of 0.007 MPa.  The filling manifold 
and pressure transducer have small volumes and are 
oil filled to reduce uncertainty in the composition of 
the sample due to water condensation in these colder 
regions of the pressure system.

Conclusions and Future Directions

All main objectives of this work are still “in 
progress,” so no conclusions can be drawn yet.  In 
the following, we describe the future directions of the 
work.

For the modeling part of the work, in FY 2009 
a potential-energy surface will be completed for the 
interaction between water and carbon dioxide.  The 
thermodynamic quantities (second virial coefficients) 
derived from this surface will be combined with 
previous results to provide a complete description of 
the gas-phase thermodynamics of the main components 
of combustion gases.  These results will be integrated 
into a mixture equation-of-state model.

On the experimental side, the mixture preparation 
equipment has been assembled and tested at pressures 
up to 70 MPa.  Assembly and testing of the new 
densimeter will be completed in calendar year 2008.  
Results for the density of the H2O/N2 and H2O/
CO2 systems will be obtained in the first half of FY 
2009.  The modifications to the thermal conductivity 
instrumentation have been completed and the high-

Figure 3.  Hot-wire cell components during assembly of the 
high-temperature cell for the water mixtures.  From top to bottom: 
1) isothermal cylinder, 2) pressure vessel, 3) ceramic hot-wire 
supports and lead wire insulation/pressure sealant.
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temperature measurement cell will be calibrated and 
tested with pure water by the end of FY 2008.  Results 
for the thermal conductivity of the same two binary 
mixture systems will be obtained in the first quarter of 
FY 2009.

While this will complete the present project, there 
are related areas of need that could be considered as 
extensions to this work.  These would include:

Extension of the thermodynamic framework to •	
allow prediction of condensation of water and of 
vapor-liquid equilibria more generally.

Experimental measurements of the sound speed •	
and/or the viscosity for gaseous H2O/N2 and  
H2O/CO2 mixtures.
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Objectives 

Maximize the service lifetime of bond coatings •	
in thermal barrier coatings (TBCs) by applying 
mechanistic understanding of the factors 
that contribute to their degradation in the 
environments expected in syngas/hydrogen-fired 
turbines.

Explore new bond coating compositions for this •	
application by (1) evaluating mechanical and 
physical properties, (2) optimizing their fabrication 
and (3) assessing durability in the anticipated 
environment.

Accomplishments 

Measured the mechanical properties and thermal •	
expansion behavior of model γ-γ’ compositions at 
high temperature.

Fabricated two-phase •	 γ-γ’ coatings on two different 
superalloy compositions (CMSX4 and MarM247) 
and initially assessed their oxidation behavior.

Characterized the microstructure and composition •	
of these coatings and their reaction products 
to more fully assess oxidation resistance and 
interdiffusion behavior.

Evaluated the effect of initial Pt content on •	
oxidation resistance for directionally-solidified 
(DS) and single-crystal (SX) superalloy substrates.  
A more significant benefit of higher Pt content was 
found for DS substrates.

Introduction

Using gas synthesized from coal (i.e. syngas) or 
hydrogen to fuel land-based gas turbines represents 
several operational and materials problems compared 
to burning natural gas.  These fuels require different 
combustion conditions and generate more water vapor 
in the exhaust gas entering the turbine hot section [1].  
Also, during the synthesis process, upset conditions 
in the gas cleanup process can allow sulfur and other 
contaminants to periodically enter the turbine.  Thus, 
compared to the normally clean natural gas fuel, these 
synthetic fuels will likely require more robust materials 
in the turbine hot section in order to achieve the same 
performance.  To maintain turbine availability with 
current materials, the turbine inlet temperature may be 
reduced thereby reducing the turbine efficiency.

Superalloy turbine blades and vanes in the 
hot section typically are protected by oxidation-
resistant coatings including a TBC to reduce the 
metal temperature in service.  The goal of this project 
is to evaluate current NiCoCrAlY-type oxidation-
resistant coatings and newly developed coatings for 
this application.  Since NiCoCrAlY coatings are a 
mature technology, the current focus of this project 
is on evaluating the performance of two-phase γ-γ’ Pt 
diffusion coatings by (1) evaluating their mechanical 
and physical properties, (2) optimizing their 
fabrication, and (3) assessing their oxidation resistance.

Approach 

The oxidation resistance of the bond coating is a 
critical weak link determining TBC lifetime because 
spallation of the thermally grown alumina scale formed 
on the bond coating will ultimately result in loss of the 
outer ceramic thermal protection layer.  Innovative 
new γ-γ’ coatings are being evaluated because of several 
reported advantages: (1) reduced coating thickness, 
(2) reduced fabrication costs, (3) reduced Al depletion 
due to interdiffusion, (4) outstanding mechanical 
properties (e.g. reduced thermal mechanical fatigue) 
and (5) excellent oxidation and hot corrosion resistance 
[2-5].  However, because of the proprietary nature of 
turbine coatings, limited data on these coatings are 
available in the literature.  Therefore, this project has 
targeted specific missing information on this class of 
coatings. 

In previous years, this project has examined both 
coatings and model Ni-Pt-Al alloys with compositions 
similar to the coatings reported in the literature [6].  
Model alloys were used to measure physical and 

IV.9  Materials Issues in Coal-Derived Synthesis Gas/Hydrogen-Fired Turbines
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mechanical properties.  In order to investigate 
optimizing the fabrication process, the available 
patent literature [2,3] was reviewed and initial Pt 
thickness and annealing temperature were selected for 
evaluation. Also, two different superalloys (CMSX4 
and MarM247) were obtained to broaden the range 
of alloys being coated.  Oxidation resistance was 
primarily evaluated in dry O2 at 1,100-1,150°C.  Prior 
work determined behavior with water vapor contents 
up to 90% [6] and future work is planned to examine 
sulfur-containing environments.

Results 

Cast model alloys were used to measure the 
thermal expansion and 1,000°C yield stress in 
compression of various classes of bond coatings.  
Despite the two phase (γ-Ni solid solution and γ’-
Ni3Al) structure, the thermal expansion behavior of 
γ-γ’-Ni-22at%Al-5%Pt was very uniform indicating 
no phase transformations and remarkably similar to 
single phase β-NiAl with a mean expansion of 15.8 
ppm/°C at 1,150°C compared to 15.6 for β and 17.2 
for SX alloy N5 [6].  One of the reported attractive 
features of γ-γ’ Pt diffusion coatings is good mechanical 
properties [4], yet no information has been available 
in the open literature.  As a first assessment of the 
high-temperature mechanical properties, compression 
yield tests were conducted on several model bond 
coating compositions at 1,000°C with a 10-3 s-1 strain 
rate.  Figure 1 compares the 0.2% engineering yield 
stress of SX alloy N5, Ni-22at%Al-10Pt-0.05Hf, Ni-
25Al+0.05Hf, Ni-48Al+Hf and Ni-19Co-17Cr-24Al-
0.2Y.  The yield stress of the γ-γ’ composition was 
remarkably similar to SX alloy N5 and significantly 

higher than the NiAl or NiCoCrAlY bond coating 
compositions indicating a better match with the SX 
substrate.

A review of the γ-γ’ patent literature indicated 
that annealing temperature and initial Pt plating 
thickness were two critical fabrication parameters.  
By annealing for 2 h at 1,175°C, a higher initial 
coating Al content was obtained compared to 2 h at 
1,100°C [6,7].  To illustrate the effect of the initial Pt 
thickness on performance, Figure 2 gives an example 
of the oxidation performance of some of the coatings 
fabricated with the assistance of Professor Ying Zhang 
at the Tennessee Technological University.  Using a 
1 h thermal cycle frequency (10 min cooling to <30°C 
between cycles), the coatings were exposed at 1,100°C 
in dry flowing O2.  The steady mass gain for an initial 
7 μm Pt layer on SX alloy N5 indicates adherent 
alumina scale formation, similar to the mass gain 
observed for a model Hf-doped Ni-51Al specimen.  
A DS alloy 142 specimen with a 7 μm Pt layer showed 
a higher initial mass gain followed by mass loss 
(indicating alumina scale spallation) after 500 1 h 
cycles.  Three separate coated 142 specimens confirmed 
this difference.  When the Pt content was increased in 
the coating on 142 by using a 12 μm Pt layer, the mass 
gain was lower and no indication of alumina scale 
spallation has been observed after 1,400 1 h cycles at 
1,100°C.  The lack of spallation was confirmed using 
scanning electron microscopy (SEM) observations  
of the specimen surface after exposure.  This difference 
in behavior of the 142 and N5 substrates was attributed 
to the higher Hf content of 142 (0.5 at%) compared  
to N5 (0.04%).  A higher Pt concentration been 
observed to suppress the internal oxidation of Hf in 

Figure 2.  Specimen mass changes for γ-γ’ coatings on DS 142 and 
SX N5 and CMSX4 substrates during 1 h cycles at 1,100°C in dry O2.

Figure 1.  Compression yield stress (0.2%) for various model bond 
coat compositions at 1,000°C.  The Ni-22Al (γ-γ’) alloy also contained 
10%Pt.  For comparison, values for SX superalloy N5 are shown.
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model Ni-Pt-Al-Hf alloys [6,8].  The initial results for a 
12 μm Pt layer on CMSX-4 also are shown in Figure 2 
with a mass gain similar to the other superalloys.

In order to quantify the long-term interdiffusion 
behavior, a 7 μm Pt coating on SX alloy N5 exposed for 
1,000 1 h cycles at 1,150°C was characterized.  Figure 3 
shows a secondary electron image of the specimen 
that was examined using electron microprobe analysis.  
The Pt-rich γ’ phase appears brighter in this image.  
As predicted, the coating Al content was higher after 
exposure, however, the surface Pt content had dropped 
from >20% to ~7% and the Pt profile extended more 
than 200 μm into the substrate.  Also, the substrate γ’ 
phase was depleted in this interdiffusion zone which 
could affect the substrate creep strength.

Conclusions and Future Directions

The evaluation of novel γ-γ’ coatings for the 
higher performance needs of syngas/hydrogen-fired 
turbine applications is in progress.  These coatings 
possess attractive physical and mechanical properties 
compared to conventional NiCoCrAlY coatings.  The 
oxidation resistance of γ-γ’ coatings is superior on SX 
superalloys with lower Hf contents.  Interdiffusion of 
Pt is one area of concern for the long-term durability of 
these coatings.

Future work on this project will include:

Determining the TBC failure mechanism with a •	
γ-γ’ bond coating and comparing the TBC lifetime 
to conventional aluminide and NiCoCrAlY bond 
coatings.

Assessing the hot corrosion resistance of these •	
coatings relative to current coatings.

Increased characterization of the alumina reaction •	
product to study the role of minor elements 
in the superalloy (e.g. Hf, Y, Ta) that become 
incorporated into the coating and thermally grown 
oxide.
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Objectives 

Measure flame speed and burning rate data of •	
H2/CO mixtures at high pressure and low flame 
temperature conditions characteristic of gas 
turbine engines.

Develop and validate chemical models for H•	 2/CO 
combustion for use in the numerical design of low-
emission syngas turbine combustion systems.

Construct new methodologies to reduce •	
computational time for combustion calculations to 
make detailed engine simulations feasible.

Accomplishments 

Gathered flame speed and burning rate data across •	
a range of pressures from 1 to 25 atm, equivalence 
ratios from 0.6 to 5.5, H2:CO ratios from 0 to 
0.75, and flame temperatures from 1,500 to 2,000 
K, spanning a significant range of typical syngas 
turbine conditions.

Mapped the pressure dependence of H•	 2/CO 
burning rates experimentally and numerically 
and identified the existence of negative pressure 
dependence in the measured burning rates above 
15 atm for low flame temperature conditions, 
which results in atypical engine stability behavior.

Validated two state-of-the-art models against •	
burning rate data up to 10 atm for low flame 
temperature conditions and identified that 
significant improvements to the models must 
be made to predict burning rates above 15 atm.  

Efforts to increase model performance are 
underway.

Formulated and tested strategies that reduce •	
computational time in combustion calculations by 
over an order of magnitude.

Introduction 

Although renewable energy sources will have a 
growing share in the energy market, we will still need 
to rely on fossil fuels as a major energy source for many 
years.  With more stringent environmental standards 
and climate change concerns, coal-based integrated 
gasification combined cycle systems for generation of 
syngas, hydrogen, and electricity offer opportunities 
to control air pollutant emissions, achieve high energy 
conversion efficiencies, and sequester carbon.  In gas 
turbine engines, low flame temperatures are utilized to 
reduce NOx emissions, which are formed more readily 
at higher temperatures.

A successful design of reliable and efficient gas 
turbine engines operating on high hydrogen content 
sygnas fuels strongly depends on the knowledge of 
the combustion properties of syngas at actual gas 
turbine conditions and on the availability of reliable 
chemical kinetic models for numerical modeling.  
Unfortunately, very limited experimental data of syngas 
and hydrogen burning properties such as flame speeds 
and burning rates at typical gas turbine pressures are 
currently available.  Most available high pressure data 
do not focus on low flame temperature conditions.  
Consequently, no kinetic model for syngas and 
hydrogen combustion has been validated against flame 
speeds and burning rates for low flame temperatures 
over an extensive range of conditions.  Therefore, 
there exists a great need for more experimental data 
and validated models for high pressure, low flame 
temperature conditions.  Additionally, methods to 
reduce computational time using these validated syngas 
models are necessary to facilitate utilization of engine 
simulations in the design process.

Approach 

Experiments are conducted in a high-pressure, 
dual-chambered cylindrical bomb developed in our lab 
[1].  Mixtures of H2, CO, CO2, O2, and other diluents 
are prepared using the partial pressure method.  
Outwardly propagating spherical flames are initiated 

IV.10  Reduced and Validated Kinetic Mechanisms for Hydrogen-CO-Air 
Combustion in Gas Turbines
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by a spark across two electrodes at the center of the 
chamber.  Evolution of the flames is filmed using high-
speed Schlieren photography.  The radius of the flame 
front as a function of time is measured from the images, 
such that the flame speed and mass burning rate can 
be extracted from the experiments using improved 
methodologies developed in the course of this study [2].

Experimental values for flame speed and burning 
rate are obtained from the experiment over a variety 
of conditions.  Conclusions are drawn from the trends 
in the experimental data.  The measured values are 
compared with the predicted values by available 
chemical models.  If agreement is acceptable, the model 
is considered validated for use at those conditions.  If 
agreement is poor, the model must be revised to yield 
acceptable agreement at those conditions.

In order to reduce computational time for 
combustion calculations, a dynamic multi-scale (DMS) 
kinetic reduction method has been developed which 
solves for each species with a time step appropriate 
for its characteristic time scale.  In such a way, “fast” 
species are calculated with smaller time steps and 
“slow” species are calculated with larger time steps.  
Consequently, the number of time steps for which all 
species are calculated is reduced.

Results 

Flame speeds and burning rates were measured 
across a range of pressures from 1 to 25 atm, 
equivalence ratios from 0.6 to 5.5, H2:CO ratios from 
0 to 0.75, CO2 dilution ratios from 0 to 25% and flame 
temperatures from 1,500 to 2,000 K.  Experimentally 
determined flame speeds for H2:CO = 25:75 syngas 
fuel mixtures in O2+7He reveal peak flame speeds near 
an equivalence ratio of 1.5 and lower flame speeds 
for richer and leaner mixtures, as shown in Figure 1.  
Comparison of experimental data with predictions 
from recent models [3-4] shows reasonable agreement 
for near stoichiometric mixtures.  Poor agreement 
for very rich conditions (equivalence ratios above 3) 
is observed that worsens with pressure.  Further 
experiments were conducted to isolate the source of 
disagreement such that the models could be improved.  
Large discrepancies between the measured burning 
rates and model predictions are found to correlate with 
high pressure and low flame temperature conditions in 
the H2/O2 kinetics.

Measured flame speeds for H2/O2/diluent mixtures 
of various equivalence ratios show a decreasing trend 
of flame speed with pressure across the entire range of 
equivalence ratio.  Figure 2 presents the mass burning 
rates for the same conditions.  The data indicate that 
negative reaction orders are present for the dependence 
with pressure.  While the burning rate increases with 
pressure up to ~15 atm, the burning rate decreases 

with pressure thereafter.  Non-monotonic pressure 
dependences for the mass burning rate are somewhat 
unusual.  Flames with negative pressure dependence 
have opposite thermo-acoustic stability characteristics 
in engines compared to typical flames.

Measured mass burning rates are compared to 
predictions using two recently published, extensively 
validated kinetic models for H2/CO combustion in 
Figure 3.  The two models demonstrate excellent 
agreement with the experimental data up to 
~10 atm.  For higher pressures, however, there 
exist large disparities between the measured and 
predicted burning rates.  In fact, for the fuel-rich 
case (equivalence ratio of 2.5), both models fail to 
capture the observed pressure dependence—while 

Mass Burning Rates (MBRs) in g/cm2s

0.00

0.02

0.04

0.06

0.08

0.10

0.12

0.14

0         5       10       15      20       25      30
Pressure (atm)

M
B

R
s 

of
 e

qu
iv

al
en

ce
 ra

tio
s 

0.
85

 a
nd

 1
.0

0.0
0.2

0.4
0.6

0.8
1.0

1.2
1.4

1.6
1.8

M
B

R
s 

of
 e

qu
iv

al
en

ce
 ra

tio
s 

2.
5 

an
d 

4.
0

φ=0.85

φ=1.0

φ=4.0 φ=2.5

Figure 2.  Measured Mass Burning Rates for H2 Mixtures at High 
Pressures

H2:CO=25:75 syngas at high pressures

0

20

40

60

80

100

120

0.5                   1.5                  2.5                   3.5

Equivalence ratio

B
ur

ni
ng

 v
el

oc
ity

 (c
m

/s
)

Experimental Data

Prediction of Li et al.

Prediction of Davis et al.

10 atm

20 atm

Figure 1.  Measured and Predicted Flame Speeds for H2:CO=25:75 
Syngas Mixtures at High Pressures



Yiguang JuIV.  Advanced Research

90Office of Fossil Energy Advanced Turbine Program FY 2008 Annual Report

the experimental data show a decreasing trend 
with pressure above 15 atm, the models predict an 
increasing trend.

Sensitivity analysis was conducted for a range of 
the experimental conditions – results from sensitivity 
of the flame speed to elementary reaction rates for 
the case of equivalence ratio of 0.85 are presented 
in Figure 4.  The analysis indicates that sensitivity to 
the most important reactions increases considerably 
with pressure.  Since sensitivity to rate parameters at 
higher pressures is significantly higher, the uncertainty 
in the model predictions is concomitantly higher.  
Therefore, constraints of sets of rate parameters within 
their individual uncertainty limits will be required to 
achieve acceptable engineering accuracy.  This rate 
optimization to improve model performance is the 
subject of our ongoing work.

The dynamic multi-scale modeling technique 
was implemented and validated for hydrogen 
ignition computations.  The technique reduces the 
computational time by an order of magnitude.

Conclusions and Future Directions

Flame speeds and burning rates were measured 
across a range of pressures from 1 to 25 atm, 
equivalence ratios from 0.6 to 5.5, H2:CO ratios from 
0 to 0.75, CO2 dilution ratios from 0 to 25% and flame 
temperatures from 1,500 to 2,000 K.  Negative pressure 
dependence was observed for burning rates in H2/O2/
diluent mixtures of flame temperatures near 1,600 K.  
Since flames with a negative pressure dependence are 
somewhat unusual, flames of this sort have opposite 
thermo-acoustic stability characteristics in engines 
compared to typical flames.  Predictions for the flame 
speed and burning rate exhibit good agreement with 

the measured data, except at high pressure, low flame 
temperature conditions.  The models require significant 
improvements to predict burning rates above ~15 atm 
at the low flame temperatures used in gas turbine 
engines.  The most effective method for resolving 
the disagreement was identified as a rate parameter 
optimization to the present data.  These efforts are 
currently underway.  A DMS modeling approach was 
developed, validated, and demonstrated to reduce 
computation time for hydrogen ignition calculations by 
an order of magnitude.
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Objectives 

The main objective is to identify and assess •	
advanced improvements to the Brayton cycle that 
will lead to significant performance improvements 
in coal-based near-zero emission gasification 
plants (approximately an 8% reduction in heat 
rate over an integrated gasification combined cycle 
[IGCC] plant utilizing the H-class steam cooled 
gas turbine).  

The second objective is to quantify any •	
performance improvements that may be gained by 
incorporating advanced CO2 shock compression 
concepts being developed by Ramgen.

The third objective is to identify the basis for •	
design of turbo-machinery for use in a fuel cell gas 
turbine power block integrated with a coal-based 
gasification plant. 

The fourth objective is to compare performance •	
of Clean Energy Systems’ (CES’) Oxy-combustion 
cycle with the Brayton cycle in coal-based 
integrated gasification plants. 

Accomplishments 

Completed detailed analysis of advanced Brayton •	
cycles selected from a screening analysis of number 
of cycles in integrated coal-based gasification 
plants with the finding that the closed circuit 
steam-cooled intercooled gas turbine was the 
most promising cycle.  A rotor inlet temperature 

of 1,734°C or 3,153°F is required to meet the 
efficiency goal of this project.  Performance 
sensitivity to component efficiencies as well as 
open-circuit air-cooling of the first stage turbine 
has been performed and the development needs 
have been identified.

Completed assessment of utilizing Ramgen •	
compression technologies in IGCC plants.  The 
intercooled Ramgen compressor can reduce the 
CO2 compression load (subject to verification of 
compressor efficiencies) but the non-intercooled 
Ramgen compressor coupled with compressor 
discharge heat recovery decreased the net plant 
output.

The desired performance characteristics and a •	
basis for design of turbo-machinery for use in a fuel 
cell gas turbine power block were developed.  

The plant configurations for the IGCC/Oxy-•	
combustion comparison study have been 
established.

Introduction 

The main goal is the conceptualization of near-
zero emission (including CO2 capture) integrated 
gasification power plants producing electricity as 
the principle product.  This assessment is primarily 
conducted in the context of conceptual design studies 
that advance state-of-art Brayton cycles and result in 
coal-based efficiencies equivalent to 65%+ on natural 
gas basis (lower heating value), or approximately an 
8% reduction in heat rate of an IGCC plant utilizing 
the H-class steam-cooled gas turbine.  Examples for the 
advanced improvements to the Brayton cycle include 
higher rotor inlet temperature (RIT), higher pressure 
ratio, intercooling, reheat, fuel or combustion air 
augmentation, advanced blade cooling schemes as well 
as improvements to the bottoming cycle.  

Also included in this project are performance 
evaluations of other advanced technologies such as 
advanced compression concepts, a fuel cell-based 
combined cycle and the CES Oxy-combustion cycle.

Approach 

Since a total systems solution is critical to 
establishing a plant configuration worthy of significant 
market interest, a baseline IGCC plant scheme 
was developed and used to study how alternative 

IV.11  Systems Analyses of Advanced Brayton Cycles for High Efficiency 
Zero Emission Plants
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process schemes and power cycles might be used and 
integrated to achieve higher system efficiency.  To 
achieve these design results, the total systems approach 
taken required creative integration of the various 
process units within the plant.  The studies are being 
sufficiently detailed and documented so that third 
parties will be able to quickly validate the studies.  

In the case of the integrated gasification fuel 
cell task, steady-state simulation of the entire plant 
is developed and then using dynamic simulations of 
the hybrid solid oxide fuel cell/gas turbine (SOFC/
GT) sub-system the turbo-machinery performance is 
investigated.  From these investigations the desired 
performance characteristics and a basis for design of 
turbo-machinery for use in a fuel cell gas turbine power 
block are developed.

Results 

advanced brayton cycle.  The closed circuit 
steam-cooled intercooled GT (with a RIT of 1,734°C 
or 3,153°F) was selected as the most promising 
cycle by performing a detailed analysis of the five 
advanced cycles which were identified as promising 
cycles in the previous screening analysis.  Figures 1 
and 2 show major parameters for this selected cycle 
along with those for the Baseline Case consisting of 
the H-class turbine, both in IGCC applications.  The 
advanced Brayton cycle requires a pressure ratio of 
50 to limit the exhaust temperature to a reasonable 
value.  It incorporates spray intercooling which 
has been proven in a commercial land-based aero-
derivative GT and has the advantage of lowering 
compressor discharge temperature resulting in savings 
in materials of construction, lower NOx emission and 
higher specific power output.  Steam cooling, another 
feature of this cycle has been proven in the H-class 
machines.  Sensitivity analysis conducted to measure 
the impact of increasing the component efficiencies of 
this advanced gas turbine showed that the individual 

contributions are not very significant but the sum total 
is, justifying research and development in these areas 
(see Table 1 which shows reduction in RIT possible 
while maintaining constant plant thermal efficiency).  
The rough order of magnitude plant cost and cost of 
electricity of the selected advanced Brayton cycle are 
about 8% lower than those of the Baseline Case.  The 
greatest technological challenge for the development 
of this advanced GT is in the area of combustor and 
turbine materials required to withstand the very high 
firing temperature. 

Ramgen compressor Technology.  From an 
overall plant thermal efficiency standpoint, the Ramgen 
high efficiency intercooled CO2 compressor technology 
is more promising than their non-intercooled 
compressor.  The net increase in power output over the 
Baseline Case of utilizing the Ramgen low pressure, 
intermediate pressure and intercooled high pressure 
compressors for CO2 compression is 1.61 MW for a 
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Table 1.  Sensitivity Analysis to Improvements in Component 
Efficiencies

Contribution to reduction in 
Firing Temperature

Increasing the gas turbine air 
compressor efficiency by 2% points

20°C or 36°F

Increasing the gas turbine 
expander by 1% point

20°C or 36°F

High efficiency exhaust diffuser 
(Cp = 0.9)

30°C or 54°F

Application of superconductivity 
technology to transformers and 
generators

Insignificant

Combined Contribution 70°C or 126°F
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380 MW H-class IGCC plant.  By applying the Ramgen 
technology to the gas turbine extraction air expander, 
the air separation unit air and nitrogen compressors in 
addition to the CO2 compressors, the net power output 
over the Baseline Case is increased by as much as 
5.92 MW for this 380 MW IGCC plant.  Thus, the high 
efficiency intercooled Ramgen compressors can play 
a significant role in improving the efficiency of IGCC 
plants, especially in zero emission plants where CO2 

capture is required.

gas Turbine for sOfc Integration.  The major 
findings are:

A•	  cathode blower is preferred to an ejector for 
cathode gas recycle for efficiency and control 
purposes.

Perturbations that could lead to compressor surge •	
could damage the fuel cell.

Load-shed perturbations are especially challenging •	
for avoidance of compressor surge.

Special turbo-machinery designs and control •	
strategies have been developed and tested to show 
how compressor surge can be avoided during 
perturbations.

Design of turbo-machinery with larger surge •	
margin is recommended for SOFC/GT systems.

Minimizing the fuel cell plenum volume is •	
important to address dynamic operation during 
perturbations.

Design of the system with additional actuators •	
(e.g., bleed valves, fuel injection) is desirable for 
controlling the system during perturbations.

Igcc/Oxy-combustion comparison.  For 
the IGCC cases, General Electric (GE) slurry feed 
entrained bed type gasifiers with two alternate heat 
recovery options consistent with the Statement of 
Work are utilized with the recommended operating 
pressures:

Total Quench Heat Recovery - operating pressure •	
of <8.7 MPa (1,260 psia).

Radiant Syngas Cooler Plus Quench Heat Recovery •	
- operating pressure of 5.62 MPa (815 psia).

For the Oxy-combustion cycle, a gasifier of the 
E-STR type to be offered by Conoco Phillips which is 
also slurry fed while operating at a pressure of 8.38 
MPa (1,215 psia) is recommended.

Conclusions and Future Directions

advanced brayton cycle.  The overall pressure 
ratio of 50 for the recommended intercooled advanced 
Brayton cycle is significantly higher than what has been 
currently demonstrated but such a high pressure ratio 
has been proposed for an advanced aero engine (Pratt 

& Whitney’s baseline engine proposed for Boeing’s 
787 transport plane) and is close to that of the aero-
derivative GE LMS100 intercooled gas turbine which 
has a pressure ratio of 41 at International Organization 
for Standardization (ISO) conditions.  The advanced 
Brayton cycle design will thus have to be based on 
modifying an existing aero-derivative engine such 
as the GE LMS100, by adding stages at the front-
end of the low pressure (LP) compressor1 and/or at 
the back-end of the high pressure (HP) compressor 
depending on the Mach number limitations.  An added 
advantage of utilizing the GE LMS100 engine is that it 
is configured with an intercooler.  The suction air flow 
of this engine is 208 kg/s or 458 lb/s at ISO conditions.  
With a plant specific power output of 1,639 kW/(kg/s) 
or 743 kW/(lb/s) for the advanced Brayton cycle IGCC, 
the net plant output on a per gas turbine basis would be 
1,639 kW/(kg/s) x 208 kg/s or 340 MW; or for a two-
gas turbine-based plant, the net output would be 680 
MW, a reasonable (i.e., economically viable) plant size.  
If an aircraft jet engine is modified instead, the major 
mechanical changes from aircraft to this ground-based 
engine involves replacing the turbofan and installing 
a new LP compressor using lower cost materials, 
combustor changes, HP turbine changes to handle 
increased flow and to reduce cost, and a new, lower 
cost LP turbine to expand to atmospheric pressure.  
Additional shaft length to accommodate scrolls for the 
intercooler would also be needed.  The key to keeping 
development costs to a minimum is keeping the gas 
path the same, thereby allowing the compressors, 
especially the high pressure compressor to remain 
unchanged, except for materials.  In either case, the 
development of this advanced Brayton cycle which 
requires an aero-frame engine should be based on 
the use of existing compressor gas path designs.  This 
would significantly reduce the cost of development.  

The effect on plant performance of utilizing air 
(film) cooling of the 1st stage turbine stationary and 
rotating blades instead of closed circuit steam cooling 
was also investigated while employing closed-circuit 
steam cooling of the 2nd and 3rd stages and open-circuit 
air cooling of the 4th and 5th stages.  Open-circuit film-
cooling of the blades has the advantage of forming a 
protective layer on the outside surface of the blade, i.e., 
by creating an additional insulating layer in addition to 
thermal barrier coatings to protect the metal.  The heat 
rate penalty of the open-circuit cooling of the 1st stage 
is about 0.8%, quantifying the trade-off between plant 
performance and the need for developing the necessary 
more advanced materials required with closed-circuit 
steam-cooling of the 1st stage.

Ramgen compressor Technology.  From an 
overall plant thermal efficiency standpoint, the Ramgen 
high efficiency intercooled CO2 compressor technology 
is more promising than their non-intercooled 
1 Addition of front-end stages increases the suction air flow.
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compressor.  The intercooled Ramgen compressors can 
play a significant role in improving the efficiency of 
IGCC plants, especially in zero emission plants where 
CO2 capture is required.

gas Turbine for sOfc Integration.  The major 
recommendations are:  

Study additional control strategies for SOFC/GT •	
systems.

Develop matched turbo-machinery with larger •	
surge margins.

Study axial versus radial turbo-machinery for these •	
applications.

Develop and use additional actuators that can •	
be manipulated with fast dynamic response 
(e.g., bleed, bypass, control valves).

Igcc/Oxy-combustion comparison.  This task 
will be completed by the end of September 2008.
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Objectives 

University research that develops and transitions 
technologies to the gas turbine industry in the areas of 
aerodynamics/heat transfer, combustion and materials 
in direct support of the following DOE Turbine 
Program goals: 

By 2010, for turbines operating with coal-derived •	
syngas: 

Improve combined cycle efficiency by 2-3  –
percentage points. 

Reduce capital costs by 20-30%. –

Reduce combustor emissions to 2 ppm NOx  –
(at 15% O2). 

By 2012, for turbines operating with hydrogen:•	

Maintain the same cycle efficiency  –
improvements and capital cost reductions as 
the 2010 goals for syngas while reducing NOx 
to near zero emissions.

Accomplishments 

Technology results from 14 ongoing university 
research projects have been compiled and provided 
quarterly to the DOE Turbine Program and the U.S. gas 
turbine industry.  Key results for each technology area 
are:

For Aero/Heat Transfer, UTSR projects have •	
focused on understanding and alleviating the 
detrimental effects of impurities in coal syngas 
fuels on turbine aerodynamic performance 
and cooling.  Specific accomplishments in this 
technical area include:

A turbine deposition simulation rig using  –
fuel impurities has experimentally measured 
deposition patterns and effects of film cooling 
on deposition rates for various cooling design 
features.

Advanced analytical approaches have been  –
developed and applied to identify three new 
film cooling designs that could operate more 
effectively under deposition conditions than 
current designs.

Evaluations have determined the experimental  –
conditions needed to properly simulate the 
processes of fuel impurity deposition on 
turbine passage airfoils and end walls. Initial 
experiments have determined interactions 
between film cooling flows and deposition of 
impurities.

Analytical evaluations have quantified the  –
delivery rates of impurities to film cooled 
airfoil leading edges as a function of cooling 
flow velocity and impurity particle size.

For Combustion, UTSR projects have clarified the •	
dominant processes and critical design parameters 
that control turbine combustor stability and 
emissions performance for the unique and varied 
properties of syngas and high hydrogen fuels.  
Specific accomplishments include:  

Data for the first time have been obtained  –
under relevant turbine combustor conditions 
which show the effects of hydrogen 
concentration on a key combustor parameter 
(turbulent flame speed) that affects the 
emissions performance of low emissions 
combustors.

Over a range of CO and H – 2 representative of 
syngas turbines, a fundamental parameter 
(flame consumption speed) has been shown to 
identify conditions and fuel compositions that 
limit dynamic pressure oscillations which can 

V.1  University Turbine Systems Research (UTSR) Program



Robert LeitnerV.  University Turbine Systems Research 

100Office of Fossil Energy Advanced Turbine Program FY 2008 Annual Report

produce excessive noise and damage in turbine 
combustors.

Measurements in an advanced flow reactor  –
have identified a potential mechanism that may 
explain inconsistent results in the literature for 
autoignition of fuels with properties of syngas 
and high hydrogen fuels.

Simplified correlation models have been  –
verified to predict CO/H2 reaction times.  
These models can be incorporated into 
combustion computer codes to reduce the 
computation time and cost of designing 
combustors that operate with coal syngas and 
high hydrogen fuels.

Catalytic effects from combustor materials  –
have been identified as a source of the major 
discrepancies between analytic predictions 
and experimental results for ignition delay 
time of hydrogen rich fuels.  Experiments are 
in progress to evaluate the catalytic effects on 
ignition delay of various materials used in gas 
turbine fuel injectors. 

For Materials, UTSR projects have focused on •	
understanding and mitigating turbine material 
degradation which results from the unique fuel 
impurities and high water vapor environment that 
are characteristic of syngas and syngas-derived 
hydrogen fuels.  Specific accomplishments include:

The relative corrosion and oxidation resistance  –
of various turbine alloys and coatings have 
been evaluated under high water vapor 
conditions with calcium impurities which 
can be experienced in syngas turbines.  The 
mechanism of the highly aggressive attack of 
turbine materials by CaO has been identified.

Experiments identified conditions which result  –
in excessive attack of a turbine thermal barrier 
material and bond coats due to P2O5, V2O5, 
and Na2SO4 impurities that can result from 
turbine operation with syngas.

Experiments are in progress to evaluate  –
and compare the oxidation and corrosion 
performance of several alloys and coatings 
in the unique and new H2O- and CO2-rich 
environments of future oxy-fuel turbines.

For the first time, a new method of evaluation  –
has quantified the localized changes in 
temperature protective properties of thermal 
barrier coatings on a serviceable turbine blade.  
Unlike past approaches, this method does not 
require specialized sample preparation such as 
cutting specimens from the turbine blade for 
analyses.   

Introduction 

The DOE Turbine Program is focused on the 
time-phased development of coal-based power 
systems with increased efficiency and emissions 
performance and decreased capital cost per kW 
output.  These advancements involve a transition from 
turbines operating on syngas with current integrated 
gasification combined cycle (IGCC) plant properties, 
to very high hydrogen fuels derived from syngas, to 
syngas burned in nearly pure oxygen using steam 
to control temperatures (oxy-fuel systems).  The 
transition requires the development of low emission 
turbine combustion technologies for this variety of 
fuels, improved turbine hot section flow path aero/heat 
transfer methods to accommodate expansion gases that 
are not only increasingly hotter but also contain higher 
levels of water vapor and particulates, and durable, low 
cost materials for this stressing environment.

The UTSR program is focused on obtaining 
the fundamental technical information needed for 
gas turbines to support the DOE Turbine Program 
objectives.  The emphasis is on understanding the 
underlying factors affecting combustion, aero/heat 
transfer and materials for current IGCC syngas 
turbines and using that knowledge to design and 
conduct the research needed to transition to nearly 
pure hydrogen fuels.  Through activities coordinated 
by SCIES, the goals of the DOE Turbine Program are 
advanced by the UTSR consortium, which consists of 
111 Performing Member Universities from 42 states, a 
14 member Industrial Review Board (IRB) composed 
of major turbine manufacturers and operators, and an 
Academic Advisory Board (AAB) composed of leading 
turbine researchers from the member universities.

Approach 

In the UTSR program, inputs from the DOE, the 
IRB, and the AAB have been used to identify research 
topics for past yearly request for proposals (RFPs) 
issued by SCIES to the performing member universities.  
The research topics are chosen to advance the DOE 
Turbine Program goals and meet the needs of the 
U.S. energy industry.  Technical experts from the IRB 
companies have reviewed the proposals received in 
response to the RFP and recommended projects for 
award, subject to DOE approval and available funding.  
SCIES awarded subcontracts to the selected performing 
member universities, who conduct the research.  The 
activities of the UTSR consortium are coordinated and 
managed by SCIES.  Research results are disseminated 
to the IRB members by SCIES via quarterly progress 
reports, yearly peer review workshops, and a final 
report for each research subcontract. 
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Results 

Detailed results from the ongoing and recently 
completed university subcontracts in Fiscal Year 2008 
are described for each project in the following sections.

Conclusions and Future Directions

Supporting the DOE Turbine Program goals, UTSR 
has provided fundamental data and analyses to address 
key turbine combustion, emissions, efficiency, and 
life issues specific to the composition, variability and 
impurities of syngas and high hydrogen fuels derived 
from coal syngas. 

The UTSR program is currently scheduled to end 
in December 2010.

Special Recognitions & Awards/Patents Issued

In the first quarter of FY 2008, SCIES was 
informed that the UTSR program was rated the 
highest of the 21 projects that were evaluated at 
the DOE Advanced Power Systems Peer Review 
conducted by the ASME in July, 2007.  In written 
comments, reviewers stated that the UTSR program is a 
benchmark project and an excellent use of government 
resources.  

FY 2008 Publications/Presentations 

1.  “Proceedings of the UTSR Peer Review Workshop V”, 
October 24–25, 2007, South Carolina Institute for Energy 
Studies, Clemson, SC.

2.  “Flowfield Measurements of the Endwall Leading Edge 
With Film-Cooling”, ASME Turbo Expo 2008, June 9–13, 
2008, Berlin, Germany.

3.  “The Effect of Ca-rich Deposits on the High 
Temperature Degradation of Coated and Uncoated 
Superalloys”, submitted for publication in the Materials 
Science Forum, 2008.

4.  “Letterbox Trailing Edge Heat Transfer – Effects of 
Blowing Rate, Reynolds Number, and External Turbulence 
on Heat Transfer and Film Cooling Effectiveness”, ASME 
Turbo Expo 2008, June 9–13, 2008, Berlin, Germany.

5.  “Aerodynamics of a Letterbox Trailing Edge – Effects of 
Blowing Rate, Reynolds Number, and External Turbulence 
on Aerodynamics Losses and Pressure Distribution”, 
ASME Turbo Expo 2008, June 9–13, 2008, Berlin, 
Germany.

6.  “Deposition Near Film Cooling Holes on a High 
Pressure Turbine Vane”, ASME Turbo Expo 2008, 
June 9–13, 2008, Berlin, Germany.

7.  “Large Eddy Simulations of a Three Row Leading 
Edge Film Cooling Geometry”, 2008 ASME International 
Mechanical Engineering Congress and Exposition, 
November 2–6, 2008, Boston, Massachusetts. 
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Objectives 

Characterize deposition on turbine hardware from •	
the combustion of synfuels that are or could be 
used in the power generation industry, including 
effects of fuel type, temperature, particle size, and 
backside and film cooling.

Evaluate the influence of these deposits on turbine •	
blade cooling. 

Determine the effects of these deposits on •	
spallation of thermal barrier coatings (TBCs).

Accomplishments 

During the last fiscal year, experimental deposition 
tests were conducted with finely ground subbituminous 
coal flyash on film-cooled turbine components, 
including:

1. Cylindrical versus shaped holes.

2. Bare metal coupons versus coupons with TBCs.

3. Blowing ratios from 0 to 4.0.

4. Two different flyash particle sizes (mass mean 
diameters of 3 and 13 µm).

Measurements included:

Photos of deposition patterns.•	

Maps of the surface temperature of the deposit.•	

Time-dependent movies of surface buildup.•	

Capture efficiencies.•	

Surface roughness characteristics.•	

A 20x scaled model of one of the film cooling 
configurations with deposits was manufactured using 
stereolithography and tested in a transient wind tunnel 
to determine the film effectiveness and heat transfer 
coefficient distributions.  Computational fluid dynamics 
(CFD) modeling of the heat transfer and deposition in 
these experiments was started.

Introduction 

Turbine inlet temperatures for large power 
generation gas turbines have been steadily increasing 
over the last several decades due to significant 
advances in materials and cooling technologies.  By 
incorporating these critical advancements, the H-class 
combined cycle machines are expected to operate 
at up to 1,425°C.  While this higher combustor 
exit temperature translates directly to higher cycle 
efficiency, it does not bode well for the severe operating 
environment of turbine materials.  At the same time, 
political and economic pressures are pushing utilities 
to consider fuel flexibility.  Intermediate goals of 
the DOE FutureGen and DOE Turbine Program 
focus on coal syngas as a turbine fuel in an effort to 
reduce dependency on foreign supplies of natural 
gas.  Petroleum coke and biomass fuels are also being 
considered.  Compared to “clean” burning natural 
gas, these alternative fuels have higher concentrations 
of trace elements and ash that present significant 
corrosion challenges to turbine operation.

Although filters are installed in gas turbine systems 
to remove flyash from synfuels, small concentrations 
of fine particles pass through the filters and reach the 
turbine surfaces, even if the filters are well maintained.  
Deposits build up over a year or two of operation and 
cause operational problems.  This project is a study of 
synfuel flyash deposition on representative film-cooled 
turbine blade surfaces that include TBCs, with the goal 
of determining the magnitude of deposition, erosion, 
and corrosion for the application of alternative fuels in 
modern gas turbines.

Approach 

A turbine accelerated deposition facility (TADF) 
was originally built in 2004 (Figure 1), consisting of a 

V.A.1  Deposition of Alternative (Syngas) Fuels on Turbine Blades with Film 
Cooling
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partially premixed natural gas fired combustor capable 
of operating at an exit Mach number of 0.3 and an exit 
temperature of 1,183°C, thus simulating the conditions 
at the entrance of a typical first stage nozzle guide vane 
for an F-class power generation turbine.  Coupons are 
obtained from turbine blade manufacturers that include 
the TBC.  These coupons are placed at the exit of the 
combustor, and flyash particles are fed through the 
combustor to cause deposition on the coupon.  Tests 
at atmospheric pressure have shown that deposits 
formed in 4 hours in the TADF are similar to deposits 
generated in 8,000 hours of turbine operation [1].  

Deposits formed in the TADF are photographed 
in situ, and then the coupon is removed for further 
analysis.  Surface roughness characteristics are 
analyzed using a profilometer.  An optical scanner 
is used to produce surface maps suitable for scaled 
model fabrication.  Environmental scanning electron 
microscope (ESEM) analysis is used to take photos 
of the surface and perform X-ray elemental analysis.  
Coupons are then encased in epoxy, sliced in half, and 
the cross section is analyzed by ESEM.  

Results 

The results shown here are from the coal flyash 
particles with a mass mean diameter of 13 µm.  
Figure 2 shows post-test images of the bare metal 

test coupon at different blowing ratios for both the 
cylindrical holes and the shaped holes.  The flow 
channels seen downstream of the left and right side 
holes deviate somewhat from the expected streamwise 
direction due to the finite number of holes.  This effect 
becomes less pronounced with increasing blowing 
ratio.  The coolant exiting the cylindrical film cooling 
holes provides little or no coverage in the region 
between neighboring holes, and then spreads out 
laterally at downstream locations.  The shaped hole 
configuration provides much better cooling coverage, 
and did not produce significant deposition downstream 
of the holes.  Increasing the blowing ratio creates 
film flow patterns that are more aligned with the 
streamwise flow.  This indicates that the coolant stream 
momentum increases (due to the increase in blowing 
ratio), resulting in increased resistance to gas flow 
impingement.  Optically-measured surface temperature 
maps (not shown) match the deposition pattern.  
Measured capture efficiencies for the bare metal 
cylindrical hole experiments decreased from about 
0.6% at a blowing ratio of 0.5 to 0.3% at a blowing ratio 
of 2.  Higher concentrations of particles were used to 
obtain thicker deposits (~1-2 mm), which continued 
to form in ridges between the coolant flow paths.  The 
surface temperatures of the large deposits increased 
significantly from the temperature in the coolant path.

Figure 3 shows deposition patterns and a 
deposit thickness map for experiments performed 
with a coupon coated with the TBC.  The surface 
temperatures were higher in this set of experiments 
than for the bare metal coupon, due to the insulating 
effect of the TBC.  In general, the capture efficiency 
increased by a factor of about 15 when a TBC coupon 

Figure 1.  Schematic of the BYU TADF

Figure 2.  Deposition Patterns on Bare Metal Coupons for Cylindrical 
Holes (Top) and Cylindrical Holes (Bottom) for Blowing Ratios of 
1.0 (Left) and 2.0 (Right)
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was used under the same conditions (particle size, gas 
temperature, blowing ratio, and coolant temperature).  
The photos shown here are from experiments with 
higher particle loading to accentuate the deposition 
pattern.  The low blowing ratios did not exhibit the 
coolant flow paths.  At the highest blowing ratio, little 
deposition was observed downstream of the cooling 
holes due to the combined effect of cooler temperatures 
with more coolant and the momentum of the coolant.  
The deposit thickness map was used to make a scale 
model surface for subsequent wind tunnel tests.

Figure 4 illustrates the non-linear dependence of 
deposition on time and blowing ratio.  All three tests 
showed an initial period of approximately 20 minutes 
where no deposits adhered to the surface.  Following 
this initial period, deposits slowly began to accumulate 
on the coupon.  After the initial accumulation, the 
coverage growth rate increased substantially until a 
maximum growth rate was obtained.  This deposit 
growth behavior suggests that the entrained particles 

more readily adhere to coupon surfaces that have some 
initial deposit coverage as opposed to clean, smooth 
surfaces.  Part of this effect is due to the increased 
surface temperature of large deposits since they are 
closer to the gas temperature and more removed from 
the coolant.

Additional experiments have been performed on 
the effects of hole spacing (for cylindrical holes) and 
for smaller particles (mass mean diameter of 3 µm).  
These data are being assembled into a conference paper 
at the moment, and are not presented here.  Additional 
wind tunnel tests are also underway, along with some 
modeling of this experiment to see if the correct trends 
with blowing ratio, particle size, and hole spacing 
can be matched.  This will permit use of these data by 
designers.

Conclusions and Future Directions

A series of tests were performed in an accelerated 
deposition test facility to evaluate the influence of film 
cooling flows on deposit formation from subbituminous 
coal flyash.  Some of the major conclusions are:

Shaped holes showed less deposition than •	
cylindrical holes.

Higher blowing ratios showed less deposition but •	
more non-uniform deposits, with ridges between 
the coolant flow paths.

Coupons with the TBC showed increased •	
capture efficiencies due to the increased surface 
temperature of the coupon.

Deposition was nonlinear in time, so that the •	
deposition rate accelerated once a deposit formed 
due to increased surface temperature.

Figure 3.  Variation of Deposit Patterns on the TBC Surface with Blowing Ratio from M=0.5 to M=4, with an Optically Scanned Deposit 
Thickness Map for M=4.0
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Objectives 

The overall objective of this work has been to study 
and characterize the heat transfer and aerodynamic 
tradeoffs of competing trailing edge cooling designs to 
allow designers to make more informed decisions in 
selecting cooling approaches.

Develop four relevant trailing edge cooling •	
concepts: gill slot (pressure side cutback), 
letterbox, covered trailing edge and pressure side 
holes.

Develop three internal cooling geometries •	
consistent with the trailing edge concepts.

Characterize internal heat transfer and discharge •	
pressure drop.

Characterize external heat transfer and •	
aerodynamics.

Investigate the impact of syngas derived on •	
performance of cooling geometries.

Accomplishments 

Developed gill slot, letterbox, and covered trailing •	
edge cooling geometries.

Characterized heat transfer and aerodynamic •	
losses for gill slot, letterbox, and covered trailing 
edge cooling geometries.

Developed conventional pin fin trailing edge •	
cooling geometry and two high solidity cooling 
geometries.

Characterized heat transfer and pressure losses •	
associated with the conventional and two high 
solidity cooling geometries.

Identified and developed a syngas-relevant •	
roughness geometry in cooperation with work 
done at Brigham Young University (BYU).

Introduction 

The trailing edge cooling configuration for a vane 
in a gas turbine engine can have a significant impact on 
the life and efficiency of the engine.  The selection of a 
particular design is even more complicated in a syngas-
fueled environment due to the expected prevalence of 
particulates which are expected to deposit onto turbine 
surfaces.  The objective of this study has been to 
develop several gas turbine relevant cooling geometries 
and study the heat transfer and aerodynamic tradeoffs 
with relevance to a syngas environment.  

The design of a trailing edge cooling scheme 
involves a balance of aerodynamic efficiency and 
cooling effectiveness.  Aerodynamic designers seek a 
design with the highest aerodynamic efficiency and 
the least flow blockage to meet their performance 
goals.  Heat transfer designers seek a design which 
keeps metal temperatures and temperature gradients 
within material life and oxidation limits.  Often the 
selection of a particular design is based on incomplete 
information.  This incomplete information can include 
the incremental influence of a design at a specific 
flow rate on losses or a specific internal or external 
heat transfer coefficient or film cooling effectiveness 
level.  This study has been designed to document 
the aerodynamic performance of these chosen 
designs at different cooling flows for different flow 
conditions.  This research also focuses on developing 
the appropriate heat transfer coefficient and film 
cooling distributions to allow the application of these 
designs.  This work will also include assessing the 
incremental influence of syngas produced roughness on 
aerodynamic losses and surface heat transfer.

Approach 

Most of the research in the current investigation 
was conducted in a large-scale, low-speed cascade 

V.A.2  Aero Losses, Heat Transfer and Discharge Coefficients for Different 
Vane Trailing Edge Cooling Technologies for Syngas Fired Turbines
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facility.  This approach has been critical not only 
to document the aerodynamic performance of the 
competing designs but it also provides the most 
relevant environment for heat transfer research.  
Sources for vane aerodynamic losses include boundary 
layer growth on the vane, separation losses off the 
trailing edge and injection slot, endwall losses, 
coolant ejection losses, losses due to the action of 
turbulence on inertial gradients and the interaction 
of these effects.  Consequently, a cascade test section 
with relevant inlet boundary conditions is needed 
to generate useful aerodynamic data.  A similar 
approach is needed for heat transfer and film cooling 
measurements because interactions such as shedding 
from the trailing edge or the coolant slot lip can have 
an important impact on film cooling effectiveness.  
As a result, external heat transfer measurements and 
aerodynamic measurements were performed in UND’s 
large-scale, low-speed cascade facility.  This facility 
enabled documenting losses and heat transfer over a 
four to one range in Reynolds numbers.  Additionally, 
three relevant turbulence conditions were generated for 
this study including a low turbulence condition, a grid 
turbulence condition, and a simulated aero-combustor 
turbulence condition.

Internal heat transfer and pressure drop 
measurements for the internal cooling channels were 
conducted in a bench-scale heat transfer and pressure 
drop flow rig as external interactions were not expected 
to have a significant influence.

Results 

During the past year we completed testing a 
covered trailing edge design consistent with our base, 
gill, and letterbox designs.  A covered base vane with 
a trailing edge thickness consistent with the covered 
trailing edge shape was also tested in order to provide 
a consistent comparison.  A comparison of the detailed 
total pressure loss surveys for the covered base vane 
with the covered vane with injection is shown in 
Figures 1 and 2.  The exit loss survey for covered 
base vane taken at a chord exit Reynolds number of 
1,000,000 for grid turbulence is presented in Figure 1.  
The exit loss survey for the covered vane with ejection 
set at a rate of 75 percent design for the same external 
conditions is displayed in Figure 2.  The covered base 
vane, shown in Figure 1, produces a broad but smooth 
wake, a clear indication of the endwall loss core, and 
evidence of a corner vortex.  The covered vane with 
ejection shows a significant spanwise variation in 
losses due to coolant ejection.  The wake is actually 
thinner in the areas of coolant ejection.  A comparison 
between the overall results for the original base vane 
and the covered base vane are shown in Figure 3.  
These results compare the covered base vane in the 
open symbols and solid lines with the original base 

vane in the solid symbols with the dashed lines.  
These results are presented across three turbulence 
conditions including low turbulence (square symbols), 
grid turbulence (triangle symbols), and aero-combustor 
turbulence (diamond symbols).  These comparisons 
essentially show that the thicker trailing edge of the 
covered base vane produces about a 0.95 percent 
increase in the total pressure losses.  Profile losses are 
typically considered a function of airfoil boundary 

Figure 1.  Total pressure loss contours Ω (Omega) with secondary 
velocity vectors for the covered baseline vane at ¼ axial chord 
location under grid turbulence at a chord exit Reynolds number of 
1,000,000.

Figure 2.  Total pressure loss contours Ω (Omega) with secondary 
velocity vectors for the covered trailing edge vane at ¼ axial chord 
location under aero combustor turbulence at a chord exit Reynolds 
number of 1,000,000 and ¾ design flow rate discharge.
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layer losses and separation losses.  A vane or blade 
trailing edge is expected to have a drag coefficient 
ranging between 0.16 to 0.20 depending on whether 
the trailing edge is rounded or square.  The present 
data would suggest a drag coefficient of around 0.18 
for the increased trailing edge thickness.  This result 
is consistent with what is expected.  This result has 
also pushed designs toward gill slot (cutback) trailing 
edges due to their reduced trailing edge thickness when 
compared with covered trailing edges.  Our tests show 
that gill slot and letterbox trailing edges produce a 
substantial incremental loss above the baseline case.  
This increment is not only a product of the ejection 
of low momentum fluid but also appears to be a 
function of separation off the gill slot lip or letterbox 
discharge or partition surfaces.  A comparison between 
gill slot losses at design flow taken over a range of 
Reynolds numbers and across the three turbulence 
conditions and the covered trailing edge taken at the 
same conditions except at 75 percent design flow is 
presented in Figure 4.  This comparison demonstrates 
that the losses for the covered trailing edge design 
are very comparable to losses for the gill slot design.  
These results should be viewed as very good news for 
syngas-fired gas turbines as covered trailing edges area 
expected to be much less susceptible to clogging due to 
gas path particulates.

Conclusions and Future Directions

The current focus of this research is to apply the 
simulated roughness surface from BYU to aerodynamic 
and heat transfer vanes in order to document the 
influence of syngas roughened vanes on aerodynamic 
and heat transfer performance.
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Objectives 

Explore the transport phenomena related to the •	
effects of blockage and surface deposits around 
film cooling holes in advanced gas turbines.

Develop advanced concepts incorporating •	
modifications in hole shape and surface profile for 
more effective film cooling.

Quantify new film cooling concepts with a •	
combined approach of detailed experimental 
measurements and computational simulations.

Provide the turbine manufacturers with •	
fundamental insight that can impact the future 
designs of turbine cooling systems.

Accomplishments 

Experimentally characterized the film effectiveness •	
and heat transfer coefficient for three innovative 
film cooling designs for external cooling of 
advanced airfoils.

Acquired detailed surface thermal data with film •	
cooling for computational fluid dynamics (CFD) 
validation and benchmarking.

Obtained optimal operating conditions in terms of •	
coolant blowing ratios and freestream conditions 
for different innovative film cooling designs.

Computationally explore the efficacy of a new •	
shaped hole with a W-shape, with and without 
mid-section protrusions.

Introduction 

The primary goal of this University Turbine 
Systems Research (UTSR) project is to provide the 
turbine industry with fundamental insight that can 
impact the future design of film cooling.  The initial 
phase of the project is to characterize the effects 
of blockage and surface deposits on film cooling 
performance.  This will be followed by a systematic 
approach to explore innovative means to further 
improve film cooling performance under realistic 
turbine conditions.  Validation of computational 
models will use the heat transfer and flow data 
obtained from the experimental aspect of the project.  
On the other hand, information gained from the 
computational phase will provide the experiment 
with more detailed insight in data interpretation.  
A significant portion of the project is to incorporate the 
change in surface profile, due possibly to unavoidable 
deposits or intentional modification of the thermal 
barrier coating (TBC) for more effective cooling film 
protection.  Several innovative concepts have been 
developed and fully characterized in this project.  
This will eventually aid the selection of optimal test 
geometry and parameters.  

Approach 

This is a combined effort of experiment and 
numerical computation for studying the transport 
phenomena associated with the effects of surface 
profiles and hole shapes on the performance of film 
cooling.  The research team consists of participants 
from two universities: University of Pittsburgh (Pitt) 
and Iowa State University (ISU).  The Pitt portion of 
the combined project is an experimental investigation 
of the film cooling performance affected by surface 
features and hole geometry.  The specific tasks 
conducted at Pitt include detailed measurements of 
surface heat transfer coefficient and film effectiveness.  

V.A.3  Effects of Coating Blockage and Deposits on Film Cooling 
Effectiveness and Heat Transfer
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The research focus at ISU is to perform CFD simulation 
of transport phenomena and providing guidelines 
for improved designs in film cooling.  Validation of 
computational models use the heat transfer and flow 
data obtained from the experimental aspect of the 
project.  On the other hand, information gained from 
the computational phase provides the experiment 
with more detailed insight in data interpretation.  This 
experiment-simulation combined approach has been 
demonstrated to be very effective for exploring complex 
aerothermal issues in advanced turbine systems.

Results 

One of the key results gained from this study is 
the development of shaped film holes with advanced 
concepts.  These new concepts may be realized 
by controlling the TBC to create desirable surface 
topology.  Table 1 summarizes all cases studied.  In 
this table, traditional denotes traditional shaped holes 
as shown in Figures 1(a) and 1(b).  Traditional+W 
denotes traditional shaped holes with a protruded mid 
section (see Figure 1(c)).  SS denotes a new shaped 
hole designed to work with the protruded mid-section 
concept (see Figures 2(a) and 2(b)).  SS+W and 
SS+trench denotes a new shaped hole with protruded 
mid section (see Figure 2(b)) and with an extended 
streamwise trench (see Figure 2(c)).

Table 1.  Summary of Simulations

Case No. Hole geometry H3 M

1 straight N.A. 0.49, 1.0

2 traditional N.A. 0.5, 1.0

3 traditional + W 0.0 0.5, 1.0

4 SS N.A. 0.5, 1.0

5 SS + W 0.4D 0.49

6 SS + W 0.0 0.49

7 SS + W  
w/ trench

0.4D 0.49

8 SS + W 
w/ trench

0.0 0.31, 0.49,
0.97, 1.40

A benchmarking study reveals that CFD can 
predict the laterally-averaged effectiveness of a 
traditional shaped hole shown in Figures 1(a) and 1(b) 
with reasonable accuracy.  This is unexpected since 
CFD typically does not do so well in predicting film-
cooling effectiveness from straight film-cooling holes.  
One reason for the good prediction for the shaped 
hole is because the shaping minimizes the streamline 
curvature in the flow and the adverse pressure gradient 
just upstream of the film-cooling jet.  Figure 3 shows 
that adding a protruded mid section to the traditional 
shaped hole as shown in Figure 1 does not improve 

adiabatic effectiveness when the blowing ratio (M) 
is 0.5.  However, there is some improvement when 
the blowing ratio is 1.0.  Figure 4 shows that the new 
shaped hole shown in Figure 2 is not as good as the 
traditional shaped hole shown in Figure 1.  But, the 
new shaped hole with a protruded mid section does 
perform considerably better than without it.  The 
results also show that adding a trench to the new 
shaped hole with a protruded mid section may not 
improve performance at the blowing ratio of 0.5.

Conclusions and Future Directions

While most of the new approaches explored in 
this project have shown promising features, further 
studies to optimize the performance and fabrication 
processes are recommended for follow-on research 
in the future.  Patents for the flow-aligned blockers, 
the upstream ramp, and W-shaped film hole geometry 

Figure 1.  Schematic of traditional shaped holes with and without 
new W-shaped concept.  (a) Side view of a traditional shaped hole: 
L = 2.8D, L1 = 1.9D, α = 55°, β = 15°.  (b) 3-dimensional view of 
traditional shaped hole.  (c) Traditional shaped hole with a protruded 
mid section.  (D = film hole diameter, α, β = shaped hole spanned 
angle).

(a)

(b)

(c)
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have been submitted and are pending.  The collective 
information gained from this research could further 
provide guidelines for advanced film-cooling strategies 
in future turbine engines.  

Special Recognitions & Awards/Patents Issued

Patents Pending

1.  Preventing Hot-Gas Ingestion by Film-Cooling Jets Via 
Flow-Aligned Blockers (Application No.: 60/829,734).

2.  Momentum Preserving Film-Cooling Shaped Holes 
(Application No.: 60/829,712).

Figure 2.  Schematic of new shaped hole with and without protruded mid section and trench.  (a) New shaped hole.  (b) New shaped hole with 
and without a protruded mid section.  (c)  New W-shaped hole with trench. 
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Figure 3.  Laterally averaged adiabatic effectiveness for traditional 
shaped hole with and without a protruded mid section for two blowing 
ratios.
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Figure 4.  Laterally averaged adiabatic effectiveness for straight 
hole and traditional/new shaped hole with and without a protruded 
mid section (M = 0.5).
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3.  Increasing Adiabatic Film-Cooling Effectiveness by 
Using an Upstream Ramp (Application No.: 60/829,737).
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Objectives 

Develop an experimental methodology to actively •	
simulate the deposition of syngas contaminant 
particles on film-cooled turbine surfaces, using 
large-scale turbine vane cascade models;

Investigate and quantify the effects of deposition •	
on the film cooling of turbine airfoils and endwalls; 
and,

Identify and develop features that reduce •	
depositions and/or limit the adverse effects of 
depositions on film cooling.

Accomplishments 

A new film-cooling channel at Penn State was •	
constructed to develop the technique of particle 
injection (e.g. sand, wax) to simulate contaminant 
particles.

A new wind tunnel test section is almost completed •	
at UT that includes a large-scale, conducting vane 

model, which will benefit the deposition simulation 
using molten wax particles that will solidify upon 
reaching the cooled model surface.

The desired sizes of the particles used for •	
experimentally simulating deposition have been 
determined by analysis, which ensures they will 
behave in a similar manner as the particles in the 
engine environment.  This analysis shows that 70 
µm wax particles in the wind tunnel facilities will 
simulate engine conditions.  It has been verified 
that wax particles of this size can be generated in 
the facilities.

Two different particle injection schemes were •	
developed at Penn State.  The first method 
consisted of using sand particles in conjunction 
with contact paper whereby the glue of the contact 
paper caused the sand to stick to the object.  
The second method consisted of using hot wax 
injection that attached as it solidified on the object.

Experimental simulations of particle deposition •	
were conducted at Penn State for two different test 
cases that are representative of the endwall of a 
turbine airfoil: a cylinder with associated channel 
endwalls and a row of film cooling holes placed in 
a flat plate for a range of operating conditions.   
The interaction of deposition patterns with film 
cooling flow and mainstream flow structures was 
readily observed.

A new wax particle dispersal system was •	
constructed and tested at UT.  This new system can 
be placed directly in the wind tunnel test section 
without significantly disturbing the flow field.

Introduction 

A major concern for the next generation of power 
generation gas turbines is the capability to operate 
with greater efficiency while using new coal-derived 
high hydrogen fuels.  A major factor when using 
these fuels is the effects of contaminants on engine 
operation, particularly the hot section of the gas 
turbine.  In general, contaminants in the main flow 
can affect the turbine section by causing erosion, 
corrosion, or deposition to turbine airfoil and endwall 
surfaces.  For higher temperature operation, which 
is the goal of future designs, the primary degradation 
effect of contaminants occurs from deposition on 
turbine surfaces.  This deposition results in much 
rougher surfaces and partial blockage of film cooling 

V.A.4  Simulating Particle Deposition and Mitigating Deposition Degradation 
Effects in Film Cooled Turbine Sections
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holes that seriously degrade the cooling performance.  
Performing full engine tests to determine where 
these contaminants deposit and how to mitigate that 
deposition is cost prohibitive and often results in a 
lack of detailed information needed to understand the 
underlying physics of deposition process.  Methods 
need to be developed whereby accurate deposition 
simulations can take place in a facility that allows for 
the underlying physical effects on airfoil heat transfer 
and aerodynamics to be understood.  A major objective 
of our proposed work is to determine a reliable 
methodology for simulating contaminant deposition 
in a low speed wind tunnel facility where testing is 
considerably less costly.

This project is aimed at developing new cooling 
designs for turbine components that will minimize the 
effect of the depositions of contaminant particles on 
turbine components and maintain good film-cooling 
performance even when surface conditions deteriorate.  
Moreover, a methodology will be established that 
allows controlled laboratory experiments to simulate 
relevant deposition mechanisms for gas turbines 
using coal-derived fuels.  New film cooling designs 
for turbine airfoils and endwalls and new endwall 
contouring designs will result.  Reliable and improved 
film cooling performance for turbine vanes will lead 
to reduced costs for the user as a result of longer 
component life.

Approach 

Specific tasks for the project are as follows:

Tasks for developing techniques for deposition of •	
contaminants:

Determine a methodology for simulating  –
the deposition of particles similar to that 
which occurs for a case with synfuel turbine 
applications.

Compare laboratory simulations using this  –
methodology to actual engine parts under 
high-pressure, high-temperature conditions.

Tasks for vane studies:•	

Determine the performance of shallow  –
trench film cooling configurations for various 
positions on the suction and pressure sides of 
the simulated vane.

Evaluate performance of the trench film  –
cooling configurations when subjected to 
dynamic deposition of contaminants.

Develop new trench configurations which  –
maximize film cooling performance under 
contaminated conditions, and minimize 
deposition of contaminates.

Tasks for endwall studies:•	

Quantify and understand contaminant particle  –
transport for a flow in a first vane passage.

Determine how the placement of film-cooling  –
holes on a flat endwall can alleviate particle 
deposition.

Determine how a contoured endwall  –
configuration combined with film-cooling 
could be used to alleviate and mitigate particle 
deposition effects on the cooling of an endwall.

Results 

At Penn State, a new film-cooling test facility 
was constructed for use in developing the deposition 
simulation techniques consisting of two different 
methods: molten wax and sand particles.  The molten 
wax injection results in particles adhering to the 
surfaces as the wax particles become solidified.  The 
sand particles adhere to the surface through the use 
of contact paper placed on the surfaces.  At UT, a 
new test section with a conducting vane model was 
designed and constructed.  This new test section will 
soon be installed in an existing wind tunnel facility.  
Development of this conducting vane model is a key 
aspect to simulating the ash particle deposition process 
using molten wax particles because the particles will 
solidify upon reaching the cooled model surface.

Much of our efforts to develop devices to simulate 
contaminant particles have focused on using molten 
wax.  The rationale for using molten wax is based on 
a review of the literature on mechanisms by which 
contaminants attach to surfaces of turbine components.  
Previous studies have shown that a primary mechanism 
by which particles attach to a surface occurs when 
the external surface of the particle becomes molten 
and consequently “sticky”.  Our goal is to simulate the 
enhanced attachment that occurs when particles are 
molten by using various different waxes that become 
molten at relatively low temperatures more suited for 
our wind tunnel simulations.

In order to ensure that the experimental 
simulations of depositions adequately model the engine 
conditions, a key non-dimensional parameter to match 
between the engine and lab conditions is the Stokes 
number.  The Stokes number is basically a measure 
of the inability of a particle to exactly follow changes 
in the mainstream flow speed and direction.  A large 
particle, with a resulting large Stokes number, will tend 
to impact an obstruction in the flow field, rather than 
follow the flow around it.  By using a certain particle 
size in the experimental simulations, the Stokes 
number of the particle flow will be matched with the 
engine condition so that the particles trajectories in 
the wind tunnel will be similar to that in the engine.  
Analyses were performed to determine the desired 
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particle sizes in the wind tunnel facilities that will 
match the Stokes number of the engine conditions.  
Figure 1 shows the results of these analyses for using 
molten wax particles in a wind tunnel facility, and it 
also shows the sensitivity of the desired particle size to 
various analytical inputs.  In syngas-fired gas turbines, 
the most significant turbine deposition occurs from 
particles approximately 10 µm in diameter, and these 
results show that our experimental simulations should 
use wax particle sizes approximately 70 µm in diameter.  
Scanning electron microscopy of sprayed wax particle 
samples have established that the experimental 
facilities are capable of generating these particle sizes.

Experimental simulations were completed 
in a new film-cooling channel at Penn State in 
which contaminants were simulated using various 
combinations of sand and molten wax.  These studies 
were focused on simulating depositions on endwalls in 
the vicinity of coolant holes.  Figure 2 is a photograph 
of a sample result of this testing, in which sand 
deposition has developed near a cylinder situated 
perpendicular to the mainstream flow direction in this 

facility.  The cylinder is meant to be a simple model 
of the leading edge airfoil/endwall region of a turbine 
vane.  Figure 2 shows that the deposition pattern is 
influenced by the horseshoe vortex flow structure that 
is known to exist at the airfoil/endwall junction.  

Figure 3 shows a series of photographs of the 
deposition patterns using the wax injection method 
around film cooling holes located on the endwall of 
the test channel.  The wax spray deposition patterns 
around the film cooling hole change as the film cooling 
velocity is increased (quantified by momentum flux 
ratios I = (ρcool ucool

2)/(ρ∞ u∞
2), over a range  

0.125 ≤ I ≤ 1.1).  These experiments showed significant 
effects of the coolant jet on the deposition pattern.  
Further experiments were conducted to verify the 
coolant jet performance by measuring adiabatic 
effectiveness distributions for varying momentum flux 
ratios.  These tests confirmed the expected adiabatic 
effectiveness performance.

A new molten wax particle dispersal system was 
developed and tested at UT.  This new particle dispersal 
device uses a particle spray nozzle that is located 
within the wind tunnel.  This was accomplished by 
designing a device that could be contained within a 
1.0 in diameter rod that is currently used as part of 
the freestream turbulence generation grid.  Hence the 
particle spray device can be inserted in the tunnel 
without causing any additional disturbance to the flow.  
The new device was shown to generate wax particle 
sizes in the range of 10 µm to 200 µm which brackets 
the nominal diameter of 70 µm expected to be needed 
in the wind tunnel for correct simulation.

Figure 2.  Photograph of Combined Sand/Wax Deposition near a 
Cylinder-in-Crossflow

Figure 1.  Analytical Results Showing the Experimental Conditions 
Required to Properly Simulate Engine-Condition Contaminant 
Deposition
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Conclusions and Future Directions

An important aspect of our study of the effects of 
contaminants from syngas fuels on the operation of gas 
turbines is to be able to experimentally simulate the 
depositions of contaminants on turbine components.  
Of particular interest is how the deposited contaminant 
affects film cooling performance on turbine airfoils 
and endwalls.  New facilities were constructed at 
Penn State and the UT that provide us with unique 
capabilities for simulating the contaminant deposition 
process.  Particle generators in these facilities were 
designed to produce particles sized appropriately 
to simulate the particle trajectories that occur at 
engine conditions.  Furthermore, special waxes and 
heated wax spray systems were developed that allow 
simulation of molten particles in the flow that is a key 
characteristic of particles in actual engine flows.  

Key tasks for the following year are as follows:

Establish that the deposition patterns achieved •	
in our laboratory simulations are consistent with 
depositions that occur in gas turbines operated 
in integrated gasification combined cycle power 
plants.  This will require input from industrial 
partners.

Complete installation of the special wax spray •	
devices in our turbine vane test facilities and 
perform a series of experiments to determine the 
effects on film-cooled vanes and endwalls.  At the 
UT, a special high conductivity vane will be used 
in these studies that will allow testing of the vane 
at varying surface temperatures.  

Test the performance of shallow trench •	
configurations on the suction and pressure sides 
of the test vane.

Test the performance of a shallow trench •	
configuration on the endwall, particularly in 
the leading edge region of the vane with deposit 
simulations.

Figure 3.  Photograph of Wax Deposition near a Film Cooling Hole 
over a Range of Film Cooling Velocities (quantified as momentum flux 
ratio, I = (ρcool ucool

2)/(ρ∞ u∞
2))
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Objectives 

The primary objective of this project is to provide •	
design data and tools to engineers by studying 
aerothermal particle dynamics in the leading 
edge region of a turbine blade in the presence of 
film-cooling jets and to quantify the potential 
deposition and erosion under different flow, 
thermal, and particle dynamics. 

Investigate the effect of particle size on deposition •	
and find the critical particle diameter below 
which there is no deposition.  Investigate whether 
deposition in cooling hole and subsequent blockage 
is a possibility and if so under what conditions 
does this happen and what can be done to avoid 
this phenomenon. 

Investigate the effect of coolant injection ratio on •	
particle trajectory.  Smaller particles tend to follow 
the flow streamlines while larger particles deviate 
from the flow considerably and have a much larger 
propensity to collide with the blade surface. 

Investigate the effect of coolant temperature.  •	
Coolant jets can aid the condensation of corrosive 
vapors on the blade surface, while on the other 
hand they can solidify molten ash such that it does 
not stick to the surface.  However, this can lead to 
increased erosion.  Formulate design guidelines on 
the effect of gas, coolant, and surface temperature 
on deposition and erosion.

Investigate the effect of deposition and ensuing •	
surface roughness on heat transfer coefficient 
and adiabatic effectiveness.  Investigate whether 
deposition is self-limiting or can result in a 
runaway cycle.

Investigate whether commercial computational •	
fluid dynamics tools predict deposition and erosion 
patterns with accuracy using a steady calculation 
procedure.  The use of a steady flow assumption is 
the only viable alternative in a design environment, 
while the actual flow is highly unsteady in which 
time-dependent turbulent eddies have a large effect 
on particle transport.

Accomplishments 

Demonstrated that ash particle Stokes number •	
based on the outer flow time scale (in this case 
leading edge diameter and freestream velocity) 
played a key role in the deposition and erosion 
damage on the leading edge of a blade.  This 
finding clearly shows that very little damage will 
be accrued to the blade if the ash particle Stokes 
number is much less than one and maximum 
damage is accrued when the Stokes number is 
much greater than one.  For example, twice as 
many ash particles deposit on the blade at a Stokes 
number of 3 than with a Stokes number of 0.8, 
whereas negligible deposition occurs when the 
Stokes number is 0.03. 

It was also demonstrated that coolant blowing •	
ratios in the range of 0.4 to 1.2 had no significant 
effect on deposition and erosion and only resulted 
in a slight decrease.

Designed and manufactured a particle feeder.  Also •	
designed a high temperature-pressure experimental 
test section and submitted for fabrication.

Introduction 

The vision of DOE’s fossil energy turbine 
program is to provide power generation technology 
essential to the success of advanced fossil energy 
power systems in the 2008 to 2015 time frame.  One 
of the key capabilities needed to achieve this goal is 
coal gasification.  One of the issues in achieving this 
goal relates to the durability of turbine components 
subjected to a harsh high temperature, high pressure, 

V.A.5  Syngas Particulate Deposition and Erosion at the Leading Edge of a 
Turbine Blade with Film Cooling
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and high velocity environment in the gas path 
immediately downstream of the combustor.

Coal gasification and combustion can introduce 
contaminants in the vapor as well as solid or molten 
state depending on the gas clean-up procedures used, 
coal composition and operating conditions.  These 
byproducts when combined with high temperatures 
and high gas stream velocities can cause deposition, 
erosion, and corrosion (DEC) of turbine components.  
Some of the common compounds which lead to 
DEC are trace amounts of sulphates, chlorides, 
and hydroxides of alkali metals such as calcium, 
sodium, potassium, and magnesium.  Other metallic 
compounds of antimony, beryllium, chromium, 
mercury, selenium and vanadium are also threats for 
DEC.  The extent of damage done by DEC in the gas 
path is directly dependent on the impaction of solid or 
molten particulates on surfaces, which lead to erosion 
and deposition.  One surface, which is particularly 
vulnerable, is the leading edge of vanes and blades in 
the presence of film cooling.

Approach 

This project will be performed at near-engine 
conditions combining unique computational and 
experimental equipment and facilities for conditions 
relevant to the design of systems.  A blade with a 
cylindrical leading edge and a camberless after body 
in a linear cascade will be tested.  The work will use 
the method of time-accurate large-eddy simulations 
(LES) as a theoretical tool for simulating particle 
dynamics and a high-temperature experimental 
facility matched to relevant engine conditions.  LES, 
by accurately representing the unsteady nature of the 
flow and temperature field and the relevant turbulent 
length scales will leave little uncertainty in modeling 
the trajectory of particles which will be very sensitive 
to these factors.  By using carefully derived similarity 
parameters, the high-temperature experimental facility 
will provide an inexpensive and effective testing 
environment, with much relevancy to industry.

To maintain a high degree of relevancy to 
industrial design, experimental and computational 
conditions represent real engine conditions.  By using 
a high-temperature test facility (up to 800 K) which 
can generate velocities up to 200 m/s in a 2”x5” 
cross-section, engine-like conditions are created in 
the test section.  The use of this facility allows the 
matching of key similarity parameters relevant to the 
flow and thermal field and particle dynamics such that 
experimental and computational observations can be 
extrapolated to the engine in a straightforward manner. 

The computations will be performed using 
a state-of-the-art LES code developed by the 
principal investigator and applied extensively to 

complex turbulent flows in heat exchangers, and 
in blade internal cooling geometries and leading 
edge film cooling, amongst other turbulent flows.  
It is highly parallel and uses 100s of processors for 
quick turnaround time.  It solves the Navier-Stokes 
and energy equations in a multi-block structured/
unstructured generalized coordinate system.  Its 
turbulence modeling capabilities include solving the 
Reynolds-Averaged Navier-Stokes equations (RANS) 
using k-ω-based models, LES, using the Smagorinsky 
and dynamic Smagorinsky Model, and a hybrid 
detached-eddy simulation (DES) capability (RANS-
LES). 

Results 

The deposition and erosion caused by syngas 
ash particles in a film-cooled leading edge region of 
a representative turbine vane is investigated.  The 
carrier phase is predicted using LES and three ash 
particle sizes of 1, 5, and 10 microns are investigated.  
A threshold ash softening temperature is assumed to 
determine the state of particles on impact and hence, 
distinguish between deposition and erosion. 

The geometry of the leading edge region is 
shown in Figure 1.  The leading edge of the blade is 
represented by a semi-cylinder with a flat after body.  
Coolant is injected into the mainstream through 
coolant jets with 30˚compound angle injection.  Two 
rows of film cooling holes are located at ±15˚ from the 
stagnation line.  The diameter of the cylindrical leading 
edge and the free stream velocity are selected as the 
characteristic length and velocity scales, respectively, 
to define the free stream Reynolds number of 100,000.  
Table 1 summarizes the leading edge geometry and flow 
properties.  Table 2 shows the particle size and Stokes 

Figure 1.  Close-up View of Compound Angle Off-Stagnation Film 
Cooling Jet
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number as related to momentum transfer and heat 
transfer via convection and radiation.

Table 1.  Flow Properties and Leading Edge Jet Geometry

leading edge geometry

Blade leading edge diameter (D*) [m] 0.01

Coolant jet diameter (d*), [m] 6.3×10-4

Span-wise pitch (p*/d*) 4

Flow Properties

Free stream velocity (U*
∞), [m/s] 118

Free stream temperature (T*
∞), [K] 1,500

Free stream pressure (P*
∞), [atm] 20

Free stream density (ρ*
∞), [kg/m3] 4.7

Coolant temperature (T*
j), [K] 800

Coolant-to-mainstream density ratio 1.875

Coolant-to-mainstream blowing ratio (U*
j /U

*
∞) 0.4,0.8,1.2 

Table 2.  Ash Particle Diameter and Stokes Numbers

dp (micron) Stp Sttconv Strad

1 0.029 0.006 1.606

5 0.739 0.154 8.03

10 2.955 0.615 16.06

Figure 2 shows the percentage of total particles 
of each size which deposit on the leading edge of 
the blade.  Deposition occurs when the ash which 
approaches the blade in molten form is not cooled 
below the softening temperature (ST) before it hits the 
blade surface.  An immediate observation is the relative 

insensitivity of 10 micron particle deposition on the 
blowing ratio.  These particles are driven by their free 
stream momentum and due to their relatively large 
Stokes number, (both momentum and thermal) they 
neither react to the flow field nor to the temperature 
near the leading edge and more than 85% of the 
injected particles deposit on the surface. 

For the 1 micron particles, because of the low 
Stokes number, the particles follow the outer flow 
streamlines around the leading edge.  Particles 
traveling in the vicinity of the coolant jet-mainstream 
interaction region are easily entrained and this 
interaction becomes the driving force for deposition.  
As the blowing ratio increases and the jet penetrates 
more into the mainstream, it entrains more particles 
to the surface, which increases deposition especially 
at the aft side of the coolant hole as indicated by the 
entrainment dynamics in Figure 2.  However, the 
deposition is negligibly small compared to the larger 
particles.

The 5 micron particles are also sensitive to the 
blowing ratio.  With an increase in blowing ratio, the 
momentum of the coolant succeeds in pushing some 
particles away from the surface in its direct path; at 
the same time, entrainment on the aft-side results in 
more deposition in this region.  It is noteworthy that 
an increase in blowing ratio increases the number of 
deposited 1 micron particles, but decreases this number 
for 5 and 10 micron particles. 

Figure 3 shows the percentage of erosive particles 
of each size.  Particles with temperatures less than the 
threshold ST value are assumed to be in a solid state 
and erode the surface at impingement.  Erosion at 
the surface depends on a number of factors including 

Figure 2.  Effect of Particle Size and Blowing Ratio on Deposition Figure 3.  Effect of Particle Size and Blowing Ratio on Erosion
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material characteristics of the surface and particle, 
impingement velocity, and impingement angle.  Out 
of the particle sizes investigated, mostly the 5 micron 
particles are found to be erosive on the surface.  Both 
1 and 10 micron particles mostly result in deposition 
on the blade surface.  The increase of blowing ratio 
decreases the number of erosive particles by two 
means: i) a stronger coolant jet pushes the particles 
away from the surface, and ii) particles which are 
drawn to the surface by mainstream entrainment 
react to the temperature of the entrainment flow 
which is higher than the coolant core.  Therefore the 
temperature of these particles does not drop below the 
ST and they mainly deposit on the aft-side of the jet.  
As a result, with increase in the blowing ratio erosion 
occurs on the fore-side of the coolant jet where coolant 
remains close to the surface. 

Conclusions and Future Directions

Initial calculations show that ash particles with 
Stokes numbers less than unity are not a significant 
threat to fouling the blade surface through deposition 
and erosion.  Ash particles with Stokes numbers 
much larger than unity are found to cause significant 
deposition on the leading edge.  Because of their high 
momentum, they are quite insensitive to the jet blowing 

ratio and directly deposit on the leading edge and in 
the coolant hole.  The only realistic preventive measure 
is to filter these particles out of the gas mainstream 
before they enter the hot section.  Between these two 
extremes are particles with Stokes numbers ca. 1 which 
also deposit and erode the surface.  However, these 
particles are somewhat receptive to blowing ratio and 
decrease deposition and erosion as the blowing ratio 
increases from 0.4 to 1.2. 

In ongoing work we are investigating a three-hole 
stagnation geometry with coolant injection at the 
stagnation line also.  This is more realistic of what is 
used in practice.  In the six-month time frame we will 
also investigate the effect of softening temperature on 
deposition and erosion.  Higher blowing ratios up to 2 
are also being investigated.  In addition experimental 
testing of deposition on coupons will be performed 
with Teflon particles by varying the carrier air 
temperature and the coupon surface temperature.

FY 2008 Publications/Presentations 

1.  Rozati, A., Tafti, D.K., Shreedharan, S., “Effects of 
Syngas Ash Particle size on Deposition and Erosion of 
a Film-Cooled Leading Edge”, Paper No. 56155, 2008 
ASME Summer Heat Transfer Conference, August 10–14, 
Jacksonville, Florida. 
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Objectives 

Improve understanding of turbulent flame speeds •	
of synthesis gas (syngas) fuels. 

Measure turbulent flame speeds of syngas fuels at •	
conditions relevant to gas turbine combustors.

Develop predictive flame speed models that can •	
be used by gas turbine manufacturers to develop 
syngas combustors.

Accomplishments 

Developed a variable turbulence (up to 5-30%) •	
generator that can be remotely operated for high-
pressure operation.

Characterized turbulence intensity of a burner via •	
Laser Doppler Velocimetry (LDV) over a nozzle 
exit velocity range of 4-50 m/s.

Obtained turbulent flame speed data for syngas •	
fuels ranging from 10-90% H2.

Obtained first data that demonstrates hydrogen •	
influences upon turbulent flame speed at realistic 
velocities and turbulence intensities.

Introduction 

Turbulent flame speed, ST, is a key combustion 
parameter that impacts the performance of low-
emission combustion systems.  The turbulent flame 
speed is measure of how fast (e.g., at what velocity) the 
fuel and air can be consumed in modern, low low-
emission combustors, which operate with premixed 
fuel and air.  Unanticipated changes in ST during 
operation from the expected (design) conditions can 
therefore alter gas turbine pollutant emissions and 
combustor operability.  While most current ground 
power gas turbines operate on natural gas fuel, there 
is great interest in allowing systems to operate on 
more available and secure sources, such as fuel gas 
synthesized from coal.  These coal-derived syngas fuels 
contain varying amounts of H2, CO and diluents, along 
with some hydrocarbons.  The ability to operate on 
gases with high H2 content may also permit reductions 
in CO2 emissions.

The technical results obtained from this project 
have important implications on gas turbine design and 
operation.  First, turbulent flame speed has significant 
impacts upon many of these parameters, such as 
thermal load, blowoff limits, flashback limits, and 
combustion instability.  In other words, a thorough 
understanding of any of these issues necessitates 
understanding of the turbulent flame speed.  Second, 
essentially no data exist for flame speeds of syngas 
fuels.  The turbulent flame speed has a direct impact 
on the flame length and its spatial distribution in the 
combustor.  This, in turn impacts the thermal loading 
distribution on combustor liners, fuel nozzles and other 
hardware.  In the same way, the flame’s proclivity to 
flashback is directly a function of how rapidly the flame 
propagates into the reactants – again, dependent on the 
turbulent flame speed.  In addition, ST has important 
impacts on combustion instability.  

Unfortunately, little is known about ST for syngas 
fuels, in particular at the temperatures and pressures 
of interest.  The measurements that have been obtained 
were made primarily at atmospheric conditions and 
are of extremely limited usefulness for gas turbine 
operations.

The key end work product will be a model and 
a validating data set that can be used by industry 
for calculating the turbulent flame speed of syngas 
mixtures at temperatures and pressures of practical 
interest.  This will allow gas turbine designers to 
develop systems sufficiently robust to operate on 

V.B.1  Turbulent Flame Speed Measurements and Modeling of Syngas Fuels
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the range of expected syngas fuel mixtures, and for 
operators to predict changes that may be required to 
handle new fuel supplies.

Approach 

This effort consists of two basic tasks.  First is the 
measurement task.  A high-pressure facility (Figure 1) 
was developed to make quantitative turbulent flame 
speed measurements.  Measurements of turbulent 
flame speeds are being acquired over a broad range of 
temperatures, pressure, and fuel compositions.  The 
range of operating conditions is being determined in 
close coordination with gas turbine manufacturers.  
The second part of this project involves development 
of physics-based correlations of the turbulent flame 
speed data and models for predicting the flame speed 
characteristics of other fuels.  

Results 

Significant progress was made in two key areas.  
First, a variable turbulence generator facility was 
developed (see Figure 2) and characterized with LDV.  
Three-component LDV was performed to characterize 
the cold flow of the burner at mean flow velocities from 
4 m/s to 50 m/s.  Representative results are shown 
in Figure 3 detailing the turbulence intensity profile 
across the burner.  Relative turbulence intensity levels 
of up to 30% were observed, demonstrating the good 
performance of the developed system. 

Second, turbulent flame speed data was also taken 
at up to 50 m/s mean flow.  Data was taken for various 
H2/CO ratios at a fixed laminar flame speed, and for 
various equivalence ratios at fixed H2/CO ratios.  

Figure 4 plots the relationship between u’ and ST 
for three different H2/CO ratios.  The data show an 
increasing ST with increasing H2 percentage, consistent 
with data obtained at lower turbulent intensities.  

Figure 1.  Photograph of High-Pressure, Preheated Test Facility
Figure 2.  Photo of the Turbulence Plates

Figure 3.  Relative Turbulence Intensity Across the Burner Diameter 
for a Mean Flow Velocity of 50 m/s and a Closing Angle of 2°
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These data are very significant as they show that the 
trends observed in prior studies at low turbulence 
intensities (and previously speculated to disappear at 
high turbulence intensities), persist to very turbulence 
intensity flames, where u’/SL>40.  Significantly, the 
data clearly indicate that the turbulent flame speed 
monotonically increases with H2 level in the fuel, even 
for fuel blends with nominally the same laminar flame 
speed.  These data resolve a topic that has been the 
subject of some controversy in the literature.

Turbulent flame speed data was also taken at fixed 
H2/CO ratios for varying equivalence ratios under the 
same flow conditions.  Under these conditions, the 
laminar flame speed was no longer a constant 33 cm/s.  

Figure 5 illustrates the results of these experiments for 
a H2/CO ratio of 60/40.  The results show ST increasing 
with increasing equivalence ratio. 

Conclusions and Future Directions

Data obtained to date has focused upon high 
nozzle velocities that are representative of realistic 
systems.  These data has allowed us to resolve an 
issue of whether high-hydrogen influences observed in 
low intensity burners persist at very high turbulence 
intensities.  Future work will focus on obtaining further 
data at high pressure and preheat temperatures, in 
order to explore the parameter space of most interest to 
future ultra-low emission energy systems.  
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Figure 5.  Relationship between u’ and ST of syngas flames for varying 
equivalence ratio with 60% H2.  The conditions of the experiment were a 
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Objectives 

Develop a fundamental understanding of syngas •	
combustion dynamics in cases when flames are 
stabilized by recirculating flows.

Determine stability maps for syngas combustion •	
over a range of hydrogen-carbon monoxide 
ratios, equivalence ratios, inlet temperatures and 
Reynolds numbers in a planar backward-facing 
step combustor and an axisymmetric swirl-
stabilized combustor.

Characterize the combustion dynamics using •	
acoustic measurements and optical diagnostics.

Suggest variations on the flame stabilization •	
environments aimed at passively stabilizing the 
flames.

Accomplishments 

Rebuilt the planar combustor experiment to enable •	
use of syngas as fuel, including the design of the 
upstream fuel preparation section for arbitrary 
mixture composition and temperature.

Designed, fabricated and installed a new •	
axisymmetric swirl stabilized combustor, with 
flexible modular construction, an optically 
accessible test section and compatibility with the 
existing planar combustor.

Conducted a range of syngas tests in each •	
combustor, exploring the effects of equivalence 
ratio, fuel composition and inlet temperature on 
combustor stability.

Developed an acoustic model applicable to both •	
combustors that matches the acoustic coupling of 
the observed combustion instabilities.

Experimented with microjet air injection as a •	
method for passively stabilizing the flame in both 
the planar and swirl-stabilized environments.

Used numerical simulations of strained syngas •	
flames to correlate combustor stability to 
fundamental combustion properties of the fuel 
mixture.

Introduction 

Combustion of reformed fuels, syngas being one 
of the most prominent, is getting more attention as 
dependence on clean coal technology for energy and 
fuel production is expected to expand to unprecedented 
levels.  Syngas, produced by burning coal in pure 
oxygen and steam in high pressure gasifiers, has 
been proposed as the fuel of choice for modern high-
efficiency low-emission combined cycle power plants, 
in which gas turbine engines are used as topping cycles 
that take advantage of high temperature combustion 
products to improve overall efficiency.  Incorporating 
technologies to filter out turbine-corroding gases from 
the gasifier products and delivering clean syngas to 
the gas turbine combustor enables the use of syngas 
in gas turbines.  Furthermore, efficient separation 
technologies can be used to produce hydrogen from the 
syngas, which can then be fed into fuel cells to further 
improve the energy conversion efficiency of the plant.  
The sequestration of carbon dioxide, following the 
production of steam for the bottoming cycle, makes this 
plant environmentally ideal.

This purpose of this project is to provide data and 
models necessary for the design of stable, efficient and 
clean combustors for gas turbine engines running on 
syngas and insight into the mechanisms governing the 
stability limits and the ensuing dynamics, with the goal 
of proposing solutions that lead to efficient, clean and 
stable burning at high temperatures and high efficiency.  
Innovative solutions for stabilizing combustion at lean 
and ultra-lean conditions will be demonstrated in the 
laboratory, as well as abstracted in design guidelines.

V.B.2  Fundamental Studies in Syngas Premixed Combustion Dynamics
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Approach 

For this project, we are studying the fundamentals 
of lean and ultra-lean premixed syngas combustion 
in combustor geometries similar to those used in 
gas turbine engines and with composition similar to 
those obtained in gas-fired humid coal gasification.  
The study is focused on the impact of the design 
and operating conditions on the combustion 
efficiency, emission and stability characteristics of 
syngas combustion.  Data on flammability limits, 
stability characteristics, laminar and turbulent 
flame propagation and the impact of the anchoring 
mechanism, burning conditions and syngas 
composition are being collected experimentally and 
synthesized into models.  Diagnostics, corroborated 
with computational analysis are being used to 
determine the role of chemistry, transport and fluid 
mechanics in the mechanisms of combustion of syngas 
under the same conditions.

Results 

In this section, we show some of the results 
obtained for varying syngas composition and 
equivalence ratio in the swirl combustor.  The results 
are analyzed using the results from the acoustic 
analysis and the strained flame modeling.

Figure 1 shows the amplitude of pressure 
oscillations in the swirl combustor as a function of 
equivalence ratio and fuel composition at a fixed inlet 
temperature (300 K) and Reynolds number (25,000).  
In each case, we observe a similar series of transitions 
in the combustor dynamics, as characterized by the 
flame shape and acoustic response.  At the lowest 

equivalence ratios, the combustor is stable, and 
produces very little noise.  A long, funnel-shaped 
flame is anchored in the vortex breakdown region, 
or recirculation zone immediately downstream of 
the expansion plane.  A typical flame of this mode 
with a CO:H2 ratio of 80:20 at equivalence ratio 
(F) = 0.34 is shown in Figure 2(a).  We observe helical 
structures propagating down the flame tube, mostly 
associated with a precessing vortex in the swirling flow.  
Precessing vortices have been observed downstream of 
the vortex breakdown zone, and are associated with a 
helical instability mode. 

As the equivalence ratio increases, the flame begins 
to anchor on the swirler centerbody, and the flame  
assumes a more compact shape, as shown in Figure 
2(b) for a flame with 60:40 CO:H2 ratio at F= 0.40.  In 
this mode, the dominant frequencies of the pressure 
spectrum are below 40 Hz and coincide with periodic 
pulsations in the flame’s intensity.  The flame anchoring 
zone exhibits signs of periodic vortex shedding at the 
sudden expansion section, but mostly confined within 
the inner recirculation zone.  This mode corresponds 
to the “knee” in the overall sound pressure level 
curve in Figure 1, and we often refer to this mode as a 
quasi-stable regime because the pressure oscillations 
are relatively mild.  It is clear from the images that the 
vortex shedding in this case is nearly symmetric. 

At higher equivalence ratios, the combustor enters 
an unstable mode characterized by acoustic oscillations 
with amplitudes exceeding 150 dB, frequencies near 
160 Hz, and strong coupling between the flame and 
vortices which are periodically shed within the wake 
of the expansion section, as shown in Figure 2(c).  
Burning intensity within the vortices increases much 
beyond what is observed in the quasi stable mode, and 
the combustion zone becomes much more compact.  
The video images show clear signs of an axially 
symmetric vortex ring structure forming at the sudden 
expansion and moving through the outer recirculation 
zone. 

Acoustic analysis of the combustion tunnel, in 
the presence of the swirler and sudden expansion, 
and modeling the flame as a velocity and temperature 
discontinuity whose magnitude depends on the 
stoichiometry, was used to explain the origin of the 
observed frequencies.  This analysis showed that at 
an equivalence ratio close to 0.45, when the pressure 
and heat release oscillations are positively correlated, 
a 1/4 wave mode close to 40 Hz and a 3/4 mode close 
to 160 Hz can be excited.  Furthermore, whether a 
mode is excited or not depends on the gain between the 
pressure and velocity jump oscillations at the flame.  
This gain depends on the coupling mechanism between 
the pressure and heat release oscillations, which as 
shown in our experimental results, involves flame-
vortex interaction. 

Figure 1.  Overall Sound Pressure Level as a Function of Syngas 
Composition and Equivalence Ratio
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Clearly, the equivalence ratio and the fuel 
composition define the unstable mode through 
their impact on the vortex shedding mechanism and 
flame–vortex interaction dynamics, although the exact 
mechanisms are not yet known.  We note here that 
the low frequency quasi-stable mode also corresponds 
to frequencies typical of vortex shedding phenomena 
observed in swirling flows, while the high frequency of 
the unstable mode is more consistent with shedding in 
the wake of the sudden expansion.

The similarities in combustor dynamics across 
all syngas compositions suggest the existence of a 
single parameter which incorporates the effects of 
both changes in syngas composition as well as the 
equivalence ratio.  Here, we show that the consumption 
speed Sc of a strained laminar flame may be used as the 
reducing parameter.  The result of using this correlation 
is shown in Figure 3.  Here we see that, for the most 
part, the data are well-correlated with the consumption 
speed at the chosen characteristic strain rate.  The peak 
in overall sound pressure level associated with the low-
frequency pulsating mode occurs near Sc = 10 cm/s and 
the transition to the unstable mode occurs in the range 
of 13–15 cm/s, instead of being spread over equivalence 
ratios ranging from 0.28 to 0.44.

Conclusions and Future Directions

Premixed syngas in both combustor geometries 
exhibit distinct flame structures depending on the 
operating conditions, ranging from stable flames at 

Figure 2.  (a) Stable Flame with 80:20 CO:H2 Ratio at Equivalence Ratio 0.34; (b) Low-Frequency Pulsating Flame with 60:40 CO:H2 Ratio at 
Equivalence Ratio 0.40; (c) Unstable Flame with 60:40 CO:H2 Ratio at Equivalence Ratio 0.44

Figure 3.  Overall Sound Pressure Level as a Function of Strained 
Flame Consumption Speed
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low equivalence ratios to compact, unstable flames 
at high equivalence ratios.  The dynamics of the 
unstable flames are tightly coupled with the dynamics 
of vortex shedding and breakdown near the sudden 
expansion present in each combustor geometry.  Using 
a computational model of strained laminar flames, 
the transitions between the observed flame types in 
the can be characterized by the consumption speed 
of corresponding strained laminar flames.  Additional 
experiments are needed to further examine the effects 
that combustor design parameters, such as swirl 
number, have on the correlation and the choice of 
characteristic strain rate.

FY 2008 Publications/Presentations 

1.  “Vortex-driven Combustion Instabilities in Step and 
Swirl-stabilized Combustors,” 46th AIAA Aerospace 
Sciences Meeting, Reno, Nevada.

2.  “Dynamics and Stability Limits of Syngas Combustion 
in a Swirl-stabilized Combustor,” 2008 ASME Turbo 
Expo, Berlin, Germany.

3.  “Using a Strained Flame Model to Collapse Dynamic 
Mode Data in a Swirl-stabilized Syngas Combustor,”  
32nd International Symposium on Combustion, Montréal, 
Canada.
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Objectives 

Parametrically quantify the autoignition delay •	
time for CO/H2 mixtures as function of CO 
concentration, equivalence ratio, pressure and 
temperature.  

Quantitatively measure the effect of water •	
concentration on autoignition using mixtures of 
CO/H2/H2O.  

Conduct studies at operating pressures up to •	
3.0 MPa (30 atm) and 950 K (1,250°F) and typical 
air mass flow rates of 0.5 kg/s (1 lbm/s).

Accomplishments 

Completed assembly of the high-pressure, •	
high-temperature flow reactor for autoignition 
measurements capable of operation at 3.0 MPa 
(30 atm) and 950 K (1,250°F).

Completed the characterization of the temperature •	
uniformity and mixing characteristics of the high-
pressure, high-temperature flow reactor showing 
axial uniformity of ±5K (±9°F).

Completed the first series of autoignition •	
measurements of syngas showing a highly variable 
autoigition time for these typical gas turbine 
conditions.

Introduction 

The renewed interest in coal-based integrated 
gasification combined cycle (IGCC) plants is due to the 
desire for greater fuel supply flexibility using the large 
known resources of coal in the United States.  The use 
of coal will significantly reduce U.S. dependence on 
foreign supplies of oil and natural gas currently used to 
generate electric power.  A major technical challenge 
is to achieve efficient, environmentally clean IGCC 
technologies that can provide both electrical generation 
and hydrogen production capabilities.  Combustion of 
syngas produced from the coal gasification process, as 
well as a broader range of syngas and hydrogen (SGH) 
fuels, is a key technology research area as syngas is 
in a sense a new fuel.  Furthermore, although syngas 
is largely composed of CO and H2, the amount of 
each of these components in the fuel can vary widely 
depending on the source of the coal and gasification 
technology used.  Consequently, there is a critical need 
for fundamental properties such as autoignition time, 
which is a measure of when a syngas-air mixture will 
spontaneously ignite.  In many gas turbine applications, 
syngas is premixed with high temperature air before it 
burns in the combustion chamber.  Thus, knowing the 
autoignition time for premixed syngas-air mixtures is 
critical to the operation of gas turbine power systems 
using lean premixed technology.  If this syngas/air 
mixture autoignites before entering the combustion 
chamber due to long residence times in the gas turbine 
inlet section, significant and costly damage can occur 
to the gas turbine.  Measurements of autoignition 
time are clearly a key issue and are the focus of the 
present research project.  For these measurements to 
be of use, the autoignition time for syngas-air mixtures 
must be measured under conditions relevant to gas 
turbine engines used for power generation.  This 
requires that studies must be done at high pressure 
(up to 30 atm) and high temperature (up to 950 K).  
Such measurements are challenging in terms of the 
facilities needed to conduct the measurements and 
the diagnostics required to accurately measure the 
autoignition time, which can vary from one-thousandth 
of a second to a few seconds.  A major accomplishment 
of the present research effort has been the assembly 
of a high-pressure, high-temperature autoignition test 
facility that meets these needs as will be described in 
the following.

V.B.3  Autoignition Studies of Syngas and Hydrogen (SGH) Fuels
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Approach 

Syngas autoignition experiments conducted at 
Penn State use a flow reactor based on the design 
used by Spadaccini and TeVelde [1,2].  A schematic 
of the flow reactor is shown in Figure 1.  Air flow at a 
maximum flowrate of 2.5 kg/s (5.5 lbm/s) is supplied 
to an electric resistance-type air heater that can heat 
0.5 kg/s (1.0 lbm/s) of air to a maximum temperature of 
950 K (1,250ºF).  The heated air is subsequently mixed 
with the syngas fuel in the mixer section.  The fuel-
air mixture then flows through a constant-diameter 
variable-length instrumented test section followed by 
a flow nozzle.  Once a steady flow has been achieved, 
the air temperature is slowly increased until a sharp 
temperature increase is observed in the test section.  
The variable-length test section with a circular cross 
section (diameter of 43 mm) provides the capability to 
determine autoignition times for various syngas and 
syngas/hydrogen mixtures.  The range of ignition delay 
times that can be measured depends on the length 
from the injection point to the flow nozzle, L, and the 
average flow velocity, U, of the fuel/air mixture.   
The test conditions can be varied for pressures up to  
3 MPa (30 atm) and mixture temperatures between 
700 and 950 K (800°F to 1,250°F), which adequately 
replicate practical gas turbine inlet operating 
conditions. 

Results 

Autoignition times were measured for mixtures of 
hydrogen (~75% H2) and carbon monoxide (~25% CO) 
to simulate syngas at a pressure of 0.96 MPa (9.5 atm).  
Typically, the flow reactor wall is heated to the 
target temperature slowly (~2 hours) using the six 
available zones of the clam shell heater (see Figure 2).  
Heated air and syngas mix in the injector section 
at the target mass flowrate and temperature.  The 
air/syngas mixture temperature is measured in the 

near-wall region using an array of side-mounted 
Type-K thermocouples (see Figure 3) that are located 
0.51 cm (0.2 in) from wall of the flow reactor.  

The uniformity of the centerline temperature in 
the axial direction was previously measured using an 
axial thermocouple rake that was introduced into the 
flow reactor through the nozzle.  These results showed 
that the air temperature can be controlled to within 
±5K (±9°F) along the length of the flow reactor tube 
from the injector location to the nozzle.  It is also 
possible to operate the flow reactor under conditions 
where the reactor walls are heated to the mean 
temperature of the fuel/air mixture or to a value that 
is higher or lower than that temperature as desired.  
This capability is useful in investigating whether 
ignition is occurring at the wall by operating at lower 
wall temperatures or to raise the temperature of the 
fuel/air mixture as it flows through the flow reactor 
tube.  Once stable conditions have been established, 
the temperature of the air is slowly increased until an 
autoignition event is observed.

An autoignition event is detected by the series 
of thermocouples located along the wall of the flow 
reactor as shown in Figure 3.  Normally, thermocouple 
1 (T1) is used to measure the incoming air temperature, 
while T2 measures the temperature of the fuel/air 
mixture 10.1 cm (3.98 in.) downstream of the fuel 
injector.  Thermocouples T3 through T13 are used to 
determine the location in the flow reactor tube where 
autoignition occurs.  For a valid determination of 
the autoignition time, the autoignition event should 
ideally occur between T12 and T13.  Then, knowing the 
distance from the injector to T13 and the mean velocity 
of the fuel/air mixture, the autoignition time can be 
calculated as the ratio of that distance divided by the 
mean velocity of the fuel/air mixture.  

Figure 2.  Picture of the Assembled Flow Reactor Used for 
Autoignition Studies of Syngas

Figure 1.  Schematic of High-Pressure, High-Temperature Flow 
Reactor Facility
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Two types of ignition events were observed.   
The most prevalent event has been ignition near the 
injector face as the air temperature is increased from 
its starting value.  More specifically such ignition 
events occur in the region between the injector face 
and T2, which is 10.1 cm (3.98 in.) downstream of 
the injector face.  When autoignition does occur in 
the flow reactor tube downstream of the injector, the 
location of the event varies in terms of the position 
in the flow reactor tube for similar conditions.  Thus, 
data obtained to date does not provide a single value 
of the autoignition time as should be expected.  This 
result raises some interesting questions given the 
state of understanding of the autoignition behavior 
of syngas and hydrogen.  For example, an interesting 
point observed in recent experiments has to do with 
the effect of whether the injector section is inside the 
clam shell heaters or positioned just upstream of these 
heaters.  All of the experiments initially undertaken 
were for an arrangement where the injector was inside 
the clam shell heaters.  Ideally, this arrangement is best 
as it favors a more uniform temperature at the exit of 
the injector.  However, this arrangement nearly always 
resulted in ignition very near the injector face before 
the T2 location 10.1 cm (3.98 in.) downstream of the 
injector face.  For cases where the injector was placed 
upstream of the first clam shell heater, ignition in the 
flow reactor tube was observed about 50% of the time 
for cases where the fuel/air mixture temperature was 
approximately 783 K (~950°F).  Of those that ignited in 
the flow reactor tube, the location of the ignition event 

occurred at locations between T4 and T10 with about 
75% of those events occurring between T8 and T10.  
The remaining cases either had an ignition event near 
the injector face (~40%) or no ignition at all (~10%).

Figure 4 shows a plot of the autoignition times 
measured for those cases where ignition occurred 
within the flow reactor tube.  Results previously 
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reported by other researchers are shown on this figure 
as well.  Figure 4 also shows an example of a prediction 
of the autoignition time using a current chemical 
kinetic model.  The significant difference between 
experiment and modeling is clearly evident.

Recently, Beerer and McDonnel using a similar 
flow reactor apparatus have reported autoignition times 
for hydrogen and air that show similar variations with 
respect to whether ignition occurred or not [3].  Their 
study reported cases where hydrogen/air mixtures with 
the same equivalence ratio and mixture temperatures 
within ±5K (9ºF) of each other sometimes ignited and 
other times did not ignite.  The appropriateness of 
comparing hydrogen to syngas is based on previous 
work reported by Peschke and Spadaccini that 
showed the syngas autoignition time is dominated 
by the autoignition behavior of hydrogen [2].  At the 
present time, there is a significant controversy on-
going about the autoignition of syngas and hydrogen.  
Recently, measurements reported by Petersen et al. 
have shown that autoignition time for syngas measured 
in shock tubes and flow reactors deviate significantly 
from current chemical kinetic models [4].  In a 
recent paper by Dryer and Chaos, they attribute the 
deviation observed to result from catalytic reactions 
with the wall material of the apparatus used in these 
autoignition studies [5].

Conclusions and Future Directions

Experimental studies conducted in Fiscal Year 
2008 to measure the autoignition time for syngas 
were completed under conditions similar to actual gas 
turbine operating conditions.  These studies revealed 
that the autoignition process for syngas is intrinsically 
variable in terms of the time and conditions at which 

autoignition is observed.  The source of this unexpected 
variability is not yet understood, but does present 
a major challenge for the use of syngas under lean 
premixed conditions.

FY 2008 Publications/Presentations 

1.  Autoignition Studies of Syngas and Hydrogen (SGH) 
Fuels, Semi-Annual Report For August 1, 2007 to January 
31, 2008.

2.  Autoignition Studies of Syngas and Hydrogen 
(SGH) Fuels, R. Santoro, presented at the Peer Review 
Workshop V, South Carolina Institute for Energy Studies, 
Clemson, SC, October 24–25, 2007.

3.  Autoignition Studies of Syngas and Hydrogen (SGH) 
Fuels, Semi-Annual Report For February 1, 2008 to 
August 31, 2008.
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Objectives 

Develop expressions for syngas chemical times •	
from detailed chemical kinetics.

Write final project report.•	

Accomplishments 

Developed correlations for the chemical times for •	
syngas-air blends over a wide range of temperatures 
(700-1,800 K) and pressures (0.5-50 atm).

Moved research group from UCF to Texas A&M •	
University in January, 2008.

Completed project and final report.•	

Introduction 

For several years now, natural gas has been widely 
used as a fuel for stationary power generation gas 
turbine engines [1].  Although composed primarily 
of methane, natural gases can contain from a few 
percent up to as much as 18% of other gases, depending 
on the source [2].  These natural gas impurities are 
usually higher-order hydrocarbons such as ethane and 
propane.  Composition variations in native and foreign 
natural gases can cause changes in the combustion 
chemistry, emissions formation, and stability, among 
other concerns [3-5].  However, in the near future, 
power generation gas turbines may be required to burn 
ever more exotic gaseous fuel blends in addition to 
indigenous natural gas.  Typical fuel blends can include 
potentially high concentrations (>10%) of hydro-
gen and even larger concentrations of hydrocarbons 
than what are common in natural gases.  In addition 
to changes in the heating value of the fuel blends, 
significant changes in the ignition chemistry occur 
when gases such as H2 and C2H6 are added to methane.  
Even larger changes in the combustion chemistry may 
then occur if the methane-based fuel were to contain 
significant levels of hydrogen or hydro carbons.  In 
particular, recent interests in coal-derived synthesis 
gases containing mostly hydrogen and carbon 
monoxide have generated similar concern.  Such 
chemical effects can have dramatic impacts on existing 
gas turbine combustors designed to operate on natural 
gases typical of those found, for example, in the United 
States.  These concerns are complicated by the fact 
that few data exist on the fundamental effects of fuel 
composition variation at the fuel/air mixture ratios, 
temperatures, and pressures of interest to the designers 
of power generation gas turbines.

Of primary concern, ultimately, is how fuel 
variability impacts the operation of a stationary 
gas turbine.  For example, the flame speed of the 
fuel-oxidizer mixture in the combustor relates to its 
flashback or blowoff tendencies.  Likewise, the fuel 
reactivity, often expressed in terms of its autoignition 
delay time, has a direct impact on the performance 
and stability of a given combustor design.  Assuming 
a gas turbine designer or field engineer is aware of the 
flashback and ignition limitations of a given combustor, 
a determination as to whether or not a certain fuel 
will behave adequately in that particular combustor 
can be made if that fuel’s flame speed and ignition 
characteristics were known a priori.  However, very 

V.B.4  Combustion Characterization and Modeling of Fuel Blends for Power 
Generation Gas Turbines
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little if any fundamental flame speed and ignition data 
are available for uncommon fuel mixtures such as 
those mentioned above, much less at realistic engine 
pressures and concentrations.

Approach 

We are conducting a research project to study 
ignition delay times, flame speeds, and related chemical 
kinetics over a wide range of fuel composition, mixture 
stoichiometry, temperature, and pressure, with 
emphasis on real fuel-air mixtures at engine conditions 
of elevated pressure.  This project is providing data 
related to fuel flexibility issues, allowing gas turbine 
designers and field engineers to predict the effects 
of fuel flexibility on the likelihood of autoignition in 
premixed regions, flashback, combustor efficiency, 
emissions, and combustion instability.  Provided in the 
next section is an outline of the research effort.

Efforts at UCF involve overall project management 
and the generation of fundamental measurements of 
ignition delay times and flame speeds.  All experiments 
are conducted at UCF and The Aerospace Corporation, 
who provide the use of the high-pressure shock 
tube capability.  The results of the chemical kinetics 
experiments are combined with the fluid mechanics 
of stationary power generation gas turbines through 
computational fluid dynamics (CFD), and Flow 
Parametrics is working on the CFD modeling.

Results 

Due to an increased interest in alternatives to 
hydrocarbon fuels, CO/H2 or syngas has become a 
candidate fuel for power-generation gas turbines.  
Modeling the complex processes that occur within 
the burner of a gas turbine has become necessary, 
but computer limitations make it difficult to couple 
the fluid mechanics solver with the full combustion 
chemistry.  Therefore, simplified chemistry models are 
required.  During this past year, simplified correlation 
models for CO/H2 chemical reaction times were 
derived.  The procedure used for the CO/H2 simplified 
modeling utilized the full chemical kinetics mechanism 
run over a range of temperatures from 700 to 1,800 
K, pressures from 0.5 to 50 atm, mixtures from 0% 
to 95% CO, and equivalence ratios from 0.2 to 2.0 to 
determine ignition (or reaction) time.  The correlations 
for ignition times are given in formulas as functions 
of equivalence ratio, temperature, and pressure.  Two 
different forms of correlations were obtained, one 
being a single, overall correlation and the other a two-
stage correlation representing regions of high and low 
temperatures.  These correlations are shown to work 
well over a range of chemical time scales spanning 
ten orders of magnitude.  Figure 1 shows a sample 
comparison between the predictions of one correlation 

with the results from the detailed chemical kinetics 
model.  Figure 2 shows the results of the two-equation 
correlation to the detailed mechanism for the entire 
range of conditions studied.  The correlations were also 
compared with measured data from the literature. 

Conclusions and Future Directions

Expressing the syngas chemistry in the form of 
a simplified chemical time model is important for 
the gas turbine designer because it allows the results 
of the detailed chemistry to be incorporated into 

Figure 1.  Sample comparison of two-stage correlation (line) with 
results from the detailed mechanism for chemical (i.e., ignition) time 
for a 20/80 H2/CO blend in air for a fuel-to-air equivalence ratio of 1.0 
at 20 atm.
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certain computational fluid mechanics solvers without 
the need to simultaneously solve for the detailed 
chemistry in each time step, which would otherwise be 
computationally expensive.

The overall University Turbine Systems Research 
project came to a conclusion this year, and a final 
report was written.  Future directions for this work 
should include further study on the reasons why 
the experimental ignition delay times for syngas 
combustion at engine temperatures and pressures is 
dramatically (two to three orders of magnitude) shorter 
than predicted by the best chemical kinetics models.
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Objectives

Develop the necessary chemical kinetics •	
information to understand the combustion 
of syngas and nearly pure hydrogen fuels at 
conditions of interest in gas turbine combustion. 

Explore high-pressure kinetics by making detailed •	
composition measurements of combustion 
intermediates and products in a high-pressure flow 
reactor using molecular beam/mass spectrometry 
(MB/MS) and matrix isolation spectroscopy (MIS). 

Compare experimental data with calculations •	
using existing mechanisms. 

Use theoretical methods to improve the •	
predictability of existing mechanisms. 

Accomplishments

Task I.  “Select existing reaction mechanisms 
most likely to form a firm basis for extension to 
high pressure and carry out sensitivity and rate of 
production analysis to identify critical reactions and 
species.”

Current chemical kinetic mechanisms do a poor 
job of predicting important combustion characteristics 
such as ignition delay at the low temperatures and 
high pressures found in gas turbine combustor inlets.  
Discrepancies of nearly three orders of magnitude in 
ignition delay exist between the theoretical predictions 
and experimental results at 700 K and 20 bar.  We 

explored several paths whereby gas phase reactions 
could explain the observed discrepancy.  We first 
examined reaction rate uncertainties for several 
modern mechanisms.  Then using a chemometric 
approach we explored whether any important species 
and/or reactions were overlooked in the mechanisms.  
In particular, we looked at ozone and longer 
polyoxides to see if they might produce additional 
chain branching.  The possible role of sensitizers, in 
particular NO and NO2, were also investigated due to 
their known ability to induce chain branching reactions 
at lower pressures.  We also explored sensitivity to 
perturbations in the local thermodynamic state.  We 
conclude that any of these gas phase pathways seem 
extremely unlikely and that other explanations such as 
catalytic wall effects must be found. 

Task II.  “Carry out experiments for conditions 
pertaining to gas turbine operation using both syngas 
and nearly pure H2 fuels burned with air and oxygen.  
Measure species concentrations as a function of 
temperatures and pressure.” 

We are approaching this task with a somewhat 
changed perspective.  Since we have concluded that gas 
phase reactions cannot explain discrepancies between 
experiments and computations for properties such as 
ignition delay, we are shifting focus to catalytic wall 
reactions.  To explore these experimentally, we have 
designed a hyperthermal nozzle flow reactor assembly 
which is currently being manufactured.  The flow 
reactor is designed to be able to exchange the actual 
reactor material.  We can thus explore surface materials 
with both known and unknown catalytic properties.  
We have also carried out detailed computational fluid 
dynamics analysis of the flow in the nozzle to support 
interpretation of the experimental results.

Introduction

The objective of this project is to develop 
the necessary chemical kinetics information to 
understand the combustion of syngas and nearly pure 
hydrogen fuels at conditions of interest in gas turbine 
combustion.  Syngas is the product of the gasification 
of coal and/or biomass.  The composition of syngas 
can vary considerably, but typically contains mostly 
hydrogen, CO and CO2 with smaller amounts of CH4, 
O2, N2, other hydrocarbons and water vapor.  With 
further processing, the hydrogen content can be 
increased to fairly high levels.  Both syngas and nearly 
pure H2 mixtures can be oxidized either with air, or 
with pure oxygen, or any combination thereof.  The 

V.B.5  High Pressure Kinetics of Syngas and Nearly Pure Hydrogen Fuels
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use of any particular fuel/oxidizer combination in gas 
turbines will require an ability to predict important 
combustion properties such as laminar flame speed, 
autoignition conditions, flammability limits and NOx 
formation rates.

Approach

Combustion properties depend on the chemical 
kinetics of the fuel/oxidzer combination.  Existing 
reaction mechanisms do a satisfactory job of predicting 
these properties at pressures close to atmospheric and 
below, but are less well tested at higher pressures in the 
range of 15-20 bar, especially at lower temperatures.  
Our initial approach was to explore the high-pressure 
kinetics by making detailed composition measurements 
of combustion intermediates and products in a high-
pressure flow reactor using MB/MS and MIS.  The 
data would then be compared with calculations using 
existing mechanisms.  However, since concluding 
that gas phase reactions are not the cause of observed 
discrepancies between experiments and computation, 
our focus has shifted to catalytic wall reactions.  
Our approach here is to carry out experiments in a 
specially designed hyperthermal nozzle flow reactor 
whose surface material can be changed.  We will still 
be utilizing MB/MS and MIS for diagnostic purposes.  
Where needed theoretical methods, such as density 
functional theory, will be used to explore the physical 
details of surface reactions.

Results

As mentioned above we have completed Task I, 
concluding that gas phase reactions are not the cause 
of observed discrepancies between experiments and 
computation.  This has led us to explore catalytic wall 
reactions.  Figure 1 shows the ignition delay calculated 
for a typical hydrogen rich syngas mixture at a pressure 
of 20 bar in an 8 cm vessel.  It shows that including 
catalytic surface reactions in simulations has the 
potential to reduce calculated ignition delays to values 
comparable to those observed experimentally.

Task II is underway with construction of a new 
hyperthermal nozzle flow reactor.  Experiments will 
start shortly.  The flow reactor is shown in Figure  2.  
The assembly to the left of the gold flange is a solenoid 
activated valve.  The nozzle/reactor is the small tube 
seen at the right end of the white insulating shield 
to the right of the gold flange.  The tube can be 
manufactured using different materials of engineering 
and scientific interest.  It can be heated electrically to 
controlled temperatures.  Initially we plan to conduct 
experiments using alumina, which is inert, silicon 
carbide, which is known to be catalytically active, and 
stainless steel, which simulates current gas turbine 
premixed inlet materials.  We will also explore some 

thermal barrier coatings.  The diagnostics include MB/
MS and MIS.

Conclusions and Future Directions

Concluding that gas phase reactions are not the 
cause of observed discrepancies between experiments 
and computation has led us to explore catalytic wall 
reactions.  Task II is underway with construction of a 
new hyperthermal nozzle flow reactor.  Experiments 
will start shortly. 
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Hydrogen-Rich Syngas Combustion: Discrepancies 
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Figure 1.  Ignition Delay as a Function of Temperature with Addition 
of Surface Effects
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Objectives 

To provide quantitative nondestructive •	
measurements of thermal protection offered by 
coatings on serviceable engine parts.

To understand how individual elements of service-•	
related change affect the thermal protection 
provided by a coating.

Monitor the complex physical changes that precede •	
coating failure.

Accomplishments 

Quantitative measurements of coating properties •	
on a serviceable engine part. 

Quantitative measurements of the influence of •	
thermal cycling on coating thermal properties. 

Quantitative measurements of the influence of •	
foreign material infiltration on coating thermal 
properties.

Introduction 

The advancement of new thermal barrier coatings 
(TBCs) requires the evaluation of candidate materials 
under environmental tests designed to reflect service 
conditions, either current or future.  While it is 

unrealistic to envision a single measurement that 
provides all conceivable information, it is arguable that 
the routine capability for the single most important 
measurement is still lacking.  Prior to this work, 
the quantitative nondestructive measurement of the 
thermal protection offered by a coating was not among 
the measurements one could employ on serviceable 
engine parts (or even on many experimental 
specimens).  Our research concerns a first-principle 
measurement for determining thermal properties of 
coatings without specialized sample preparation [1-3].  
These measurements carry sufficient quantitative value 
to make meaningful assessments and comparisons 
of different coating materials, and may be richly 
descriptive of the multifaceted nature of service-related 
change over the lifetime of a coating. 

In this report, we present for the first time 
measurements that have been made on a serviceable 
turbine blade.  Such measurements are important 
to the capability of service-interval monitoring of 
hardware performance.  Additionally, we present 
results of recent measurements that demonstrate the 
ability to quantify progressive structural change during 
high temperature exposure of a TBC.  There are two 
main findings: 1) as deposited coatings can undergo 
significant change in thermal properties during initial 
high-temperature exposure; and 2) catastrophic 
spallation is not immediately preceded by a significant 
change in the coating thermal properties.  Finally, 
we also report on an initial experiment investigating 
the effects of calcium–magnesium–alumina–silicate 
(CMAS) infiltration into a coating system.  This first 
study indicates a dramatic reduction in the thermal 
performance of the coating with CMAS infiltration.

Approach 

The principle of our measurement is to determine 
coating properties from indirect interrogation of the 
temperature field established in a coating by periodic 
heating, as shown schematically in Figure 1(b).  The 
experimental measurement uses a CO2 laser as 
the heating source.  A new 2-dimensional analytic 
model has been developed to calculate the transient 
temperature field in the coating as a function of 
unknown material properties and known geometric 
parameters and heating conditions.  The temperature 
field is interrogated through thermal emission from the 
coating.  The calculated phase of thermal emission is 
compared with experimental measurements to evaluate 
candidate solutions to the coating properties.  A set 
of measurements is performed by recording the phase 

V.C.1  Evaluating Coatings for Current and Future Service with Thermal 
Property Measurements
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of thermal emission as a function of laser frequency.  
Measurement frequencies are selected such that the 
thermal penetration depths span from less than to 
greater than the coating thickness.  

In the current study, measurements are made on an 
actual turbine blade, shown in Figure 1(a), which was 
provided by Siemens Power Generation prior to engine 
service.  The coating of complex geometries can cause 
deposition conditions to change with position over the 
surface of a part.  Consequently, coatings may exhibit 
variable thickness and changing morphology that is 
dependent on the location on the part.  Of current 
interest is the extent to which such variation in the 
coatings can be identified by nondestructive front-
surface thermal properties measurements.  

The current study also looks into the effect of high-
temperature exposure on the thermal performance 
of a TBC.  We are aware of only one other study that 
has attempted similar measurements, performed at 
the National Aeronautics and Space Administration 
(NASA) Glenn Research Center (NASA/TM—1999-
209069).  In that study, a steady-state laser heat flux 
technique is used to measure thermal the conductivity. 
The technique requires embedding a thermal couple in 
the metal substrate and measuring the ceramic surface 
and the metal backside temperatures with infrared 
pyrometers.  Our approach is distinctive from that 
used by NASA in that it is nondestructive and reports 

changes in thermal diffusivity, density and thermal 
conductivity.  

For the current study, a coating was prepared on 
a disk-shaped coupon (25.4 mm in diameter and 3 mm 
thick) of a Ni-base single-crystal superalloy with a 
50 µm (Ni,Pt)Al bond coat.  Following a grit blasting 
procedure, a 140 µm thick thermal barrier coating 
consisting of 7 wt% yttria-stabilized zirconia was 
applied via electron-beam physical vapor deposition 
process.  Thermal cycling was performed in air at 
1,150°C up to 350 cycles.  Each cycle consists of 1 hour 
exposure at 1,150°C and a 10-minute cooling period 
to room temperature.  The heating and cooling rates 
were approximately 200°C/min.  Periodically, the 
specimens were removed from the thermal cycle rig for 
thermal property measurement and infrared camera 
inspection.  The infrared camera was used to visualize 
local coating delaminations between the coating and 
substrate material, as illustrated in Figure 2.  When 
the coating is heated steadily from the back surface, 
an infrared image of the front surface appears uniform 
if the coating is intact and homogenous, as shown in 
Figure 2(a).  However, as separation occurs between 
the coating and the substrate material, the infrared 
image shows spatial contrast between region of good 
and poor adhesion, as shown in Figure 2(b).

Results 

Figure 1 identifies the positions on the suction 
side of the blade where measurements were made.  
Measurement location on the leading edge and pressure 
side of the blade were also made but are not identified 
in the figure.  Measurements demonstrate a high degree 
of uniformity (within 20%) in the measured thermal 
coating properties.  Figure 1(c) summarizes thermal 

Figure 2.  Infrared Images of Coupons at Various Stages of Thermal 
Cycling

Figure 1.  a) Location of Blade Measurements on the Suction 
Side; b) Schematic of Experimental Measurement; c) Conductivity 
Measurements
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conductivity measurements made on the turbine blade.  
The thermal properties were found to be quite similar 
to those of coatings deposited on coupons.   

Figure 2 shows a coupon sample after various 
stages of exposure to cyclic furnace heating.  
Thermal images track the development of interfacial 
delaminations over the course of the sample heat 
treatment.  Figure 2 illustrates the progression of 
interfacial delaminations shown as dark contrast 
in the infrared images.  Localized delaminations 
become visible after 220 thermal cycles.  Subsequently, 
the number and extent of localized delaminations 
increased with the number of thermal cycles.  It is 
noteworthy that the density of delaminations appears 
greatest near the edges of the coupon.  Thermal 
property measurements were made in the same spot (3 
mm diameter), as shown in Figure 2, until catastrophic 
spallation occurred.  

Figure 3 shows the trends in coating properties 
as a function of the number of thermal cycles.  The 
measurement yields the coating thermal diffusivity, 
density, thermal conductivity and optical penetration 
depth to the laser.  Results show rapid change in 
coating properties from the initial (as deposited) state 
that slow with increasing number of thermal cycles.  
There is an initial rise in the thermal diffusivity, density 
and thermal conductivity of the coating over the first 
50 thermal cycles.  Thereafter, coating properties 
exhibit little change up to the point of failure, which 
occurred after 350 cycles.  

The current results agree with earlier NASA 
findings, demonstrating that thermal conductivity 
increases with high-temperature exposure.  However, 
the current results also elucidate the role of 
densification of the coating on its thermal properties.  
Although smaller than the other changes that are 
occurring, there is about a 10% rise in the coating 
density.  Because sintering improves the connectivity of 
the material for diffusion, the thermal diffusivity rises.  
The change in thermal conductivity of the coating 
material is a response to both of these effects: k = αρCp; 
thermal conductivity rises most dramatically because 
it is related to the product of thermal diffusivity and 
density, which are both rising in response to the high-
temperature exposure.

The cyclic furnace heating results indicate 
that catastrophic spallation of the coating is not 
immediately preceded by significant changes in the 
coating thermal properties.  This reinforces the notion 
that spallation is driven by thermo-mechanical effects 
in the system not related to the thermal performance, 
and indicates that deleterious mechanisms leading to 
coating failure are not accelerated by degradation of 
the coating’s thermal performance.  

Although current results suggest that thermal 
property measurements will not enhance the prediction 
of spallation, the mechanisms by which coatings can 
fail are sufficiently diverse that no single diagnostic is 
likely to suffice for all.  For example, the life expectancy 
and thermal performance of TBCs is also expected to 
be related to the incorporation of foreign debris during 
service.  As a model system, we have performed an 
initial investigation into the effect of CMAS infiltration 
on the thermal performance of a coating.  In this initial 
attempt, the CMAS infiltrated coating is similar but not 
identical to the uninfiltrated coating.  Consequently, 
the current results can serve only as an indication of 
what we expect to find in a more careful execution of 
this study. 

Figure 4 shows the raw phase of emission data, as 
a function of the thermal penetration depth (relative 
to the coating thickness), for both the uninfiltrated 
and CMAS infiltrated coatings.  The inset to Figure 4 
tabulates the measured values of thermal diffusivity, 
density and thermal conductivity for the two coatings.  
A large rise in the thermal diffusivity and conductivity 
results from the CMAS infiltration.  There is also a 
density rise, but not nearly as large a percentage as 
seen for the thermal diffusivity and conductivity.  This 
indicates that infiltration of foreign material improves 
the connectivity of coating material for diffusion, but 
has a lesser impact on the heat capacity.  The large 
rise in thermal conductivity indicates a substantial 
reduction in the thermal performance of the coating, 
which could influence the design of coating systems.
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Figure 3.  Properties of coating as a function of number of high 
temperature thermal cycles.  Dashed lines indicate the onset of 
delaminations observed with infrared camera.
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Conclusions and Future Directions

For the first time ever, thermal property 
measurements have been made on an actual serviceable 
engine part.  The results compared favorably with 
measurements made of similar coatings on test 
coupons.  To push further evaluation of engine service 
parts, studies are under way to evaluate the effect of 
“model” surface contamination on the measurement 
technique.  

In this report, we have quantitatively presented the 
changes in thermal properties of a TBC as it is exposed 
to high-temperature cycles.  Although dramatic 
changes do occur initially from the as-deposited state, 
the approach to failure is not preceded by a significant 
change in the thermal properties of the coating.  This 
suggests the localized delaminations that can be 
observed with an infrared camera still contribute a 
small fraction of the total thermal resistance of the 
coating. 

An initial study of the effect of foreign material 
infiltration indicates a substantial impact on heat 
transport through the coating.  The future use 
of identical coating systems will permit precise 
quantification of this effect, but initial results suggest 
the thermal conductivity can rise by a factor of four 
through CMAS infiltration.
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Objectives

Identify degradation (e.g., hot corrosion) •	
mechanisms (e.g., yttria-stabilized zirconia [YSZ] 
destabilization, deposit penetration and reaction, 
etc.).

Generate critical materials data (e.g., solubility, •	
eutectic compositions and degradation kinetics 
for realistic natural gas [NG] and syngas [SG] 
combustion turbine environment).

Provide feasible approaches to improve resistance •	
against thermal barrier coating (TBC) degradation 
in fuel-flexible combustion environment.

Accomplishments

Understanding of TBC degradation via successful •	
characterization of TBC-coated turbine blades 
that were employed in industrial turbines with SG 
combustion.

Deposits consisting of cubic Fe – 3O4 with a large 
solubility and monoclinic Fe2O3 with minimal 
solubility.

Thermally grown oxide (TGO) scale consisting  –
of α-Al2O3 and tetragonal spinel-(Ni,Co)
(Al,Cr)2O4.

Internal oxidation in NiCoCrAlY bond coats  –
consisted of α-Al2O3 and cubic NiO.

Fabrication of air plasma spray (APS) YSZ TBCs •	
(t’ phase) at UCF.

Fundamental study of TBCs and Ni-base •	
superalloys degradation in SG, sulfur-poisoned 
SG, deposits of V2O5, P2O5, and other potential fuel 
contaminants.

Introduction 

The main driver of technology development in 
modern turbines for energy generation is to increase 
turbine power plant fuel flexibility and efficiency as 
well as reliability, availability, and maintainability, 
with low emissions and life-cycle costs.  Critical tasks 
to achieve this objective include the development 
of turbine technologies that enable low-cost and 
environmentally acceptable use of its large reserves of 
coal and operation at high turbine inlet temperature 
for efficient energy production with reduced emissions.  
Inevitably, turbines need advanced hot section 
components and coatings that can tolerate higher 
operating temperature while being significantly more 
resistant to the contaminations that erode, corrode, 
and deposits.  The development of advanced TBCs 
that can tolerate the more aggressive combustion 
byproducts, while still enable high turbine inlet 
temperatures, increased power output, and power plant 
efficiency is highly warranted [1].

The evaluation of TBCs in an SG combustion 
environment proposed in this project will help develop 
integrated gasification combined cycle (IGCC) power 
generation technologies, leading to less expensive 
and more reliable energy sources, and reduce U.S. 
dependence on foreign resources.  Development 
of reliable and durable TBCs will increase the 
performance efficiency of turbines by 2.2%, equivalent 
to CO2 emission reduction by 300 million tons per year 
per unit and operational savings of 6.3% (assuming 
40/60 split in fuel/capital cost).

Approach 

This project is designed to provide, for the 
first time, investigation of the mechanism of TBC 
degradation in SG combustion environments by using 

V.C.2  Degradation of Thermal Barrier Coatings with Syngas Combustion: 
Testing by Hyperbaric Advanced Development Environmental Simulator and 
Characterization by Advanced Electron Microscopy
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the Hyperbaric Advanced Development Environmental 
Simulator (HADES).  The use of HADES provides 
realistic test conditions and real time monitoring/
controlling of high-temperature, high-pressure, 
temperature gradient, erosion, and turbine operation 
from real SG combustion.  These offer a significant 
advantage over furnace or burner-rig testing, which 
requires several assumptions (e.g., effects of total and 
partial pressures, deposit constituents, gas or oxide 
constituents, etc.).  State-of-the-art characterization 
techniques such as focused ion beam in situ lift-out 
(FIB-INLO) and transmission electron microscopy/
scanning transmission electron microscopy (TEM/
STEM) will be employed to identify deposit 
constituents and hot corrosion reactions to understand 
the mode and mechanisms of TBC degradation in 
realistic syngas SG combustion environment.  Use 
of FIB-INLO and TEM/STEM will enable detailed 
identification of phase constituents of deposits, 
penetrants and reaction products, thus providing 
the exact mechanisms for degradation of TBCs in 
an SG combustion environment.  Critical materials 
information, such as deposit solubility and eutectic 
composition, reaction/hot corrosion rates in the light 
of TBC constituents will be provided from the selected 
in-laboratory thermodynamic/kinetics experiment/
modeling.  The following lists the technical approaches 
taken to achieve the objectives of this project:

Degradation testing of various TBCs in air and in •	
an SG combustion environment.

Identification and characterization of the •	
degradation using advanced microstructural 
characterization techniques.

Development of fundamental understanding of the •	
difference in degradation behavior of TBCs in NG 
and SG.

Generate critical materials data (e.g., solubility, •	
eutectic compositions and degradation kinetics for 
realistic turbine environment).

Provide feasible approaches to improve resistance •	
against TBC degradation in an SG combustion 
environment.

Transfer to industrial partners, the attained •	
knowledge of TBC degradation in an SG 
combustion environment.

Provide two pairs of student research teams, with •	
interdisciplinary team-based research activities in 
collaboration with industrial partners.

Results 

SG turbine components coated with NiCoCrAlY 
coatings and TBCs were successfully characterized 
and provided detailed information for the first time on 
identity of deposits and how they interact with coatings 
on turbine components.  In regions where TBCs had 

spalled, a significant local-internal oxidation was 
observed as presented in Figure 1.  This penetration 
attack through the length of the bond coat extended 
into the superalloy substrate as shown in Figures 1(a) 
and 1(c).  The interface between internal oxidation 
and bond coat revealed a distinctive microstructure 
as seen in Figure 1(b).  Additional deposits on top of 
the TGO scale were observed without any indication 
of TGO/deposit interaction as shown in Figure 1(d).  
In regions where the TBC is still adherent, several 
distinctive degradation modes were observed as 
shown in Figure 2.  Clearly, deposits arising from fuel 
contaminates (a) spalled, (b) penetrated, (c) deposited, 
and (d) dissolved the YSZ topcoat.  Closer examination 

Figure 2.  Degradation of the YSZ Top Coat in the Form of (a) YSZ 
Spallation; (b) Deposit Penetration Through YSZ; (c) Deposit; (d) YSZ 
Dissolution

Figure 1.  Internal Oxidation Damage after TBC Spallation:  
(a,b) Internal Oxidation Through the Bond Coat; (c) Penetration into 
the Superalloy Substrate; (d) Fe-Rich Deposits on the TGO Scale after 
TBC Spallation
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via TEM/STEM via FIB-INLO revealed that the 
deposits consisted of cubic Fe3O4 with a large solubility 
and monoclinic Fe2O3 with minimal solubility as 
presented in Figure 3.

In order to provide a basic understanding through 
laboratory testing, we have successfully produced 
free-standing APS YSZ coatings (t’ phase) at UCF’s 
Thermal Spray Facility.  Using these controlled 
specimens, degradation of APS YSZ TBCs by potential 
fuel contaminants such as V2O5, P2O5, and NaSO4 were 
examined.  This study provided valuable information on 
how the fuel contaminants react with the constituents 
of TBCs with an emphasis on the YSZ topcoat [2].  The 
following summarizes the findings that are new relative 
to the existing knowledge in open literature:

Formation of YVO•	 4 and ZrV2O7 above and below 
750°C, respectively (see Figure 4).

YSZ destabilization with the formation of YVO•	 4 
via incongruent melting of ZrV2O7.

Na•	 2SO4 (sodium sulfate) had no effect on YSZ 
coatings at high temperature without the presence 
of gaseous SO3.

A reaction between ZrO•	 2 (in YSZ) and P2O5 results 
in the formation of ZrP2O7 at all temperatures 
(200°C through 1,400°C).  Thus the presence of 
P in fuel should not affect the stability of the YSZ 
topcoats.

Within the duration of the project, which was 
extended-at-no-cost for six months, HADES was 
purchased from Florida Turbine Technologies to 
Siemens Power Generations, and was not in operation.  
Therefore, no results could be obtained from HADES.

Conclusions and Future Directions

This project has provided an understanding for the 
mechanism of TBC degradation in an SG combustion 
environment by using in-laboratory experiments and 
realistic SG combustion environments.  State-of-the-
art characterization techniques such as FIB-INLO 
and TEM/STEM will be employed to identify deposit 
constituents and hot corrosion reactions to understand 
the mode and mechanisms of TBC degradation in 
a realistic SG combustion environment.  Use of 
FIB-INLO and TEM/STEM will enable detailed 
identification of phase constituents of deposits, 
penetrants and reaction products, thus providing 
the exact mechanisms for degradation of TBCs in 
an SG combustion environment.  Microstructural 
characterizations were carried out for TBC- and 
MCrAlY-coated blades that were employed in turbines 
with SG fuel.  TBC-coated button specimens thermally 
treated in an SG and sulfur-poisoned SG environment.  
In-laboratory examination of APS YSZ in the presence 
of V2O5, P2O5, and Na2SO4 has also provided valuable 
and new information regarding degradation of TBCs 
due to fuel contaminants. 
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Objectives

The objectives of this project were to conduct 
experiments, whereby the oxidation degradation of 
selected materials were documented in high moisture 
gas environments and in such environments but 
with corrosive contaminants on specimens typical of 
deposits that are encountered in use of alternate fuels 
in gas turbines.  More specifically, the goals were to 
perform laboratory cyclic and isothermal oxidation 
tests in a gas environment of air with water vapor 
and in the same gas environment but with deposits of 
Na2SO4, CaO, and CaSO4 to achieve the following:

Develop a fundamental understanding of the •	
degradation processes in moisture environments 
and in such environments where the specimens 
have deposits which are typical of deposits that 
will be encountered from alternate fuels, namely, 
CaO and CaSO4.

Attempt to describe how moisture/contaminant •	
levels and temperature affect the corrosion 
processes.

Determine the alloy compositions and coatings •	
that are most resistant to corrosion induced by 
deposits from alternate fuels.

Compare and describe the failure mechanisms of •	
state-of-the-art thermal barrier coatings (TBCs) 
operating with conventional fuels and with 
alternate fuels.

Compare the degradation of a ceramic matrix •	
composite (CMC) under conditions typical 
of gas turbines using conventional fuels and 
environments containing water vapor and 
contaminants representative of turbines using 
alternate fuels.

Accomplishments

CaO deposits were shown to cause increased •	
attack of uncoated alloys of René N5, GTD 111 
and IN 738, as well as these alloys with platinum 
aluminide, CoNiCrAlY and NiCrAlY coatings at 
950°C in dry and wet air. 

The CaO deposits were found to produce severe •	
degradation since the CaO reacts with the oxides 
that are usually formed on these materials whereby 
the resulting products (e.g. calcium aluminates, 
calcium chromates, etc.) that are formed are not 
protective barriers against subsequent oxidation. 

Deposits of SiO•	 2 and Fe2O3 were shown to react 
with the protective scales on coated and uncoated 
GTD 111 but the amount of degradation was small 
compared to that produced by CaO deposits. 

Measurable reaction was found between CaO •	
and yttria stabilized zirconia (YSZ) TBCs to form 
ternary Ca-Zr oxides on the TBC surface, which 
may shorten TBC life.

Introduction

When gas turbines use alternate fuels, such as 
syngas derived from coal, ash from the fuels can 
deposit on turbine hardware.  This deposited ash 
can cause substantial corrosion of turbine hardware 
which may have significantly different characteristics 
than Type I and Type II hot corrosion.  This project 
was directed at investigating and understanding 
the corrosion of materials induced by ash deposits 
typical of those from use of alternate fuels.  The added 
complication of high moisture environments was also 
considered.

V.C.3  Investigation of Materials Performances in High Moisture 
Environments Including Corrosive Contaminants Typical of Those Arising by 
Using Alternate Fuels in Gas Turbines
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Approach

To achieve the project objectives, the alloys GTD 
111, IN 738, and René N5 as well as these alloys 
coated with CoNiCrAlY, NiCrAlY and platinum 
aluminide, were exposed to conditions relevant 
to corrosion induced using alternative fuels.  The 
initial test conditions involved a number of deposits 
including Na2SO4, CaO, and CaSO4 in dry and wet air 
at temperatures from 750°C to 1,150°C.  Based upon 
these results, subsequent experiments were performed 
at 950°C using CaO deposits (0.5-1.0 mg/cm2) in dry 
and wet (pH2O=0.1 atm) air, since these conditions were 
considered to be representative of those that may be 
encountered when using syngas.

In the final six months of the project, experiments 
were conducted to investigate the interactions between 
bulk alumina and CaO.  Also, limited experiments were 
conducted to examine the effects of deposits of SiO2 
and Fe2O3 on coated and uncoated GTD 111.  Finally, 
experiments were conducted to assess the interaction 
of CaO deposits with APS TBCs at 950°C.  The 
experiments planned with CMCs were not conducted 
because of the unavailability of specimens due to 
export controls.

Results

Specimens of René N5, GTD 111, and IN 738 were 
exposed to cyclic oxidation conditions at 950°C with 
deposits of CaO in dry and wet air in the apparatus in 
Figure 1.  All three of these alloys were attacked more 
severely when CaO deposits were present and this 
attack became slightly more severe in wet compared 
to dry air.  The degradation induced via CaO deposits 
caused more severe degradation of René N5 compared 
to GTD 111 and IN 738, which degraded similarly. 

Tests using CaO deposits and cyclic oxidation 
conditions at 950oC in dry and wet air were also 
performed for the three coatings on the three alloy 
substrates.  All three coatings were significantly degraded 
by attack induced by the CaO deposits.  No effect of the 
alloy substrates on coatings performance was apparent.  
While all three coatings were degraded in the presence 
of CaO deposits, the platinum aluminide coating was 
not degraded as much as the CoNiCrAlY and NiCrAlY 
coatings.  The degradation induced by CaO deposits 
is proposed to be caused by it reacting with the oxides 
normally formed on these coatings.  The products 
formed are calcium aluminates in the case of the 
platinum aluminide coating, and calcium aluminates and 
chromates in the case of the MCrAlY coatings.  The fact 
that the platinum aluminide coating is attacked less than 
the MCrAlY coatings is apparently the result of the lack 
of formation of calcium chromates.  The degradation 
mechanism for alumina scales is presented in Figure 2.

It was also determined that the amount of attack 
of the uncoated superalloys increased as the amount of 
the CaO deposits was increased.  However, water vapor 
pressure (up to 0.2 atm) did not have a substantial 
effect on the amount of CaO-induced degradation.  It 
appears that the amount of attack induced by CaO is 
large and this is true in dry or wet environments for the 
water vapor pressures used in these experiments.

In the final six months of the project, experiments 
were conducted to investigate the interactions between 
bulk alumina and CaO.  Specimens of polycrystalline 
alumina and sapphire were exposed at 950°C while 
embedded in CaO powder.  Small amounts of CaAl4O7 
were identified by X-ray diffraction.  While the amount 
of reaction product was small, it is believed that it 
is sufficient to disrupt a thin, otherwise protective 
alumina scale.

Figure 1.  Schematic Diagram Showing the Apparatus to Cyclically Oxidize Coupon Specimens in Gases with Defined and 
Controlled Amounts of Water Vapor in Air at a Total Pressure of 1 atm
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Limited experiments were conducted to examine 
the effects of deposits of SiO2 and Fe2O3 on coated 
and uncoated GTD 111.  There was a small amount of 
interaction between these deposits and the protective 
scales but the amount of degradation was small 
compared to that produced by CaO deposits.

Finally, experiments were conducted to assess the 
interaction of CaO deposits with APS TBCs at 950°C.  
There was measurable reaction to form ternary Ca-Zr 
oxides on the TBC surface.  It is believed this reaction 
will shorten TBC life but the current experiments were 
not long enough to confirm this. 

Conclusions and Future Directions

Uncoated alloys of René N5, GTD 111 and IN 738 
with and without platinum aluminide, CoNiCrAlY and 
NiCrAlY coatings have been exposed to CaO deposits 
at 950°C in dry and wet air.  These deposits were found 
to cause increased attack of all of the alloys, as well as 
all of the coatings.  The alloy René N5 was degraded 
more than GTD 111 and IN 738.  All three of the 
coatings were attacked, but the attack was not as severe 
as that of the uncoated alloys and the attack of the 
platinum aluminide coating was not as severe as that 
observed for the CoNiCrAlY and NiCrAlY coatings.

The CaO deposits cause the alloys 
and coatings to be degraded since 
the CaO reacts with the oxides that 
are usually formed on these materials 
whereby the resulting products (e.g. 
calcium aluminates, calcium chromates, 
etc.) are not protective barriers against 
subsequent oxidation.  The influence 
of water vapor in the gas on this CaO-
induced degradation does not appear to 
be large but the amount of attack does 
become more severe as the deposition 
rate of CaO is increased.

Deposits of SiO2 and Fe2O3 reacted 
with the protective scales on coated and 
uncoated GTD 111 but the amount of 
degradation was small compared to that 
produced by CaO deposits.  Nevertheless, 
it seems likely that most deposits on 

turbine hardware are not totally benign, but cause 
some degradation, especially for long periods of time at 
high temperatures.

There was measurable reaction between CaO and 
YSZ TBCs to form ternary Ca-Zr oxides on the TBC 
surface.  It is believed this reaction will shorten TBC 
life but the current experiments were not long enough 
to confirm this.
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Figure 2.  Diagram Showing the Proposed Effect of CaO on a Growing Alumina Scale
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Objectives

The overall objective of this investigation is to 
evaluate the durability of turbine materials at the 
temperatures and oxygen pressures typical of those in 
the high steam and CO2 levels expected in coal-based 
oxy-fuel systems.  Specific objectives include:

Evaluating the performance of candidate alloys •	
and coatings in environments starting with 85% 
steam and 15% CO2 (by volume) and then for 
reduced levels of steam to accommodate up to 5% 
O2, which may represent excess oxygen needed to 
assure complete oxy-fuel combustion.

Advancing the existing knowledge of how steam •	
(water vapor) affects the selective oxidation of high 
temperature alloys.

Investigate the effects of carbon and hydrogen on •	
the oxidation and ductility of alloys exposed to 
H2O-CO2 mixtures.

Examine the effects of contaminants such as SO•	 2 
and alkali deposits ((Na, K)2 SO4, CaO) on the 
degradation of alloys in H2O-CO2 gas mixtures.

Examine the effects of steam and CO•	 2 gas mixtures 
on the degradation of yttria-stabilized zirconia 
(YSZ) thermal carrier coatings (TBCs).

Accomplishments

This project has just completed the first year of a 
three-year effort.  The alloys and coatings to be studied 
have been obtained and an existing apparatus has been 
modified whereby cyclic oxidation can be performed 
at temperatures from 700°C to 1,100°C in gas mixtures 
containing 85% H2O-15% CO2.  Data in the literature 
have been tabulated for the alloys and coatings to be 
used in this project for exposure conditions involving 
steam and CO2.  It has been documented that water 
vapor affects selective oxidation of aluminum in alloys 
and that oxidation in CO2 can cause more severe 
degradation of some alloys compared to pure oxygen.  
Experiments are now in progress to study a number of 
relevant alloys and coatings in such gas environments.

Introduction

In order for coal-based oxy-fuel systems to be used, 
it is necessary to investigate the effects of combustion 
gases containing 85% steam and 15% CO2 on the 
degradation of gas turbine alloys and coatings at 
temperatures between 700°C (1,292°F) and 1,100°C 
(2,012°F).  The upper temperature limit has been 
selected since the adverse effects produced by these 
gaseous species may be more obvious at the higher 
temperatures.  The experimental approach for this 
investigation consists of exposing relevant alloys and 
coatings to controlled gas mixtures containing H2O, 
CO2, and O2 at temperatures of interest.  The presence 
of oxygen in some of the gas mixtures is necessary 
because when oxygen is added to the gas mixture of 
H2O and CO2, the attack may not be as severe as when 
it is absent.  The degradation of the exposed specimens 
will be documented by using weight change versus time 
measurements, X-ray diffraction, scanning electron 
microscopy, and optical metallography.

Approach

To achieve the project objectives the alloys René 
N5, GTD 111 and IN 738 as well as these alloys with 
a platinum modified aluminide and a NiCoCrAlY 
coating will be exposed to gas mixtures containing 
85% H2O-15% CO2 and 80% H2O-15% CO2-5% O2 
at temperatures between 700oC and 1,100°C.  The 
exposed specimens will be examined using optical 
metallography, scanning electron microscopy, and 
X-ray diffraction to document the attack of these 
alloys.  As the degradation of these alloys induced by 
the two gas mixtures becomes understood, additional 
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experiments will be performed to examine the effects 
of contaminants (i.e., SO2, CaO, (Na, K)2SO4).  This 
work is to be performed over two years.  In a third year 
of this project, the performance of TBCs exposed to the 
conditions described above is to be studied.

Results

Specimens of the three alloys have been obtained 
and specimens of these alloys have been coated.  An 
existing cyclic oxidation apparatus has been modified 
such that gas mixtures of 85% H2O-15% CO2 can be 
obtained.  Finally, data that is available on these alloys 
and coatings for exposure in air with water vapor at 
pressures of 10.13 kPa (0.1 atm) and 50.65 kPa (0.5 
atm) at the temperatures of interest have been obtained 
and will be used to compare with the data to be 
generated in the H2O-CO2 gas mixtures.

The initial use of the modified apparatus at 950°C 
in an 85% H2O-air gas mixture resulted in cracking of 
the mullite reaction tube.  This apparatus has now been 
modified to prevent cracking and testing is continuing.  
The exposure of René N5, GTD 111 and IN 738 to 85% 
water vapor in air did not cause an increased oxidation 
compared to oxidation in dry air, Figures 1, 2, and 3.

Conclusions and Future Directions

In the first year of this project the alloys to be 
studied have been obtained and a limited amount of 
testing has been performed in an apparatus where gas 
mixtures containing 85% H2O were established.  The 
initial experiments were performed at 950°C in an 85% 
H2O-air gas mixture.  No effect of water vapor was 
observed in the case of oxidation of the superalloys 
René N5, GTD 111 and IN 738.  This experimental 
setup consisted of supplying water that vaporized at 
200-300°C.  During the course of these experiments 
the mullite tube cracked and the apparatus had to be 
modified with a stainless steel insert to prevent thermal 
shock of the mullite tube.  During the second year of 
this project testing will be performed in H2O-CO2 
and H2O-CO2-O2 gas mixtures.  The influence of 
contaminants, namely SO2 and CaO, on oxidation in 
these gas mixtures will also be studied.

FY 2008 Publications/Presentations

1.  Poster Paper-Materials for Oxy-Fuel Turbomachine 
Conditions, F.S. Pettit, G.H. Meier, and E.J. Magee,  
UTSR Peer Workshop V, October 24, 2007.

(a)

(b)

Figure 1.  Scanning electron micrographs of René N5 metallographic 
cross-sections after exposure for 30 hours at 950oC in dry air (a) and 
in air with 85% H2O (b).  Transient oxides (arrows) with continuous 
layers of alumina have developed on both specimens.

(a)

(b)

Figure 2.  Scanning electron micrographs of GTD 111 metallographic 
cross-sections after exposure for 30 hours at 950oC in dry air (a) and 
in air with 85% H2O (b).  External scales of Cr2O3 and internal zones of 
alumina particles have developed on both specimens.
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Figure 3.  Scanning electron micrographs of IN 738 metallographic 
cross-sections after 30 hours exposure at 950oC dry air (a) and in air 
with 85% H2O (b).  External scales of Cr2O3 with alumina subscales 
have developed on both specimens.  

(a)

(b)
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° Degree

°C  Degree(s) Celsius

°F  Degree(s) Fahrenheit

@ At

F, φ Equivalence ratio, ratio

γ  Gamma

γ’  Gamma prime

µm Micron(s)

µs Microsecond(s)

Ω Omega

%  Percent

~ Approximately

< Less than

> Greater than

07Q4 Fourth quarter of 2007

08Q1  First quarter of 2008

08Q2 Second quarter of 2008

1.5X  One and a half times

2X  Two times

4X  Four times

A&M Agricultural and Mechanical

AAB  Academic Advisory Board

AC  Alternating current

AFT Adiabatic flame temperature 

AIAA  American Institute of Aeronautics and 
Astronautics

Al  Aluminum

Al2O3  Alumina

APS  Air plasma spray

Ar  Argon

ASEE  American Society for Engineering 
Education

ASME  American Society of Mechanical 
Engineers

ASU  Air separation unit

atm  Atmosphere(s)

AZ Arizona

BC Bond coat 

BFW  Boiler feed water

BLF Bottom loading furnace

Btu British thermal unit

BYU Brigham Young University

C  Carbon

C  Celsius

Ca  Calcium

CA  California

CAD  Computer-aided design

CaO  Calcium oxide

CC  Combined cycle

CES  Clean Energy Systems

CFD  Computational fluid dynamics

CFI Coatings for Industry

CFX A computational fluid dynamics analysis 
tool

CH4, CH4  Methane

Cl  Chlorine

cm  Centimeter(s)

cm2
  Square centimeter(s)

cm3
 Cubic centimeter(s)

CMAS Calcium-magnesium-alumina-silicate

CMC  Ceramic matrix composite

cm/sec, cm/s  Centimeter(s) per second

Co Cobalt

CO  Carbon monoxide

CO  Colorado

CO2   Carbon dioxide

Corr Correlation

Cr  Chromium

CSM Colorado School of Mines 

CT  Connecticut

dB  Decibel(s)

DC  Direct current

DEC  Deposition erosion and corrosion

Deg Degree(s)

DES Detached-eddy simulation

DLN  Dry low NOx

DMS Dynamic multi-scale

DOE  U.S. Department of Energy

DOE-FE  U.S. Department of Energy, Office of 
Fossil Energy

DS Directionally-solidified

EBC  Environmental barrier coating

EBPVD Electron beam physical vapor deposition

eds. Editors

e.g.  Exempli gratia: for example

EPD  Electrophoretic deposition

EPRI  Electric Power Research Institute
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ESEM  Environmental scanning electron 
microscope

et al.  Et alibi: and others

f  Frequency

F  Fahrenheit

Fe Iron

FIB-INLO Focused ion beam in situ lift-out

FIG. Figure

FL  Florida

FTT  Florida Turbine Technologies

FY  Fiscal year

g  Gram(s)

GA  Georgia

g/cm2 Gram(s) per square centimeter

GE  General Electric

GRI  Gas Research Institute

GT  Gas turbine

GTI  Gas Technology Institute

h Heat

h Hour(s)

H  Hydrogen

H2, H2   Diatomic hydrogen

HADES  Hyperbaric Advanced Development 
Environmental Simulator

He Helium

Hf  Hafnium

Hg  Mercury

HHV Higher heating value

H2O Water

HP  High pressure

hr  Hour(s)

Hrs  Hours

Hz Hertz

i, I  Current

IA  Iowa

ICEPAG  International Colloquium on 
Environmentally Preferred Advanced 
Power Generation

ICMCTF International Conference on 
Metallurgical Coatings and Thin Films

i.e.  id est: that is

IEEE  Institute of Electrical and Electronics 
Engineers, Inc.

IGCC Integrated gasification combined cycle

IGTI  International Gas Turbine Institute

IL  Illinois

in  Inch(es)

IN Inconel

IP Intermediate pressure 

IPT  Intermediate pressure turbine

IRB  Industrial Review Board

ISHMT Indian Society of Heat & Mass Transfer 

ISO International Organization for 
Standardization

ISU Iowa State University

JETS Jet engine thermal shock 

JNTU Jawaharlal Nehru Technological 
University

K  Potassium

K  Kelvin

kg  Kilogram(s)

kg/m3 Kilogram(s) per cubic meter

kg/s Kilogram(s) per second

KPP  Kimberlina Power Plant

kW  Kilowatt(s)

LA  Louisiana

lb  Pound(s)

lb/hr Pound(s) per hour

lbm  Pound(s) mass

lbm/sec Pound(s) mass per second

LBNL  Lawrence Berkeley National Laboratory

LDV Laser Doppler Velocimetry

LES  Large eddy simulation

LLC Limited liability company

LP  Low pressure

LSB  Low-swirl burner

LSC  Low-swirl combustion

m  Meter(s)

MA  Massachusetts

MA Mechanical alloying

MB/MS  Molecular beam/mass spectrometry

MBR Mass burning rate

MD Maryland

Mech Mechanical

mg  Milligram(s)

mg/cm2  Milligram(s) per square centimeter

min Minute(s)

min Minimum

MIS Matrix isolation spectroscopy

mK Milli-Kelvin(s)

mm  Millimeter(s)

mm3  Cubic millimeter(s)

MPa  Megapascal(s)

ms Millisecond(s)

m/s  Meter(s) per second
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MW  Megawatt(s)

MWh  Megawatt hour(s)

MW/m2 Megawatt(s) per square meter

MWth  Megawatt(s) thermal

N  Nitrogen

N2  Diatomic nitrogen

Na  Sodium

N.A. Not applicable

NASA  National Aeronautics and Space 
Administration

Nb  Niobium

ND  North Dakota

NDE Non-destructive evaluation

NEMS  National Energy Modeling System

NETL  National Energy Technology Laboratory

NG  Natural gas

Ni  Nickel

NiO  Nickel oxide

NIST  National Institute for Standards and 
Technology

NJ  New Jersey

NO  Nitrogen oxide

NOx, NOX  Oxides of nitrogen

NSF National Science Foundation

NV  Nevada

NY  New York

O  Oxygen

O2  Diatomic oxygen

ODS  Oxide dispersion-strengthened

OEM  Original equipment manufacturer

OH  Ohio

OH*  Chemiluminescence

ONR Office of Naval Research

OPPDIF A FORTRAN program for computing 
opposed-flow diffusion flames

ORNL  Oak Ridge National Laboratory

Oxy  Oxyfuel

P  Phosphorus

P  Pressure

P Pitch

P&ID  Piping and instrumentation diagram

PA  Pennsylvania

PCI  Precision Combustion, Inc.

Ph.D. Doctor of Philosophy

Pitt University of Pittsburgh

P.O. Post office

POGT  Partial oxidation gas turbine

POR  Partial oxidation reactor

ppm  Part(s) per million

ppmvd, 

   ppmVd  Part(s) per million by volume dry

pps Pounds per second 

PREMIX A FORTRAN program for modeling 
steady laminar one-dimensional 
premixed flames 

PRT Platinum resistance thermometer

psi  Pound(s) per square inch

psia  Pound(s) per square inch absolute

psig Pound(s) per square inch gauge

Pt  Platinum

Ra Roughness average 

RANS Reynolds-averaged Navier-Stokes

RANS-CFD  A computational design tool for fluid 
dynamics

RANS-LES Reynolds-averaged Navier-Stokes large 
eddy simulation

RCL®
  Rich catalytic lean-burn

RCM  Rapid compression machine

R&D  Research and development

RDS  Research and Development Solutions

RFP  Request for proposals

RIT  Rotor inlet temperature

s  Second(s)

S  Sulfur

SAE Society of Automotive Engineers

SBIR  Small Business Innovation Research

SC  South Carolina

Sc Consumption speed

Sci. Science

SCIES  South Carolina Institute for Energy 
Studies

SCR  Selective catalytic reduction

Se Selenium

SEM  Scanning electron microscopy

SGH  Synthesis gas and hydrogen

SGT  Siemens Gas Turbine

SimVal  Simulation and validation

SOFC  Solid oxide fuel cell

SOFC/GT  Solid oxide fuel cell/gas turbine

SOTA State-of-the-art

SPG  Siemens Power Generation

SS New shaped hole

ST  Turbulent flame speed

ST Softening temperature
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STP Standard temperature and pressure

SX Single-crystal

Syngas Synthesis gas, synthesis-gas

t  Time

T  Temperature

Ta Tantalum

TADF  Turbine Accelerated Deposition Facility

TBC  Thermal barrier coating

Tcomp Compressor discharge temperature

Technol. Technology

TEM/STEM  Transmission electron microscopy/
scanning transmission electron 
microscopy

Texh Turbine exhaust temperature

TGO Thermally grown oxide

Ting Ignition time

TMF  Thermal-mechanical-fatigue

TMS The Minerals, Metals & Materials 
Society 

TN  Tennessee

TNF Turbulent Nonpremixed Flames 

TP/S1N  Transition piece to stage one nozzle

TVC  Trapped vortex combustor

TX  Texas

U Average flow velocity

U.  University

U0  Fuel jet velocity

UA  Coaxial air velocity

UC  University of California

UCF  University of Central Florida

UCI  University of California, Irvine

UCSB University of California, Santa Barbara

um Micron(s)

UND  University of North Dakota

U.S.  United States

USA United States of America

UT University of Tennessee

UT University of Texas at Austin

UT  Utah

UTSR  University Turbine Systems Research

V  Vanadium

V  Velocity

VA  Virginia

Vol. Volume

Vs. Versus

W Watt(s)

W Protruded mid-section

WA  Washington

W/m/K Watt(s) per meter per Kelvin

WPC Westinghouse Plasma Corporation

Wt%  Weight percent

WV  West Virginia

WVU West Virginia University

X Times

Xf Flame speed position

Y Yttrium

YSZ  Yttria-stabilized zirconia

Zn Zinc

ZnSe Zinc selenide

Zr Zirconium
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