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Executive Summary 
In 2007, the SECA program began a focused effort to correlate the surface attributes of common 
SOFC cathodes (LSM, LSCF) with performance and stability. In parallel, various cathode infiltration 
techniques and material sets were investigated to assess the potential for improved performance 
and stability.  This series of three integrated and five topical reports—written by SECA program 
researchers—provides a concise, portfolio‐wide synopsis of this research. Included reports are as 
follows:   

 Integrated Reports—Activity; Stability and Degradation; and Surface Chemistry and 
Microstructure 

 Topical Reports—Oxygen Reduction; Degradation; Infiltration; In situ/Ex situ Correlations; 
and In situ X‐ray Techniques  

Highlights include:   

 New Surface Property Data—The surface chemistry of the state‐of‐the‐art cathode 
materials were characterized under SOFC operating conditions in situ. Results showed that 
both LSM and LSCF have Sr segregated to their surfaces under operating conditions.   

 Surface Chemistry Manipulation—Surface compositions can be tailored by varying A‐site 
dopants (Ba vs. Ca vs. Sr). 

 In situ/Ex situ Correlations—The surface chemistry of LSM was characterized under 
near‐in situ conditions (700 °C and air, no bias) and temperatures down to room 
temperature ex situ.  The surface chemistry is approximately constant over the temperature 
range suggesting that using ex situ lab‐based tools, such as XPS and TEM, are probably 
acceptable for LSM. 

 In situ Tools—Synchrotron‐based X‐ray techniques were used heavily to study the surfaces 
of model thin‐film cathode materials providing surface chemistries, crystallographies, and 
valence states.  A laboratory X‐ray diffractometer was modified to accept button cells that 
can provide the phase information of cathodes.  

 Infiltration—A number of cathode infiltration architectures were investigated and tested 
at lab‐scale, including LSM on LSCF (Georgia Tech) and LSC on LSCF/SDC (NETL). Data 
indicate that a broad array of infiltrated electro‐catalysts improve short‐term performance 
and stability relative to state‐of‐the‐art cathodes, although mechanisms remain largely 
unknown. For promising architectures, evaluation of long‐term stability and overall 
economics is needed.   

 Infiltrant Thickness and Activity—Infiltrants of varying thicknesses showed different 
electronic properties; an insight that may be important for optimizing microstructures. 

 Interfaces Affect Performance—A pulsed laser deposited ceria barrier layer strongly 
improved performance in LSCF‐based cells over a sintered barrier layer.  Also cathode 
materials deposited on various substrates showed massively different surface kinetics, 
suggesting that interface combinations can influence performance. 
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Cathode Surface Science for Solid Oxide Fuel Cells by Paul Fuoss 

(Argonne National Laboratory) & Bilge Yildiz (Massachusetts Institute of 

Technology)  
 

Summary 

The SECA core research program has performed systematic studies of the structure and chemical 
reactivity of solid oxide fuel cell (SOFC) cathodes under conditions that closely approximate 
operating conditions. These in situ and in operando studies have shown that SOFC cathodes are 
compositionally inhomogeneous on the nanoscale and that these inhomogeneities significantly 
modify the oxygen reduction reactivity of cathodes. These composition inhomogeneities are not an 
artifact of manufacturing processes but are intrinsic to the cathode materials, and are driven by 
surface induced electrochemical potentials and strain. 

For the commonly used LaxSr1‐xMnO3‐δ (LSM) cathode materials, the key findings include: 

 Strontium segregation to the surface of LSM is in thermodynamic equilibrium at SOFC 
operating temperatures and key thermodynamic parameters have been measured. 

 While LSM is a semiconductor at room temperature, above 400 ˚C the band structure changes 
and a surface metallic‐like state is formed. 
 

SECA research into the mixed conductors LaxSr1‐xCoO3‐δ (LSC) and LaxSr1‐xCoyFe1‐yO3‐δ (LSCF) have 
found these key results: 

 There is significant segregation of Sr to the surface of LSCF but, unlike LSM, the segregation 
does not depend on oxygen partial pressure. 

 There is segregation of Co to the surface of LSCF that is enhanced by cathodic potentials. 
 There is significant lattice strain associated with the chemical capacitance of LSCF. These lattice 
strains can be used to map out local performance in cathodes.  
 

The design and performance of simple cathodes made from a single material are increasingly well 
understood and this understanding may lead to more robust fuel cells. In addition, this 
understanding of single material cathodes points to approaches that may yield significantly higher 
cathode performance: 

 Using infiltrants to improve cathode performance is promising, and a significant body of work 
indicates that a wide range of infiltrants improve cathode performance. Understanding the 
mechanism(s) of improvement and developing practical manufacturing processes is important. 

 Post‐fabrication modification of cathode surfaces may improve performance. Such modification 
may be accomplished by a chemical treatment, such as atomic layer deposition, to modify the 
surface properties (e.g., increase the surface Mn content). 

 Research results indicate that engineering of surface electronic structure may significantly 
improve the oxygen reduction reaction kinetics. Translating these research concepts into a 
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design suitable for manufacturing is a challenge but also an opportunity for significantly 
improved cathodes. 

Overview 

A solid oxide fuel cell (SOFC) has only three active components: 1) the anode where fuel is used to 
produce charged oxygen vacancies (VO••), 2) the electrolyte that transfers the VO•• to the cathode 
while preventing the transfer of electrons, and 3) a cathode that reduces oxygen to annihilate the 
VO••.  However, a detailed examination of these active components reveals surprisingly complex and 
dynamic processes, at least at the elevated temperature and near atmospheric pressure SOFC 
operating conditions. The important processes occur on a variety of length scales from atomic (e.g., 
electrocatalytic decomposition of oxygen) to many microns (e.g., the porous cathode 
microstructure), and on time scales that range from very fast (e.g., oxygen diffusion) to very slow 
(e.g., grain growth in components). This wide variety of length and time scales coupled with the 
high‐temperature, reactive environment of an operating fuel cell make a detailed scientific 
understanding that enables predictive models very challenging to develop. 

Currently, the performance of SOFCs is limited by effectiveness of the cathode at reducing oxygen, 
the oxygen reduction reaction (ORR), and by the transport of the resulting oxygen to the electrolyte. 
Thus, the SECA program has a strong effort aimed at developing the scientific basis to understand 
the underlying mechanisms of cathodes, to build predictive models of cathode performance, and to 
use these models to develop higher performance cathodes. An important step in the ORR is transfer 
of electrons and this transfer might be strongly impacted by local electronic properties of the 
surface including the availability of electrons at appropriate energies in the cathode. The transport 
of the oxygen to the electrolyte is strongly controlled by oxygen vacancy content of the cathode. 
Both the electronic properties and the oxygen vacancy concentration are strongly influenced by the 
local atomic structure of the cathode. Hence, this program has focused on determining the atomic 
structure, and the resultant chemical/electronic properties, of strontium‐doped lanthanum‐based 
perovskite cathodes under operating conditions. 

This effort has revealed that the atomic level structure of cathode materials such as La1‐xSrxO3‐δ 
(LSM) and La1‐xSrxCo1‐yFeyO3‐δ (LSCF) are dynamic and respond rapidly to changes in oxygen 
chemical potential and electrochemical bias. These rapid responses are surprising since the LSM 
and LSCF are typically operated at less than half their melting points, temperatures where 
conventional materials science would predict relatively static structures. However, these structural 
changes highlight the strong driving forces necessary to drive oxygen through a SOFC at the desired 
current densities—densities that result in roughly 12,000 oxygen atoms being transported through 
every lattice site per second. 

There have been a number of excellent review articles written on the subject of cathode design and 
performance (e.g., Adler1). This summary will build on that knowledge base of cathode science and 

                                                             

1 Adler, S. B., Chem. Rev., Factors governing oxygen reduction in solid oxide fuel cell cathodes, 104, 4791(2004) 
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will attempt to put the SECA program’s new in operando measurements into context, to highlight 
what is known to be important for a high‐performance cathode, and, perhaps more important, to 
highlight the gray (or even black) areas where understanding is currently lacking. While we are 
most comfortable discussing what is known, it is in this last area, the unknown, where cathode 
breakthroughs may be discovered.  

Current Understanding of SOFC Cathode Science 

As discussed by Adler1, the perovskite cathodes fall into two general categories. First is the 
commonly used LSM that is a good electronic conductor but does not have appreciable ionic 
conductivity under typical conditions. The broader range of cathodes including LSC and LSCF has 
appreciable electronic and ionic conductivities. While there is a clear difference in the underlying 
chemistry of these two classes of cathode materials, there are several general features they have in 
common including significant structural rearrangements, such as surface segregation, that occur 
under SOFC operating conditions.  

Inhomogeneity of SOFC Cathode Materials 

The performance of cathodes is strongly influenced by the oxygen vacancy concentration of the 
cathode. Since the vacancy concentration is intimately connected with the cation stoichiometry and 
composition, understanding the nanoscale compositional distribution of a cathode under operating 
conditions is crucial for predicting and modeling cathode performance. 

Many of the perovskite surfaces of materials such as LSM and LSCF are polar and, because of long‐
range electric fields, cannot be abruptly terminated.2 That is, the material must eliminate the 
surface charge by a structural reconstruction (e.g., eliminating a portion of the surface atoms), 
changing the surface composition (e.g., by surface segregation), or by a chemical modification (e.g., 
changing the valence of surface atoms). There are many studies indicating that the surface 
composition of LSM and LSCF films can be significantly different than the bulk composition.  For 
example, Kumigashira et al.3 found significant Sr enrichment at the surface of LSM and van der 
Heide4 found significant Sr enrichment in a variety of La1‐xSrx films with the perovskite structure.  

 The Argonne team conducted a study of the equilibrium segregation of A‐ and B‐site constituents in 
LSM and LSCF as a function of pO2 and temperature.5 They found that for relatively high Sr films of 

                                                             

2 Tasker, P., The stability of ionic crystal surfaces, J. of Phys. C: Solid State Phys., 4977(1979). 

3 Kumigashira, H., et al., In situ photoemission characterization of terminating­layer­controlled La0.6Sr0.4MnO3 
thin films, Appl. Phys. Lett., 82, 3430(2003). 

4 van der Heide, P.A.W., Systematic x­ray photoelectron spectroscopic study of La1­xSrx­based perovskite­type 
oxides, Surf. and Interface Analysis, 33, 414(2002). 

5 Fister, T.T., et al., In situ characterization of strontium surface segregation in epitaxial La0.7Sr0.3MnO3 thin films 
as a function of oxygen partial pressure, Appl. Phys. Lett., 93, 151904(2008). 
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LSM (x=0.3), there was significant Sr segregation that decreased with increasing oxygen partial 
pressure and operating temperature. However, under all of the examined conditions there was 
significant Sr segregation. The MIT team has correlated the presence of surface Sr with reduced 
ORR performance. However, their measurements were at relatively low pO2 where Sr segregation is 
enhanced.6 They also found that A‐site deficiency reduced the Sr segregation in LSM with 20% Sr.7 
Finally, at low Sr compositions (15%), the Boston University group has found Sr surface depletion.8 

 The segregation behavior of LSCF is potentially more complicated for two reasons. First, 
segregation can occur on both the A site (La,Sr) and B site (Co,Fe). In addition, there can be rapid 
and significant changes in the bulk vacancy concentration that are not allowed in LSM because of its 
lack of ionic conductivity. Bauman and coworkers demonstrated significant bias‐induced changes in 
the resistance of an LSCF film.9 A cathodic treatment decreased the resistance while an anodic 
treatment increased the resistance. From ex situ XPS measurements on quenched sample, these 
resistance changes were correlated with an increase in Sr surface composition with cathodic 
treatment and a corresponding decrease with anodic treatment. However, it is not clear from XPS 
studies at very low pO2 what the equilibrium state of the surface under SOFC operating conditions. 
Addressing this uncertainty, Fister and coworkers at Argonne determined that Sr segregation 
occurs in LSCF but, unlike the case of LSM, there is essentially no dependence on pO2. Recent work 
by Cai et al. from MIT and Vienna University of Technology have found that there is a significant 
reduction in Sr segregation on a LSC film deposited at 450 °C versus a film deposited at 630 °C, and 
that the 450 °C film performed better (i.e., the opposite of the Bauman result).10 

In agreement with Baumann, Chang and coworkers at Argonne have found that Co segregates to the 
surface of LSCF at elevated temperature under normal atmospheric conditions.11 This segregation is 
slightly enhanced by a cathodic potential and is strongly suppressed by the application of an anodic 

                                                             

6 Katsiev, K., et al., Electron tunneling characteristics of La0.7Sr0.3MnO3 thin­film surfaces at high temperature, 
Appl. Phys. Lett., 95,092106 (2009). 

7 Lee, W., Z. Cai and B. Yildiz, Role of Chemical Heterogeneities on Oxygen Reduction Kinetics on the Surface of 
Thin Film Cathodes, ECS Transactions, 45, 405(2012). 

8 Gopalan, S. and Ludwig, K., Private Communication, 2012. 

9 Baumann, F. S., Strong performance improvement of La0.6Sr0.4Co0.8Fe0.2O3­δ SOFC cathodes by electrochemical 
activation, J. Electrochem. Soc., 152, A2074(2005). 

10 Cai, Z., et al., Chemical heterogeneities on La0.6Sr0.4CoO3­δ thin films – Correlations to cathode surface activity 
and stability, Chem. of Mater., 24, 1116(2012). 

11 Chang, K.C., et al., Supporting R&D for Solid Oxide Fuel Cells, Unpublished Work, Argonne 

National Laboratory, Argonne, IL (2010). 
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potential. This result importantly signifies that the cation segregation problem is not limited to the 
A‐site, but also the B‐site cations can respond to the surrounding environment. 

Electronic Structure 

Catalytic reduction of oxygen is the limiting factor of SOFC performance. Surface electronic 
structure provides a key indicator to charge transfer kinetics on the cathode surface, which is a 
critical step in the oxygen reduction process. In particular, the availability of electrons of the 
appropriate energy is a strong factor. Thus, it is important to measure the electronic properties of 
cathode surfaces under realistic conditions. The in situ capability to measure electron transfer on 
oxide films at intermediate temperatures (<600 °C) and oxygen gas at MIT has identified previously 
unknown properties of perovskite cathodes. 

Table 1. A summary of the results of various in situ experiments measuring the surface composition of 

materials for SOFC cathodes. 

  System 

Surface

ORR Strontium Cobalt

Fister5 La0.7Sr0.3MnO3 Enhanced — — 

Katsiev6  La0.7Sr0.3MnO3 Enhanced — Reduced 

Lee7  (La0.8Sr0.2)yMnO3 Enhanced — — 

Gopolan8  La0.85Sr0.15MnO3 Reduced — — 

Cai10  La0.6Sr0.4CoO3‐δ Enhanced — — 

Chang11  La0.6Sr0.4Co0.8Fe0.2O3‐δ Enhanced Enhanced — 

 

Khabibulakh et al. have measured the electronic tunneling current of an LSM surface and found that 
LSM exhibited a semiconducting state with an energy gap at room temperature and a metallic‐like 
state with no‐gap at and above 400 °C.6 In addition, the tunneling conductance decreased from 500 
to 580 °C, which can result from the changes in the surface structure and composition of the LSM. A 
p‐type conductivity in LSM arises as a result of hole‐doping through the increase in Mn4+/Mn3+ 
ratio,12 which depends on the A‐site cation substitution and oxygen non‐stoichiometry. They 
attributed the decreasing tunneling conductance to the evolution of Sr‐rich phases accompanied by 
the relative decrease of Mn on the surface. This result suggests that the A‐site rich and Mn‐poor 
surfaces are less active for electron exchange in ORR kinetics on LSM film surfaces.  

                                                             

12 Zener, C., Interaction Between the d­shells in the transition metals.�II. Ferromagnetic compounds of 
manganese with perovskite structure, Phys. Rev, 82, 403(1951). 
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Correlation between the electronic and chemical state of the film surfaces and the electro‐catalytic 
activity of SOFC cathodes has been further investigated under close to operating conditions of SOFC 
cathodes by Lee et al.13 In particular, the energy gap of LSM films was systematically examined as a 
function of temperature and oxygen pressure. The surface electronic structure of LSM films on 
SrTiO3 substrates showed a strong dependency on the temperature and oxygen pressure. At room 
temperature, the LSM/SrTiO3 thin films showed a semiconducting state with an energy gap of 
1.86±0.15 eV. As the temperature increased, the energy gap decreased and showed a metallic‐like 
state with no‐gap. This transition to a metallic‐like state at elevated temperatures was observed in 
all oxygen pressures tested. Furthermore, the electronic transition occurred at different 
temperatures depending on the oxygen pressure; the transition occurred at the lower temperature 
with the lower oxygen pressure. After cooling to room temperature maintaining each oxygen 
pressure, LSM film surfaces recovered their semiconducting states with slightly lower values.  

The MIT group’s hypothesis is that the observed electronic transition originates mainly from the 
formation of oxygen vacancies on the surface. Formation of oxygen vacancies at the surface can 
induce additional defect states in the energy gap, resulting in the delocalization of the charge 
carriers at elevated temperatures.14,15 This defect‐induced transition was partially reversible within 
this range of temperature and oxygen pressure; the energy gaps were recovered to their initial 
values after cooling to room temperature, but slightly smaller than the initial ones. After cooling, 
the excess vacancies on the surface would be filled by the oxygen to reach an equilibrium state at 
room temperature. Since the surface electronic structure depends strongly on measurement 
conditions, the charge transfer kinetics based on room temperature results cannot be a good 
indicator of reactivity on these perovskite surfaces. Furthermore, these results show that oxygen 
vacancies on the film surface are important not only as reaction sites for oxygen exchange, but also 
that they have a significant effect on the surface electron transfer properties for ORR. These 
detailed studies of the atomic and electronic structure of surfaces under conditions that 
approximate those of operating SOFCs provide a basis for the design of cathode surfaces that 
achieve higher ORR rates and, thus, higher cathode performance. 

Electrochemical Dynamics 

Studies of the lattice parameter of a cathode material like LSCF can reveal a great deal about the 
underlying mechanisms and dynamics because there is a well defined correlation between the 

                                                             

13 Lee, W., et al., Reversible electronic structure transitions as a function of temperature and oxygen partial 
pressures on La0.7Sr0.3MnO3 thin­film surfaces, Manuscript in Preparation, 2012. 

14 Dulli, H., et al., Surface segregation and restructuring of colossal­magnetoresistant manganese perovskites 
La0.65Sr0.35MnO3, Phys. Rev. B, 62, R14629(2000). 

15 Bertacco, et al., Evidence for strontium segregation in La0.7Sr0.3MnO3 thin films grown by pulsed laser 
deposition: consequences for tunnelling junctions, Surf. Sci., 511, 366(2002). 
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lattice parameter and oxygen vacancy concentration.16 In particular, the concentration of oxygen 
vacancies, VO••, in the LSCF layer is determined by concentration gradients across the LSCF surface 
(controlled primarily by the oxygen reduction reactions), and by the gradient across the buried 
interface between LSCF and the electrolyte (or buffer layer). For a given current through the 
structure, the LSCF vacancy concentration will reach equilibrium and the LSCF film will have a well‐
defined lattice parameter.17 When the current is changed, there will be a period where the vacancy 
concentration is changing and reveals further information about the relative kinetics of the surface 
ORR and transport of VO•• across the buried interface.  

Ingram and coworkers at Argonne have made static and dynamic measurements of the lattice 
parameter of LSCF as functions of temperature, pO2 and electrochemical bias. They found an 
increase in lattice parameter under cathodic potential that showed that not only is the surface ORR 
limiting the conduction, it is significantly slower than the vacancy transfer rate at the buried 
interface. Hardy et al. from Pacific Northwest National Laboratory have demonstrated that a 
laboratory X‐ray source can be used to monitor the long‐term evolution of cathodes in an operating 
fuel cell via lattice parameter measurements.18 They demonstrated that the lattice parameter of 
LSCF slowly changes at operating conditions and is consistent with gradual loss of Sr under typical 
SOFC operating conditions. 

Outstanding Questions in SOFC Cathode Science 

Origin of Sr Segregation 

Cation segregation on perovskite oxide surfaces affects SOFC cathode activity. The chemical 
complexity of cathode surfaces due to the dynamic nature of perovskite‐type oxides in the 
surrounding environments and the harsh conditions for operating SOFCs have prohibited thus far 
development of fundamental principles that explain the origin of this phenomena for designing 
materials with optimal surface chemistry. This is important not only for the activity but also for the 
durability of the electrodes. Fister et al. found that the segregation of Sr to the surface of LSM was 
independent of the strain state by depositing films on three different substrates, SrTiO3, NdGaO3 
and DyScO3.19 Fister et al. also searched extensively and unsuccessfully for a surface reconstruction 
that would compensate for the polar nature of the LSM (001) surface. In addition, they interpreted 
their results on the pO2 dependency to be primarily an electrostatic effect since Sr segregation in 
LSCF (which doesn’t support an oxygen vacancy gradient) does not exhibit a significant dependence 
                                                             

16 Adler, S.B., Chemical Expansivity of Electrochemical Ceramics, J. Am. Ceram. Soc., 84, 2117(2001). 

17 Ingram, B.J., et al., In situ x­ray studies of oxygen surface exchange behavior in thin film La0.6Sr0.4Co0.2Fe0.8O3­δ, 
Appl. Phys. Lett., 101, 051603(2012). 

18 Hardy, J.S., et al., Lattice expansion of LSCF­6428 cathodes measured by in situ XRD during SOFC operation, J. 
of Power Sources, 198, 76(2012). 

19 Fister, T. T., et al., Unpublished Work, 2008. 
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on pO2. Therefore, consistent with calculations by Harrison,20 they concluded that Sr segregation 
was driven primarily by electrostatic effects. 

The MIT team, Lee et al., have quantitatively assessed the elastic and electrostatic interactions of 
the dopant with the surrounding lattice as the key driving forces for the segregation on model 
perovskite compounds, doped LaMnO3, and found a significant electrostatic component to the 
segregation.21 However, they also found a strong dependency of Sr surface segregation on the size 
mismatch between A‐site cations (see Figure 1).   Their data indicated that dopant‐to‐Mn ratios 
increased with the annealing temperaturen and the changes were larger with larger size mismatch. 
They argued that this dependency on the size mismatch substantiates that elastic energy 
minimization plays a key role in cation rearrangements as a driving force. They also found that 
oxygen content during annealing induced changes in the lattice parameters—higher oxygen 
pressure contracts the lattice and lower oxygen pressure expands the lattice—and argued that this 
directly affects the strain energy in the doped system and couples to the elastic energy as the 
driving force for cation rearrangements. 

 

Figure 1. (a) Normalized cation intensity ratio (dopant/Mn) by angle‐resolved XPS as a function of 

annealing temperature. (b–d) Cation intensity ratio maps of thin films after annealing at 800 °C for 1 

hour by Auger electron spectroscopy: (b) Ba/Mn, (c) Sr/Mn, and (d) Ca/Mn. 

Role of Surface Structure on Cathode Performance 

The full impact of cathode surface (and near‐surface) structure is not yet understood and cathode 
surface structure cannot be fully controlled at this time. A key question that needs to be answered is 
the role of Sr segregation on the electrochemical performance of a cathode since there are 
conflicting results in the literature. If, as concluded by Khabibulakh and coworkers, Mn termination 
improves the electrochemical performance of a cathode, can this surface be engineered for 
enhanced performance by stabilizing a Mn surface termination? The Argonne team is investigating 
this possibility through atomic layer deposition of Mn on LSM surfaces. However, it is also 
important to consider the particular structure and chemical state of the surface Mn. 

                                                             

20 Harrison, W. A., Origin of Sr segregation at La1−x SrxMnO3 surfaces, Phys. Rev. B, 83, 155437(2011). 

21 Lee, W., Cation size mismatch and charge interactions drive dopant segregation on the surfaces of manganite 
perovskites, Manuscript submitted, 2012. 
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Engineered Multi‐Component Cathodes 

Multi‐component cathodes offer the opportunity to build enhanced chemical performance into 
SOFC cathodes. An important parameter is the strain state of the cathode. The role of lattice strain 
in improving ORR has been investigated in the context of low‐temperature catalysis and 
electrocatalysis for more than a decade. However, SOFC cathodes operate in a complex 
environment with strains induced by cathode geometry and chemical capacitance that are not well 
understood. X‐ray techniques are now being applied to understand the strain state in cathodes 
under in operando conditions.17  

The findings of the SECA core research team studies on the effects of strain sheds light on how 
microstructural features affect surface chemistry and oxygen reduction kinetics on cathodes. Jalili 
et al. probed the strain‐induced changes in the surface chemical and electronic states of LSM films, 
which are important to understand the mechanistic role of lattice strain in promoting the ORR 
activity.22 Two key parameters were investigated as a function of strain state: 1) the chemical state 
of the LSM surface, in particular, the segregation of Sr cations and oxygen vacancy formation and 2) 
surface electronic structure. Based on their findings, tensile strain is expected to improve the ORR 
reactivity of LSM surfaces by increasing the oxygen vacancy concentration and by facilitating 
electron transfer from the surface. These results were later also confirmed for LSC films,23 and 
significantly higher oxygen exchange (x4) and diffusion (x10) kinetics were found on the tensile 
strained LSC films.24 

The Carnegie Mellon University group, Yan et al., investigated the substrate‐ and thickness‐related 
effects on the oxygen surface exchange of LSM thin films.25 A strong substrate effect on the oxygen 
surface exchange kinetics was observed, with a faster exchange on the tensile strained LSM films 
compared to the compressively strained ones. This observation is consistent with the findings from 
the MIT group summarized above. Two distinct activation energies were found for the surface 
exchange reaction. This was interpreted to arise from two parallel exchange processes—on the 
pristine surface of coherently strained films, and along the dislocations of the relaxed films.  

                                                             

22 Jalili, H., et al., New insights into the strain coupling to surface chemistry, electronic structure and reactivity 
of La0.7Sr0.3MnO3, J. Phys. Chem. Lett., 2, 801(2011). 

23 Cai, Z., et al., Surface Electronic Structure Transitions at High Temperature on Perovskite Oxides: The Case of 
Strained La0.8Sr0.2CoO3 Thin Films, J. Am. Chem. Soc., 133, 17696(2011). 

24 Kubicek, M., et al., Tensile lattice strain accelerates oxygen surface exchange and diffusion in La1­xSrxCoO3­δ 
Thin Films, Submitted for publication, 2012. 

25 Yan, L. and Salvador, P.A., Substrate and Thickness Effects on the Oxygen Surface Exchange of La0.7Sr0.3MnO3 
Thin Films, Appl. Mater. & Inter., 4, 2541(2012). 
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Recent studies have demonstrated that La0.8Sr0.2CoO3/(La0.5Sr0.5)2CoO4 (LSC113/214) hetero‐interfaces 
exhibit orders of magnitude faster ORR kinetics compared with either single phase at 500 °C.26 To 
obtain a microscopic level understanding and control of such unusual enhancement, the MIT team 
implemented a novel combination of in situ scanning tunneling spectroscopy and focused ion beam 
milling to probe the local electronic structure at nanometer resolution in model multilayer 
superlattices.27 At 200–300 °C, the LSC214 layers are electronically activated via electron doping 
through an interfacial coupling with LSC113. Such electronic activation is expected to facilitate 
charge transfer to oxygen, and concurrent with the anisotropically fast oxygen incorporation on 
LSC214, quantitatively explains the vastly accelerated ORR kinetics near the LSC113/214 interface. 
These results, from research conducted outside the SECA program, identify electronically coupled 
oxide structures as the basis of novel cathodes with exceptional performance.  

Conclusion 

In situ and in operando studies have shown that SOFC cathodes are compositionally inhomogeneous 
on the nanoscale and that these inhomogeneities significantly modify the oxygen reduction 
reactivity of cathodes. These composition inhomogeneities are not an artifact of manufacturing 
processes but are intrinsic to the cathode materials, and are driven by surface induced 
electrochemical potentials and strain. Surface segregation, particularly of Sr and Co, is commonly 
found and strongly modifies the surface structure and electronic properties. These modifications 
may, in turn, impact the ORR rate and the performance of the cathode. The segregation of Sr can be 
reduced by either lowering the Sr composition in the film or by tuning the A‐site stoichiometry. A 
robust correlation between these surface modifications and SOFC performance is not complete and 
experimental work is in progress. 

The design and performance of simple cathodes made from a single material are increasingly well 
understood and this understanding may lead to more robust fuel cells. In addition, this 
understanding of single material cathodes points to approaches that may yield significantly higher 
cathode performance. Research results indicate that engineering of surface electronic structure 
may significantly improve the ORR kinetics. Translating these research concepts into a design 
suitable for manufacturing is a challenge but also an opportunity for significantly improved 
cathodes. 

                                                             

26 Sase, M., et al., J. Electrochem. Soc., 155, B793(2008). 

27 Chen, Y., et al., Electronic activation of cathode superlattices at elevated temperatures – source of markedly 
accelerated oxygen reduction kinetics, Submitted for publication, 2012. 
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Degradation in State‐of‐the‐Art Solid Oxide Fuel Cell Cathodes by Kirk 

Gerdes (National Energy Technology Laboratory) & Hoydoo You 

(Argonne National Laboratory)  
 

Summary  

Fuel cell degradation is considered to be any evolution of cell microstructure or chemistry that 
deviates from the initially constructed state, and which manifests as a time‐dependent reduction in 
performance.  Fuel cell degradation processes are influenced by both the contemporaneous 
operating condition and by the cumulative history of multi‐modal degradation.  Cathode materials 
in particular are subjected to intrinsic and extrinsic degradation processes, and both primary 
(direct) and secondary (multi‐step or indirect) modes exist.  A framework to categorize degradation 
processes is presented in Table 1, which distinguishes between modes on the basis of mechanistic 
complexity and the origin of the degradation‐inducing thermodynamic potentials.   

Broad modes of degradation are shared among all SOFC cathodes.  Such modes include: 

 Cation diffusion creating depressed activity phases and unwanted secondary phases; 
 Agglomeration of grains resulting in diminished porosity and decreased triple phase 

boundary length; 
 Accumulation of impurities at critical reaction interfaces, which depress or halt reaction 

kinetics; and 
 Reaction between cathode and electrolyte to produce inactive phases. 

Specific processes can be organized into these broad modes and the mathematical descriptions of 
specific modes within the broad divisions will be similar. 

The specifically manifested degradation processes experienced by a particular cell construction and 
stack design are unique, and, consequently, a detailed analysis of degradation modes must be 
completed for each cell construction to categorize and quantify the expressed degradation.  For 
example, Sr and Mn or Co are broadly known to respond to the applied conditions of operation 
(temperature, overpotential), but the specific degradation behavior appears to be strongly 
dependent upon the exact composition of the cathode.  Some evidence even suggests that LSM 
80/20 and LSM 70/30 will degrade in very different manners.  Examples of modes that should be 
specifically examined in LSM and LSCF cathodes in all applications include: 

 Segregation of Sr and Mn or Co towards the surface of cathode grains, and the impact on 
surface oxygen exchange;  

 Agglomeration of cathode particle clusters and grain growth, principally at the cathode‐air 
and cathode‐electrolyte interfaces;  

 Separation of YSZ into t‐YSZ and c‐YSZ domains as a function of applied overpotential; and 
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 Attack of cathode surfaces by H2O, CO2, and Cr. 

Fortunately, a broad matrix of tests and analytical techniques has been leveraged to examine the 
common modes of degradation, and simple extrapolations may extend knowledge of a generalized 
mode to the specific degradation experienced by a certain cell/stack.  Appropriate tests render 
definable and quantifiable degradation processes, and rational mitigation approaches can be 
advanced.   
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Table 1. Categories of principal cathode degradation modes.  

Intrinsic

Primary

(direct or single step)

Degradation arises from relaxation of thermodynamic potentials within the 

cathode under intended, designed, or standard conditions of operation

________________________________________________

Cathode cation diffusion forms an enriched phase

Crystallographic distortion results in phase breakdown

Sintering or grain coarsening results in microstructural evolution

Delamination arising from incompatible thermal expansion

Secondary

(indirect or multi‐step)

Degradation arises from relaxation of thermodynamic potentials within the 

cathode in response to:

     i) Operation of the cell beyond intended, designed, or standard conditions

ii) Multi‐step degradation processes (cascading failure)

________________________________________________

Activation or acceleration of primary modes at new conditions

Cathode delamination due to substantial secondary phase formation

Extrinsic

Primary

(direct or single step)

Degradation arises from relaxation of cathode thermodynamic potentials 

influenced by external sources in response to:

i) Non‐standard  conditions of elemental exposure (gas phase)  

ii) Cell fabrication outside of the design specifications 

________________________________________________

Diffusion of cations present as contaminants in cathode pre‐cursor materials

Adsorption/reaction of contaminant molecules in gas feed (Cr, Si)

Operating point disruptions (load, fuel, etc.)

Secondary

(indirect or multi‐step)

Degradation arises from relaxation of cathode thermodynamic potentials 

influenced by external sources.  Degradation is characterized by a multi‐step 

process (sequential or simultaneous), and at least one step includes a solid 

state degradation reaction of a cell component proximal to the cathode

________________________________________________

Reaction of cathode with electrolyte/interconnect/seal

Overpotential variations arising from failure of current collecting mesh
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Additional Details 

This section of the report outlines the primary processes and modes, and illustrates the identified 
degradation with specific examples that have been documented in published literature. 

Intrinsic degradation defines degradation occurring among engineered cathode components, which 
is inherent to the materials of construction or the engineered microstructure.  Intrinsic degradation 
arises:  

 in direct response to an applied thermodynamic potential step change or gradient, whether 
thermal, chemical, electrical, or other; 

 from operation of the standard cathode outside of designed thermodynamic conditions; and 
 in multi‐step (cascading) degradation processes. 

Specific modes of degradation related to intrinsic processes must be identified on the basis of the 
standard thermodynamic operating conditions for a given cell.  Generally speaking however, many 
degradation modes are common among all cells, with variations in degradation intensity observed 
according to operating conditions.  Common modes related to intrinsic processes include the 
following: 

 Cation diffusion affecting phase properties—Specific cation diffusion mechanisms and 
rates are dependent upon the elements present [1–3], the conditions of cell operation [4], 
and the relative orientation of constitutive grains [5].  Cation diffusion is expected to result 
in alteration of the chemical compositions of cathodes.  Because the compositions of active 
cathode materials are mostly at or near the boundaries of a metal‐insulator transition, an 
impact on electronic properties of the cathode materials can be significant and often results 
in diminished activity of the oxygen reduction reaction.  Sr segregation has been studied in 
detail and some generalized conclusions can be made regarding behavior [6]: 

o Segregation of Sr in LSM is dependent on pO2, temperature, and crystal orientation 
o Sr segregation in LSC and LSCF occurs more readily and significantly at lower 

temperature than LSM and is dependent on temperature, pO2, and the substrate 
crystal orientation. 

o Long‐term annealing or operation leads to irreversible formation of Sr‐enriched 
nanoparticles resulting in permanent or semi‐permanent alteration of chemical 
compositions. 

o Sr segregation is independent of substrate strain and film thickness 
 Cation diffusion generating secondary phases—Cation diffusion is often also a pre‐

cursor to secondary phase formation in the cathode, with the reaction of standard YSZ and 
LS[C]F to form reduced conductivity strontium zirconate phases being a well established 
example [7].   Secondary phase formation is generally expected to result in depressed cell 
performance.  Other examples include: 

o Sr‐enriched secondary phases are observed on the surface of LSM thin‐films after 
annealing at 830 °C [8] 
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o Among thin films composed of LSrM, LBaM, and LCaM, only the Ca‐containing film 
does not generate an enriched surface phase after annealing at 830 °C [9] 

 Microstructural evolution of cathode backbone—The cathode backbone is also subject 
to intrinsic morphological evolution potentially leading to degradation.  Cathode 
morphological and microstructural evolution processes occur over thousands of hours of 
operation, and depend on the thermodynamic conditions to which the cathode is subjected 
[10].   

Intrinsic degradation likely occurs most intensely through an initial operating period, though some 
background rate of intrinsic degradation is expected to occur throughout a cell’s entire operational 
lifetime.  Intrinsic degradation processes can be mitigated through judicious material selection, 
optimization of operating cathode microstructure, and strict control of cell/stack operating 
conditions.   

Extrinsic degradation defines degradation of the cathode that is manifested through reactions with 
materials that are not inherently part of the cathode.  Extrinsic degradation arises: 

 from exposure of the cathode to foreign (often gas phase) materials; 
 by operation of the cathode outside the standard thermodynamic conditions; 
 from solid‐state reaction processes involving other cell components. 

Specific modes of degradation related to extrinsic processes are unique to the materials of 
construction and the design of a given cell and stack.  Generally speaking however, many 
degradation modes are common among all stacks.  Common modes related to extrinsic processes 
include the following: 

 Adsorption/reaction of contaminant molecules—The elemental composition of some 
materials in direct contact with the cathode should be considered, since significant 
incompatibility will facilitate rapid degradation.   

o Materials containing elements such as Cr and Si should be avoided [3,6] unless 
precautions are made to immobilize such elements.  In case any of these elements 
are present, cathodes and components in contact with the cathode should not 
contain Ag due to its reactivity [3] and its mobility/volatility [7].    

o The susceptibility of a cathode to elemental attack depends both on the mechanism 
of oxygen reduction for the particular cathode, and the location of the deposited 
attack element.  As an example, experiments show that LSM cathodes are 
susceptible to boron‐induced degradation while LSCF cathodes are not [4].   

 Phase separation induced by thermodynamic operating conditions—Thermodynamic 
conditions and especially operating conditions at the edge of the operating envelope must 
be considered when evaluating cathode degradation, since the expressed degradation 
processes are principally dependent upon the thermodynamic state.   

o Critical thermodynamic parameters include the absolute magnitude of water 
present [4], the temperature of operation [10], exposure to CO2, and steady 
potential differences between phases.   
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 Cation diffusion from poor cell processing control—Cation diffusion during cell 
fabrication could also induce cathode degradation.  For example, nickel migration from the 
anode has been investigated during fabrication and is known to coarsen LSM cathodes [2]. 

Extrinsic cathode degradation processes can be suppressed by careful selection of cell construction 
materials, adoption of manufacturing quality control practices, restriction of the acceptable range of 
conditions in the operating envelope, and possibly through introduction of stabilizing materials.  
Cathode cation immobilization or pinning can be achieved through application of interlayers or 
dopants, with interlayers composed of doped Ce compounds being typical [9].  Careful control of 
cell processing conditions can eliminate as‐fabricated compositional features that will result in 
more rapid degradation during cell operation.  Examples of control include minimization of 
sintering temperatures and careful handling of materials to prevent cross‐introduction of cations.  
Indirect degradation suppression methods may also exist, such as application of electrocatalytically 
active materials via infiltration, which could mitigate modes that are sensitive to local 
overpotentials.  

Time Dependent Degradation  

The degradation processes occurring at a given operating time are influenced by the cumulative 
history of degradation.  That is, degradation is a function of the total time of operation and the 
unique degradation path that the system has already traversed.  The degradation rates that can be 
expected from cascading processes over long time scales are therefore imprecisely predictable.  
This fact complicates interpretation of any cathode‐related cell failures observed following a step 
change in operating condition or a process upset, as the resulting degradation may not be directly 
correlated to the imposed condition.   Even for two cells operated under identical initial conditions, 
the same cell performance (current density) will not necessarily be observed after the same elapsed 
time unless the exact temporal operating conditions were imposed identically on the cells.  
Therefore, cell failures must be subjected to root cause analysis, with an increase in analytical 
intensity that is proportional to the service time of the stack being analyzed. 

Conclusions and Postulated Mitigations of Cathode Degradation 

Cathode degradation arises from diverse primary and secondary modes.  Although the global 
problem of cathode degradation is complex, consideration of the topic provides some insight into 
general strategies to address the issue in a relatively simple fashion.  Broadly considered, 
mitigation of cathode degradation can occur through a combination of best engineering practices 
and operating protocol.  Best engineering practices can be used effectively to mitigate degradation 
through careful material selection, accurate specification of operating conditions, and verification of 
component compatibility. Operating protocols can be implemented to ensure limits and controls 
are in place for operating stacks to prevent activation of degradation modes that occur principally 
through deviation from standard operating conditions.  Judicious use of cathode interlayers and 
infiltration of electrocatalytically active materials may also help to stabilize cathode performance. 

 



19 

 

Table 2. General approaches to mitigation of cathode degradation.  

Intrinsic Extrinsic

Primary

(direct or single step)
Best Engineering Practices

i) Best Engineering Practices

ii) Operating Protocols

Secondary

(indirect or multi‐step)

i) Operating Protocols

ii) Best Engineering Practices
Best Engineering Practices
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Oxygen Reduction Reaction in Solid Oxide Fuel Cells: An Executive 

Summary of SECA Phase I Results by Srikanth Gopalan (Boston 

University) & Meilin Liu (Georgia Institute of Technology)  

Summary 

The oxygen reduction reaction (ORR) in the cathode is to date a significant source of polarization 
and efficiency loss in a solid oxide fuel cell (SOFC), especially at lower operating temperatures in 
the 600–800 °C.  Depending on the materials set employed, particularly the electrolyte, several 
cathode materials have been used.  However, La1‐xSrxMnO3 (LSM), a predominantly electronic 
conductor, and La1‐xSrxCo1‐yFeyO3 (LSCF), an excellent mixed conductor, have been the principal 
candidates used as SOFC cathodes [1].  Many new materials continue to be investigated. It has been 
long recognized that the structural and compositional changes that occur at the surface of the 
cathode, i.e., gas‐cathode interface, play a key role in the ORR. However, the specific details of the 
role that these factors play has not been clearly elucidated.  Further, a detailed understanding of the 
relationship between the various kinetic parameters related to the ORR, namely, oxygen surface 
adsorption, bulk and surface diffusivities of oxygen to the sites of the electrochemical reduction 
reaction, and the relative importance of triple phase boundaries and gas exposed surfaces of the 
cathode is still emerging. Ultimately, research on cathode materials will need to provide the 
mechanistic link between the compositional and structural changes at the cathode surface to the 
measured kinetic parameters.  Such a linkage is essential to design new cathode materials and 
cathode architectures. 

We present the summary of work accomplished with respect to understanding the ORR and 
reducing cathode polarization losses in two parts. In part I we summarize the infiltration 
methodology developed at Georgia Tech to achieve high performance cathodes.  In part II we 
summarize the patterned electrode methodology used at Boston University to study the kinetics of 
the ORR. 

Enhancing Cathode Performance through Infiltration 

Background 

Polarization due to ORR on cathode still contributes significantly to efficiency loss of SOFC 
operation, more so at lower operating temperatures [2–5]. Our recent study suggests that the 
performance of LSCF cathodes can be enhanced through solution infiltration of a proper surface 
coating. 

Experimental 

A solution infiltration process has recently been developed to introduce a catalyst coating to the 
surface of a pre‐sintered LSCF cathode; the surface coating can be discontinuous (particles) or 
continuous (film) after a subsequent thermal treatment, depending on the specific infiltration 
processes and the catalysts infiltrated. The LSCF cathode is fired at high temperatures to ensure 



21 

 

excellent bonding between the electrode backbone and the electrolyte, excellent connectivity for 
effective conduction of electron and oxygen ion, and good structural stability of the cathode under 
operating conditions. The catalyst/electrode coating introduced by infiltration can be fired at 
temperatures much lower than that needed for the backbone to form the desired phases. The 
interfacial polarization resistance (Rp), long term stability, and cathodic polarization behavior of 
various catalysts‐infiltrated LSCF cathodes were carefully characterized and compared with the   
performance of the LSCF cathode without catalyst infiltration. Further, a semi‐empirical model has 
been developed to explain the performance enhancement of LSM‐coated LSCF cathodes. 

Results and Discussion 

 Dense and Continuous LSM Coating on an LSCF Cathode 

When the surface of a porous LSCF cathode was covered with a dense and continuous LSM coating, 
both performance and stability were enhanced [6, 7]. As shown in Figure 1a, the cell with the 
LSM-coated LSCF model electrode experienced a gradual increase in cell current during the 
testing, which is consistent with the activation behavior of LSM cathode under cathodic 
polarization. In contrast, a continuous degradation in performance was observed for the cell with 
the LSCF cathode without LSM modification. Similarly, the same trend was observed for anode‐
supported cells with a LSM‐coated LSCF cathode at a constant voltage of 0.7 V at 750 °C, as shown 
in Figure 1b. 

To explain the effect of LSM infiltration, we developed a mathematical model for performance 
prediction of the LSM‐coated LSCF cathodes.  Figure 2a shows the trend of the area normalized 
interfacial resistance as a function of oxygen vacancy concentration at different cathodic bias.  LSCF 
clearly has a different trend from LSM, as it is suspected that the trend of LSM leads to improved 
performance under large bias when the LSM is coated with LSCF.  Figure 2b shows the trend of 
interfacial resistance as oxygen vacancy formation is made less favorable by modifying the free 
energy of reaction.  The trend shows an increasing tendency toward larger activation at more 
severe cathodic bias.  Figure 2c and 2d show how the trend of the area‐specific resistance is 
affected by making adsorption and dissociation of oxygen more favorable.  These results indicate 
that the LSM coating is less active at open circuit voltage because it has fewer oxygen vacancies, 
however its activation under large cathodic bias due to larger relative increase in vacancy 
concentration as well as its suspected more favorable adsorption properties make it more active at 
mild cathodic bias.  These modeling trends agree with our experiments in both thin‐films and 
porous, operational cathodes [6].  Further, the LSM coating has dramatically suppressed the 
tendency of Sr segregation toward LSCF surface, thus enhancing the long‐term stability of the 
cathode [8]. 
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Figure 1. Current density of two test cells with and without LSM infiltration as a function of time under a 

constant cell voltage of 0.7 V at (a) 850 °C and approximate cathodic overpotential of ‐0.1 V and (b) 

750 °C and approximate cathodic overpotential of ‐0.12 V [6].  
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Figure 2. (a) Normalized interfacial resistance of LSCF and LSM films, normalized to their respective values 
at OCV. (b) Normalized interfacial resistance associated with tighter oxygen binding associated with lower 
free energy of oxygen reduction assuming current proportional to oxygen vacancy concentration. (c) 
Simulated normalized interfacial resistance versus effective cathodic overpotential for blank LSCF and 

LSCF with modified surface properties when 
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[6].  

Particle Deposition of Catalyst Coating on the LSCF Cathode 

When the surface of a porous LSCF cathode was covered with a discontinuous layer of small 
particles of catalysts, the performance was significantly enhanced as well, including  Sm0.2Ce0.8O1.95‐δ 
(SDC)[9], La0.4875Ca0.0125Ce0.5O2−δ (LCC)[10], and Sm0.5Sr0.5CoO3‐δ (SSC)[11]. As shown in Figure 3, 
when the LSCF cathode was infiltrated with 10 μL of 0.25 mol L−1 SDC, the interfacial resistances 
were 0.074, and 0.44 Ωcm2 at 750 and 650 °C, respectively, with about half of those for the blank 
cathode without modification (0.15 and 1.09 Ωcm2). In addition to visible improvement in electro‐
catalytic activity with a symmetrical cell configuration [10], it is also found that the performance 
and stability of the full cells with the LSCF cathode can be enhanced by a LCC coating, leading to 
~18% improvement in peak power density and stable operation (without observable degradation) 
for over 550 h (Figure 3b). SSC infiltrated LSCF showed noticeable decrease in Rp at 550 °C to 750 
°C.  
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Figure 3. (a) Temperature dependence of interfacial polarization resistance of blank LSCF cathode and 

LSCF cathode with different concentrations of SDC infiltration measured at OCV. (b) Typical long‐term 

stability of the homemade button cells with an LCC‐infiltrated LSCF cathode and a baseline LSCF cathode 

at a constant voltage of 0.8 V at 750 oC.  

 

Doped ceria have been widely used as catalyst materials due to their high ionic conductivity and 
excellent surface exchange and oxygen storage capability [12]. Improved performance is also 
demonstrated in the SDC infiltrated LSM cathodes [13,14]. SDC infiltration may promote the surface 
exchange and diffusion of oxygen on LSCF surface, leading to improved ORR of the cathode. Among 
various dopants, the incorporation of La into ceria can significantly enhance the oxygen transfer 
capability [15]. Although LCC showed pretty low ionic conductivity, the high doping level of ceria by 
La and Ca created high oxygen vacancy concentration. When the LSCF cathode was modified by a 
thin LCC coating, the surface layer with high oxygen vacancy concentration may enhance oxygen 
molecule dissociation into atomic oxygen [16], which may facilitate ORR. Similarly, SSC has shown 
superior electrocatalytic ability at intermediate temperatures [3]. Enhanced ORR in the SSC 
infiltrated LSCF cathodes may be related to the increase in 2PB/3PB and the change of the 
microstructure in the cathode.  

Patterned Electrode Cells for Kinetic Studies of ORR Reaction 

Background 

Oxygen reduction in SOFC cathodes is thought to take place through two parallel pathways, the 
surface transport pathway and the bulk transport pathway.  Each of these involves multiple steps 
including oxygen adsorption, dissociation, electronation, transport through one of two different 
pathways and incorporation at the triple phase (TPB) and/or two‐phase boundaries between the 
cathode and electrolyte.   A schematic is shown in Figure 4. 
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Figure 4. Schematic representation of the oxygen reduction reaction occurring at an SOFC cathode; 

included are both the bulk transport of oxygen ions as well as surface diffusion. 

 

At Boston University, patterned cathode thin films on YSZ electrolyte have been used to measure 
the kinetics of the ORR using impedance spectroscopy.  Appropriate transport models have been 
used to deconvolute the various kinetic parameters associated with the ORR. 

Experimental 

Patterned cathodes on YSZ substrates were deposited using photolithography and sputtering.  An 
SEM micrograph of a typical patterned LCM ((La0.87Ca0.13)0.95MnO3±δ) film on YSZ is shown in Figure 
5. 

 

 

Figure 5. Patterned electrode showing clear pattern of LCM cathode (light) on the YSZ. 
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Cells of the type Porous LCM‐YSZ|YSZ|Patterned LCM and Porous LCM‐YSZ|YSZ|GDC 
barrier|Patterned LSCF (La0.6Sr0.4Co0.2Fe0.8O3‐δ) were fabricated using photolithography and 
sputtering.  The cells were fabricates such that the triple phase boundaries were varied over a wide 
range while the gas exposed cathode area was maintained constant.  The cells were characterized in 
cathodic atmosphere between 600 and 800 °C and in oxygen partial pressures ranging from 10‐5 to 
0.21 atm using impedance spectroscopy. 

 

Figure 6. Inverse polarization resistance as a function of TPB. Note the stronger dependence in the case 

of the LCM films. 

Results and Discussion 

The inverse of polarization resistance measured from impedance spectroscopy is plotted as a 
function of TPB length in Figure 6 at 800 °C.  The far weaker TPB length dependence in the case of 
LSCF versus LCM shows that, in LSCF, the bulk transport pathway in which the TPB length is 
relatively unimportant predominates. By contrast, in LCM the there is a strong dependence of the 
inverse of polarization resistance on TPB length thereby proving that surface diffusion pathways of 
oxygen to the TPB plays a more important role in the case of LCM.  

Further by fitting the impedance results to a suitable model, parameters such as diffusion 
coefficients, oxygen surface coverage, and ORR rate constants can be obtained.  The details of these 
models are not discussed here, but can be obtained from the reference [16, 17].  A very limited 
excerpt of the kinds of kinetic parameters that can be estimated from the impedance plots using 
appropriate transport models are presented below. Figure 7 shows the equilibrium oxygen surface 
coverage in the patterned LCM thin films, and Figure 8 shows the ratio of the surface diffusion to 
the bulk diffusion flux (ν) in LSCF thin films. 
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Figure 7. Equilibrium oxygen surface coverage on LCM films [16]. 

 

As can be seen from Figure 8, the surface diffusion contribution decreases with decreasing oxygen 
partial pressure for LSCF thin films.  This is consistent with increasing oxygen vacancy 
concentrations at lower oxygen partial pressure, which directs more of the oxygen transport in 
LSCF through the bulk diffusion pathways. The ν also decreased with decreasing temperature.  The 
reasons for this are not immediately obvious.  However, ancillary X‐ray evidence suggests that at 
lower temperatures, surface segregation of Sr followed by formation of SrO and eventually SrCO3 
occurs.  It is possible that the presence of these surface phases inhibits surface diffusion of oxygen 
to the TPBs.  This needs to be investigated further. 

 

Figure 8. Dimensionless parameter—surface diffusion flux to bulk diffusion flux in LSCF as a function of 

oxygen partial pressure and temperature [17]. 

 

Thus, the patterned electrode approach combined with modeling allows one to obtain detailed 
kinetics information about the ORR.   
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Specifically by employing a suitable model it is possible to extract parameters such as the surface 
oxygen coverage, the surface oxygen diffusivity, and the forward and backward reaction rate 
constants for electron transfer reactions in the case of a predominantly electronic conductor, and 
the relative importance of the bulk pathway to the surface pathway in the case of mixed electronic 
conductors. 

In the next phase of the project we will attempt to connect these kinetic parameters directly to cell 
level experimental parameters such as overpotentials and interfacial polarization resistances.  More 
details about this work can be found in the references [11–12]. 

Summary 

An experimental and modeling platform to study the ORR and derive kinetic parameters in a 
systematic way using patterned electrodes has been developed at Boston University.  In the next 
phase of this program, we plan to study various other cathode materials as potential backbone and 
infiltrant materials by using the patterned electrode approach.  In particular the backbone material 
will be deposited as the patterned electrode, and the infiltrant material will be deposited as catalyst 
islands on the patterned electrode.  The impedance results combined with a suitable model will be 
used to choose and optimize the best backbone and infiltrant material.  An experimental 
methodology to use an excellent mixed conductor as a backbone and combine it with 
electrocatalysts that promote surface exchange reactions through an infiltration technique has been 
developed at Georgia Tech.  These approaches will be extended in phase II.  In particular a 
methodology to correlate kinetic parameters directly with cell performance parameters will be 
developed.   
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In Situ X‐ray Studies of Solid Oxide Fuel Cell Cathodes by Paul Fuoss 

(Argonne National Laboratory) & Hoydoo You (Argonne National 

Laboratory)  

Summary 

This report is aimed at introducing the capabilities of X‐ray analysis of solid oxide fuel cells and, in 
particular, their cathodes under conditions that closely approximate those of operating fuel cells 
(i.e., in operando measurements). The report provides a high level introduction to X‐ray techniques 
and then highlights several findings derived from the application of X‐ray techniques to in operando 
studies of   La1‐xSrxMnO3 (LSM) and La1‐xSrxCo1‐yFeyO3 (LSCF) cathode materials to help illustrate 
their use.  

Key findings of the SECA effort to study cathodes with X‐ray techniques include: 

 Significant structural rearrangements occur in SOFC cathodes at high temperature and with 
changes in oxygen partial pressures. 

 In operando measurements are necessary since quenched samples do not always reflect surface 
configurations under operating conditions. X‐ray techniques provide this capability. 

 X‐ray diffraction techniques can be used probe the local oxygen vacancy concentration and the 
local activity of cathodes. 

 X‐ray spectroscopy techniques reveal the oxidation state and local coordination geometry of 
active species. 

 X‐ray measurements using laboratory‐based sources are effective at providing long‐term, in 
operando information about SOFC cathode structural evolution. 

Introduction 

A solid oxide fuel cell (SOFC) has only three active components: 1) the anode where fuel is used to 
produce charged oxygen vacancies (VO••), 2) the electrolyte that transfers the VO•• to the cathode 
while preventing the transfer of electrons, and 3) a cathode that uses oxygen to annihilate the VO••.  
However, a detailed examination of these active components reveals surprisingly complex and 
dynamic processes, at least at the elevated temperature and near atmospheric pressure of SOFC 
operating conditions. The important processes occur on a variety of length scales from atomic (e.g., 
catalytic decomposition of oxygen) to many microns (e.g., the porous cathode microstructure), and 
on time scales that range from the very fast (e.g., surface segregation) to very slow (e.g., grain 
growth in components). While the overall features of these processes can be deduced from ex situ 
measurements (e.g., X‐ray photoemission spectroscopy or transmission electron microscopy), their 
potential dynamic response to changes in operating conditions makes the generalization of those 
results questionable without in operando verification. 

X‐ray techniques are unique in their ability to perform in situ and in operando studies of materials 
properties and processes. When coupled with high energy synchrotron radiation sources, X‐rays 
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can penetrate through high pressure atmospheres and microns‐to‐millimeters of most oxide 
materials. This allows atomic‐level investigation of structure and properties under elevated 
temperature environmental conditions relevant to SOFC operation. On the other hand, if desired, X‐
ray reflectivity from planar samples can be used to limit the penetration of the X‐rays to just the 
surface of the sample. Finally, the high intensity of X‐rays enables real‐time measurement and 
spatially resolved imaging of critical materials processes. While X‐rays are generally useful for 
studying all of the components of a SOFC, this report focuses on determining the structure and 
chemical state of cathode models, the time evolution of those properties, and how those properties 
relate to performance of a SOFC. We start with a brief introduction to the relevant X‐ray techniques. 
This introduction is aimed at orienting the reader and providing pointers to more complete 
reference materials. After introducing the X‐ray techniques, we will highlight several findings 
derived from the application of X‐ray techniques to in situ studies of La1‐xSrxMnO3 (LSM) and La1‐
xSrxCo1‐yFeyO3 (LSCF) cathode materials to help illustrate their use. 

X‐ray Techniques 

X‐ray techniques have a long and rich history, and there are a number of excellent textbooks 
describing the application of X‐ray techniques to materials science problems [1, 2]. Up until the 
development of broadband synchrotron radiation sources (e.g., Argonne National Laboratory's 
[ANL] Advanced Photon Source), X‐ray techniques were centered around X‐ray diffraction.  
However, the capabilities of X‐ray techniques have been greatly extended by the very high 
brightness and energy tunability of synchrotron X‐ray sources based on high‐energy electron 
storage rings, and some of these relatively new capabilities have been described by Als‐Nelson and 
McMorrow [3]. Our goal here is to highlight techniques that are of particular usefulness in the study 
of the mechanisms and operation of SOFCs. 

X‐ray Reflectivity 

The use of X‐ray reflectivity to convert conventional X‐ray techniques into surface sensitive probes 
has greatly expanded their range of use [4, 5]. X‐rays have an index of refraction that is slightly less 
than unity [6]. Thus, an X‐ray beam entering a flat sample, is refracted towards the surface (see 
inset in Figure 1). As the grazing angle is reduced to the “critical angle,” the refracted wave travels 
parallel to the surface. Below the critical angle (αc), the X‐rays are almost totally reflected from the 
surface as shown for LSM in Figure 1. Since the X‐rays are refracted out of the sample, the X‐ray 
intensity decreases rapidly as a function of depth with an exponential decay. The dependence the 
penetration length as a function of grazing angle is also shown in Figure 1. It is clear that at shallow 
grazing angles below the critical angle for total X‐ray reflectivity (the inflection point of the X‐ray 
reflectivity curve), X‐rays only penetrate a few nanometers into a smooth thin film. By changing the 
grazing angle by only a few tenths of a degree, X‐rays can be used to probe either the surface region 
or bulk properties of a thin film.  
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Figure 1. The calculated effect of X‐ray refraction on 24 keV X‐rays incident at grazing angle on a flat 

La0.7Sr0.3MnO3 surface. 

 

As the incident angle is increased out of the total reflection regime, X‐ray reflectivity measurements 
become sensitive to both long‐range structures in the thin film (e.g., the period of a superlattice or 
the thickness of a thin film on a substrate), and the sharpness and roughness of both the surface 
and buried interfaces. For example, Figure 2 shows the X‐ray reflectivity from an LSM film grown 
on SrTiO3 (STO) as a function of temperature.  Short period oscillations are clearly present in the 
data at 30 °C and 400 °C that disappear by 700 °C. These oscillations result from interference 
between the bottom and top layers of the LSM film and their disappearance indicates that the 
interfaces are becoming rougher as a function of temperature. A smoother surface (i.e., the 
oscillations reappear) can be recovered when the temperature is reduced. This result demonstrates 
that there are significant structural rearrangements taking place during temperature cycling of 
SOFC cathodes and that measurements on quenched samples may not accurately capture surface 
configurations under operating conditions.  
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Figure 2. The X‐ray reflectivity of a 20 nm thickness film of La0.7Sr0.3MnO3 on a DyScO3 substrate in 150 

Torr of O2 (equivalent to atmospheric pressure air) as a function of temperature. Note that the 

oscillations get weaker as the temperature is raised, indicating that the interfaces are becoming rougher 

or that interdiffusion is occurring at the LSM‐DSO interface. 

 

Quantitative measures of the roughness can be determined by fitting the reflectivity data and the 
lateral size of the roughness can be determined by looking at the rocking dependence of the 
reflectivity. Using these types of measurements, X‐ray reflectivity has proven to be a powerful in 
situ probe of film roughening and interdiffusion. van der Lee has written an extensive review of the 
use of X‐ray reflectivity to study the structure of materials [7]. The Center for X‐Ray Optics (CXO) at 
Lawrence Berkeley National Laboratory has an extremely useful website that can be used to model 
reflectivity from a variety of materials and structures [8]. 

Grazing Incidence X‐ray Scattering 

The use of grazing incidence X‐ray scattering (GIXS) has become a routine surface analysis 
technique. In the GIXS geometry (shown in Figure 3), the incident X‐ray beam strikes the sample at 
a small grazing angle. As just discussed, by tuning the grazing angle a slight amount, X‐ray 
scattering measurements (e.g., powder diffraction) can be performed as a function of depth.  The 
use of GIXS to study the surface structure of thin films has been employed to study surface structure 
(e.g., Robinson et al. [9, 10]), crystal growth in reactive environments (e.g., Fuoss and coworkers 
[11–13]), and the study of surface catalytic reactions (e.g., You and coworkers [13, 14]).  There have 
been a number of good reviews of the technique. Fuoss and Brennan is an early review that 
discusses application to a variety of materials science problems [15]. Renaud et al. is a review 
focused on the use of GIXS to study larger surface structures such as nanoparticles [16].   
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Figure 3. The grazing incidence scattering (GIXS) geometry. The X‐rays are incident at a grazing angle α 

and detected at a different grazing angle γ. (b) The resulting relationships in reciprocal space. 

 

For analysis of surfaces, buried interfaces and very thin films, crystal truncation rod analysis is a 
powerful technique that allows, for example, the measurement of the roughness of a particular 
crystalline component of a surface or buried interface (compared with reflectivity that measures 
the roughness of the atomic density). For an infinite crystal, the Bragg diffraction spots are points in 
reciprocal space. However, if the crystal is cut, creating a surface, streaks of intensity perpendicular 
to the surface are added to every Bragg reflection. Since these streaks are due to truncating the 
crystal, they are typically referred to as crystal truncation rods (CTRs). The dependence of the CTR 
intensity with distance away from a Bragg point is very similar to that of an X‐ray reflectivity 
measurement except that only the aligned crystalline portions of the sample contribute to the CTR. 
For a simple surface, Figure 4 shows a schematic representation of the difference between a rough 
and smooth interface.  
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Figure 4. Schematic representation of the crystal truncation rod (CTR) from a smooth and rough 

interface. 

 

The shape of the CTR perpendicular to the surface normal  (e.g., along H or K when L is 
perpendicular to the surface) also contains a great deal of information about surface structures. 
Schematic line shapes (e.g., rocking curves) of a few simple surfaces are shown in Figure 5. Since 
the CTRs are perpendicular to the surface, an undulating surface causes a broadened rocking curve 
(Figure 5c) and a miscut surface causes satellites (Figure 5d). In the latter case, the higher order 
satellites can be thought of as coming from Bragg peaks with larger L (e.g., the 113) or as diffraction 
from a periodic array of steps.  The interpretation of more complex structures has been discussed 
in an excellent review of the use of CTR analysis by Robinson and Tweet [18] and Vlieg has 
published a CTR data analysis package [19].  
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Figure 5. Schematic profiles of the CTR at the anti‐Bragg position. In particular, note the splitting in (d) 

that arises because the CTR's are perpendicular to the surface and not aligned with the reciprocal lattice 

of the crystal. 

 

As a simple yet practical example, Figure 6 shows the CTR from a thin film of LSM on STO as a 
function of oxygen partial pressure (pO2). Similar to the X‐ray reflectivity data in Figure 2, there are 
oscillations present that reflect the thickness of the film. As the pO2 is reduced, these oscillations 
become less intense, indicating that the interfaces are becoming rougher (this behavior is 
reversible). In addition, the LSM Bragg peak at roughly 2.05 (in room temperature indices) shifts to 
slightly lower L indicating that the lattice parameter of the film is increasing. In other systems that 
depend on catalysis, such structural rearrangements have been shown to have important catalytic 
implications. In particular, the reversible incorporation and segregation of Pd in automobile 
catalytic converters reduces the amount of Pd required by over an order of magnitude [17].  While 
there is currently no evidence that the same effect occurs in SOFC cathodes, the presence of 
temperature dependent surface structures may impact the design of degradation resistant 
cathodes.  
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Figure 6. The (02L) crystal truncation rod (CTR) of a 20 nm film of La0.7Sr0.3MnO3 on a DyScO3 substrate at 

900 °C as a function of oxygen partial pressure. Note that the oscillations get stronger as the pO2 is 

raised, indicating that the interfaces are becoming smoother. 

Small Angle X‐ray Scattering 

Typically, cathodes for SOFCs are made by sintering small particles into porous films. The resultant 
size (and size distribution) of both the remaining particles and the pores in the films can be non‐
destructively measured using small angle X‐ray scattering (SAXS) [16, 20, 21]. From SAXS data, 
quantitative information about the average particle size, particle size distribution and the surface‐
to‐volume ratio can be extracted. Standard SAXS measurements that use a 2‐D detector provide 
structural information at length scales of 1–100 nm. This range of sizes is often too small for the 
porous cathode materials relevant to SOFCs and ultra small angle X‐ray scattering (USAXS) needs to 
be measured [22].  In order to discriminate the ultra‐small angle diffraction from the intense main 
beam, a multiple‐bounce channel cut monochromator is used to precisely shape the incoming beam. 
Then, another set of channel‐cut crystals is used to analyze the beam scattered from the sample. A 
typical setup for USAXS is schematically shown in Figure 7. 

In general, small angle X‐ray scattering measures the absolute value of deviations from the average 
density. Thus, SAXS cannot differentiate between positive and negative fluctuations in density, and 
the derived characteristic lengths represent those of void spaces as much as of the actual particles 
within the cathode material. Since a SOFC cathode is typically made from sintered powders that 
form a rather dense interconnected network, the spatial fluctuation in density is primarily caused 
by the void space. As a result, the SAXS intensity is dependent on the pore size distribution. 
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Figure 7. A typical ultra‐small angle X‐ray scattering instrument layout. The use of Bragg collimators 

produces a very low divergence X‐ray beam with a very sharp angular distribution. 

 

The SAXS intensity, typically presented in a log‐log plot, can be divided into two angular ranges in 
and analyzed with a dilute, two‐phase model. In the low Q region, the SAXS intensity typically 
shows a sharp drop off (or “knee”) corresponding to the average size of the scattering object. 
Analysis of that peak allows the extraction of an average particle size (or pore size in dense 
materials) using the familiar scattering relationship I(q) ן expሺ‐q2R2/3ሻ where q=4πsin(θ)/λ, θ is 
one half of the total scattering angle, and λ is the photon wavelength. In the high Q region, the SAXS 
intensity follows a power‐law with a slope of ‐4 (‐3 when radially integrated), known as Porod’s 
law. This allows the extraction of surface‐to‐volume ratio. With detailed analysis and modeling, 
internal surface area and void volume size distributions can be extracted from the data.  

In USAXS, the X‐ray beam size can be varied in the range between 2×1׽ mm to 200×15׽ um and 
scanned over different areas of the sample. Sample homogeneity and thickness are the main 
concerns for sample preparation. Multiple layer structures complicate the analysis, so the sample 
should be as homogenous as possible along the beam path. The sample also has to be the correct 
thickness to produce sufficient scattering intensity while not attenuating the X‐rays. The ideal 
sample thickness depends on the X‐ray energy, but is in the order of ~10 μm for X‐ray energies of 
10–17 keV. Because of these requirements, either microtoming [22, 23] or thin layer printing on 
low atomic number single crystal substrates is needed for SOFC sintered cathode samples. Despite 
the special sample preparation and the resultant uncertainties in data analysis, USAXS 
measurements non‐destructively average over a large volume of the sample and can be performed 
with the sample at elevated temperatures under conditions that simulate fuel cell operation. Thus, 
USAXS measurements are well suited to determining changes in the internal morphology of a 
cathode and correlating those changes in performance. 

X‐ray Spectroscopy 

Total‐Reflection X‐ray Fluorescence Analysis 

Since the chemical reactivity of materials is often controlled by the surface or by nanoparticles on 
the surface, it is of particular importance to understand the surface and near surface composition of 
cathodes. For planar structures, this can be accomplished by combining total external reflection of 
X‐rays and X‐ray fluorescence analysis.  The combined technique, referred to as total‐reflection X‐
ray fluorescence analysis (TXRF), is sensitive to the top ≈5 nm of a film and is commonly used in the 
semiconductor industry to examine cleanliness of surfaces [24, 25].   
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The X‐ray absorption process is dominated by deep, tightly bound electrons in atoms [26]. Figure 8 
shows the two deepest energy levels for Sr and a typical absorption process. As the X‐ray photon 
energy is increased above binding energy of a K‐shell electron, there is a sharp jump in the X‐ray 
absorption coefficient. The X‐ray removes a K‐shell electron and the atom relaxes by dropping a 
higher shell electron (e.g., an L‐shell electron) into the K‐shell. To conserve energy, this relaxation 
either requires the X‐ray fluorescence emission of another X‐ray (in this case with an energy of 
14,165 eV) or an Auger electron. Since the atomic levels in an atom are mainly determined by the 
atomic number of the atom and are unique to that element, X‐ray absorption spectroscopy is 
routinely used to identify impurities and to determine composition in materials. This technique 
commonly measures X‐ray fluorescence intensities using an energy dispersive X‐ray detector and 
fits the resultant spectra to the known X‐ray fluorescence lines. A very useful compilation of X‐ray 
absorption information including the location and relative intensity of the fluorescence lines is 
available in a free publication from the Center for X‐Ray Optics at Lawrence Berkeley Laboratory 
[27].   

 

Figure 8. A schematic of the electron binding levels in Sr. A common X‐ray absorption and decay process 

would be for a high‐energy photon to excite a K‐shell electron to the continuum. An L‐shell electron 

then decays, emitting a characteristic Kα photon. The probability of absorption is modulated by reflected 

electrons from the neighboring atoms leading to extended X‐ray absorption fine structure (EXAFS). 

 

Because of the importance of surface composition to the cathode oxygen reduction reaction, the 
ANL team has adapted TXRF to the study of the surface composition of LSM under conditions 
modeling the operation of a SOFC cathode [28]. These results will be discussed in detail in the 
examples section, but Figure 9 shows a typical result from a La0.7Sr0.3MnO3 film on a DyScO3 
substrate chosen to minimize interference between the substrate and film fluorescence lines. The 
intensity of the Sr line (blue dots) is higher than the La line at small grazing angle and indicates a 
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surface enhancement of Sr. This difference can be quantitatively analyzed to extract the Sr 
concentration averaged between the surface and a depth Λ (see top scale). 

 

Figure 9. The X‐ray fluorescence intensity of Sr and La (both normalized to the same height) from a 16 

nm La0.7Sr0.3MnO3 film on DyScO3 measured at 700 °C and in 150 Torr pO2. The Sr composition as a 

function of depth is determined from the relative intensities of Sr and La. 

X‐ray Absorption Near‐Edge Structure 

X‐ray absorption spectra contain essential information about the oxidation state, local coordination 
geometry, and electronic structure of the absorbing atom. As shown in Figure 10, at specific 
energies corresponding to the core energy levels of an absorbing atom, sharp increases in the 
absorption are observed due the resonance transition of the core electron into empty density of 
states. This X‐ray absorption can be measured using the X‐ray transmission coefficient, the X‐ray 
fluorescence intensity or the total electron yield depending on the type of sample and the sample 
environment. X‐ray transmission measurements are most common, but require samples to be a 
specific thickness (on the order of 10–100m) for each of the elements of interest to optimize the 
sensitivity.  X‐ray fluorescence is used on thin or dilute samples. Electron yield can be used for 
surface sensitivity in UHV environments. 
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Figure 10. Typical XAF data. E0 indicates the absorption edge energy. Inset: a photoelectron emitted 

from the X‐ray absorbing atom (black) is diffracted from the surrounding atoms (blue) and modulate the 

absorption spectrum in the EXAFS region. 

 

X‐ray absorption spectra can be divided into two regions. A typical example is schematically shown 
in Figure 10.  The spectrum close to the edge energy is called the X‐ray absorption near edge 
structure (XANES) and the energy region extending 500–1000eV above the edge is called the 
extended X‐ray absorption fine structure (EXAFS). XANES contains the sharply increasing 
absorption edge, while EXAFS has gently modulated absorption that decays at higher energies. 

 XANES is due to the electric transition from a core state to an unoccupied state and can, in 
principle, be described by Fermi’s Golden Rule. However, due to the presence of the core hole 
created during the absorption process, the final electronic state of the system is different from the 
initial state before the transition, which greatly complicates the calculation of XANES from first 
principles. The electric transition can be approximated by a dipole transition in the first order, and 
thus follow dipole selection rules. But for K edges, a quadrupole transition also needs to be 
considered. 

XANES spectra contain information about the oxidation state, local coordination geometry and the 
electronic structure of the absorbing atom. At higher oxidation state, the edge energy increases due 
to the tighter binding of the core electrons. The amount of edge shift can be compared with 
standards for a rough measure of oxidation state. The shape of the edge changes with the local 
coordination geometry around the absorbing atom since that coordination affects the electronic 
structure. A quantitative interpretation of XANES data is difficult due to the lack of good 
computational tools, but progress is being made in this field [29, 30]. However, we can still obtain 
qualitative information about the oxidation state, otherwise difficult to obtain, from the XANES 
spectra. The application of XANES on ceramics has been reviewed by Tanaka [31] and the 
interpretation of 3‐D metal XANES pre‐edge structures has been discussed in a paper by de Groot 
[32]. 
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Extended X‐ray Absorption Fine Structure 

The difference between the incident X‐ray energy and the edge energy imparts kinetic energy to the 
excited core electron, which becomes a photoelectron that scatters from neighboring atoms. From a 
quantum mechanical point of view, the absorbing atom is the origin of a propagating photoelectron 
wave, while the neighboring atoms are point sources of the backscattered electron waves. EXAFS 
arises from the modulations in the X‐ray absorption resulting from the interference between the 
propagating and the backscattered waves (see schematic in Figure 10). Because of this interference, 
X‐ray absorption increases or decreases depending on the photoelectron wavelength. Therefore, 
the modulation in X‐ray absorption can be simply modeled by scattering of the photoelectron from 
muffin‐tin type atomic potentials. The main feature of EXAFS can often be obtained in the single‐
scattering plane‐wave approximation [33]. Detailed analysis of EXAFS data are routinely performed 
by employing full multiple‐scattering spherical‐wave calculation using FEFF code [34]. In contrast 
with XANES, therefore, EXAFS has a solid framework for quantitative data analysis. 

EXAFS contains information on the distance, coordination number and the type of neighboring 
atoms around the absorbing atom. EXAFS can be obtained from the normalized XAS data by 
subtracting a smooth background function and is plotted as a function of the wave number k, 
obtained from the photoelectron kinetic energy using the de Broglie equation. Neighboring atoms 
at a specific distance away from the absorbing atom contributes a damped sine wave term to the 
EXAFS signal. The amplitude of this sine term is dependent on the number and type of neighboring 
atom and its period is simply related to the interatomic distance. 

Application Examples 

Surface Structure and Chemistry 

Many of the surfaces of perovskite materials such as LSM and LSCF are polar and, because of long‐
range electric fields, cannot be abruptly terminated [35]. That is, the material must eliminate the 
surface charge by a structural reconstruction (e.g., eliminating a portion of the surface atoms), 
changing the surface composition (e.g., by surface segregation), or by a chemical modification (e.g., 
changing the valence of surface atoms). There are many studies indicating that the surface 
composition of LSM and LSCF films can be significantly different than the bulk composition.  For 
example, Kumigashira et al. [36] found significant Sr enrichment at the surface of LSM and van der 
Heide [37] found significant Sr enrichment in a variety of La1‐xSrx films with the perovskite 
structure.  

For SOFCs, there is evidence that changes in the surface composition can markedly impact the 
electrochemical performance of a cathode. For example, Bauman and coworkers [38] demonstrated 
significant bias‐induced changes in the resistance of an LSCF film. A cathodic treatment decreased 
the resistance while an anodic treatment increased the resistance. From XPS measurements, these 
resistance changes were correlated with an increase in Sr surface composition with cathodic 
treatment and a corresponding decrease with anodic treatment. However, it is not clear from XPS 
studies at very low pO2 what the equilibrium state of the surface is under operating conditions. 
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Thus, the Argonne team conducted a study of the equilibrium segregation of A‐ and B‐site 
constituents in LSM and LSCF as a function of pO2 and temperature. 

Using TXRF, Fister et al. determined the amount of Sr surface segregation as a function of 
temperature and pressure for La0.7Sr0.3MnO3 [28].  An example of an individual measurement is 
shown in Figure 9 and a summary of those results is shown in Figure 11. In Figure 11, we show 
results from a 16‐nm‐thick La0.7Sr0.3MnO3 (LSM) film on DyScO3 for pO2 = 0.15 – 150 Torr (the pO2 
of atmospheric pressure air is ≈150 Torr) at 300, 500, 600, 700, and 900 ˚C. The Sr surface 
concentration is observed to exceed the bulk stoichiometry xSr = 0.3 at all temperatures and pO2 
conditions. There are two distinct trends displayed in Figure 11, the amount of Sr surface 
segregation decreases with higher oxygen partial pressure and higher temperature. To highlight the 
pO2‐dependence, segregation isotherms are given in Figure 11a. The same data is recast in Figure 
11b as an Arrhenius plot to emphasize the temperature dependence for each pO2.  

 

 

Figure 11. (a) Sr surface region concentration vs. oxygen partial pressure at T = 300–900 °C. (b) Sr 

surface enrichment as a function inverse temperature for a variety of oxygen partial pressures. The 

quantity s denotes the Sr/La ratio integrated over the first 2 nm, while b is the bulk ratio, i.e., 3/7. The 

lines are linear fits to equilibrium data taken between 500 and 900 °C. 
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As seen in Figure 11a, Sr surface segregation is a function of the oxygen partial pressure, but some 
degree of segregation is present at all experimental conditions. The pO2‐dependent enthalpy of 
segregation Hseg can be extracted from the Arrhenius plot shown in Figure 11b. According to the 
McLean model, equilibrium surface segregation has an exponential dependence with inverse 
temperature [39]. In Figure 11b, the deviation from linearity of the outlying 300 °C data indicates 
that achieving thermodynamic equilibrium requires longer equilibration time than the typical one 
hour used in our experiments.  Equilibrium was established, however, at all higher temperatures. 
The enthalpy of segregation values for pO2 = 1.5 – 150 Torr were calculated from the linear slopes 
in Figure 11b and are shown in Figure 12.  

 

Figure 12. Enthalpy of Sr surface segregation as a function of pO2 for La0.7Sr0.3MnO3. 

 

In agreement with Herger et al. [40] the exothermic heat of segregation is relatively small; however, 
Fister observed a systematic variation in Hseg, with values varying from ‐9.5 to ‐2.0 kJ/mol with 
increasing pO2. This large variation in the enthalpy of segregation, combined with the significant 
equilibration times at lower temperatures, suggests that the surface composition of LSM measured 
at room temperature is highly sensitive to thermal history, and in situ measurements are important 
for understanding segregation behavior in LSM at the high temperature conditions relevant to SOFC 
operation.  

The segregation behavior of LSCF is potentially more complicated for two reasons. First, 
segregation can occur on both the A site (La,Sr) and B site (Co,Fe). In addition, there can be rapid 
and significant changes in the bulk cation vacancy concentration that are not allowed in LSM 
because of its lack of ionic conductivity. ANL researchers have determined using TXRF that Sr 
segregation occurs in La0.6Sr0.4Co0.2Fe0.8O3 but, unlike the case of LSM, there is essentially no 
dependence on pO2.  

In addition, the ANL team has found that Co segregates to the surface of LSCF at elevated 
temperature under normal atmospheric conditions (see Figure 13) [41]. This segregation is slightly 
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enhanced by a cathodic potential and is strongly suppressed by the application of an anodic 
potential. 

 

Figure 13. An overview of the sample geometry for examining the dependence of vacancy concentration 

as a function of electrochemical potential and oxygen partial pressure. 

Oxygen Surface and Interface Exchange 

Studies of the lattice parameter of a cathode material like LSCF can reveal a great deal about the 
underlying mechanisms and dynamics of charge transport because there is a well defined 
correlation between the lattice parameter and vacancy concentration [43]. In particular, the 
concentration of VO•• in the LSCF layer (see Figure 14) is determined by concentration gradients 
across the LSCF surface (controlled primarily by ORR), and by the gradient across the buried 
interface between LSCF and the electrolyte (or buffer layer). For a given current through the 
structure, the LSCF vacancy concentration will reach steady state and the LSCF film will have a well‐
defined lattice parameter. When the current is changed, there will be a period where the vacancy 
concentration is changing and reveals further information about the relative kinetics of the surface 
ORR and transport of VO•• across the buried interface. Unlike other surface exchange coefficient 
measurements, these measurements provide a high spatial resolution determination of film 
activity. 
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Figure 14. The sample geometry used for dynamic lattice parameter measurements performed by the 

ANL group. 

 

Ingram and coworkers have made static and dynamic measurements of the lattice parameter of 
LSCF as functions of temperature, pO2, and electrochemical bias [44]. Using ≈20 nm thick epitaxial 
films of LSCF deposited on a ≈5 nm gadolinium‐doped ceria (GDC) buffer layer grown on (001) YSZ, 
they attached electrodes to the sample (see Figure 15) and measured the position of the LSCF (004) 
Bragg peak and, indirectly, the change in oxygen vacancy concentration. In addition, information 
about the relative conductivities of the LSCF film and the YSZ substrate can be determined from 
measurements as a function of the lateral distance from the Pt electrode.  

 

Figure 15. The normalized cobalt and nickel fluorescence signals from a La0.6Sr0.4Co0.2Fe0.8O3 film on 

yttria‐stabilized zirconia for three different electrochemical conditions. The data indicates that cathodic 

bias favors cobalt segregation. 
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The device structure shown in Figure 15 can be characterized by measuring i‐V curves, an example 
of which is shown in Figure 16 for two different oxygen partial pressures. The lower cathodic 
saturation current for lower oxygen partial pressures is consistent with the surface ORR being the 
rate limiting step, as expected.  

 

Figure 16. The i‐V curve of the LSCF sample grown on GDC/YSZ(001) as described in the text. The data, 

taken at 600 °C is fit with the Butler‐Volmer relation yielding the charge transfer coefficients indicated 

for the cathodic condition. 

 

Figure 17 shows the Bragg peak shift observed as a function of varying the applied potential at 
600 °C at 1.3 mm from the platinum electrode. The increase in lattice parameter under cathodic 
potential shows that not only is the surface ORR limiting the conduction, it is significantly slower 
than the vacancy transfer rate at the buried interface. The relative rates of vacancy transport across 
the interfaces can be further explored by examining the time dependence of the lattice parameter.  
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Figure 17. The LSCF Bragg peak shift as a function of applied potential at 600 °C and 1.3 mm from the 

platinum top electrode. 

 

Figure 18 shows the time dependence of the Bragg peak shift and demonstrates that the lattice 
parameter of the film responds in less than 1 second to the change in potential.  From data not 
presented, the active area of the charge transfer for the sample geometry in Figure 15 is 
approximately 0.1 cm2. Using the measured current of 0.05 mA, this results in a current density of 
0.5 mA/cm2 or ≈1.6×1017 VO•• second/cm2. For a 20 nm thick film, there are ≈6×1018 oxygen 
sites/cm2.  Thus, for an La0.6Sr0.4Co0.2Fe0.8O3‐δ sample, the maximum δ can change in 1 second is 
estimated at ≈0.08.  This is comparable, but larger, than the estimated δ of 0.05 (see the inset of 
Figure 17) and much of the initial current is dedicated to building up an oxygen vacancy reservoir 
in the LSCF cathode. From measurements such as this, the ANL group is attempting to determine 
the impact of processes at the various interfaces and to test models of charge transfer in SOFC 
structures.  
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Figure 18. The LSCF (004) Bragg peak position change with an abrupt ‐1 V applied potential at 50 

seconds. The sample was at 600 °C in a partial pressure of 150 Torr and the data was acquired 0.3 mm 

from the platinum electrode. The inset shows the steady state rocking curve before and after the 

potential change. 

In Situ Study of Operating Fuel Cells 

While the ANL group has concentrated on rapid time resolved measurements, Hardy et al. [45] 
from Pacific Northwest National Laboratory have demonstrated that a laboratory X‐ray source can 
be used to monitor the evolution of cathodes in an operating fuel cell. Using a conventional X‐ray 
source, they measured six diffraction peaks every hour and 120 diffraction peaks every 20 hours 
from a LSCF‐based SOFC during operation at 750 °C. Figure 19 shows the power density of the SOFC 
along with a measure of the change in X‐ray diffraction peaks called the “Similarity Index”. This 
index indicates that all of the diffraction peaks are evolving in a slow, consistent manner towards 
lower Bragg angle or increased lattice parameter. 
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Figure 19. A comparison of the trend of X‐ray diffraction patterns (Similarity Index) with the 

performance of an LSCF based SOFC. 

 

Using Rietveld refinement, Hardy et al. determined the lattice parameter as a function of time from 
the LSCF cathode. This refinement, shown in Figure 20, demonstrates that the lattice parameter of 
LSCF slowly changes at operating conditions and is consistent with gradual loss of Sr under typical 
SOFC operating conditions.  
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Figure 20. The lattice parameter for a LSCF cathode determined by Hardy et al. from X‐ray diffraction 

data determined in situ from a SOFC operating at 750 °C. 

Valence State 

The catalytic and ionic conductivities properties of SOFC cathodes are expected to depend strongly on the 
valence state of the B-site atoms. Chang and coworkers have carried out extensive in situ XANES studies 
of the valence state of B-site atoms in LSM and LSCF [41].  For in situ electrochemical and X-ray 
measurements, PLD film cathodes were prepared with two contact electrodes and the sample 
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configuration is illustrated in Figure 21. Two parallel flattened platinum wires were pressure-contacted 

~1 mm from the edge of a 1010 mm2 sample. The samples were then held at 700 °C with a constant 
electrochemical potential for 80–85 hours. The potential was applied between an “active” platinum wire, 
i.e., working electrode (WE), and the counter electrode (CE). The second “inactive” wire, 8 mm away 
from the “active” wire, was used to monitor the surface potential. For the X-ray measurements, that X-ray 
beam direction was aligned parallel to the Pt wires on the sample. They aimed to find structure/potential 
correlations by looking for features that only occurred under the active wire.  

V

V

VV

VV

active wire
(working electrode)inactive wire

counter electrode  

Figure 21. A schematic of the sample configuration for the in situ X‐ray spectroscopy measurements. 

 

Chang and coworkers saw reductions of Co and Fe valence in the Co and Fe XANES spectrum under the 
active wire as illustrated in Figure 22. Only the bulk Co XANES is shown because it is identical to the 
surface Co XANES. The Co XANES spectrum indicates that the local structure around the Co is spinel-
like (seen by 3 split peaks in the derivative of the XANES) rather than perovskite, suggesting that the Co 
is already reduced. Under the active wire, the Co XANES edge is shifted to lower energy, implying 
further reduction in the oxidation state. Fe is also slightly reduced under the active wire, which can be 
seen by the widening of the peak in the Fe XANES.  In this way, XANES can be used to characterize the 
oxidation state of cathode materials. 
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Figure 22. Co and Fe K‐edge X‐ray absorption near‐edge structure (XANES) data for La0.6Sr0.4Co0.2Fe0.8O3 

samples held under a constant electrochemical potential of ‐1V. 

 

There is significant interest in infiltrating a second species into a porous cathode to improve the 
electrochemical performance of the cathode. For example, LSM is known to be a better oxygen 
reduction catalyst than LSCF while LSCF is a better ionic conductor. Thus, a thin layer of LSM on 
LSCF might create a higher performance cathode. To help understand these possibilities, Chang and 
coworkers deposited a thin layer of LSM on top of LSCF films grown on YSZ(111) substrates to 
model infiltration. While the LSM layer was too thin to be measured with X‐ray reflectivity, the 
TXRF showed evidence of surface Mn even after annealing which suggests that the LSM layer did 
not diffuse into the LSCF film. In contrast to LSCF/YSZ(111) without the LSM layer, the surface Co 
XANES of these samples show an edge shift, indicating that the Co is reduced, but the local structure 
around the Co remains perovskite instead of transforming into spinel as shown in Figure 23. This 
Co XANES spectrum is consistently found in the samples under both anodic and cathodic 
conditions, and, unlike LSCF/YSZ(111) spectra, was constant across the surface, showing that it 
does not have a strong potential dependence. Thus, measurements indicate that Co chemistry is 
significantly changed when a thin LSM film is added to the top of an LSCF thin film. 
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Figure 33. Bulk and surface Co XANES for an LSCF cathode treated with the thin addition of an LSM layer. 

Measurements under cathodic and anodic potential indicate that the Co chemistry is significantly 

different than that of an LSCF cathode without an LSM layer. 

Concluding Remarks   

Synchrotron radiation sources have revolutionized X‐ray science and led to the development of 
powerful new structural and chemical probes of materials processes and systems. These new X‐ray 
techniques offer a unique ability to probe within the complex structures and reactive environments 
of solid oxide fuel cells. The SECA program has made significant strides in understanding the 
cathode interface structures at operating temperatures in typical atmospheres. Using total 
reflection X‐ray fluorescence analysis, the program has demonstrated that Sr and Co segregation 
are intimately linked to the oxygen vacancy concentration and the electrochemical loading of the 
cathode. Using the unique ability of X‐rays to probe deeply into the material, the composition of Sr 
at the interface between the cathode and the electrolyte has been studied.  Using X‐ray 
spectroscopy techniques, the program has developed a more complete understanding of the 
chemical state of the cathode as important operating parameters like temperature, oxygen partial 
pressure, and electrochemical loading are changed. The most recent results have demonstrated that 
there are large, dynamic lattice parameter changes that occur as the electrochemical loading on the 
cathode changes. These lattice parameter shifts can be used to identify the rate‐limiting oxygen 
exchange behavior of within model SOFC structures. Long‐term evolution of the lattice parameter 
of cathodes in operating fuel cells has been followed using conventional, laboratory‐based X‐ray 
sources and this capability has potential for probing degradation mechanisms. 

As the program moves forward, X‐ray imaging techniques can be coupled with X‐ray diffraction and 
spectroscopy techniques to examine the chemical state and structure of the cathode (and entire fuel 
cell) as a function of position, operating conditions, and time. 
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Technology) & Kirk Gerdes (National Energy Technology Laboratory) 

Summary 

Polarization at the cathode due to oxygen reduction reactions (ORR) contributes significantly to the 
overall energy loss in anode‐supported planar SOFCs (typically ~50 to ~70% at a constant cell 
voltage of 0.8 V at 800 °C) and more so at reduced operating temperatures.  Further, the long‐term 
stability of the cathodes is also a concern to meet the SECA target for performance degradation rate 
(~0.2%/kh over a minimum lifetime of 40 kh). Thus, the development of cathode materials and 
structures with high electro‐catalytic activity for ORR and excellent stability is imperative to the 
development of commercially viable SOFCs for operation at 600–800 °C.  

Cathode performance depends not only on the intrinsic properties of its components, but also on 
the microstructure, morphology, and architecture. For example, a composite cathode consisting of a 
backbone and a thin electro‐catalyst coating is an effective electrode structure for efficient use 
of the unique properties of two different materials: the fast ionic and electronic transport 
properties of the backbone (e.g., LSCF) and the high catalytic activity and stability of the surface 
coating (e.g., LSM).  

Solution‐based infiltration processes have been developed for deposition of both discontinuous 
(discrete particle) and continuous (dense film) coatings of catalysts into the state‐of‐the‐art LSCF 
cathode.  For example, dense and continuous LSM films with well‐controlled structure, composition, 
morphology, and thickness have been deposited on an LSCF surface to enhance the performance 
and stability of LSCF cathodes in SOFCs.  Microanalysis revealed that such a film is able to 
effectively suppress the formation of oxides of La and Sr on the surface LSCF after annealing at 850 
°C for 900 hours, which may be related to the degradation of LSCF cathodes. Modeling reveals the 
mechanism of performance improvement through LSM coating, and theoretical analysis agrees with 
experimental observations. The observed performance enhancement is attributed largely to the 
formation of a hybrid LSM(C) phase on the cathode surface, which has stronger adsorption of 
oxygen, more structural defects, and greater increase in oxygen vacancy concentration than LSCF 
under cathodic polarization to facilitate ORR. Furthermore, several other Mn‐containing perovskite 
materials are developed for infiltration (such as Pr1−xSrxMnO3‐δ and PrSrCoMnO6‐δ), leading to 
more significant performance improvement than LSM infiltration.  

Although infiltration of electrode/catalyst materials into a scaffold of electrolyte may allow the use 
of a wide range of catalyst materials, several critical concerns need to be carefully considered for 
practical applications. First, sufficiently thick coatings must be introduced to ensure that the sheet 
resistance is small enough for efficient current collection, more so for larger cells or cell stacks. The 
need for large amount of catalysts not only adds fabrication cost (repeated infiltration steps), but 
may also lead to decreased porosity, which could be detrimental to cell performance, especially at 
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high current densities. Further, the CTE mismatch between the infiltrated catalyst and the 
electrolyte backbone could lead to delamination, especially during thermal cycling.  

Since compatibility between the catalyst and the backbone is critical to a stable cathode system, 
viable catalyst materials must be immiscible with the backbone so that the key constituents will 
remain on the surface throughout the operational lifetime of the cell, as demonstrated in the case of 
LSM‐infiltrated LSCF cathode. Any chemical reaction or substantial inter‐diffusion between the 
infiltrated catalysts and the backbone may lead to possible degradation in performance. Thus, it is 
imperative to develop strategies or approaches for minimizing or eliminating detrimental 
interactions in exploration of new catalytic materials for infiltrations.   

Laboratory button cells with catalyst‐infiltrated LSCF cathodes showed enhanced performance and 
stability (~10 to 30%) than those with conventional LSCF cathodes. Yet, the long‐term stability of 
the catalyst‐infiltrated cathodes on large commercial cells is yet to be demonstrated. This is the last 
step toward the transformation of the scientific knowledge learnt from research to a novel 
technology that can be adopted by SOFC developers.  

Briefly summarized in Table 1 are some characteristics of catalyst‐infiltrated cathodes, coating 
morphologies, and performance improvement under different operating conditions.   

Table 1. Characteristics of catalyst‐infiltrated cathodes, typical coating morphologies, and performance 

enhancement observed under different conditions, including power density in W cm‐2, cathodic 

overpotential in mV, and polarization resistance in Ω cm‐2
. Note: (i) The data are based on symmetrical 

cell configuration and only the optimal results were reported. (ii) Repeating infiltration/thermal 

treatment processes were applied.  

Infiltrant Backbone Coating Type 
Rp (Ωcm-2)(i) 

at 750oC 
Performance of full cell at 750oC 

Sm0.2Ce0.8O1.9 [1] LSCF 
Discrete 

particle 

Infiltrated: 

0.074 
Infiltrated 

0.4 Acm-2 

Initial: 0.33 W cm-2 

End(105 h): 0.32 W cm-2 

Blank: 

0.150 
Blank 

0.4 Acm-2 

Initial: 0.29 W cm-2 

End(105 h): 0.28 W cm-2 

Sm0.5Sr0.5CoO3-δ 

[2] 
LSCF 

Discrete 

particle 

Infiltrated: 

0.037  

Infiltrated 

700oC, 0.8 V 

Initial: 0.47 W cm-2 

End: n/a 

Blank: 

0.104 

Blank 

700oC, 0.8 V 

Initial: 0.42 W cm-2 

End: n/a 

La0.4875Ca0.0125Ce0

.5O2-δ [3] 
LSCF 

Discrete 

particle 

Infiltrated: 

0.075 

Infiltrated 

0.8 V 

Initial: 0.42 W cm-2 

End(500 h): 0.48 W cm-2 

Blank: 

0.130 

Blank 

0.8 V 

Initial: 0.40 W cm-2 

End(500 h): 0.37 W cm-2 
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La0.6Sr0.4CoO3-δ
(ii) 

[4] 

LSCF+ 

LSCF/SDC 

Discrete 

particle 

n/a 

Infiltrated 

0.25 Acm-2 

Initial: 60 mV 

End(180 h): 58 mV  

Blank 

0.25 Acm-2 

Initial: 79 mV 

End(168 h):85 mV  

Pr0.6Sr0.4CoO3-δ
(ii) 

[5] 

LSCF+ 

LSCF/SDC 

Discrete 

particle 
n/a 

Infiltrated 

0.50 Acm-2 

Initial Rp:0.129 Ωcm-2 

End(187 h): 0.139 Ωcm-2 

Blank 

0.50 Acm-2 

Initial:0.216 Ωcm-2 

End(187 h): 0.237 Ωcm-2 

La0.8Sr0.2MnO3-δ 

[6] 
LSCF 

Continuous 

film 

Infiltrated: 

0.197 

Infiltrated 

0.7 V 

Initial: 0.68 W cm-2 

End(500 h): 0.80 W cm-2  

Blank: 

0.126 

Blank 

0.7 V 

Initial: 0.7 W cm-2 

End(500 h): 0.57 W cm-2 

Pr0.8Sr0.2MnO3-δ 

[6] 
LSCF 

Continuous 

film 

Infiltrated: 

0.107 

Infiltrated 

0.7 V 

Initial: 0.72 W cm-2 

End(500 h): 0.86 W cm-2 

Blank: 

0.126 

Blank 

0.7 V 

Initial: 0.7 W cm-2 

End(500 h): 0.57 W cm-2 

PrSrCoMnO6-δ [6] LSCF 
Continuous 

film 

Infiltrated: 

0.093 

Infiltrated 

0.7 V 

Initial: 0.76 W cm-2 

End(500 h): 0.92 W cm-2 

Blank: 

0.126 

Blank 

0.7 V 

Initial: 0.7 W cm-2 

End(500 h): 0.57 W cm-2 

Introduction  

Background and Motivation 

The demand for clean, secure, and sustainable energy has stimulated great interest in fuel cells. 
Among all types of fuel cells, solid oxide fuel cells (SOFCs) have the potential to offer high energy 
efficiency and excellent fuel flexibility [7–10]. To make SOFC technology economically feasible, 
however, the operating temperature must be further reduced in order to make use of less 
expensive materials such as the low‐cost ferrite stainless steels [9–12].  Unfortunately, fuel cell 
performance decreases rapidly as the operating temperature is reduced, especially the cathode for 
oxygen reduction reaction (ORR) [13–16].   The search for cathode materials active toward ORR at 
lower temperatures has led to many alternative materials [17–19]. To date, however, LSM 
(>800 °C) and La0.6Sr0.4Co0.2Fe0.8O3−δ (LSCF) (<750 °C) still remain the most widely used 
cathode for SOFC, due primarily to the limitations of alternative cathode materials: unproven long‐
term stability and inadequate compatibility with electrolyte/other cell components, especially at 
high temperatures required for adequate sintering of electrolyte and electrode materials. One 
reliable and effective approach is to modify the surface of the state‐of‐the‐art cathodes to achieve 
enhancement in activity and stability of these cathodes and thus successful development of 
efficient, low‐cost SOFCs, which can be operated at 600–800 °C. 
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Conceptual Design 

The functioning of a cathode involves several processes: (i) chemical and electrochemical processes 
on cathode surface associated with oxygen adsorption, dissociation and/or reduction, (ii) transport 
of ionic and electronic defects along surfaces, across‐interface, and through the bulk, and (iii) 
transport of gaseous species through the pores of the cathode. Since it is difficult to find a cathode 
material that will have all desired properties, an effective approach is to make use of the best 
properties of different materials.  Conventional composite cathodes, consisting of a mixed ion‐
electronic conducting (MIEC) material and an electrolyte material, have demonstrated better 
performance than MIEC alone [20], especially for MIEC with poor ambipolar conductivity such as 
LSM [21–23]. However, a better approach is to use a good MIEC as the backbone and a good catalyst 
as the surface coating, as schematically illustrated in Figure 1. Ideally, the porous backbone 
provides excellent ambipolar conductivity (such as LSCF), while the surface coating has high 
catalytic activity and stability (such as LSM), which can be introduced by a 
infiltration/impregnation method.  

 

Figure 1. A schematic of composite cathode consisting of a backbone and catalyst particle or film 

deposition. 

Infiltration/Impregnation Process 

As a traditional process in industry, infiltration has been widely used in fabrication of SOFC 
components in recent years (especially in lab‐scale research) [24–26]. Several groups have done a 
lot of infiltration studies to improve cell performance and/or stability, including De Jonghe et al. 
[27],  Gorte et al. [28–30], Xia et al. [31–33], Jiang et al. [24, 34], Liu et al. [1–3, 35, 36], and Gerdes 
et al. [4, 5, 37–40]. In general, an infiltration/impregnation process involves depositing a solution of 
catalyst precursors into a pre‐sintered backbone to form a discontinuous (particles) or continuous 
(film) coating through a subsequent thermal treatment. The backbone is fired at high temperatures 
to ensure excellent bonding between the electrode backbone and the electrolyte, excellent 
connectivity for effective conduction of electron and oxygen ion, and good structural stability of the 
cathode under operating conditions. The catalyst/electrode coating introduced by infiltration can 
be fired at temperatures much lower than that needed for the backbone to form the desired phases.  

Preliminary Cost Analysis 

While some uncertainty still remains, a preliminary economic analysis indicates that the infiltration 
process is economically feasible for application to commercial cells. Our cost estimate is based 
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mainly on the cost for the amount of precursor materials, additional steps required for the 
infiltration process, and the subsequent thermal treatment. 

The LSM coating is very thin. In fact, an ideal thickness of LSM coating is only about 10 to 50 nm (as 
observed under TEM), far thinner than other cell components such as the anode support (~0.3 to 
~0.7 mm), electrolyte (~10 to ~20 µm), and cathode backbone (~50 µm).  Even compared with a 
typical LSCF cathode, the material cost for LSM coating is less than 0.1%. For the entire cell, the 
material cost for the LSM coating is less than 0.03% of the total material cost. 

In fabrication of commercial cells, the addition of an infiltration and thermal treatment steps 
contribute to the total cost of cell fabrication. However, the ease of the infiltration process (one‐step 
solution infiltration and drying) and thermal treatment (900 °C or even lower for ~1h) make it 
possible to be readily implemented in a typical SOFC fabrication process. Thus, the cost incurred in 
this step, including extra electricity utilization and labor cost, could be likely less than 2%, based on 
the fabrication processes in our laboratory, although it is yet to be validated in industrial 
production [41]. 

If the enhancement in performance of cathode is about 10–30% (depending on operating 
conditions), it will potentially decrease the capital cost of a power plant and make the plant more 
efficient, thus reducing the cost‐of‐electricity, which in turn leads to the ultimate cost reduction for 
commercial cells by ~ 10% [42]. Also, certain expensive materials, such as Pr or Pd, which are too 
expensive to use as cathode material, may be introduced by infiltration. 

Technical Approaches 

Infiltration strategies may be classified into two categories: one is to infiltrate an electro‐catalyst 
(e.g., LSM) into an MIEC backbone (e.g., LSCF) whereas the other is to infiltrate a catalyst/electrode 
material into a scaffold of an electrolyte (e.g., YSZ or a doped ceria). We will focus mostly on the 
former, but the latter will be briefly discussed. 

Catalysts Infiltrated into MIEC Backbones 

In this case, the cathode backbone is a state‐of‐the‐art cathode material that has sufficient 
electronic conductivity and compatibility with the electrolyte and other cell components. The 
advantages of this approach include: a) the cathode has already been widely studied and developed 
with mature manufacturing and processing techniques; b) the required modification to the existing 
fabrication process is minimal; c) only small amount of catalyst is needed for infiltration; and d) the 
cost associated with the fabrication could be minimal.  However, there is a concern about possible 
degradation associated with subsequent loss of active coating materials (due to inter‐diffusion or 
chemical reaction) or agglomeration or phase segregation of infiltrated phases.   

The morphology of the infiltrated catalyst phase can be a continuous film or a discontinuous coating 
of discrete particles, depending on the specific infiltration processes and catalysts infiltrated, as 
schematically shown in Figure 2a and b. 
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Figure 2. A schematic of composite cathode consists of a backbone (LSCF) with: (a) a discontinuous 

porous layer of catalyst particles (SDC or LCC), and (b) a continuous dense catalyst coating (LSM). 

Catalyst/Cathode Materials Infiltrated into a Scaffold of Electrolyte 

When the scaffold of an electrolyte material is used as the backbone, a wide range of 
catalyst/cathode materials may be used because of much lower processing temperatures, especially 
those that may react with the electrolyte at high temperatures. However, the infiltration process 
may have to be repeated many times to introduce an adequate amount of material so that the sheet 
resistance is sufficiently small.  Further, current collection could be an issue for commercial cell 
stacks. Besides, instability in microstructure could be another concern due to mismatch in structure 
and in coefficient of thermal expansion (CTE) between backbone and the electrode/catalyst 
materials.  

Infiltration Processes 

There are a few strategies to infiltrate catalysts into a porous backbone. One of most common 
approaches is a solution infiltration in which a liquid solution, or sol, containing the metal salt 
precursors required to produce the electrocatalyst is introduced into the porous framework 
structure, and the desired phase was then derived from the precursors after drying and firing. In 
this process, inexpensive metal salt precursors are required and the composition or stoichiometry 
of the infiltrated product can be easily controlled or tailored by adjusting the composition of the 
precursor solution. With the employment of different solvents, infiltration solutions could be 
classified as organic‐based and non‐organic based. In addition, a gas phase deposition has also been 
successfully developed for catalyst infiltration. Organic precursors were dissolved in a mixture of 
tetrahydrofuran and ethanol to form a stable solution with a pre‐determined concentration. The 
solution was subsequently pumped to a heated nozzle and the precursor with the solvent was 
evaporated and transported to the porous cathode backbone. 

Recent Progress in Infiltration 

Various infiltration processes have been successfully developed for deposition of nanoparticles or 
thin‐film coating on LSCF backbone or scaffolds of YSZ electrolyte and demonstrated improved 
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performance (electro‐activity and/or long‐term stability). The most interesting results are 
summarized as follows. 

Particle Deposition on MIEC Cathode Backbone 

 Particles of Doped Ceria Infiltrated into MIEC Cathode Backbones 

Fluorite‐type doped ceria is chosen as an infiltrate due to its high ionic conductivity, excellent 
surface exchange rates, and oxygen storage capability. Here we will focus mainly on those results 
with doped ceria applying for most commonly used MIEC cathode materials, LSCF and LSM.  

LSCF‐based cathodes show much better performance than those based on LSM because LSCF has 
much higher ionic and electronic conductivity than LSM, significantly extending the active sites 
beyond the triple‐phase boundaries (TPBs) [43]. However, the catalytic activity of the stand‐alone 
LSCF cathodes is likely to be limited by the surface catalytic properties. Further, the long‐term 
stability of LSCF cathodes is a concern. The infiltration of the doped ceria as well as the detailed 
microstructures of the porous LSCF and the doped ceria catalyst layer may critically impact the 
performance of the LSCF cathodes. Shown in Figure 3 (b–e) are typical morphologies of LSCF 
cathodes infiltrated with different concentrations of Sm‐doped ceria (SDC) infiltration at a one‐step 
process. The SDC nanoparticles phase is formed after heat‐treated at 900 °C, and uniformly 
distribute on the surface of LSCF grains. The SDC nanoparticle size is in the range of ~10–100 nm, 
which is much smaller than 0.2–0.5 μm of the LSCF grains of the pre‐sintered LSCF electrode 
backbone (Figure 3a).  
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Figure 3. SEM images of the cross‐section of LSCF cathodes: (a) blank LSCF, (b) 0.05mol/L SDC 

infiltration, (c) 0.10 mol/L SDC infiltration, (d) 0.25 mol/L SDC infiltration, (e) 0.35mol/L SDC infiltration 

[1]. 

 

Shown in Figure 4 is temperature dependence of interfacial polarization resistance (Rp) of blank 
LSCF cathode and LSCF cathode with different concentration SDC infiltration. The SDC infiltrated 
LSCF cathodes show significantly lower Rp than the blank LSCF cathodes at 650–800 °C. The 
microstructures and performances of SDC infiltrated cathodes depend sensitively on the amount of 
SDC introduced and the microstructure of the SDC coatings. For the LSCF cathode infiltrated with 
10 μL of 0.25 mol L−1 SDC, the interfacial resistances were 0.074, and 0.44 Ωcm2 at 750 and 650 °C, 
respectively, about half of those for the blank cathode (0.15 and 1.09 Ωcm2). Note that further 
increase in SDC concentration might result in slight increase in Rp possibly because that the gas‐
phase molecules may difficult to diffuse to the LSCF surface since the microstructure has been 
changed as shown in Figure 3e.  
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Figure 4. Temperature dependence of interfacial polarization resistance of blank LSCF cathode and LSCF 

cathode with different concentration SDC infiltration, measured under open circuit condition (OCV).  
 

Sholklapper et al. [44] also observed the improved performance of the LSCF cathode with 
Y0.2Ce0.8O1.9 (YDC) infiltration. A decrease in the phase angle of the low frequency arc of the bode 
plot (around 1 Hz) suggests that even LSCF, a good electrocatalyst at intermediate operating 
temperatures, can be catalytically enhanced by infiltrated nanoparticles.  

Because of its thermal stability and chemical compatibility, Sr‐doped LaMnO3 (LSM) is the most 
commonly used cathode for the yttria‐stabilized zirconia (YSZ) electrolyte in solid oxide fuel cells 
(SOFCs) operating above 800 °C [7, 15]. Construction of a composite cathode is a potentially 
effective strategy to improve the LSM cathode performance through infiltration. Jiang et al. studied 
Gd‐doped ceria (GDC) infiltrated LSM cathodes on YSZ electrolytes using asymmetric cells [45–47], 
and they found that a 5.8 mg cm‐2 GDC infiltrated LSM electrode had a polarization resistance (Rp) 
of 0.21 Ωcm2 at 700 °C, much lower than that of the baseline LSM electrode without infiltration (12 
Ωcm2). The same group had also demonstrated that GDC infiltration may significantly enhance the 
electro‐catalytic kinetics of the LSM electrode. Xia et al. investigated the SDC infiltrated LSM 
cathodes on SDC electrolytes. Their work was mainly concerned with the oxygen reduction 
mechanism[48] and some preparation parameters [49, 50]. The peak power density of 0.14 and 
0.20 W cm‐2 was reported at 600 °C when SDC was used as the electrolyte, respectively. These 
results implied that the infiltrated LSM electrode is more suitable for use at a temperature range of 
700 °C and above in which YSZ is more commonly used as the electrolyte. Thus, Ding et al. [51] 
further investigated the application of SDC‐infiltrated LSM cathodes with YSZ electrolytes. 
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Significant improvements in performance are observed in symmetrical cells, half cells and full cells 
with SDC infiltration. Maximum peak power density of 1.1 W is obtained for the cells with optimal 
SDC‐infiltrated LSM cathode at 800 °C. In addition, it is shown that the Rp of the infiltrated 
electrodes decreases with increasing electrode thickness in the range of 5 to 30 μm. When the 
thickness is greater than 30 μm, Rp is relatively constant [51]. Chen et al. [52] also found that the 
performance was further improved when SDC was infiltrated into a porous SDC‐LSM composite 
backbone with an optimized microstructure. In addition, SDC and LSM co‐infiltrated LSM‐YSZ 
composite cathodes were also reported to have  improved performance [53]. The characteristics of 
the infiltrated LSM electrodes are summarized in Table 2.  

Table 2. Summary of characteristics of infiltrated LSM electrodes. Note: (i) for the cell with the 

mechanically mixing LSM+SDC cathode. 

Infiltrant 
Cathode 

backbone 
electrolyte 

Cell 

configuration 

performance 

Ref 

Infiltrated Blank 

Gd0.2Ce0.8O2-δ LSM YSZ 

asymmetrical 

cell 

Rp: 0.21 Ωcm-2 at 700oC 11.8 Ωcm-2 [46] 

Sm0.2Ce0.8O2-δ LSM SDC 
symmetrical 

cells 
Rp: 0.23 Ωcm-2 at 700oC 5.3 Ωcm-2 [48] 

Sm0.2Ce0.8O2-δ LSM SDC 

symmetrical 

cells  
Rp: 1.13 Ωcm-2 at 600oC n/a 

[49] 

full cells Pmax: 0.14 W cm-2
 at 600oC  n/a 

Sm0.2Ce0.8O2-δ LSM SDC full cells Pmax: 0.20 W cm-2
 at 600oC 0.17 W cm-2 (i) [50] 

Sm0.2Ce0.8O2-δ LSM YSZ 

symmetrical 

cells 
Rp: 0.048 Ωcm-2 at 800oC n/a [51] 

 
full cells Pmax: 1.1 W cm-2

 at 800oC n/a 

Sm0.2Ce0.8O2-δ LSM YSZ full cells Pmax: 1.1 W cm-2
 at 700oC Pmax: 0.23  [52] 

Sm0.2Ce0.8O2-δ LSM+SDC YSZ 
symmetrical 

cells 
Rp: 0.039 Ωcm-2 at 750oC 0.19 Ωcm-2 [53] 

 

Similar to SDC infiltration, a new catalyst material, La0.4875Ca0.0125Ce0.5O2‐δ (LCC), with very low ionic 
conductivity was also studied as an infiltrate intro porous LSCF cathodes [3]. Results suggest that 
when uniformly deposited on the LSCF grain surface, a small amount of discrete LCC nanoparticles 
significantly increased the performance, as seen in Figure 5.  
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Figure 5. Typical surface morphology (SEM images) of (a) a porous LSCF cathode without LCC infiltration 

and (b–f) porous LSCF cathodes infiltrated with 5 µL of LCC solution of different concentrations: (b) 0.05 

M, (c) 0.1 M, (d) 0.125 M, (e) 0.25 M, and (f) 0.5 M [3]. 

 

In addition to visible improvement in electro‐catalytic activity with a symmetrical cell 
configuration, it is also found that the performance and stability of the full cells with the LSCF 
cathode can be enhanced by a LCC coating [54], leading to ~18% improvement in peak power 
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density and stable operation (without observable degradation) for over 550 h (Figure 6). This could 
be associated with the enhanced surface activity for oxygen reduction reaction on the LSCF surface, 
as well as excellent solubility of SrO through LCC coating. This surface modification requires a 
simple solution infiltration followed by a heat treatment, which can be incorporated easily into the 
fabrication of commercial cells to improve the performance and reliability at low cost.  

 

Figure 6. Typical lifetime of the homemade button cells with LCC infiltrated LSCF as well as baseline LSCF 

cathode with a constant voltage of 0.8 V at 750 oC. 

 Particles of MIEC Infiltrated into LSCF Backbones 

As a typical MIEC, strontium‐doped samarium cobaltite with composition of Sm0.5Sr0.5CoO3 (SSC) 
has been studied as a cathode material for SOFCs with YSZ, LSGM, and doped ceria electrolytes [17]. 
It was found that the overpotential of dense SSC was ~50% lower than that of LSC under similar 
conditions. And the rate‐determining step of dense SSC cathodes was shown to be adsorption–
desorption at the surface of the electrode, the same as LSC. But the adsorption and desorption rate 
constants of SSC were approximately one order of magnitude higher than the corresponding values 
for LSC and LSCF. Superior performance has been reported in intermediate‐temperature SOFCs 
with SSC cathodes [55, 56]. We thus developed a one‐step infiltration process to deposit 
Sm0.5Sr0.5CoO3−δ (SSC) coating on the surface of a porous LSCF cathode, as shown in Figure 7. 
Electrochemical impedance spectroscopy reveals that the SSC coating has dramatically reduced the 
polarization resistance of the cathode, achieving area‐specific resistances of 0.036 Ω cm2 and 0.688 
Ω cm2 at 750 °C and 550 °C, respectively (Figure 8).  
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Figure 7. SEM images of the cross‐section of LSCF cathodes: (a) blank LSCF, (b) 0.16 mol/L SSC 

infiltration, (c) 0.48 mol/L SSC infiltration, (d) 1.44 mol/L SSC infiltration, (e) 0.48 mol/L LSCF infiltration. 
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Figure 8. Impedance spectra of LSCF cathodes with different treatments at various temperatures: (a) 

750 °C, (b) 650 °C, (c) 550 °C. 

 

In the subsequent study, the effect of various complexing reagents on formation of infiltrated SSC 
phase was examined, including Triton X‐45, Triton X‐100, citric acid, and urea. Only citric acid and 
urea assist the formation of pure phase. To obtain a perfect perovskite phase, the molar ratio of 
urea to SSC was suggested to be higher than 10:1 based on XRD results. We also presented how the 
surface tension of the infiltration solution influences the morphology and the performance of the 
cathode. Ethanol, with lower surface tension than that of water, is added to the aqueous solution to 
adjust the surface tension of the infiltration precursor solution. Wetting contact angles of precursor 
solutions with different water‐to‐ethanol ratio were measured on flat and dense YSZ, GDC, LSM, and 
LSCF substrates. The aqueous solution without the addition of ethanol wets SOFC electrolyte 
materials (GDC and YSZ) better than cathode materials (LSM and LSCF). Contact angles decrease 
with the increase in ethanol content. When the water‐to‐ethanol ratio reached 1:0.6, the precursor 
solution displayed similar low contact angles on all substrates. The improved wetting property 
leads to more uniform morphology of the infiltrated SSC particles as well as enhanced electrode 
performance [57]. 
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Significant progress in infiltration of stable nanoparticles of La0.6Sr0.4CoO3 and Pr0.6Sr0.4CoO3 has 
been reported by Lee et al. in a series of reports [4, 5, 37, 38].  In these studies, commercially 
available anode supported cells possessing SDC/LSCF cathodes (MSRI, Salt Lake City) were 
infiltrated and operated in hydrogen/air at 750 °C.  The numerous tests that have been completed 
on the LSC infiltrated system identify a statistically significant decrease in polarization resistance 
and a concomitant increase in achievable power density.  Furthermore, infiltrate stability has been 
examined in a series of detailed comparative tests, some lasting more than 1500 hours.  The 
principal findings include: 1) infiltration of only 6 wt.% of LSC produces a decrease in polarization 
resistance of more than 25% and a power density increase greater than 30% in full cell tests 
relative to the baseline cells; 2) electrochemical performance of the infiltrated cell degrades at a 
rate equal to or less than the baseline cell, even in tests lasting more than 1500 hours; and 3) the 
infiltrate acts as an electrocatalytic agent, as demonstrated through impedance testing.  Some 
characteristic results of LSC infiltration are depicted in Figure 9.   

 

Figure 9. Comparison of polarization resistance observed over time for 4 baseline cells and 3 cells 

infiltrated with LSC. Cells are MSRI anode supported with SDC/LSCF cathodes. 

 

Infiltration of stable and high surface area infiltrates has also been reported by Chao et al. [39].  A 
method known as Evaporation Induced Self Assembly (EISA) is used to generate mesoporous LSM 
and LSC possessing as‐fabricated surface areas greater than 50 m2/g, which is more than one order 
of magnitude greater than achievable through conventional Pechini methods.  By adjusting 
precursors in the starting infiltrate mixture, the mesoporous materials are stabilized at SOFC 
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operating temperatures, and free‐standing powders have been shown to lose only 6% of the 
starting surface area after 100 hours of exposure to air at 750 °C.  Symmetric cell testing results 
indicated that the infiltration of mesoporous LSM reduces polarization resistance by more than 
65% over an identical, but non‐infiltrated, cell [40].  Full electrochemical tests on anode supported 
MSRI cells with SDC/LSCF cathodes demonstrated polarization resistance decreases of more than 
30%.   

 Precious Metal Infiltrated into MIEC Cathode Backbones 

Uchida et al. reported that infiltration of Pt into an LSC cathode has significantly promoted O2 
reduction [58, 59]. However, Simner et al. did not find significant enhancement by infiltrating Pt 
into the LSF–YSZ cathode.  Also, infiltration of Pd was reported effective for the LSF‐based cathode 
performance enhancement [60], but the introduction of neither Pd nor Pt enhances the 
performance of LSM cathodes [61]. However, others report Pd is effective for LSCF cathode [62, 63]. 
We believe that high catalytic activity for O2 reduction of precious metal and fine noble metal 
particles that have high surface area would be accounted for the enhanced cathode performance. In 
addition, Pd has been reported to enter the lattice of LSCF [64], LaFeO3 [65, 66], and BaCeO3 [67] to 
occupy the B site. Serra and Buchkremer [64] indicate that the incorporation of Pd adjusts the 
surface composition of the perovskite and thus leads to the enhancement of the catalytic activity. 
This catalytic promotion is more pronounced for MIEC cathode because the whole surface of MIEC 
is active for O2 surface exchange, but the effect diminishes for an LSM electrode because the active 
sites are largely confined to the TPBs [61]. In addition, the infiltration of Ag also enhanced the 
performance of LSCF [68] and Nd0.6Sr0.4Co0.5Fe0.5O3 [69], although there is a concern on long‐term 
stability of cathode performance associated with low melting point of Ag.  

Film Coating on MIEC Cathode 

LSM‐Infiltrated LSCF Cathode 

Dense continuous LSM films are successfully fabricated with desired structure, composition, 
morphology, and thickness on LSCF surface by two kinds of solution infiltration processes: non‐
aqueous and water‐based. In the former approach, 2‐methoxyethanol and acetic acid were used to 
replace water as solvents, and strontium acetate and manganese acetate as metal organic 
precursors to replace nitrate precursors. The water‐free LSM sol showed improved wettability on 
the LSCF surface. Continuous and dense LSM films on LSCF substrates were fabricated, as shown in 
Figure 10.  
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Figure 10. Cross‐sectional TEM micrograph of LSM‐coated LSCF surface derived from a sol‐gel process on 

LSCF pellets annealed at 850 °C for 900 hours.  

 

The identical infiltration process was applied to porous LSCF cathode. Due to the structural 
similarity of LSM and LSCF, it is hard to observe formation of the dense film or coating, as seen in 
Figure 11. Careful analysis of cross‐sectional TEM images indicates an epitaxial relationship of LSM 
with underlying LSCF cathode.  

 

Figure 11. Microstructure of porous LSCF cathode with a sol LSM solution infiltration at different 

concentrations.  
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However, such a water‐free‐based solution infiltration method seems to have some drawbacks, 
which may be undesirable in SOFC industry. First, all solvents in non‐aqueous solution will be more 
expensive than water‐based solution.  Second, the freezing temperature of the acetic acid is 
relatively low (16.5 °C); the viscosity of the solution would change a lot at room temperature, which 
is less desirable for deposition of the thin film in porous cathode backbone.  

A water‐based LSM infiltration process is also developed. Several process parameters have been 
demonstrated to have critical effects on the ultimate quality of LSM films, including solution pH 
value, surfactant addition, as well as ambient humidity (drying time). The ultimate objective was to 
maximize the enhancement in the electrocatalytic activity and stability of LSM‐coated LSCF cathode 
through proper control of the infiltration process. Figure 12 shows the current density change of 
the blank cell and the LSM‐infiltrated cell with time under a constant voltage of 0.7V at 750 °C. The 
cell with LSM‐infiltrated LSCF cathode initially had lower performance than the cell with blank 
LSCF cathode. However, the cell displayed a time‐dependent activation that led to a considerable 
increase in performance in the first 200 h of operation. This increase contrasts with the rapid 
decrease in performance of the blank LSCF cell in the same time period. Considering the extremely 
stable anode of the commercial cells, the degradation behavior is associated with cathode 
phenomena.  
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Figure 12. Typical lifetime of the button cells with blank LSCF and LCC infiltrated LSCF cathode at 750 oC 

with a constant voltage of 0.7 V.  

 
Advanced electron microscopy and spectroscopy were used to examine the morphology, 
composition, and structure of the LSCF surfaces, as well as the LSM/LSCF interface before and after 
long‐term annealing, to understand the stability enhancement of the LSM‐coated LSCF cathode. The 
Sr‐enrichment has been widely accepted as the major cause of instability and performance 
degradation in LSCF cathodes [70]. We firstly examine the blank LSCF pellet after annealing at 850 
°C for 900 hours. Figure 13 presents a bright‐field STEM image of the surface of an LSCF pellet after 
annealing at 850 °C for 900 hours. The sample was coated with a thin layer of Cr to provide 
delineation of the sample surface, and then prepared using focused ion beam (FIB). EDS profiling 
was performed from the surface of the annealed pellet to a depth of about 1.7 m as shown in 
Figure 13b, with a 1‐nm probe along a line marked by the rightmost arrow in Figure 13a. EDS 
quantification was calibrated with commercial 6428LSCF powder. The profiles show a uniform 
composition of LSCF over the entire depth within LSCF. The LSCF composition averaged within 
LSCF (under the surface La‐Sr‐oxide/LSCF interface or equivalently from ~200 nm to 1.7μm) is 
12% La, 8% Sr, 5% Co, and 15% Fe, which is very close to 12% La, 8% Sr, 4% Co, and 16% Fe for 
6428LSCF. On the surface only La and Sr were detected.  
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Figure 13. (a) Bright‐field STEM image of surface of LSCF pellet annealed at 850 oC for 900 hours. A thin 

layer of Cr coating was used to delineate the sample surface. The rightmost arrow indicates the EDS 

profile line. (b) Atomic percent profiles acquired along the profile line marked in (a). 

 

As a sharp contrast, Figure 14a shows the cross‐sectional view (TEM image) of a LSM film deposited 
surface layer in the as‐deposited state on a dense LSCF pellet, while Figure 14b shows the cross‐
sectional view of a similar surface layer after annealing at 850 °C for 900 h (under zero‐current 
conditions). Figure 14c and d show EDS composition profiles of the surface layer and outermost 
portion of the underlying LSCF in the as‐deposited state and in the long‐term annealed state, 
respectively. The surface layer retains Mn during long‐term annealing, but also experiences an 
addition of Co. These TEM observations suggest that the formation of thick oxide of La and Sr after 
annealing on the blank LSCF pellet (and possibly along the LSCF grain boundaries on the LSM‐
coated LSCF pellet where Mn is largely absent). As a sharp contrast, there is no such thick oxide on 
the LSM‐coated LSM after annealing. Such thick surface oxide particles that are expected to severely 
hamper electrochemical activities have not emerged after annealing on LSM‐coated surface of LSCF. 
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Figure 14. Cross‐sectional TEM micrograph of a sol–gel LSM‐modified LSCF surface (a) in the as‐

deposited condition and (b) after long‐term annealing at 850 oC for 900 hours. EDS compositional 

profiles across the sol–gel surface layer and outermost part of LSCF layer (c) in the as‐deposited 

condition and (d) after long‐term annealing [36]. 

 

A semi‐empirical phenomenological model was further developed to explain the mechanism of 
performance enhancement by the LSM coating.  These results indicate that the LSM coating is less 
active at open circuit voltage because it has fewer oxygen vacancies; however, its activation under 
large cathodic bias due to larger relative increase in vacancy concentration, as well as its suspected 
more favorable adsorption properties, makes it more active at mild cathodic bias. The modeling 
results trend agree with our experiments in both thin‐films and porous, operational cathodes.   

 Other Mn‐Containing Catalysts Infiltrated LSCF 

As presented above, LSM coating can improve the activity and stability of LSCF cathode. Since Mn in 
B site has been demonstrated to play a key role in the activation process under operation and 
suppression of SrO segregation from LSCF, Mn element should be retained in the catalytic layer. 
Mn‐containing materials are usually more stable under SOFC operation conditions than Co‐ and/or 
Fe‐containing materials. More active Mn‐containing catalyst coatings are also examined to further 
enhance performance.  Moreover, perovskite‐based catalyst may form a continuous and dense film 
on LSCF cathode due to structural similarity. Thus, a series of Mn‐containing active catalyst for 
infiltration are developed, including: 

 Simple perovskite Pr1−xSrxMnO3‐δ (i.e., replacing La in LSM by Pr) 
 Complex perovskite PrSrCoMnO6‐δ (i.e., substituting half of the Co in PrBaCo2O6‐x by Mn or 

replacing Ba in the A site by Sr). 
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Figure 15 shows some typical performances, at 750 °C at a constant voltage of 0.7 V, of homemade 
button cells infiltrated with different catalytic coatings. The cells with PSCM‐infiltrated LSCF 
cathodes showed the best performance with significant activation behavior. Compared to cells with 
LSM, PSM, and PBCM infiltration, the PSCM infiltrated cells showed a gradual increase in 
performance, implying a continuous activation during operation. The “long‐term activation” 
phenomenon could counter some other degradation mechanism to offer constant performance, 
which has attracted our attention for further study. 
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Figure 15. Typical lifetime of the homemade button cells with PSCM, PSM, and LSM infiltrated LSCF as 

well as baseline LSCF cathode with a constant voltage of 0.7 V at 750 oC.  

Catalyst Infiltrated into Scaffolds of Electrolytes 

When a scaffold of the electrolyte is used as the backbone, the catalyst or electrode materials to be 
infiltrated should have sufficient electronic conductivity in addition to excellent electrocatalytic 
activity. Thus, the main types of electrode/catalyst materials are conductive metal oxides, or MIECs.  
In some cases, precious metals are also added as catalyst to further enhance the catalytic activity.  

The conductive metal oxides used for infiltration include (La,Sr)MnO3 (LSM) [28, 33, 44, 71–74], 
(La,Sr)CoO3 (LSC)[75, 76], (La,Sr)(Co,Fe)O3 (LSCF) [77, 78] (Sm, Sr)CoO3 (SSC)[79, 80] and 
PrBaCo2O5 [81]. Since most of the MIECs are complex in composition, the infiltration process has 
significant effect on the stoichiometry, microstructure, and morphology, which may critically affect 
the performance. As Jiang et al. indicated [74], direct decomposition of nitrate precursors at 800 °C 
will not yield a pure perovskite‐phase LSM, making it necessary to use proper additives.  For 
example, in the presence of glycine dispersant, perosvkite phase LSM can be readily formed. In this 
case, the glycine acts as a chelating agent to form the metal ion complex in the solution, so that the 
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individual metal ions do not segregate upon firing of the metal salt precursor. The presence of 
additives also influences the microstructure of the infiltrated electrode. Figure 16 shows some 
cross‐sectional micrographs of three electrodes prepared from different sources, an LSM solution of 
La(NO3)3, Sr(NO3)2, Mn(NO3)2 [72], a mixed solution of LSM and Triton X‐100 [27], and a mixed 
solution of LSM and glycine [33]. Without proper additives, the infiltrated LSM particles seem to fill 
the pores of the backbone, limiting the gas transport within the cathode, as seen in Figure 16a. On 
the other hand, nanoscale LSM particles cover the backbone surface in the presence of additives, 
either Triton X‐100 or glycine, as shown in Figure 16b and c. 

 

Figure 16. Microstructure of LSM infiltrated cathodes prepared from different LSM sources. (a) Mixed 

nitrate solution of La(NO3)3, Sr(NO3)2, and Mn(NO3)2, (b) mixed nitrate solution with Triton X‐100, and (c) 

mixed nitrate solution with glycine. ([a], [b], and [c] are reproduced from references [72], [27] and [33].)  

 
MIEC infiltrated electrolyte scaffold cathodes show encouraging performances. Huang et al. [72] 
have studied the performances of the 40 wt.% LSM infiltrated YSZ cathodes with LSM fired at 850, 
1050, and 1250 °C. The single cells with LSM infiltrated cathodes also show good performance. A 
cell with single‐step LSM infiltrated YSZ cathodes produces a maximum power density of 0.27 
Wcm−2 at 650 °C [27], while the maximum power density of a cell with conventional LSM‐YSZ 
composite cathode is only 0.14 Wcm−2 [82]. By substituting YSZ with YSB, the maximum power 
density increases to 0.33Wcm−2 under similar testing conditions [33]. After repeating the 
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infiltration process, the maximum power density further increases to 0.45 Wcm−2 [74]. For LSCF 
infiltrated GDC cathode, the GDC backbone firing temperature is found to be important, achieving a 
minimum polarization resistance at a firing temperature of 1100–1200 °C. Polarization resistance 
decreases with increased LSCF loading. A low firing temperature of 800 °C is also important for 
achieving a nanoscale (∼50 nm) LSCF network structures that shows polarization resistance as low 
as 0.24 cm2 at 600 °C. These results indicate that the ability to separately control the firing 
conditions of the GDC backbone and the LSCF infiltrated particles is critical to achieving low 
polarization resistance. Recently, a nano‐network SSC infiltrated SDC cathode is reported by Zhao 
et al. [79]. By simply increasing the heating rate, nano‐network is formed on the surface of SDC 
backbone. The nano‐network consists of nanowires formed from the nanobeads of less than 50nm 
in diameter, thus exhibiting large surface area and high porosity, forming straight path for ion and 
electron conduction, and consequently showing remarkably low interfacial polarization resistances. 
The nano‐network cathode has the lowest interfacial polarization resistances (0.21 Ωcm2 at 500 °C 
and 0.052 Ωcm2 at 600 °C) ever reported for the SSC cathode materials. Generally, Rp is found to 
depend on the firing temperatures and infiltration loading [48, 49, 83], which should be results of 
varied morphology and microstructure of MIEC coating on the backbone surface 

MIEC infiltrated electrolyte scaffold cathodes could have excellent thermal cycle durability, 
compared with conventional composite electrode. As shown in Figure 17, the high stability of a LSC 
infiltrate SDC cathode is due most likely to the formation of a continuous and stable LSC 
nanoparticles anchored on the SDC scaffold. The modeling study suggests that the size of the 
nanoparticles is probably the most important factor to stabilize the nanostructure during thermal 
cycle [84].  
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Figure 17. ASR at 600 oC for the LSC infiltrated SDC electrode and the conventional LSC‐SDC electrode 

upon thermal treatment [79].  

 

Recently, Jiang et al. reported a Pd infiltrated YSZ and LSM+YSZ cathode. [85] They first deposited 
LSM nanoparticles on highly porous YSZ scaffold to achieve the reasonable conductivity even below 
the normal percolation threshold of 30 vol%. Pd nanoparticles are subsequently deposited to form 
Pd+LSM‐YSZ cathode (Figure 18). Although the microstructure of LSM infiltrated YSZ and Pd 
infiltrated LSM‐YSZ appears similar, they suggest that the reaction paths are different. In the latter 
case, the deposition of Pd nanoparticles into an LSM‐YSZ scaffold not only provides additional 
reaction sites but also enhance the rate of oxygen dissociation and diffusion, leading to high 
performance of the cell with Pd+LSM‐YSZ composite cathodes.  

 



83 

 

 

Figure 18. Demonstration of the performance and microstructure of the nanostructure electrodes. (a) 

Schematic illustrations of electrodes I, II, and III, showing the paths of transport for electrons and oxygen 

ions and reaction sites for the O2 reduction reaction; (b) SEM micrographs of electrodes I, II, and III; (c) 

Power output of anode‐supported cells with electrode types I, II, and II, measured at 750 oC in H2/air. 

Electrodes: (I) standard LSM‐YSZ composite cathode by mechanical mixing of LSM and YSZ phases; (II) 

nanostructured LSM‐infiltrated YSZ (LSM+YSZ) composite cathode; and (III) nanostructured Pd‐infiltrated 

LSM‐YSZ (Pd+LSM‐YSZ) composite cathode [85].  
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Conclusions 

Since cathode polarization still contributes considerably to energy loss in SOFC operation, one of 
the critical challenges facing the development of a new‐generation of SOFCs is to create a highly 
active and stable cathode.  

Cathode performance depends not only on the intrinsic properties of its components, but also on 
the microstructures. A composite cathode, consisting of a backbone and a thin electro‐catalyst 
coating, is an effective electrode structure for efficient use of the unique properties of two different 
materials: the fast ionic and electronic transport properties of the backbone (e.g., LSCF) and the 
high catalytic activity and stability of the surface coating (e.g., LSM).  

Infiltration is an effective approach to modification of electrode surface for better performance and 
stability. Among the two main infiltration strategies, infiltration of an electro‐catalyst (e.g., LSM) 
into an MIEC backbone (e.g., LSCF) is more effective in performance enhancement and applicable to 
industrial fabrication processes at low cost, although the infiltration of a catalyst/electrode material 
into a scaffold of an electrolyte (e.g., YSZ or a doped ceria) may allow the use of other alternative 
cathode materials. 

Solution‐based infiltration processes have been developed for deposition of both discontinuous 
(discrete particle) and continuous (dense film) coatings of catalysts into the state‐of‐the‐art LSCF 
cathode.  For example, dense and continuous LSM films with desired structure, composition, 
morphology, and thickness have been deposited on LSCF surface to enhance the performance and 
stability of LSCF cathodes in SOFCs.  Microanalysis revealed that such a film is able to effectively 
suppress the formation of oxides of La and Sr on the surface LSCF pellets after annealing at 850 °C 
for 900 hours, which may be related to the degradation of LSCF cathodes. Modeling reveals the 
mechanism of performance improvement through LSM coating, and theoretical analysis agrees with 
experimental observations. Furthermore, several Mn‐containing perovskite materials are 
developed for infiltration, leading to more significant performance improvement over LSM 
infiltration. 

Although infiltration of electrode/catalyst materials into a scaffold of electrolyte may allow the use 
of a wide range of catalyst materials, several concerns need to be carefully considered. First, 
sufficiently thick coatings must be introduced to ensure that the sheet resistance is small for 
efficient current collection, more so for larger cells or cell stacks. The need for large amounts of 
catalysts not only adds fabrication cost (repeated infiltration steps), but may also lead to decreased 
porosity, which could be detrimental to cell performance, especially at high current densities. 
Further, the CTE mismatch between the infiltrated catalyst and the electrolyte backbone could lead 
to delamination, especially during thermal cycling. 

 Compatibility between the catalyst and the backbone is critical for a stable cathode system. Any 
incompatibility may lead to possible degradation due to formation of secondary phase, derived 
from reaction or inter‐diffusion between the infiltrated catalysts and the backbone. 
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However, the long‐term stability of the catalyst‐infiltrated cathodes in large commercial cells or cell 
stacks is yet to be demonstrated. This is the last step toward the transformation of the scientific 
knowledge into a novel technology that can be adopted by industry teams.   
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Electrochemical Effects on Solid Oxide Fuel Cell Cathodes including In 

Situ/Ex Situ Comparisons by Kee‐Chul Chang, Brian Ingram & Hoydoo 

You (Argonne National Laboratory)  

Summary  

Solid oxide fuel cell (SOFC) cathodes are examined in situ during growth, annealing, and half‐cell 
operation under electrochemical control by synchrotron X‐ray techniques.  The samples are also 
examined ex situ at room temperature before and after the cell operation and compared to the in 
situ measurements.  Two types of samples were used: thin film cathodes grown on YSZ single 
crystal substrates using pulse laser deposition (PLD) and powder sample on porous YSZ backbone 
using liquid‐phase infiltration followed by sintering.  The thin‐film cathodes are mainly used for 
surface‐sensitive measurements of structural and chemical states, using the total reflection X‐ray 
fluorescence (TXRF) technique.  The elemental and depth sensitivity of the TXRF technique was 
mainly used to study cation segregations.  The porous samples were mainly used for in situ 
coarsening experiments and ex situ characterization of the structure modifications, using the ultra‐
small angle X‐ray scattering (USAXS) technique.  

The Sr segregates during annealing.  One of the most prominent results of TXRF measurements is 
the fact that Sr is mobile and segregates (or desegregates) to the surface as the film sample is 
annealed in air.  The samples are grown by PLD in low pO2 and at temperatures lower than the fuel 
cell operating temperature.  Therefore, when the sample is subjected to the real operating condition 
or simply annealed in air, a new equilibrium is obtained.  In addition, thin film geometry has one 
interface and one surface, which can also affect the equilibrium.  In the example discussed below, Sr 
segregates to the surface when the film is cooled to room temperature.  However, the Sr 
segregation can disappear or desegregate at high temperature and return at room temperature as 
the sample cools down.  In essence, Sr is highly mobile and dynamic at the fuel‐cell operating 
temperature range, although it segregates to the surface at low temperature.   

Another consequence of Sr segregation is its effect on the composition.  Since the samples are only a 
few tens of nanometers and the Sr‐rich phase can be as large as several nanometers thick, the 
remainder of the sample is therefore the Sr composition less than the original composition.  Our 
observations suggest that the Sr‐segregation may depend sensitively on the overall initial Sr 
composition of the thin film.  Within the limited experiments with a few compositions, we estimate 
that ~20% Sr composition is thermodynamically favored under the film or microscale LSM 
geometry. If the overall composition is more or less than the optimum composition, the 
thermodynamic selection of the optimum composition will lead to Sr segregation or desegregation 
in a film or microscale particle.  The optimum composition can be influenced because of the 
presence of the surface and interfaces that are not present in bulk.   
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Probably one of the most interesting results of this report is the observation that B‐site cation, Co, 
segregates in response to external polarization, not by simple annealing, unlike Sr segregation.  In 
fact, Co appears as mobile as Sr and responds to polarization, i.e., a cathodic polarization makes Co 
segregate to the surface and an anodic polarization makes it desegregate.  While Fe maintains the 
perovskite structure, it appears that Co can migrate in response to the applied potential.  The 
response of Co to the potential suggests that Co will also respond to oxygen reduction reaction or 
that Co enhancement occurs during oxygen reduction reaction.  In fact, Co enhancement appears to 
be the reason for the enhanced oxygen reduction activity, compared to LSM.  

In a series of our experiments using the film cathodes, we confirm that LSM has a low activity and a 
high stability and LSC has a high activity and a low stability.  The case of LSCF is particularly 
interesting because it maintains the activity of LSC, probably due to the Co mobility, yet remains as 
stable as LSM, probably because of the immobility of Fe that keeps the average perovskite structure 
intact.  

The USAXS technique can be used for porous cathode materials.  It is an average technique much 
like a powder diffraction technique.  However, its high angular resolution makes it sensitive to the 
sizes of particles and pores typical for industrial porous cathodes.  We show its sensitivity to the 
possible infiltrated porous cathode materials and in situ sintering measurements.  In the near 
future, we plan to set up for realistic fuel cell cathodes in operation and monitor structural 
evolutions over long‐term operations to follow up on the cause of long‐term instability of industrial 
fuel cell cathodes.  

Introduction 

Direct in situ examination of SOFC cathodes in operating or near operating conditions is important 
in elucidating the molecular‐level reaction mechanism. However, in situ conditions are difficult to 
access with a variety of popular electron‐based methods, such as X‐ray photoelectron spectroscopy 
(XPS), scanning electron microscopy (SEM), transmission electron microscopy (TEM), and scanning 
tunneling microscopy (STM). The studies with these techniques were thus mainly limited to ex situ 
investigations. Nevertheless, the techniques have been extensively used in the past and provided 
valuable electron structure and microscopic information.  

X‐ray and STM based methods enable in situ characterization, but the advantage of direct in situ 
characterization of the sample under different conditions must be considered against the time and 
effort needed to achieve true in situ equilibrium or steady state and the experimental complexity 
associated with the measurements. In many cases, quick surveys of different conditions ex situ can 
result in valuable information on how to plan further in situ experiments. More importantly, by 
comparing in situ and ex situ studies, we can delineate the information directly relevant for 
operating conditions of SOFC cathodes, which is difficult sometimes with ex situ studies alone. 
Establishing the correlation between in situ and ex situ characterizations is also important for 
comparing measurements using different methods. 

Since SOFC systems usually operate at temperatures greater than 600 °C, the basic assumption in ex 
situ measurements is that in situ conditions can be “frozen in” when it is quenched at a sufficiently 
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fast rate from high temperature. The frozen‐in ex situ state of the sample is determined not only by 
the state of the sample at quenching but also by the quenching rate. The quench rate is limited by 
the cooling rate of the furnace and how much thermal shock the sample can withstand. Although ex 
situ measurements permit initial/final state comparisons, we need to determine the validity of 
quenching by in situ measurements of kinetic time scales. In situ measurements are also needed to 
verify that the sample is at equilibrium or steady state at the time of the quenching. 

In Situ and Ex Situ Sample Preparations for X‐ray Characterizations 

Planar thin‐film model cathodes are chosen for in situ and ex situ comparison studies.  While 
porous cathodes are used in industrial applications, thin‐film geometry of the model cathodes has 
several advantages over the porous ones.  First of all, the thin‐film geometry enables use of 
advanced X‐ray techniques.  The advanced X‐ray techniques can be used for in situ studies of atomic 
to nanoscale structures and chemical states during operation (in operando).  The well‐defined 
surface of the cathodes allows, for example, depth‐sensitive advanced X‐ray measurements.  The 
use of advanced techniques is more difficult for porous cathode samples, and obtainable 
information is much more limited.  It also enables STM measurements.  Use of scanning tips makes 
it impossible to apply probe microscopy techniques for porous cathodes that have no well‐defined 
surfaces.  X‐ray techniques and scanning probe are the two most important in situ techniques.  In 
addition, the same planar geometry is used for electrical conductivity relaxation (ECR) 
measurements that can be directly compared to in situ measurements.  Since the thin‐film cathodes 
can be operated under ambient air as a full fuel cell or a half cell, much like industrial cathodes, the 
results obtained are still directly relevant to the porous cathodes.  The information obtained from 
the thin‐film cathodes can be directly applicable to the microscopic structures and chemistry of the 
porous cathodes made of the same materials.  

Typically a pair of identical PLD‐grown samples was used in our comparison measurements. One is 
prepared for use in in‐situ APS measurements, and the other is prepared for use in a conventional 
electrochemical testing setup for ex situ characterization. The main difference in preparation is the 
installation of additional electrodes (wire) for the in situ sample. Then, the samples were subjected 
to similar thermal and electrochemical conditions for comparison. The electrochemical conditions 
applied were identical. However, the thermal cycles are approximately the same because the ex situ 
samples were treated in an enclosed furnace while the in situ experiments were performed in air 
with a sample heater. The temperature uncertainty is estimated to be 50 °C. The typical set 
temperature was 700 °C and the set potentials were between 0.3 to 1 V either cathodic or anodic. 
Ex situ characterization was performed after the sample cooled to room temperature after thermal 
and electrochemical cycles, and the in situ characterization was performed during the course of the 
thermal and electrochemical cycles. The samples to be discussed in this section are LSM, LSC, and 
LSCF thin film samples grown by PLD directly or with GDC buffer layer on YSZ substrates. 

Sr Segregation During Annealing without Electrochemical Bias 
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The first in situ and ex situ comparison was made without applying potential, focusing only on the 
long‐term thermal annealing effect. Impedance vs. time during thermal annealing of LSCF samples 
grown directly on YSZ(111) and on GdC(100)‐layered YSZ(100) are shown in Figure 1. The gradual 
increase of impedances (several hours or days) is the typical long‐time behavior of the film samples 
although low‐frequency components can improve over a short period of time initially.   

 

Figure 1. Impedance measurements at three different frequencies () during thermal annealing to 

700 °C in air. The samples were essentially unbiased during the impedance measurements. 

 

The LSCF 20 nm film grown directly on the YSZ (111) substrate exhibits a monotonic increase of 
impedances even during the rerun after cooling down the sample days later. On the contrary, the 
LSCF 20 nm film grown on the GdC (100) pre‐deposited substrate maintains low impedance with a 
slow increase over a day, but the increase accelerates over the course of several days. Furthermore, 
impedance improves during the cool down period, but eventually impedance increases again back 
to the values similar to the LSCF/YSZ(111) sample. This example illustrates that the impedance 
behavior depends not only on the sample compositions but also on the substrates that the samples 
are grown on. However, most samples studied exhibit generally similar behavior, namely, that the 
impedance increases gradually over a long time period without electrochemical biasing. We believe 
this behavior is related to the Sr segregation behavior discussed below.  The Sr segregation has 
been seen in both in situ and ex situ X‐ray measurements of all samples that we studied.  As we will 
further discuss below, the segregation is strictly the result of thermal annealing and almost 
independent of electrochemical control. The qualitative behaviors of the samples are the same 
while there are some quantitative differences. 

At least for the starting composition of 30–40% Sr, all samples, LSM, LSC, and LSCF, which we 
studied, show Sr segregation behavior. The Sr segregation is evident as a shoulder at low angle 
(~0.02 Å‐1) in our depth‐sensitive chemical/elemental profiling technique, TXRF measurements.  
The TXRF data are shown in Figure 2.  Based on the development of the shoulder (marked by grey 
arrows in (a) and (b), we can identify that the Sr‐rich phase exists as nanoscale particles on the 
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surface. In fact, the nanoscale particles are also seen in our post annealing ex situ AFM images (not 
shown). The size and number of the Sr‐rich particles are significantly larger for LSC than for LSM, 
which are consistent with the size and width of the shoulders seen in (a) and (b). In both cases, LSM 
and LSC, the shoulder nearly disappears at the operating temperature, but the shoulder reappears 
and grows larger as the sample is cooled. The disappearance of the shoulder does not mean Sr 
segregation completely disappeared. As seen in the X‐ray technique section, the TXRF yield below 
the critical angle should have a concave shape (shown as dashed lines in Figure 2). The TXRF at 
700 °C does not have a concave shape, indicating that a significant Sr fluorescence exists below the 
critical angle. However, it does indicate that the Sr‐rich particles no longer remain as particles. The 
Sr segregation remains on the surface but is rather uniformly distributed. In the case of LSC, the 
distinction between the particles and uniform distribution become blurry since particles or islands 
are so dense and nearly overlap each other.  The different morphologies of the Sr‐rich phases 
between low and high temperatures are illustrated as the insets for (b).  

 

Figure 2. Sr fluorescence measurements at glancing angle: (a) LSM and (b) LSC films grown on YSZ. The 

critical angle of total external reflection is shown as a dashed vertical line, and the expected signal is 

shown as dashed curves. 

 

The Sr segregation affects a significant fraction of the sample thickness.  Since the samples are only 
a few tens of nanometers and the Sr‐rich phase can be as large as several nanometers thick, the 
remainder of the sample is therefore Sr composition less than the original composition. On the 
other hand, in our previous study with LSM samples of 20% Sr composition,28 the Sr segregation 
was considerably less evident. Furthermore, a recent measurement with LSM samples of 15% Sr 
composition exhibits Sr depletion on the surface. 29 These observations suggest that the Sr‐
segregation may depend sensitively to the overall initial Sr composition of the thin film.  This can 
occur if there is an optimum Sr composition that the film maintains during annealing. Within the 

                                                             

28 K.C. Chang and H. You, unpublished. 

29 S. Gopalan and K. Ludwig, private communication.  
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limited experiments with a few compositions, we may speculate that ~20% Sr composition is 
thermodynamically favored under the film or microscale LSM geometry. If the overall composition 
is more or less than the optimum composition, the thermodynamic selection of the optimum 
composition will lead to Sr segregation or desegregation in a film or microscale particle.  The 
optimum composition can be influenced because of the presence of the surface and interfaces that 
are not present in bulk.  The surface and interface energy contribution to the total free energy can 
lead to a phase separation even when it was not possible in bulk.  

It is interesting to examine the composition near 30% Sr from the standpoint of the known phase 
diagrams of LSM. The bulk phase diagram of LSM is well established in condensed matter physics.30 
In fact, the phase diagram is rather complex due to the spin and orbital degrees of freedom, in 
particular, of the B‐site Mn and surrounding oxygen octahedron. The known bulk phase diagram of 
LSM is shown in Figure 3a. The important aspect of the phase diagram in the view of cathode 
materials is the phase boundary between metal (higher Sr composition) and insulator (lower Sr 
composition). The boundary is at 30% Sr composition at the cathode operating temperature.  
Noting that the initial PLD‐prepared composition of our cathode film samples is at the metal 
composition, the Sr segregation makes the LSM film move to an insulator or, at least, closer to the 
metal‐insulator phase boundary. This is certainly not desirable in terms of electronic conductivity 
and is probably responsible for the low activity of LSM.   

The situation is very similar with LSC. Its bulk phase diagram31 is shown in Figure 3b. However, LSC 
maintains a semiconducting state at low Sr composition, rather than an insulating state. Therefore, 
even with the Sr segregation, LSC remains semi‐metallic and highly active, although not very stable. 
We found that LSCF behaves similarly, showing the property intermediate between LSM and LSC. 
The degree of Sr segregation measured with TXRF (to be discussed in more detail below) is also 
consistent with behavior intermediate between LSC and LSM. The TXRF shoulders are more 
pronounced than those of LSM but not as much as those of LSC. In this regard, we can speculate that 
the slow increase of the impedance shown in Figure 1 may be an indication that the film 
composition drifts slowly at the operating temperature to a lower average Sr composition.   

                                                             

30 A. Urushibara, Y. Moritomo, T. Arima, A. Asamitsu, G. Kido, Y. Tokura, Phys. Rev. B 51, 
14103 (1995). 

31 J. Wu and C. Leighton, Phys. Rev. B 67 174408 (2003). 
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Figure 3. Bulk phase diagrams of (a) LSM and (b) LSC. PI: Paramagnetic insulator, PM: Paramagnetic 

metal, PS: Paramagnetic semiconductor, FM: Ferromagnetic metal, FI: Ferromagnetic insulator, CI: Spin‐

Canted insulator, AFM: Anti‐ferromagnetic metal, TN: Néel’s temperature, Tirr:  irreversible glass 

transition. The brown solid lines are metal to insulator (semiconductor) transition lines. 

 

There is an important observation to be mentioned here in light of in situ and ex situ comparison. 
Even though the LSM, LSC, and LSCF film cathodes are at the insulating or semiconducting state in 
the operating in situ condition, they are metallic when the cathodes are cooled to a room‐
temperature ex situ condition for various characterization purposes. Therefore, caution should be 
exercised in interpolating the properties measured at room temperature to the operating 
temperature.  Also, it is important to note that the metal‐insulator or metal‐semiconductor 
boundaries are more important at lower temperature.  That is, the conductivity jump is larger and 
sharper at lower temperature than at high temperature.  At 800 K or below, the conductivity jump 
can be larger than an order of magnitude and the small composition changes can make a large 
difference in conductivity measurements.  Although commercial cathodes run at much higher 
temperature, it is important to keep in mind that any ex situ or in situ investigations at 800 K or 
lower must take into consideration that the measurements can be sharply dependent on a small 
change in Sr composition.  

XANES Characterization of LSCF: Surface vs. Bulk 

We studied changes in physical properties of ~20 nm thick LSCF films during half‐cell operation 
with the applied potential. LSCF films were grown in two different substrates: directly on YSZ(111) 
and on a 40 nm thick GdC(001) epitaxially grown on YSZ(001). Just heating the sample to 800 °C 
induces several reversible changes that are common to both samples.  The widths of specular 
reflectivity peaks broaden at high temperature indicating increased roughness. Also in the XANES, 
we have K edge shifts in Sr, Fe, and Co to lower energy. This is consistent with increased oxygen 
vacancies in the LSCF film, which results in lower oxidation states for the cations. Co K‐edge is 
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shown in Figure 4 as an example.  In (a), the edge spectra are shown for the film in three conditions: 
as received and measured at room temperature, measured at 800 °C, and measured again at room 
temperature after cool down. Note that the edge position shifts to lower energy indicating a partial 
reduction. In (b), the surface‐sensitive (TXRF) measurement is compared to that of the film. This 
comparison clearly indicates the film surface (~ a few nm thick) is more reduced (and more oxygen 
deficient) than the film bulk.  

 

Figure 4. Co K‐edge XANES of LSCF on YSZ(111) for (a) film at three conditions and (b) film and surface 

comparison. 

In Situ TXRF Characterization of Cation Segregation During Half‐Cell Operation (in 

operando): LSCF  

The ex situ measurements prompted further in situ measurements. It is clear from the above ex situ 
measurements that LSCF film grown directly on the YSZ(111) substrate does not form islands and 
maintains the integrity of the film structure.  Sr and Fe segregate to the surface and distribute 
narrowly uniform on the surface.  Furthermore, it appears to be responding to electrochemical 
polarizations.  In order to further understand the cation migration behavior, we investigated the 
LSCF film on YSZ(111) during potential control to see if B‐site cations may respond to the applied 
potentials. (We used Au wires as the contact electrodes, instead of Pt, to avoid possible catalytic 
activity of Pt affecting the film’s activity.32) The experiments were repeated with two different 
electrode configurations to understand better the effect of geometric configurations. One sample 
was used for both configurations, simply by switching from in‐plane to out‐of‐plane configuration 
during experiments, and the results were reproducible. The order of applied potential was OCP, 
+1V, ‐1V for in‐plane measurements, shown in Figure 5a and OCP, ‐1V, +1V for out‐of‐plane 
measurements, shown in Figure 5b.  The in‐plane and out‐of‐plane configurations are schematically 
shown as the insets. Higher potentials of 1 V were used to amplify the effects for a clear 
demonstration.   

 

                                                             

32  J. Nielsen, T. Jacobsen, Solid State Ionics. 178, 1001 (2007). 
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Figure 5. B‐site cation fluorescence signals during under (a) in‐plane and (b) out‐of‐plane potential 

controls. 

 

The fluorescence signal of Co responds well to electrochemical potential. Both geometries show the 
same trend of Co segregation. The Co signal rises at lower angles than the Fe signal at OCP or at ‐1V.  
Then, the Co signal moves towards the Fe signal in (a) and almost overlaps in (b) with the Fe signal 
at +1V. The Fe signal does not respond to the potentials. Therefore, we can plot the ratio of Co 
intensity to Fe intensity (the insets) to show the potential dependences.  

The surface enhancement of elements is evidenced by a shift of the rising edge of the fluorescence 
signal.  The shift to a lower angle indicates an enhancement of the corresponding element at the 
surface.  The shape of the fluorescence intensity increases near the critical angle and indicates that 
the enhancement is rather uniform over the entire surface with a thickness of a few nanometers.  
The insets show the ratio of the Co enhancement on the surface.  Since the signal enhancement is 
quadratic to the elemental enhancement, the Co enhancement factor is ~1.25 (a) and ~1.55 (b). 
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Figure 6. X‐ray reflectivity of 5 nm LSM on 20 nm LSCF/YSZ(111) without (a) and with (b) a capping layer. 

The reflectivity data show a significant reduction of the critical angle and disappearance of the fringes in 

(a) while there is no critical angle change and the thickness fringes in (b), after annealing and cell 

operations.  TXRF data (c) shows Sr segregation.   

 

Effect of LSM Capping Layer 

We also studied the LSM on LSCF/YSZ(111) to model LSM infiltration.  The samples with and 
without the LSM capping layer are studied with X‐ray reflectivity and TXRF, and the data are shown 
in Figure 6.  The reflectivity data are shown in (a) and (b) for the samples without and with, 
respectively.  The TXRF data are shown in (c) for the capped sample.  Comparing the critical angles 
shown in the insets, we can see that the critical angle does not change after annealing when there is 
a LSM capping overlayer.  This suggests that the LSM stabilizes the surface of the thin film under 
annealing and operating conditions.   

In the presence of a LSM capping layer, surface Co is reduced but does not go into a spinel state. 
Instead, it shows an edge shift with no white line peak change (data not shown), implying no 
structural change around the Co. We also see no evidence of Mn intermixing with the other B‐site 
cations. 

Ex Situ Characterization of MnO Model Infiltration by Atomic Layer Deposition 

Liquid‐phase infiltration of LSM to LSCF cathodes has been successful33 in improving the stability 
and catalytic activity. While liquid‐phase infiltration is successful, we expect that gas‐phase 
infiltration has a certain advantage in terms of penetration of the infiltrant deep into the porous 
cathode materials. We chose therefore the atomic layer deposition (ALD) technique to test the 
infiltration to the porous cathode materials, in particular LSCF. As the initial step, we deposited two 
types of MnO model infiltrates by ALD. One type is the ALD‐film of MnO formed on a layered 
cathode. The film type was grown on LSCF thin film, which is epitaxially grown on NdGaO3 (011) 
substrate by PLD. It was studied with the X‐ray reflectivity technique. The second type of model 

                                                             

33 X. Lou, Z. Liu, S. Wang, Y. Xiu, C.P. Wong, M. Liu, J. Power Sources, 195 419 (2010). 
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infiltrate was made by ALD deposition of MnO directly on sintered porous YSZ powder samples. 
The powder‐type samples were examined by the USAXS technique.  

Ultra‐small angle X‐ray scattering is a powerful tool to investigate more realistic cathode materials 
non‐destructively. It can be used to examine the overall average particle and pore distribution of 
the size in the range from 10 nm to 10 μm. In analyzing and understanding the X‐ray reflectivity or 
small‐angle scattering, it is convenient to write the equation for the scattering intensity from 
interfaces since X‐rays scatter only from interfaces in both cases. We call ‘X‐ray reflectivity’ when 
the interfaces are overall relatively well‐defined flat surface and ‘small‐angle scattering’ when the 
interfaces are complex, and often convoluted. In both cases, however, the scattering angles are 
small (mostly forward scattering) and X‐rays scatter only from the interfaces across which 
appreciable density changes occur (not sensitive to individual atoms). 

Approximately 5 nm thick MnO ALD film was grown on a 10 nm thick LSCF PLD film on NdGaO3 
(011) substrate. Figure 7 shows the evolution of the X‐ray reflectivity on this sample during 
annealing up to 700 °C. The reflectivity of the as‐grown film measured shows a fringe of ~0.05 Å‐1, 
which corresponds to the overall thickness (~15 nm). Preliminary analysis indicates that, while 
there is no change in the overall thickness of the film, the major cause of the reflectivity change is 
due to air/MnO interface roughness, which was initially at 10 Å at room temperature but decreases 
to 5 Å at 500 °C. There is also a slight increase in the MnO/LSCF interface roughness from 2 to 4 Å 
above 500 °C, which accounts for the decreased intensity at high Q values. This result suggests that 
the initial grown ALD layer undergoes significant smoothening at 500 °C. 

 

Figure 7. X‐ray reflectivity of ALD MnO grown on 10 nm LSCF on NGO(011).  

 

We used USAXS to characterize the infiltrate grown on sintered porous YSZ powder samples. We 
prepared 10 nm thick and 50 nm thick MnO layer samples. However, an initial USAXS pattern from 
the 10 nm thick sample was indistinguishable from that obtained from pure porous YSZ powder 
samples without the MnO layer. Therefore, we focus on in situ measurements of the 50 nm thick 
infiltrate. In situ USAXS data were taken on the 50nm thick MnO film from room temperature up to 
600 °C and are shown in Figure 8. The ALD layer results in the fringes at high Q values (Q100Å‐1) 
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of USAXS data in Figure 8. The fringes are shown more clearly by dividing the data for the 
infiltrated sample by the data obtained from a pure porous YSZ sample. The normalized data are 
shown in the inset of Figure 8.  

 

Figure 8. Ex situ USAXS of 50 nm ALD MnO films grown on porous YSZ at different temperatures. The 

inset shows the ratio of the ALD to the porous YSZ intensity. 

 

Although our data is fairly noisy, we estimate that the ALD film thickness is ~60 nm in good 
agreement with the deposited film thicknesses. The fringes grow less distinct at 600 °C suggesting 
that the ALD film may start to lose uniformity at this temperature.  At higher temperature, it is 
expected that the ALD film may not remain as a uniform coating of the particles as it did at lower 
temperature.  However, we expect that the ALD film can still remain on the surface of the particles.  

In Situ USAX Measurements of the LSCF Sample Growth on Porous YSZ Backbone 

We used USAXS to track in situ the temperature‐ and time‐dependent microstructural evolution of 
an infiltrated LSCF second phase (Figure 9). The experimental geometry is also schematically 
shown. A screen‐printed porous YSZ backbone was prepared and infiltrated with LSCF in tartaric 
acid. The increase in overall intensity at 400 °C is due to the organics from tartaric acid leaving the 
system. The presence of the organics reduces the density difference and, therefore, the scattering 
power. Up to 400 °C, there is no qualitative change in the intensity, which is essentially featureless 
in Q. However, infiltrates begin to nucleate to ~1 nm size particles at 600 °C. The particles continue 
to coarsen to ~5 nm from 600 °C to 800 °C, and we observe an accelerated coarsening of the 
infiltrates at 900 °C to ~100 nm. 
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Figure 9. In situ USAXS of tartaric acid based LSCF grown on porous YSZ during annealing to 1,000 °C and 

a schematic diagram for the experimental geometry. 

Conclusion 

While in situ investigation of SOFC working cells is most desirable for realistic evaluation of the 
cathode properties, well‐designed ex situ investigations can reduce cost and effort. In this section, 
we presented X‐ray techniques performed in situ and ex situ, both of which provide valuable 
information. The in situ studies were performed with a half cell cathode where the potential was 
artificially controlled. Even in in‐situ studies, we find a need to delineate the effect of high 
temperature and the effect due to polarization. We conclude that the major structural and chemical 
changes, such as cation segregations, are due to the extended annealing of the initially PLD 
prepared film cathodes. However, significant segregations were also observed under the 
electrochemical polarizations as well as other subtle effects such as lattice expansion. Extensive in 
situ studies are now underway. 
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Degradation in State‐of‐the‐Art Solid Oxide Fuel Cell Cathodes by Kirk 

Gerdes (National Energy Technology Laboratory) & Hoydoo You 

(Argonne National Laboratory)  

Summary  

Fuel cell degradation is considered to be any evolution of cell microstructure or chemistry that 
deviates from the initially constructed or ideal state, and which usually manifests as a time‐
dependent reduction in performance.  Fuel cell degradation processes are influenced by both the 
contemporaneous operating condition and by the cumulative history of multi‐modal degradation.  
Cathode materials in particular are subjected to intrinsic and extrinsic degradation processes, and 
both primary (direct) and secondary (multi‐step or indirect) modes exist.  A framework to 
categorize degradation processes is presented in Table 1, which distinguishes between modes on 
the basis of mechanistic complexity and the origin of the degradation‐inducing thermodynamic 
potentials.   

Broad modes of degradation are shared among all SOFC cathodes.  Such modes include: 

 Cation diffusion creating depressed activity phases and unwanted secondary phases; 
 Agglomeration of grains resulting in diminished porosity and decreased triple phase 

boundary length; 
 Accumulation of impurities at critical reaction interfaces, which depress or halt reaction 

kinetics; and 
 Reaction between cathode and electrolyte to produce inactive phases. 

Specific processes can be organized into these broad modes, and the mathematical descriptions of 
specific modes within the broad divisions will be similar. 

The specifically manifested degradation processes experienced by a particular cell construction in a 
certain industrial stack design are expected to be unique, and consequently detailed analysis of 
degradation modes must be completed for each cell construction to categorize and quantify the 
expressed degradation.  For example, Sr and Mn are broadly known to respond to the applied 
conditions of operation (temperature, overpotential), but the specific degradation behavior appears 
to be strongly dependent upon the exact composition of the cathode.  Some evidence even suggests 
that LSM 80/20 and LSM 70/30 will degrade in very different manners.  Examples of other modes 
that should be specifically examined in LSM and LSCF cathodes in all applications include: 

 Segregation of Sr and Mn towards the surface of cathode grains, and the impact on 
surface exchange;  

 Agglomeration of cathode particle clusters and grain growth, principally at specialized 
interfaces;  
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 Separation of YSZ into t‐YSZ and c‐YSZ domains as a function of applied overpotential; 
and 

 Attack of cathode surfaces by H2O, CO2, and Cr. 

Fortunately, a broad matrix of tests and analytical techniques have been leveraged to examine the 
common modes of degradation, and simple extrapolations may extend knowledge of a generalized 
mode to the specific degradation experienced by a certain cell/stack.  Appropriate tests render 
definable and quantifiable degradation processes, and rational mitigation approaches can be 
advanced.   
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Table 1. Categories of principal cathode degradation modes.  

Intrinsic

Primary

(direct or single step)

Degradation arises from relaxation of thermodynamic potentials within the 

cathode under intended, designed, or standard conditions of operation

________________________________________________

Cathode cation diffusion forms an enriched phase

Crystallographic distortion results in phase breakdown

Sintering or grain coarsening results in microstructural evolution

Delamination arising from incompatible thermal expansion

Secondary

(indirect or multi‐step)

Degradation arises from relaxation of thermodynamic potentials within the 

cathode in response to:

     i) Operation of the cell beyond intended, designed, or standard conditions

ii) Multi‐step degradation processes (cascading failure)

________________________________________________

Activation or acceleration of primary modes at new conditions

Cathode delamination due to substantial secondary phase formation

Extrinsic

Primary

(direct or single step)

Degradation arises from relaxation of cathode thermodynamic potentials 

influenced by external sources in response to:

i) Non‐standard  conditions of elemental exposure (gas phase)  

ii) Cell fabrication outside of the design specifications 

________________________________________________

Diffusion of cations present as contaminants in cathode pre‐cursor materials

Adsorption/reaction of contaminant molecules in gas feed (Cr, Si)

Operating point disruptions (load, fuel, etc.)

Secondary

(indirect or multi‐step)

Degradation arises from relaxation of cathode thermodynamic potentials 

influenced by external sources.  Degradation is characterized by a multi‐step 

process (sequential or simultaneous), and at least one step includes a solid 

state degradation reaction of a cell component proximal to the cathode

________________________________________________

Reaction of cathode with electrolyte/interconnect/seal

Overpotential variations arising from failure of current collecting mesh
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Introduction 

Research and development progress on the topic of SOFC systems has been rapid for more than ten 
10 years owing to the large investment of private capital coupled with the application of federal 
research support through the SECA program [ML‐1, EW‐1].  Indeed, the industry reported 
performance demonstrations and cost projections have continuously met or exceeded federal 
program milestones [SECA‐0, FCB‐1, FCB‐2], the rate of cost reduction and device innovation is 
projected to continue apace [RRT‐1], and the advent of first‐generation commercial SOFC systems 
exceeding 50 kW approaches [FCB‐3, SECA‐1, SECA‐2, and SECA‐3].  As the fundamental and 
applied technical challenges encumbering prototype generation have been overcome, research is 
pivoting towards optimization of material performance, particularly with respect to long‐duration 
material service.  At the cell level, optimization of performance is a function of electrochemical 
activity, intrinsic material stability, extrinsic material compatibility, and the costs of raw materials 
and fabrication processes.  Performance optimization requires collection of data pertaining to 
subtle and evasive phenomena, and such data are critical to ensure developmental superiority of 
the next‐generation of SOFC systems.   

A conventional fuel cell stack consists of individual components acting in concert to facilitate global 
electrochemical reaction and transport processes influenced by gradients in the thermodynamic 
state [11].  Cell components are distinguishable by spatial occupancy (location and dimension), 
primary function (e.g., anode, electrolyte, cathode, interconnect, seal), and in terms of the primary 
modes of degradation exhibited.  When considering the myriad processes and coupled modes that 
may occur in just the principal functional cell components, the task of assessing degradation 
becomes rapidly overwhelming.  Therefore, degradation considerations in this report are restricted 
to primary (single, or discrete) and secondary (coupled, or synergistic) intrinsic and extrinsic 
processes affecting the cathode.  The processes considered are local processes fundamentally 
occurring on a sub‐micron scale and influenced by thermal, chemical, and electrical gradients.  Bulk 
mechanical degradation arising from cell‐scale mechanical forces are not addressed here.  Specific 
modes of degradation can be identified as sub‐parts of more generalized processes, and must be 
considered in a framework such as that depicted in Table 1 due to the complexity of the processes.   

Cathode Intrinsic, Primary Modes of Degradation 

The most commonly occurring and widely studied degradation processes are categorized as 
primary intrinsic modes.  These processes include cation diffusion producing altered physical 
properties, phase breakdown, and grain coarsening or sintering.  Primary intrinsic modes arise 
during normal cell operation and are manifested through dissipation of potential gradients.  Some 
potential gradients (such as cation distribution) exist in the fresh cell as a function of the fabrication 
process.   Other potential gradients are applied via operating conditions (current density, 
temperature, chemical exposure) considered as “normal” for the particular cell, that is conditions 
for which a particular cathode has been designed.  Degradation exhibited under such conditions is 
considered “primary” since the degradation arises in direct response to the thermodynamic state of 
operation and the cell is assumed to be engineered for performance in that operating state. Given 
that most primary intrinsic degradation processes involve solid state diffusion caused by exposure 
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to modest gradients in thermodynamic potentials, the degradation time scale is on the order of 
hundreds to thousands of hours.   

Thermochemical cathode degradation resulting from intrinsic chemical potential gradients at the 
atomic scale is manifested as cation diffusion, defect generation/consumption, crystallographic 
relaxation, and phase separation.  Although cation diffusion processes fundamentally proceed at the 
atomic scale, diffusion can occur en masse over a spatial region spanning nm to m.  Readily 
observable alterations to electrical transport and crystallography result from such diffusion.  A 
recent and particularly innovative examination was reported [1] describing the continuous lattice 
expansion of a LSCF cathode operating electrochemically and examined in situ by XRD.  The time‐
dependent lattice expansion was shown to correlate reasonably well over 60 hours to the observed 
degradation in cell performance.    Strontium segregation in LS(C)F cathodes has also been well 
documented, with a characteristic study given in [10].  In the reported system, no microstructural 
evolution was observed within the cathode, yet impedance measurements revealed substantial 
degradation in the non‐ohmic processes.  A widely reported cation diffusion phenomenon inherent 
to LSM cathodes involves the transport of Mn ions [Mogensen 1].  Manganese is reported to 
partially diffuse from the LSM crystal and enrich the surface of the electrolyte near the triple phase 
boundaries.  Initially this process enhances the performance of LSM cells, but eventually the Mn 
diffusion facilitates cascading degradation.   

Thermochemical degradation at the particle scale is exhibited as evolution of the as‐fabricated 
microstructure including densification of constituent phases, alteration of surface areas, and 
constriction of cathode pores.  Microstructural evolution arises from relaxation of gradients in the 
particle surface free energy, which can require hours to days.  Isothermal expansion of the crystal 
lattice of LaMnO3 systems was investigated in response to oxygen partial pressure [Miyoshi 1], with 
the result that lengths could change more than 0.1% through the tested oxygen partial pressure 
range.  The phenomenon of particle coarsening was clearly noted in research of GDC/LSCF systems, 
with contrasts made to LSM/YSZ systems [Barnett 1].  Although tested at elevated temperature, 
particle coarsening and surface morphological evolution were plainly evident.  Another study 
demonstrated the role of electrical polarization on the sinterability of LSM materials [Jiang 1], and 
concluded that polarization impedes grain growth possibly due to the absence of cation vacancies 
at the perovskite’s A‐sites.  Another study also reported the influence of the substrate over the 
cation diffusion process, whether leading to phase breakdown or particle agglomeration [Kim 1]. 

Electrochemically or electrically driven degradation processes may also occur in the cathode, 
whereby an electrical gradient is diminished through non‐chemical diffusion processes such as 
ionic transport or charge transfer.  One prominent example was generated for Mn contained within 
LSM cathodes [Backhaus 1, Backhaus 2].  In the course of both in situ and ex situ studies, Mn 
departed from the LSM crystal under cathodic polarization and begin populating the adjacent YSZ 
surface.  In the case that cathodic polarization is removed or that anodic polarization is applied, the 
Mn returns to the LSM grain.  Although degradation of the LSM lattice helps to activate the SOFC 
cathode in this case, the cathode so degraded may possess an enhanced susceptibility to failure.  Ad 
hoc observations of cathode delamination at high overpotential also tend to indicate that some 
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modes of degradation may be activated or accelerated in the presence of an electrical gradient.  
Observed electrical degradation processes typically occur on the scale of seconds to minutes. 

The thermodynamic state of the system is also influenced by the chemical composition of both the 
bulk gas and the local gas within the cathode structure.  For some cathode materials, the magnitude 
of water present serves to activate or accelerate degradation processes. Both LSCF and LSM 
cathodes were reported to degrade under elevated water partial pressures, with degradation 
accelerated at operating temperatures below 800 °C [Sasaki 1].  A detailed study of the impact of 
water on the degradation of LSM cathodes has been reported [Mogensen 1], but a multi‐step 
mechanism is postulated, so this mode is further described in a subsequent section treating 
cascading cell failure. 

Cathode Extrinsic, Primary Modes of Degradation 

Degradation induced by primary processes involving cathode extrinsic materials arises from 
fabrication and gas exposure conditions that are outside of the ideal fabrication tolerances or the 
intended operational envelope.  For example, cells fabricated from source materials containing 
excessive impurities will tend to degrade at a much faster rate than cells that are fabricated from 
high purity stocks.  Likewise, cells that are overheated during cell fabrication may also possess 
undesirable secondary phases.  In any case, the associated degradation modes are considered 
extrinsic because they arise from elements that are not intended for inclusion in the cathode and 
can be diminished through external controls (quality control practices, for example).  Undesirable 
elements and molecules may also be introduced into the cathode via the feed gas, and act as 
degradation inducing agents.  Agents introduced in such a way include everything from 
environmental molecules such as water to constituents of the upstream process hardware such as 
Cr and Si.   

The impact of contaminant elements derived from impurities in the pre‐cursor materials or 
deposited through gas phase transport from adjacent cell components has been widely 
investigated.  Principal examples of the accumulation of contaminant materials have been 
demonstrated [Horita 1], and the primary elements identified include Na, Cr, Al, and Si.  Commercial 
cells produced by Kyocera (flattened tube with CeO2/LFO cathode) were operated for more than 
8,000 hours and subsequently examined by SIMS at both the free cathode surface and at the 
cathode interlayer adjacent to the electrolyte.  Si and Cr were found at the free surface, and Si was 
found to penetrate to the interlayer.  Conductivity tests of YSZ completed at 500 °C [de Ridder 1] 
were also impacted by accumulation of Ca at the cell surface.  Published results also reveal the 
impact of processing that deviates from standard conditions.  The impacts of overheating the cell 
are discussed as well as potential impacts from off‐specification Y content [Ji 1, Mori 1], and 
relationships to conventional cells can be readily extrapolated. 

Volatile Cr species are widely known to evolve from the Cr‐containing metals [Fergus 1] that often 
compose the balance of plant equipment.  Thermodynamic consideration regarding reaction of 
several common cathodes with pre‐cursor impurities was described, and Cr‐containing phases 
were determined stable but formation was kinetically slow [Yokokawa 1].  Cathodes containing 
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tetravalent elements such as Fe and Co were more susceptible to secondary phase formation, and 
Cr phases typically formed at the TPB.  Separate reports also indicated that the mechanism of Cr‐
poisoning (and therefore the magnitude) was sensitive to the cathode operating conditions, 
specifically polarization [Paulson 1, Komatsu 1]. 

Cathode Intrinsic, Secondary Modes of Degradation 

Secondary modes of cell degradation include all modes in which the electrochemical performance 
decrease is precipitated by a separate cathode‐intrinsic primary failure or by inability to maintain 
the operating conditions within the range for which the cell was designed.  The precursor failure 
may or may not manifest a detectable impact to electrochemical performance, but the secondary 
degradation mode will be evident and stronger than the precursor mode.  Secondary modes will not 
strongly occur in the absence of the precursory failure.  Cathode‐intrinsic degradation may also 
occur in response to an unwanted or uncontrolled cell operating condition or thermodynamic state 
that is beyond the designed operating envelope.  Examples of such upset states include load spikes 
or rejections, serious thermal fluctuations, or unwanted changes in the fuel composition.  Although 
such changes may be considered to arise external to the cell, the degradation source ultimately 
depressing electrochemical performance is cathode‐intrinsic. 

One prominent example of cascading failure is evident in accelerated LSM cathode degradation due 
to over‐humidification of cathodes.  Water exposure is initially expected to mobilize the Mn cations 
within the LSM lattice, and permanent degradation was observed to increase in magnitude for 
higher water concentrations and for greater applied overpotentials [Mogensen 1].  Continued 
exposure to humidified conditions results in diffusion of Mn cations that may volatilize from the cell 
surface.  A comparison between LSCF and LSM performance in high humidity conditions was also 
reported [Sasaki 1], with greater long‐term susceptibility of LSCF observed.  Exposure of the LSCF 
cathode to high water concentrations created substantial phase transformations that ultimately 
delaminated the LSCF cathode from the GDC interlayer. 

Published reports documenting the degradative impact of unwanted thermodynamic conditions 
through a series of systematic and controlled tests are not available.  However, satisfactorily 
approximate results are obtainable from studies performed under harsh operating conditions, 
especially at elevated temperatures and current densities (overpotentials).  Examples of 
extraordinary cathode/electrolyte reactions at high temperature and current density have been 
shown [Nielsen 1, Hsaio 1], and typically include the formation of undesirable secondary phases 
(LZO), the acceleration of phase formation rates, and the appearance of unusual phases.   

Cathode Extrinsic, Secondary Modes of Degradation 

Cathode extrinsic degradation occurring through secondary modes includes all processes by which 
initial degradation of a non‐cell component induces degradation at the cathode/component 
interface.  Typically, such processes feature a solid state reaction.  Examples include formation of 
interfacial phases between components and phase breakdowns near interfaces arising from cation 
diffusion.  All principal interfaces with the cathode must be considered including the 
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cathode/electrolyte, the cathode/contact material, and the cathode/interconnect.  Cross‐
contamination of elements during cell fabrication must also be considered.   

Cathode/electrolyte reactions have been widely reported for both the traditional LSM/YSZ systems 
and the LSCF/YSZ systems possessing no interlayer.  In such systems, the cation exchange 
generates a non‐conducting phase (e.g., lanthanum zirconate) that effectively destroys cathode 
activity.  Other cation diffusion from the cathode to the electrolyte have been reported for standard 
and novel cathode/electrolyte compositions [5, Malzenbender 1, Mitterdorfer 1, Barnett 2, Shimazu 
1].  Degradation processes involving cathode contact material can include mechanical degradation 
(e.g., cracking) due to thermal expansion mismatch between the contact material and the cathode 
or coarsening/sintering of the contact material over time.   A representative investigation of several 
contact materials was conducted and critical performance metrics have been outlined including 
morphological and microstructural stability [Yang 1].  Undesirable interactions between the 
cathode and interconnect commonly arise from introduction of elements arising from the base 
interconnect [Schuler 1].  Cathode exposure intensifies when protective coatings applied to the 
interconnect crack or spall.  Rapid degradation of the interconnect conductivity may also intensify 
local thermal conditions, which could impart sufficient energy to otherwise inactive degradation 
processes. 

Cross contamination of the cathode with elements that constitute other cell components can also 
induce degradation.  Such cross contamination may occur prior to complete sintering of the cell, 
whereby elements within the anode diffuse through the electrolyte to the cathode.  The diffused 
element then either reacts with the cathode elements or alters the physical properties of the 
cathode.  In one example, cathode grain coarsening was observed due to Ni crossing the electrolyte 
to the cathode [2].  

Time Dependent Degradation  

The degradation processes occurring at a given operating time are influenced by the cumulative 
history of degradation.  That is, while the cathode’s instantaneous response to extrinsic chemical 
and electrical forces will be dictated by its contemporaneous operating state, degradation is a 
function of the total time of operation and the unique degradation path that the system has already 
traversed.  This thermodynamic concept can be pictured as a multi‐dimensional energy surface 
over which unique portions are accessible at a given time depending on the equilibrated operating 
conditions and the current thermodynamic operating state (which is dictated by operating history).  
To add additional complexity, the degradation rate of a given mode is unlikely to be linear over the 
course of the cell lifetime, and the identity of the dominant degradation mode expressed at a given 
time is likely to change. 

The degradation rates that can be expected from cascading processes over long time scales are 
therefore imprecisely predictable.  This fact complicates interpretation of any cathode‐related cell 
failures observed following a step change in operating condition or a process upset, as the resulting 
degradation may not be directly correlated to the imposed condition.   Even for two cells operated 
under identical initial conditions, the same cell performance (current density) will not necessarily 
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be observed after the same elapsed time unless the exact temporal operating conditions were 
imposed identically on the cells.  Therefore, cell failures must be subjected to root cause analysis, 
with an increase in analytical intensity that is proportional to the service time of the stack being 
analyzed. 

Conclusions and Postulated Mitigations of Cathode Degradation 

Cathode degradation has been shown in this brief summary to arise from diverse primary and 
secondary modes, and a framework has been proposed to categorize the modes according to the 
complexity of the degradation mode and its origin (cathode intrinsic or cathode extrinsic).  Many 
modes documented in the peer‐reviewed literature have been used to illustrate the degradation 
associated with each category, and prominent degradation processes have been highlighted.  
Although not exhaustive, the literature cited here and within the cited literature’s references is 
expected to provide a comprehensive outline of the principal processes by which cathodes degrade.  
Voluminous detailed reports could be written on each of the modes identified, but such a task 
should only be undertaken for particularly vexing modes that are identified by industry teams. 

Although the global problem of cathode degradation is complex, consideration of the topic provides 
some insight into general strategies to address the issue in a relatively simple fashion, and the 
principal strategies to mitigate cathode degradation align well with the categorization of 
degradation modes as shown in Table 2.  Broadly considered, mitigation of cathode degradation can 
occur through a combination of best engineering practices and operating protocol.  Best 
engineering practices can be used effectively to mitigate degradation through careful material 
selection, accurate specification of operating conditions, and verification of component 
compatibility. Operating protocols can be implemented to ensure limits and controls are in place for 
operating stacks to prevent activation of degradation modes that occur principally through 
deviation from standard operating conditions.  Judicious use of cathode interlayers and infiltration 
of electro‐catalytically active materials (see section on infiltration) may also help to stabilize 
cathode performance.   

Table 2. General approaches to mitigation of cathode degradation.  

Intrinsic Extrinsic

Primary

(direct or single step)
Best Engineering Practices

i) Best Engineering Practices

ii) Operating Protocols

Secondary

(indirect or multi‐step)

i) Operating Protocols

ii) Best Engineering Practices
Best Engineering Practices
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Oxygen Reduction at Solid Oxide Fuel Cell Cathodes: A Comprehensive 

Study on Electronic and Mixed Ionic and Electronic Conductors Using 

Thin Film Studies on Patterned Electrodes, Heteroepitaxial Layers, and 

Infiltration Experiments by Srikanth Gopalan (Boston University)  

Background 

The oxygen reduction reaction (ORR) in the cathode is to date a significant source of polarization 
and efficiency loss in a solid oxide fuel cell (SOFC), especially at lower operating temperatures in 
the 600–800 °C.  Depending on the materials set employed, particularly the electrolyte, several 
cathode materials have been used.  However, La1‐xSrxMnO3 (LSM), a predominantly electronic 
conductor, and La1‐xSrxCo1‐yFeyO3 (LSCF), an excellent mixed conductor, have been the principal 
candidates used as SOFC cathodes. Many new materials continue to be investigated. It has been long 
recognized that the structural and compositional changes that occur at the surface of the cathode, 
i.e., gas‐cathode interface, plays a key role in the ORR. However, the specific details of the role that 
these factors play has not been clearly elucidated.  Further, a detailed understanding of the 
relationship between the various kinetic parameters related to the ORR, namely, oxygen surface 
adsorption, bulk and surface diffusivities of oxygen to the sites of the electrochemical reduction 
reaction, and the relative importance of triple phase boundaries and gas exposed surfaces of the 
cathode is still emerging. Ultimately, research on cathode materials will need to provide the 
mechanistic link between the compositional and structural changes at the cathode surface to the 
measured kinetic parameters.  Such a linkage is essential to design new cathode materials and 
cathode architectures. 

Patterned Electrodes: Thermodynamics and Kinetics of Oxygen Reduction 

Introduction  

The first step to improving cathode performance is for researchers to develop an understanding of 
the oxygen reduction process itself. Simply stated, oxygen is fed to the cathode side of the SOFC and 
is reduced to oxygen ions by the half reaction: 

 

 

(1) 

  

Oxygen ions migrate selectively through the electrolyte to the anode, where a similar half reaction 
with gaseous fuel occurs to form either H2O or CO2 depending on the fuel stream. The overall half‐
reaction given by Equation (1) is misleading in its simplicity, for in practically all conditions this 
reaction is composed of several intermediate elementary steps each of which occur with a finite 
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rate. Over the last 20–25 years, numerous studies have made substantial progress investigating the 
ORR [1–3]. Researchers have tended to focus on electrode materials and microstructure, and how 
and why the performance changes with experimental conditions such as temperature, oxygen 
partial pressure, and time, as well as other factors such as impurities and thermal cycling.  

This is a complicated process, but in the simplest terms, there are some necessary material and 
geometric considerations that must be met in order for this reaction to proceed with a reasonable 
rate. The cathode must be exposed to the gas phase, it must be a good electronic conductor, and it 
must be in electrical contact with the external circuit. The cathode must also be in intimate contact 
with the ionically conducting electrolyte phase for transport of the ions towards the anode. The gas 
is reduced at some point in the vicinity of the gas/cathode/electrolyte region; the necessary 
reactions are shown schematically in Figure 1  [4, 5]. 

Cathode materials are chosen to fulfill these requirements, because, among other characteristics, 
they are efficient electronic conductors at high temperature and stable under oxidizing conditions. 
Noble metal catalysts such as Au, Ag, and Pt fit these requirements, yet are too costly to be 
considered practical for commercial deployment. As an alternative, ceramic oxides with a 
perovskite (ABO3) structure have proven to be a suitable and less expensive replacement. Since the 
current density is limited by the availability of oxygen at the electrolyte interface, adequate porosity 
is generally required to allow adequate gas supply. Performance improvements have also been 
made by switching to materials with good ionic conductivity as well as electronic conductivity 
(called MIECs) such as Sr‐doped LaCoO3 [6]. This increased active area available for O2 reduction 
was thought responsible for improved kinetics seen at temperatures below 800 °C. Alternatively (or 
in combination), composite structures such as LSM‐YSZ mixtures allow for larger contact area 
between electronic and ionic conductors. Unfortunately, improvements of this sort were largely 
empirical and not systematically optimized, suffering from stability problems related to many 
unknown variables. Another approach, becoming more widely adopted, is infiltration. In this 
technique a porous network of electrolyte material is first fabricated on top of the dense electrolyte, 
and then a cathode catalyst is impregnated into this network to form a very thin, sometimes dense, 
layer for oxygen reduction [7, 8].  

Early studies of oxygen reduction focused on noble metal cathodes and perovskites such as Ca‐
doped LaMnO3 (LCM) which are good electronic conductors, but have little ionic conductivity. Work 
showed that oxygen incorporation into the electrolyte is confined to the triple phase boundary 
(TPB) region with little involvement of the bulk of the material [9] (schematically this is 
represented by the path along the surface of the cathode to the TPB region seen in Figure 1). 
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Figure 1. Schematic representation of the oxygen reduction reaction occurring at a SOFC cathode, 

included are both the bulk transport of oxygen ions as well as surface diffusion. Adapted from ref. [25].   

 

The importance of a TPB region was first demonstrated in the 1920s [10], when researchers 
studying the oxidation of H2 on Pt (in gas diffusion electrodes or GDEs) noticed that the Pt must be 
simultaneously exposed to both a gaseous phase and immersed in solution to achieve high reaction 
rates. This concept has been applied to SOFC cathodes where overall performance has been shown 
to scale with TPB length, thus guiding microstructure design. By the 1960s however, the limitations 
of the TPB concept became apparent when researchers working on GDEs tried to understand the 
nature of the reaction steps occurring in the vicinity of the TPB [11]. To delve deeper, these 
researchers broke up the half‐cell reaction into a combination of multiple individual steps thought 
to be important to the kinetic rate of reaction such as diffusion, and oxidation of the H2 at the 
Pt/solution interface. These studies were important since they introduced the concept of co‐
limitation by diffusion, which can mimic Butler‐Volmer type kinetics yet is not activation limited. 
This insight has proved important for SOFC oxygen reduction where, in practically all cases, some 
co‐limitation exists between diffusion and surface chemical reactions that take place away from the 
electrochemical two or three phase interface.   

Recent work has shown that oxygen reduction generally involves not only the cathode surface but 
also the bulk of the material. Oxygen adsorption takes place on a surface and undergoes partial 
reduction via catalytic or electro‐catalytic steps. At some point these ad(b)sorbed species must 
transport to the TPB or two phase cathode/electrolyte interface where they are fully reduced and 
incorporated into the electrolyte. Unfortunately, the nature and location of these steps for different 
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materials at different operating conditions as well as an understanding of which processes 
dominate the rate is generally only partially understood [4]. Further, even less is known about the 
kinetic constants involved in the elementary reactions. This ambiguity arises from two main areas: 
first, sample to sample variation is generally high and thus interpretation of experimental results is 
difficult; and second, the reaction mechanisms tend to be complicated and thus are rarely, if ever, 
dominated by a single elementary reaction [5]. Much work, both modeling and experimental, has 
been performed to understand this complex reaction. The next section attempts to provide the 
reader with a cross‐section of the history of these investigations.  

Methods and Models for Understanding the ORR 

A thorough review of the oxygen reduction process was performed by Adler in 2004 [12]. Early 
experiments were typically conducted on Pt‐YSZ systems and generally were steady‐state 
measurements. From these measurements it was found that the i‐V behavior is highly non‐linear. 
To explain this behavior, researchers used the ideas developed for metal catalysts immersed in a 
liquid electrolyte, and analyzed the steady‐state results by Tafel analysis, or fitting the ln (i) vs. V 
measurements to specific rate determining steps occurring at the interface [13]. However, as was 
described for the gas diffusion electrodes, often this analysis fails to account for the true rate 
limiting steps such as diffusion and adsorption away from the interface.  

To probe deeper, the last 40 years has seen the widespread use of electrochemical impedance 
spectroscopy (EIS) or a.c. impedance. In this technique a sinusoidal perturbation of either voltage 
or current is applied across the system and the resulting sinusoidal i‐V response is measured. The 
frequency of the response is the same as the applied frequency, but it is shifted in magnitude and 
phase. By applying perturbations across a range of frequencies spanning several decades (i.e., 1 
MHz–1 mHz), reaction steps can be separated by timescale [14]. Much of our understanding of the 
ORR process comes from this technique.  

Measurements by Kleitz et al. [15] demonstrated that by modeling EIS response, of noble metal 
catalysts in contact with YSZ electrolytes, as an RC circuit the capacitance was too high and the 
frequency response was seen at too low a frequency to be caused by a classical double layer. 
Accordingly, they hypothesized that a diffusive limitation must be present. This analysis was 
further refined by Van Herle and McEvoy who concluded that for silver droplets, used as electrodes, 
the reaction was partially limited by both surface adsorption/dissociation processes and diffusion 
limitations [2]. In 1987, Mizusaki et al. showed that fitting their data collected for Pt‐YSZ system to 
Butler‐Volmer kinetics leads to the wrong pO2 dependence [16, 17]. They instead showed how 
either surface adsorption or surface diffusion could individually limit, or together limit the ORR. 
Yet, in either case a non‐linear i‐V response is seen without the necessity of charge transfer 
occurring at the interface. This observation was formally modeled by Robertson and Michaels who 
proposed that the surface is not at equilibrium with the surrounding gas phase, and there is a finite 
rate of diffusion to the interface. They concluded that the system is always at least partially co‐
limited by both of these processes [18]. A simple, yet illuminating, demonstration of this is given by 
Adler in ref. [4]. 

 



119 

 

Subsequently, much evidence of co‐limited behavior has been demonstrated and modeled in the 
literature since these early works. Two works of great interest in this regard are: a numerical 
modeling scheme developed by Mitterdorfer and Gauckler, which accounts for contributions from 
the electrolyte, interfacial charge transfer, surface adsorption, and diffusion processes [5]. To model 
these phenomena they used a state‐space modeling (SSM) framework which allows linearization of 
time dependent equations and subsequent conversion to frequency response. The SSM technique is 
applicable to any electrochemical situation and will be used to examine EIS results from LCM‐YSZ 
patterned cathodes. The second model is the Adler‐Lane‐Steele model (ALS), which is a 1‐D model 
for porous mixed conducting cathodes that accounts for surface adsorption followed by bulk 
diffusion to the electrolyte [19]. This model predicts that the impedance response can be broken 
into contributions from the electrolyte resistance, electrochemical interfacial impedance, and 
chemical impedance caused by adsorption and diffusion limitations.  

Since 2004, work has focused on models that account for the full time‐dependent nature of the 
oxygen reduction reaction. A sophisticated numerical model was developed by Mebane et al. [20] 
and later extended by Lynch et al. to include surface transport [21]. This model considers that the 
adsorbed oxygen is charged, and therefore the rate of adsorption follows a Butler‐Volmer type 
relationship whereby the charge at the surface dictates the rate of reaction. Also transport through 
the bulk of the MIEC was treated using the drift‐diffusion methodology. Fleig, also using a Butler‐
Volmer type surface reaction, modeled simple geometric structures such as a cathode mesh, and 
stacked particles in three dimensions using a finite element approach to account for surface 
reactions followed by bulk diffusion [22]. Another time dependent model was developed to account 
for all the possible reaction steps occurring on the cathode side by Bidrawn et al. [7], who model 
the potential drops across the various components of an infiltrated electrode. Recently, the ALS 
model was extended to three dimensions and modified to include contributions from surface 
diffusion in addition to bulk diffusion [23]. This latter model has been modified later in this report 
to numerically simulate the EIS response of patterned cathodes of La0.6Sr0.4Co0.2Fe0.8O3‐δ (LSCF‐
6428) under a variety of operating conditions.  

Any model, however, is only useful if it predicts or explains processes that actually occur in an 
operating device. Therefore, experimental data is necessary to measure parameters, or to compare 
modeling results with experimental results. For example, the ALS model requires researchers to 
know macrohomogeneous properties of a porous cathode such as porosity (ε), tortuosity (τ), 
surface area (a given as surface area/volume), while the Mitterdorfer model requires knowledge of 
the triple phase boundary contact length. For a porous single phase or composite cathode, these 
numbers are either extremely difficult to measure accurately or taken as a broad range in the 
model. In reaction to these geometric difficulties, over the last 10 years there has been a rise in the 
use of patterned cathodes. Numerous studies have been conducted in which cathodes with a well‐
defined geometry were fabricated [24–28]. With patterned cathodes, researchers can 
systematically control geometric features such as TPB length, diffusion path length (i.e., film 
thickness), or area. In addition, by fabricating samples with well controlled geometries, researchers 
gain a measure of reproducibility that has typically been difficult in the past. Thus, with better 
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inputs, and more reliable data, researchers are able to test their model hypotheses against 
measurable changes in sample geometry.  

Patterned cathodes have opened another avenue of research. This involves examining the influence 
that surface structure and composition have on oxygen reduction kinetics. The surface is involved 
in many, or all, of the oxygen reduction steps such as adsorption, dissociation, surface diffusion, and 
incorporation into the electrolyte. Yet it is becoming apparent that the surface structure in some 
cases may be vastly different from the cathode bulk [29–31]. Thus, understanding the evolving 
nature of the surface under operating temperatures and oxygen partial pressures may prove critical 
to improving the overall performance of the device. Samples with a clean well‐oriented surface 
have been grown by pulsed laser deposition (PLD) and are used for soft X‐ray analysis.  

There are numerous advantages to using SOFCs for electrochemical power generation, such as high 
theoretical efficiency, very low water use, and the production of an easy to sequester CO2 stream 
when hydrocarbons are used as fuel. Unfortunately high stack costs, and materials processing have 
prevented rapid commercialization. One promising materials system—La0.85Ca0.15MnO3 (LCM) 
cathode, a dense 8 mol% yttria‐stabilized zirconia (YSZ) electrolyte, and a Ni/YSZ anode—has 
reduced costs through  single step co‐firing, while achieving a high power density of 1.5 W cm‐2 at 
800 °C [32].  Unfortunately, this system rapidly loses power  with decreasing temperature [33], 
which is due to cathode activation polarization [1, 34, 35]. This finding is not uncommon for SOFCs 
where large cathode polarization loss at low operating temperatures is seen in virtually every 
materials system used for SOFCs [36–40], thus it is important to understand the mechanism for the 
torpid cathode kinetics by developing a model to identify the rate determining steps occurring at 
the cathode. 

The  overall  oxygen  reduction  reaction  (ORR)  occurring  at  the  cathode  is  given  by  Equation  (1), 
repeated below: 

 

 

(1)  

Polarization curves generally show Tafel behavior (i.e., linear dependence of ln[i] vs. V) [41], yet it 
has been fairly well established that the reaction is not simply charge transfer limited, rather a 
combination of elementary steps all contribute to the rate of the overall reaction [4, 16, 17]. A 
general scheme for the ORR is shown in Figure 1, where the cathode acts as a typical heterogeneous 
catalyst. Two limiting cases for the incorporation of oxygen into the electrolyte are described as the 
“surface path” and the “bulk path” [42]. Cathodes with high electrical conductivity but negligible 
oxygen permeability (e.g., Pt) are thought to exclusively follow the “surface path,” while cathodes 
with very high bulk oxygen vacancy content (and thus high oxygen ion mobility) called mixed 
electronic and ionic conductors (MIECs) such as La1‐xSrxCo1‐yFeyO3±δ (LSCF), are dominated 
exclusively by the “bulk path.” For both limiting cases, the following steps occur in series: gas phase 
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diffusion of oxygen to the cathode, adsorption of the molecular oxygen onto the cathode surface. 
Then, the “surface path” likely involves dissociation into partially reduced atomic oxygen and 
surface diffusion to the triple phase boundary (TPB) where it is fully reduced and incorporated into 
the electrolyte [21, 43]. The “bulk path” involves dissociation into fully reduced atomic oxygen 
followed by incorporation of the adsorbed oxygen into the bulk of the cathode, bulk diffusion of the 
ionic species to the cathode/electrolyte interface, and finally incorporation of the ionic species into 
the bulk of the electrolyte.  

The aim of this work is to establish an experimental system capable of identifying the dominant 
path, and, once established, extract information about the rate determining steps present in LCM 
and LSCF cathodes as a function of temperature and pO2. We first generate patterned cathodes, 
through a combination of photolithography and rf‐magnetron sputtering, with a constant gas 
exposed surface area, but a TPB that varies in length over several orders of magnitude. Since these 
samples have a well‐defined geometry, we neglect contributions from gas phase diffusion, and 
eliminate uncertainties created by compositional inhomogeneities found in composite cathodes. 
The performance of the cathodes is probed by electrochemical impedance spectroscopy (EIS). Data 
were collected from half‐cells by EIS with no applied DC bias over a temperature and pO2 range of 
600–800 °C and 10‐3‐ 1.00 atm respectively.  As mentioned previously we consider two model 
materials calcium‐doped lanthanum manganite (LCM) and strontium‐doped lanthanum iron cobalt 
oxide (LSCF).  

Study of Surface Pathway Using LCM 

Intrinsic Resistivity 

The important parameter for oxygen reduction occurring for predominately electronic conducting 
cathodes is the length of the TPB line (lTPB), which is typically reported as the length of the line per 
unit area of electrode/electrolyte contact and is given in units of cm‐1. Following the method 
developed by Radhakrishnan et al. we relate the area specific polarization resistance occurring at 
the TPB as [26, 44]: 

 

 

(2) 

Where   is the intrinsic polarization resistivity (Ω‐cm) taking into account that the TPB is not a 

point but has a thickness, δ, and width, , see Figure 1, through which incorporation occurs. 
However, δ, and  are not amenable to measurement, and thus are lumped into the intrinsic 
resistivity. The fabrication processes is likely to create extra triple phase boundary due to the 
presence of imperfections such as pores and defects. These imperfections lead to an increase in the 
available TPB length beyond the value measured from the pattern. Additionally, while the 
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fabrication produces high quality samples, microscopically there may be a certain amount of line 
waviness formed during the annealing of the samples. Thus, the lTPB in Equation (2) is defined as: 

 

 

(3) 

Where   is the measured TPB length from the pattern, α is line waviness (as a fraction of actual 

to nominal lTPBp), and   is the additional TPB length introduced from defects and pores 

(depicted schematically in Figure 2).  Microscopically the edges appeared to be straight, so α was 
considered to be ≈0. The number of defects such as pitting and cracking is expected to be roughly 
constant from one sample to the next, so it is assumed that   is roughly constant between 

samples and can be estimated using quantitative stereology techniques.  

 

Figure 2. Schematic of Equation (3) showing the increase in the native TPB length (lTPBp) due to pores in 

the film (lTPBo) and line waviness (α>0) created during deposition. However, even microscopically, the 

lines in our films appeared straight and thus α ≈ 0. 

 

Oxygen reduction occurring near the two possible TPB locations (  and  ), are expected to 

occur in parallel. We also leave open the possibility for some parallel transport of oxygen through 
the bulk, despite the low ionic conductivity of LCM. Taking all of the preceding transport paths into 
account, Equation (4) relates these parallel processes: 
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(4) 

Where Rp is the total area‐specific polarization resistance (Ω‐cm2), AA is the area fraction of the LCM 
electrode (LCM gas exposed area/counter electrode area), and,   (Ω‐cm2), is the area‐specific 

polarization resistance associated with oxygen transport and incorporation through the bulk of the 
cathode. The bulk path resistance scales with the inverse of the contact area between 
cathode/electrolyte [45], and since the contact area and material is the same for all samples,  , 

is expected to be constant for all samples. 

With patterned cathodes we can determine several important characteristics about the ORR in LCM. 
By plotting 1/Rp vs.    at various temperatures and pO2 we can determine the microstructure 

independent resistivity, ρp, which allows us to compare various cathode materials. Also, from 
Equation (4), we see that the intercept is expected to be non‐zero if a) there is a contribution from 
the oxygen reduction occurring at   , b) there is reduction occurring through the bulk, or c) 

some combination of both. In principle, because   can be measured from quantitative stereology 

techniques, the bulk contribution,  ,  can also be estimated. 

In the limiting case where adsorption is fast such that surface coverage is equilibrated, then the 
partial pressure dependence of the intrinsic polarization resistivity, ρp, may be given as: 

 

 

(5) 

Where   is the intrinsic resistivity corresponding to θ=1, and is assumed to be constant within the 

measured pO2 range. θ is the surface coverage of oxygen as a function of pO2. According to refs. [26, 
44], we can determine the partial pressure dependence of the surface coverage from the Langmuir 
isotherm model. Depending on whether adsorption is associative or dissociative, the Langmuir 
equation is given as: 



124 

 

Associative Adsorption: 

 

(6) 

Dissociative Adsorption: 

 

(7) 

 

However, nitrogen adsorption is not expected to play a role in the oxygen reduction reaction, so we 
neglect its contribution. By substituting Equations (6) and (7) into Equation (5) and simplifying, we 
arrive at expressions for  ρp in terms of the partial pressure dependence of oxygen: 

Associative Adsorption: 

 

(8) 

Dissociative Adsorption: 

 

(9) 

 

Therefore if the polarization resistivity is determined by the surface coverage (i.e., other electrode 

properties remain constant over the   range), then a plot of ρp vs.  should be linear for the 

associative adsorption model, whereas ρp vs.   should be linear for the dissociative 

adsorption model. A more rigorous analysis would consider the change in conductivity and the 
resulting change in electro‐catalytic activity of the LCM as a function of pO2.  Thus, the present 
analysis is simply a first order approximation. 
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EIS Measurements on Patterned LCM on YSZ 

To fabricate the patterned cathodes of LCM on YSZ, a combination of photolithography and rf‐
magnetron sputtering techniques were used as described elsewhere. Samples were fabricated with 
different TPB lengths, but with the same cathode/electrolyte contact area and electrode thickness. 
An SEM image of the patterned cathode is shown in Figure 3. 
 

Table I shows the polarization resistivity data for the different temperatures and pO2 examined. 

 

Figure 3. SEM showing clear pattern of LCM cathode (light) on the YSZ substrate (dark). Porosity was 

measured as  . 

 

Polarization resistances are plotted as inverse polarization resistances as a function of TPB length 
in Figure 4.  
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Figure 4. Plots of 1/Rp vs. lTPB. (a) is plotted at various temperatures in air. (b) is plotted at various pO2  at 

800 °C. 

 

Plots of 1/Rp vs. lTPBp are given at different temperatures in Figure 4a, and at different pO2 in Figure 
4b. The slope of the linear interpolations gives the value of the area specific intrinsic resistivity, ρp, 
as seen in Equation (4).  

It is seen in Figure 4 that the lines do not pass through the origin, from Equation (4), this implies 
that there is oxygen reduction occurring not only through the patterned TPB length,  , but also 

through either, or both, the increased TPB length from porosity,  , and from bulk path 

contributions. With Equation (4) and the estimate of lTPBo, from quantitative stereology, the area 
specific resistance through the bulk path, RpMIEC, is estimated. From these results, and Equation (2), 
the area specific resistance occurring at the TPB or, RpTPB, can be estimated. The results for the 1200 
cm‐1 in air at different temperatures are presented in Table 1. The significant result from the 
findings in Table 1 is that the bulk transport path has about a fourfold greater resistance than the 
TPB path and thus most reduction is expected to occur at the TPB. 

To determine whether the adsorption of oxygen occurs via dissociative or associative adsorption, 

we generated plots of ρp vs.   and   as seen in Figures 5a and 5b respectively. The linear 

interpolation of the dissociative adsorption model (Figure 5b) is in much better agreement with the 
data, suggesting that the dissociative model is more appropriate. This result agrees with the 
findings for the similar LSM/YSZ system [26].  It bears repeating, however, that EIS does not 
directly measure the rates of the adsorption process, instead it is an experimental manifestation of 
all the processes occurring at the cathode, and thus it is difficult to determine exact mechanisms 
from the impedance spectra alone. 
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Table 1. The ρp (Ω‐cm) calculated from the slopes in Figure 4 at different T, and pO2.  

T °C 1.00 atm 0.21 atm 0.05 atm 0.001 atm 

800 14,900 31,300 56,100 191,000 

750 27,300 47,700 97,500 413,000 

700 52,100 105,000 169,000 846,000 

650 103,000 224,000 373,000 1,590,000 

600 207,000 480,000 809,000 3,180,000 

 

Table 2. The contributions of the various polarizations found in Equation (4), at 800 °C in air for the 1200 

cm‐1.  

T °C Rp Rp
(TPB) Rp

(miec) 

800 15 19 74 

750 25 30 121 

700 53 62 285 

650 116 134 662 

600 253 290 1,597 
 
 

 

Figure 5. Equations (8) and (9) predict a linear relationship with the correct isotherm. (a) ρp plotted vs. 

pO2
‐1 does not show a linear fit; the connected lines just connect the data points for reference. (b) on 

the other hand, the plot of ρp vs. pO2
‐1/2 is linear, which suggests that oxygen adsorbs dissociatively on 

the cathode surface; the lines are a linear fit to the data. 

 

From the impedance measurements and their fit to a straightforward model it is clear that: 

1) Surface diffusion and incorporation at the TPBs are the dominant pathways for oxygen reduction 
in LCM. 
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2) Dissociative adsorption is dominant. 

In  the  next  section  we  provide  a  methodology  to  determine  the  thermodynamic  and  kinetic 
parameters associated with oxygen reduction in LCM by the application of a state space model.  

State Space Model 

To interpret the results, researchers tend to fit the resulting data by combining circuit elements as 
proxies for elementary reaction steps until the resulting spectra show excellent registry with the 
experimental measurements. Unfortunately, close fits do not mean that the chosen elements are 
unique, and different choices of circuits lead to different mechanistic interpretations. In response to 
this ambiguity, researchers have developed kinetic models built from elementary reactions to 
interpret the current‐voltage response of the system [1, 16, 17, 20, 21, 49–52]. The analytical 
models require assumptions about which steps are rate‐limiting, and thus restrict the model 
usefulness to certain experimental regions. On the other hand more sophisticated models require 
substantial computational effort, and often do not directly lend themselves to parameter 
estimation. The state‐space modeling (SSM) technique is intermediate between these two extremes 
where a relatively simple mechanistic interpretation of the oxygen reduction reaction allows for 
estimation of fundamental parameters of interest. Additionally, since the SSM technique arrives at a 
numerical solution by approximating the solution to a system of linear differential equations, it is 
not necessary to constrain the mechanism to different rate‐limiting steps [53]. The SSM then allows 
researchers to determine both the steady‐state and frequency response in a straightforward 
manner with relatively minimal computational requirements. The SSM technique was first applied 
for cathode/electrolyte systems by Mitterdorfer et al. [5, 51, 52] and then later extended to 
anode/electrolyte systems by Bieberle et al. [54].  

The advantage of the SSM technique arises from the ability of the researcher to build an impedance 
spectrum from proposed fundamental kinetic equations and their dependence on experimental 
conditions such as temperature and partial pressure of oxygen, not from ambiguous combinations 
of circuit elements.  Then, if the model is appropriate, the researcher can tune the fundamental 
kinetic parameters in order to match the simulated spectra with the experimental spectra. This 
procedure was demonstrated by Mitterdorfer et al. who estimated fundamental kinetic parameters 
for oxygen reduction occurring at the Pt/YSZ interface using their M2 model, which accounts for 
dissociative adsorption of oxygen onto the surface of the electrode, and surface diffusion of the 
oxygen to the TPB region where reduction and incorporation into the electrolyte occurs [51,52].  

For cathodes with poor ionic conductivity, the ORR is thought to occur via the “surface path” in 
which all charge transfer and incorporation occurs at the TPB, and not the electrode/electrolyte 
two phase interface [43]. This assumption appears appropriate for the alkaline earth doped 
LaMnO3 perovskites, since previous work on patterned samples of Sr and Ca doped LaMnO3 has 
shown that with no applied DC bias, the total polarization resistance is inversely proportional to the 
TPB length [26,55]. This suggests that similar to Pt, the TPB is the main site for oxygen reduction.  
The elementary reactions, the adsorption sites, and the nature of the adsorbed species are likely 
different for perovskites and Pt cathodes, but as a first approximation the M2 model is sufficiently 
general enough to encapsulate these differences. Thus, this work uses a modified M2 model to 
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estimate relevant kinetic parameters by analysis of our EIS results from patterned cathodes with 
composition (La0.87Ca0.13)0.95MnO3 (LCM).  Data were collected from samples having well‐defined 
geometry spanning a total TPB length range of 3.6 to 12 m, and temperature and pO2 ranges from 
600–800 °C and 10‐3–1 atm, respectively. The practicality of using this model, and trends in the 
resultant data are explored. In our model we use a constant phase element (CPE) instead of a pure 
capacitor to describe the electrical double layer, as was done by Ricciardi et al. on porous Pt 
electrodes [47].  A second difference is our modification of the surface potential to account for the 
charge present on the adsorbed oxygen layer. This work constitutes the first known application of a 
state‐space model to describe the ORR occurring at perovskite cathodes and checks the validity of 
the model across a wide range of temperatures and TPB lengths.  The experimental methods were 
described earlier, so we will jump right into the state space model here. 

State Space Modeling Methodology 

The state‐space modeling technique is ideally suited to the purpose of modeling the ORR since the 
fundamental kinetic relationships can be used to build a simulated impedance spectrum. The SSM 
technique involves defining state equations as a linear system of differential equations and their 
dependence on a set of inputs, and also defining the resulting outputs as a function of the inputs and 
state equations. This is a common technique in control systems and can be written compactly as 
(more details can be found in numerous control theory textbooks, i.e., ref. [53]): 

 
 

(10) 

 
 

(11) 

Where x(t) is the set of state equations, u(t) is the set of inputs, y(t) is the set of outputs, and the 
matrices A, B, C, and D are the system matrices. Although SSM can be applied to systems with 
multiple inputs and multiple outputs (MIMO), classical EIS is a single input single output (SISO) 
system with applied potential as the input (u(t) = η(t)) and the output is the Faradaic current (y(t) = 
IF(t)). A Laplace transform converts the system into the frequency domain (i.e., IF(s) = IF(jω))  and 
for SISO systems, a simple analytical solution converts the state‐space matrices to a transfer 
function (G(s)): 
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(12) 

Where I is the identity matrix and YF is the Faradaic admittance in the frequency domain. With the 
application of a sinusoidal input overpotential (η(t) = ñ sin(ωt) ) and the governing state equations, 
an impedance spectrum results by recognizing that ZF = 1/YF.  

Our goal is to compare simulation results with the measured experimental results. In order to do 
this we must account for all the processes which contribute to the total measured impedance, Z. 
The time dependent equations and the overpotential in Equation (12), gives rise to the resulting 
Faradaic current, or Faradaic impedance.  The total impedance, Z, contains other factors such as the 
electrolyte resistance, Re, and the lead wire inductance, L. The former is measured from 
experimental EIS by measuring the value of the high frequency intercept on the real axis of a 
Nyquist plot. The lead wire inductance is known to emerge at high frequencies, so we restrict our 
attention to frequencies below 25 kHz. A third feature is the double layer capacitance. In principle 
for ionic solids this double layer usually arises as an inner layer capacitance at the interface 
between the electrically conductive cathode and the electron blocking electrolyte. The applied AC 
signal causes charge/discharge cycles and thus the electrical double layer is present as a capacitive 
effect on the total impedance. If the electrical double layer is a pure capacitance, the total 
impedance is a slightly depressed semi‐circle, but experimental results usually have a great deal of 
suppression. Thus, researchers tend to use a constant phase element instead which is described by 
the equation [56]: 

 
 

(13) 

 

Where Qo is the value of the admittance at ω = 1 rad s‐1 and n is a value between 0 and 1, which 
shifts the phase angle from ideality as –(90*n)o. The relationship between the electrolyte resistance, 
lead wire inductance, double layer constant phase element, and the Faradaic impedance is shown as 
a general equivalent circuit in Figure 6.  We will now establish the SSM representation which 
describes the Faradaic Impedance.  
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Figure 6. The “generalized equivalent circuit” considered in this work. The SSM model simulates ZF, the 

Faradaic Impedance, while the measured impedance, Z, includes an electrical double layer constant 

phase element, Qdl, an uncompensated electrolyte resistance, Re, and lead wire inductance, L. 

 
The kinetics of the ORR are described by the following three equations: 

Dissociative Adsorption: 

 

(14) 

Surface  Diffusion  (Fick’s  Second 

Law): 
 

(15) 

Reduction/Incorporation into  

Electrolyte (at the TPB):   

(16) 

 
Where Oad is an adsorbed oxygen specie, s is a surface site available for adsorption, Ds is the surface 
diffusivity, Vö(YSZ) and OOx(YSZ) are oxygen vacancies and bulk lattice oxygen in the YSZ electrolyte 
respectively, and h(LCM) are holes in the LCM cathode. Finally, kad, kdes, k1, and k‐1 are reaction rate 
constants associated with the adsorption and incorporation reactions respectively.  

Using the 1‐D finite difference scheme, described by Mitterdorfer et al., the mass and charge 
balances of the SSM model are given by [52] (a schematic of the simulation region is shown in 
Figure 7): 
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Final Block (ω):  (17) 

Block i: 

 

(18) 

TPB Block (1):  (19) 

Charge Balance: 
 

(20) 

 
Where, the time dependent equations have been normalized to surface coverage by [Oad] = θΓ, and s 
= (1‐ θ) Γ where Γ is the total sites available for adsorption. The rest of the symbols are:  Ti = 
Δzi2/2Ds with Δzi2 the width of compartment i, F is Faraday’s constant, lTPB is the TPB length (m), 
wTPB is the width of the TPB compartment (m), kf = k1∙[ Vö(YSZ)], and kb = k‐1∙[ OOx(YSZ)].  The q in 
the denominator is a geometric factor that increases the compartment width away from the TPB 
compartment up to the length 6δ (δ is the penetration depth described in the next paragraph). 
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Figure 7. The complete 1‐D discretized surface. 10 blocks are formed that expand in size away from the 

TPB. Adsorption/desorption of oxygen occur in parallel to surface diffusion. Incorporation occurs only in 

the TPB compartment. Beyond 6δ the adsorbate concentration is uniform set by the 

adsorption/desorption reaction. See text for explanation of δ. 

 
The boundary and initial conditions are constant surface coverage sufficiently far from the interface 
determined by the adsorption/desorption reaction. The distance to which the surface is discretized 
is given by the Nernst diffusion layer thickness, or penetration depth, δ. This implies that beyond a 
certain distance the concentration is unaffected by the perturbations at the interface. To ensure 
that we discretize sufficiently far from the interface, our simulation region extends 6δ (see Figure 
7) where delta is determined from the summit frequency, ωmax, of the experimental impedance by 
2π‐1/2 = δ(ωmax/2D)‐1/2 where D is the diffusivity [5]; this treatment allows the use of a Dirichlet 
boundary condition. The surface concentration at the TPB is determined by the flux into the 
compartment from the compartment above it, and by the rate of reduction/incorporation. 

Before the application of a current, the surface coverage is considered uniform, governed by 
adsorption/desorption kinetics considered to occur via the Langmuir Isotherm. The pO2 

dependence is explicitly given in the adsorption reaction, whereas the temperature and 
overpotential dependencies are built into the rate constants. Ds, kad, and kdes, are considered to be 
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independent of overpotential and have no a priori known surface coverage dependence but have an 
exponential dependence with temperature of the form: 

 

 

(21) 

Where R is the gas constant, ξO is a temperature independent pre‐exponential term and Ea is the 
temperature independent activation energy given in kJ mol‐1. The other rate constants: k1 and k‐1 
have an exponential temperature dependence of the form above, but also depend on overpotential: 

 

 

 

(22) 

 

 

(23) 

 
Where ∆χ = χ – χeq is the change in surface potential away from its equilibrium value [49], E1 and   

are the activation energy of the forward and backward rate constants respectively, and β is the 
transfer coefficient. Finally, it is possible to express k‐1o in terms of k1o since IF(χeq) = 0, and with the 
assumed dissociative Langmuir adsorption model: 

 

 

 

(24) 

    



135 

 

In applying this model to LCM, several assumptions are called into question. First is the use of a 1‐D 
surface model to describe the ORR. It is known that in good mixed ionic and electronic conducting 
cathodes, or in very thin films of electronically conducting perovskites below a critical thickness, 
oxygen ion diffusion through the bulk of the cathode dominates the reaction rate [4, 25, 48]. Yet, 
previous work on patterned cathodes of LSM and LCM of 0.5 µm thickness has demonstrated that 
the total polarization resistance is inversely proportional to the TPB length. This serves as our 
primary justification for use of a “surface path” only model [26,55]. The second assumption is the 
use of a dissociative Langmuir adsorption model, rather than a more complex multi‐step 
formulation. In work on patterned cathodes of LSM/YSZ, Radhakrishnan et al. showed that this 
model adequately described the pO2 dependence of the total polarization resistance [26]. 
Furthermore, since the SSM model does not explicitly assume the dependence of the rate constants 
on surface coverage, a more complex model does not appear necessary. Finally, we have used the 
approach of Fleig [49] in our treatment of the potential driving force for the reduction and 
incorporation reaction occurring at the TPB. Since adsorbed oxygen localizes an electron to the 
surface, which is screened by electron holes, a surface dipole is formed. This will, by Poisson’s 
equation, cause the surface to change potential relative to the bulk in a concentration dependent 
manner. The result is that the potential applied to the working electrode (during a.c. impedance 
spectroscopy) is not the same as that experienced by the surface. To account for this effect, we use 
the model derived by Fleig, which assumes that charge transfer to an adsorbed Oad atom at the 
gas/solid interface is rate limiting. If the subsequent elementary steps are near equilibrium, and ion 
conduction in the electrolyte is fast, the surface potential step is related to surface coverage and the 
applied potential by Equation (25) [49]: 

 

 

(25) 

Where η is the overpotential applied to the cathode/electrolyte interface, θ is the surface coverage, 
and θo is the equilibrium surface coverage. 

State Space Modeling: Results and Discussion 

Some of the technical aspects of the state space model will not be described in detail here.  Only the 
results of the calculations are presented here. For the technical details, the reader is referred to our 
JECS publication. 

The pO2 dependence of p = [kad(θ), kdes(θ), and Ds(θ)] at 700 °C, for various TPB lengths, is seen in 
Figure 8. The equilibrium surface coverage ranges from 1–50% over the measured pO2 range 
(Figure 8a plots equilibrium surface coverage).  While adsorption enthalpies determined from 
simulations based on DFT calculations [57, 58] show the surface coverage limited to a few percent, 
accurate experimental measurements of surface coverage at elevated temperatures and pressures 
were not found after a literature search. For LCM, surface Mn4+ sites are considered to be the 
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likeliest adsorption sites since the net positive charge acts to compensate any negative charge 
associated with the adsorbed oxygen.  

 

 

Figure 8. T = 700 °C, TPB length listed in the legend. (a) The surface coverage plotted vs. pO2. (b) The 

surface coverage dependence of the model parameters kad (upper cluster—left axis) and kdes (lower 

cluster—right axis) and are shown vs. the surface coverage. (c) DS vs. surface coverage. 

 

Supporting evidence for this plausible mechanism comes from ex situ XAS and XES measurements 
performed in our group that point towards an increase in the surface concentration of Mn4+ [31] on 
films annealed in air and quenched.  This would provide additional sites for adsorption and would 
tend to increase surface coverage above what would be predicted from a continuation of the bulk 
material to the surface.  The pO2 dependence of kad and kdes are shown in Figure 8b. The rate 
constants of adsorption and desorption decrease slightly with increasing pO2 (i.e., surface 
coverage). This may be evidence of a more complex mechanism such as a precursor mediated 
dissociation step, but the decrease is slight.  Employing a more complicated reaction scheme in our 
model would introduce more unknown variables without uniquely identifying the complex nature 
of the reaction.  

The surface diffusivity, DS, dependence on pO2 is seen in Figure 8c. The dependence is slight at low 
coverage, and then appears to increase at the highest coverage. This is possibly due to repulsive 
interactions between adatoms related to the thermodynamic factor given by [59]: 

 

 
(26) 
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The characteristic utilization length, lδ ן  , defined as the length of the active electrode away 

from the TPB was determined through use of equation (2) (ref. [4]) for the various temperatures 
and pO2 measured. The values ranged from 0.4–13 μm depending on T and pO2 (the lowest T and 
pO2 have the shortest length since Ds has a stronger T dependence), and had a value of 2.5 μm at 
700 °C in air. This is about an order of magnitude greater than was estimated for Pt [4], and 
represents a significant extension of the utilization region away from the TPB, yet not substantial 
enough to activate the whole surface, thus the Dirichlet boundary condition assumption remains 
valid.  

Figure 9 shows the surface diffusivity and adsorption and desorption coefficients as a function of 
temperature. From Figure 9, Ds shows an exponential temperature dependence, consistent with 
theory, with an apparent activation energy of 248 kJ mol‐1. As seen in Figure 9, DS shows a high 
sensitivity, and since there is very little scatter between samples and a clear Arrhenius activation 
energy, the model appears to estimate the surface diffusivity with a high degree of accuracy. From 
Figure 9a the activation energy of kdes is Edes = 121 kJ mol‐1. The apparent activation energy for kad is 
24 kJ mol‐1. The value of Eadsorption = Ead – Edes is roughly constant with pO2 with an average value of 
‐83 kJ mol‐1. 

 

Figure 9. Parameter estimation results from the fits seen in Figure 7. The activation energies were 

calculated as (a) kad = 24 KJ mol‐1 and kdes = 121 KJ mol‐1; (b) DS = 248 KJ mol‐1. 

Towards a Reaction Mechanism for LCM 

It is possible using the SSM model described above to separate the measured total polarization 
resistance (Rp), into one associated with charge transfer (Rt) and one associated with 
adsorption/desorption and diffusion (Rc) processes.  Figure 10 shows the Rp deconvoluted in this 
manner. In fact, the Rc can once again be deconvoluted into adsorption/desorption  and diffusion 
processes, but we shall not discuss the details here.  Additional technical details about these issues 
can be found in our JECS paper and we present only the important results here.   



138 

 

 

Figure 10. The fraction of the total Faradaic polarization resistance, Rp, accounted for by either the 

charge transfer resistance, Rt, or the concentration resistance, Rc. 

 
It is seen that at lower temperatures, more of the total polarization is associated with 
adsorption/desorption and diffusion processes and that as the temperature increases the 
contributions are comparable.   

Study of Bulk Pathway Using LSCF 

Theoretical Results 

The experimental details of fabricating patterned LSCF electrodes will be described shortly.  A 
schematic of the patterned electrode is shown in Figure 11.  In these experiments, the TPB length 
has been maintained constant, and the gas exposed area of the cathode has been varied 
systematically. To accomplish this, more concentric circles are added, but the annular line width is 
decreased (i.e., 2W in the 2‐D cutout of Figure 11).  The films have a constant height (H~500 nm) 
and a total surface area of 0.8 cm. The model geometry is a cross‐section taken through a given 
circle, as seen in the lower portion of Figure 11, whose total width is given by the patterned line 
width, 2W, and height, H, is the film thickness. Further, the reaction is expected to be symmetric 
about the center of the film (the dashed line in Figure 11). 
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Figure 11. The full patterned cathode is seen in the top left image where the YSZ electrolyte has a 

sputtered GDC barrier layer (blue) and is then coated with an LSCF‐6428 pattern. The 2‐D cross‐section 

is shown where the characteristic length W is half the line width. The ORR takes place along the entire 

surface with incorporation into the electrolyte through the bulk or at the TPB. 

 
The model assumptions are the same as those proposed by Lu et al. [23]. They are summarized as 
follows: LSCF‐6428 is considered to have a uniform electrochemical potential of electrons since 
LSCF‐6428 has high electron mobility, and we maintain adequate current collection from the entire 
pattern. There is sufficient open space surrounding the entire pattern so no gas phase pO2 gradient 
develops. Oxygen exchange with the surface is treated with a generalized rate expression driven by 
changes in oxygen chemical potential of the cathode away from equilibrium with the gas phase, yet 
this remains close to equilibrium and can be described by the exchange rate, RO. Bulk diffusion is 
treated by vacancy diffusion, and surface diffusion is treated by assuming equilibrium with the local 
bulk phase, such that ion exchange between the surface of the cathode and cathode bulk is 
considered equilibrated. Finally, electrolyte resistance and lead wire inductance are subtracted 
directly from the experimental EIS results.  

Our model deviates from the original model by Lu et al. since: 1) our geometry is rectangular, as 
opposed to cylindrical, and thus we recast the equations into two Cartesian coordinates, and 2) we 
have thin films, so our utilization region (active electrode region) likely extends all the way to the 
top surface of our films [19, 60]. This means we cannot treat our film using an infinite thickness 
approximation, so the entire surface of the film is allowed to be affected by the perturbation at the 
electrolyte/cathode interface. The consequence is that oxygen exchange and surface transport are 
treated along both the surface perpendicular to the electrolyte interface and the surface parallel to 
the interface at a distance, H, away from the interface. Unfortunately, this requirement adds 
considerable complexity to the analytical solution. Accordingly, conclusions in this work are based 
on numerical simulations.   
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Our model has the same governing equations as in ref. [23], Appendix A; however, as discussed 
above, it is modified to include oxygen exchange and surface diffusion along the entire surface, and 
the model domain is in two Cartesian coordinates (x, z). The diffusion equation and its boundary 
conditions are linearized, non‐dimensionalized, and then the time component is removed through 
separation of variables according to ref. [23]. This leads to the following stationary partial 
differential equation (PDE) and boundary conditions: 

 
 

(27) 

   (unit voltage perturbation at electrolyte interface)  (28) 

   (reaction, diffusion on top surface)  (29) 

    (symmetric boundary condition)  (30) 

   (reaction, diffusion on vertical wall)  (31) 

Which have been non‐dimensionalized according to: 

 

 
                    (32) 

Where  (ε,  ξ) is a stationary spatial function representing the disturbance of the vacancy 

concentration, and its phase relationship to an applied voltage perturbation. W is half the film 
width,  , is the vacancy concentration, and   is the equilibrium bulk diffusion 

thermodynamic factor.  The non‐dimensional parameters appearing in Equations (29) and (30) are 
given by: 

  

 
                  (33) 

 

 
                  (34) 



141 

 

 

 
                  (35) 

Which are equivalent to Equations (6–8) in [23], except that the characteristic length is W. RO is the 
exchange rate given in (mols of O2 per area per time). In accordance with the work by Lu et al., it is 
assumed that, Ԅ = 0, since the bulk is expected to store significantly more oxygen than the surface. 

The average current density is found by normalizing to the total gas exposed surface area, agas, and 
finding the flux through both the TPB path and bulk path by: 

 

 
                  (36) 

Where lTPB is the TPB length in (cm‐1) and agas = lTPB (W + H).   is the surface oxygen flux given by 

Equation (A‐4) in [23], and Nv is the vacancy flux occurring through the bulk given by Equation (A‐
2) in [23].  

Upon numerical solution for  (ε, ξ) (Equations (27)(31)) it is possible to calculate impedance. The 

non‐dimensional voltage perturbation is given by  , and is set to 1 for convenience. 

Since the equations have been linearized, Z is independent of  , thus, through inversion and non‐

dimensionalization of Equation (36), impedance is given by: 

 

 
(37) 

Where co is the bulk oxygen content, F is the Faraday constant,   is the dimensionless radial 

frequency, and H(σ) is a dimensionless impedance function, the characteristic resistance, RD, and 
time constant, tD are given by: 

 

 
(38) 

Where Rgas is the gas constant.  

The computational and numerical details of solving the PDEs are omitted here in the interest of 
clarity.  The details can be found in our JECS paper.  

Simulation results are shown for W = 15 μm, in Figure 12 and 13. In Figure 13a–b, contour plots of 
the solution to   (ε, ξ)  are shown without surface diffusion (ν = 0), and low surface exchange (κ = 

0.1), for high and low σ values. At low frequencies (Figure 13a) the entire bulk of the film is engaged 
with significant deviation of vacancy concentration away from equilibrium, whereas at high 
frequencies (Figure 13b) engagement only occurs close to the electrolyte/cathode interface. In 
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Figure 13c significant surface diffusion is introduced ( ν = 10). Here the right wall and the top 
surface are engaged faster than the bulk, which is limited to the region close to the 
cathode/electrolyte interface. Impedance results, from Equation (37) for W = 15 μm, are shown in 
Figure 13. They are normalized to the maximum of the imaginary part (i.e., RM = ‐RD∙Im(H( σ )), and 
it is seen that the plots are generally Gerischer shaped, but show some low frequency dispersion at 
large κ values. Also, a high frequency kink appears at low κ and high ν as seen in Figure 13. These 
results are similar to those derived by Lu et al. [23].; however, the summit frequency and the 
characteristic resistances are different.   

 

Figure 12. Contour plots for the solution to Equation (27) for various parameter values. (a) κ = 0.1, σ = 

100, ν = 0, very high engagement of the entire film. (b)  κ = 0.1, σ = 105, ν = 0, engagement is limited to 

the electrolyte/cathode interface, and (c) κ = 2, σ = 105 ν = 10, the right side and the surface are engaged 

fastest, with the bulk engagement generally limited close to the interface.  
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Figure 13. Model impedance results normalized to RM, and ωM as described in the text. High κ values 

cause low frequency dispersion, while the introduction of surface diffusion through ν causes a “kink” at 

the high frequency end. 

EIS Measurements on Patterned LSCF 

The experimental methodology to deposit patterned thin films of LSCF are described in detail in our 
JECS paper and will not be described here.  A test stand was built out of alumina tubes such that the 
working and counter electrodes were pressed between gold mesh. Gas was injected near the 
sample to ensure adequate flow of gas to the electrodes, while gas was removed near the top of the 
setup. Gold lead wires were wrapped into the mesh and a reference gold wire was wrapped into the 
cylindrical groove in the YSZ. A thermocouple was suspended within a few millimeters of the 
sample. The whole setup was then placed within a large one‐end closed tube and sealed, gas‐tight, 
with a rubber gasket. The partial pressure of oxygen was regulated by introducing different pre‐
mixtures of O2 and N2. Initially the test setup temperature was raised at 2 °C/min to 820 °C with 
flowing gas and allowed to equilibrate for 24 hrs before testing began. Measurements were made at 
pO2= 1.0, 0.21, 0.05, 0.01, and 0.001 atm, and over a temperature range from 600–800 °C in 50 °C 
increments. 

Electrochemical impedance measurements were collected using a Princeton Applied Research 
Parstat 2273 potentiostat/FRA. The perturbation amplitude was 10 mV and the frequency ranged 
from 100 kHz to 10 mHz with 10 frequency points per decade. Measurements were collected for 
each pO2 at a given temperature, and then the temperature was lowered to the next temperature. 
Measurements were collected over several hours until no change in spectra was observed. 

Scans from the pattern with lTPB = 430 cm‐1 at 800 °C for various pO2 are shown in Figure 14.  The 
spectra collected were approximately Gerischer shaped with dispersion at low frequency that 
increased with increasing pO2; they also show a high frequency feature. The Gerischer shape is 
characteristic of co‐limited diffusion as expected for this material [19, 60], whereas the high 
frequency feature may be explained by the low firing temperature (820 °C) of these samples [61]. 
The temperature was sufficient to turn the as‐deposited amorphous film crystalline, yet it may be 
poorly adhered to the GDC barrier layer, leading to an interfacial resistance. The model predicts a 
Gerischer shaped impedance for the entire frequency range, and thus does not account for the high 
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frequency feature observed in the experimental results. In order to compare the results a reliable 
method of removing this feature without changing the low frequency Gerischer shape must be 
established. Berthier et al. [46] demonstrated the ability to remove the double layer capacitance 
and firmly establish the interfacial (charge transfer) resistance. However, with noisy experimental 
data at the high frequency, it is difficult to converge on either a consistent value for the high 
frequency intercept or the exact width of the low frequency feature. Therefore, it is a somewhat 
tedious and unreliable technique for extracting the low frequency spectra. A more promising 
approach was demonstrated by Lu et al. who noted that after applying the Berthier correction, the 
summit frequency on the Nyquist plot and the negative imaginary component of the impedance at 
that frequency did not change from the corresponding values measured from the total impedance. 
This characteristic frequency and resistance can then be used to compare with model results.  

 

Figure 14. EIS results from the sample with lTPB = 430 cm
‐1, at 800 °C, for various pO2, with the electrolyte 

resistance subtracted. 

 
The characteristic frequency and resistance, RM and ωM, results obtained for the sample with lTPB = 
430 cm‐1, are given as functions of pO2 and T in Figure 15.  The activation energy of RM was 182 kJ‐
mol‐1 for all pO2, while both metrics showed a power law dependence on pO2.  This dependence is 
stronger for ωM, such that the relationship between 1/ωM ~ RMn has n between 1.5 and 1.7. This is 
consistent with co‐limitation between surface exchange and transport processes, independent of 
interfacial charge transfer.  
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Figure 15. Rc and ωc are plotted versus pO2, for the sample with lTPB = 430 cm
‐1. Below 800 °C, the sample 

showed significant gas phase limitation at 10‐3 atm where a third semicircle become present. Thus, this 

data was omitted. 

 
The dependence of TPB length is given in Figure 16 by plotting 1/RM vs. TPB length for different 
pO2 at 800 °C. It is seen that the conductance (i.e., 1/RM) increases with TPB length, consistent with 
surface transport to the TPB contributing to the overall rate. However, extrapolation of the slope to 
zero TPB length does not pass through the origin. This can be attributed the activation of both the 
bulk and surface paths, based on our prior discussion. Using this  methodology the contributions to 
the rate from the bulk path, RMMIEC, and the surface path, RMTPB, were separated. The results for 
different pO2 at 800 °C for lTPBp = 1200 cm‐1 are shown in Table 3. At 1.00 atm the bulk is more 
resistive suggesting that the surface path is the main path; however, below this pO2 the surface is 
more resistive and thus the bulk path is the main current carrying pathway. That both paths appear 
to contribute to the total rate justifies the use of a 2‐D model for explaining the observed oxygen 
reduction kinetics in LSCF‐6428.  

Extraction of Kinetic Parameters from Fitting Model to Impedance Results 

We once again eschew presenting technical details of fitting the model to the impedance results as 
before and simply refer the reader to our JECS paper. However, we remind the reader of the three 
dimensionless parameters in our fit specified in Equations (33) to (35). To begin with, we set Ԅ = 0 
since we expect the bulk oxygen storage to be much larger than surface oxygen storage. This is in 
accord with Lu’s et al. [23] prior model. 
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Figure 16. TPB dependence of 1/RM for the samples at 800 °C for different pO2 measured. The lines are 

linear best fit lines showing that extrapolation to zero TPB length does not meet at the origin, suggesting 

that the TPB path is involved but so is the bulk path. 

 
 

Table 3. Bulk and surface path dependence of RM – 800 °C, lTPBp = 1200 cm
‐1.  

All resistances in (Ω-cm2) 
pO2

  atm  RM RM
TPB RM

MIEC RM
MIEC : RM

TPB  

1.00 15 26 30 1.2 
0.21 33 76 47 0.6 
0.05 84 193 119 0.6 
0.01 161 419 210 0.5 
0.001 527 1344 693 0.5 

 

The dimensionless κ depends on the bulk diffusivity, DV, and also the surface exchange rate, RO. 
Very little is known about surface diffusion, i.e., about the diffusivity, the concentration of surface 
sites, or the thermodynamic factor. Therefore, the surface transport is simply left in terms of ν: the 
ratio of surface to bulk transport. The bulk diffusivity has been shown to be roughly constant with 
pO2, in the measured range, for LSCF‐6428 and was estimated to be 1.5∙10‐7 cm‐s‐1 at 800 °C, with 
an activation energy of 70 kJ‐mol‐1 [62]. Therefore, in our fitting routine, we fixed DV, and estimated 
RO and ν. 

Figure 16 shows the estimated RO and ν. The value of 2∙10‐8 cm‐s‐1 at 700 °C in air is in a 
reasonable range for this material, and slightly lower than measured for LSC‐82 [43]. RO is 
approximately pO2 independent but has an activation energy of about 115 kJ‐mol‐1 in air, which is 
higher than LSC‐82 (55 kJ/mol) [23].   

Towards a Mechanistic Interpretation of Oxygen Reduction on LSCF 

From Figure 17 it is seen that ν increases with increasing pO2. This pO2 dependence correlates 
inversely with bulk vacancy concentration. At 800 °C and 10‐2 atm the surface diffusion is the least 
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significant (ν ~0.13). At the other extreme, 800 °C and 1.0 atm, there is very little bulk vacancy 
concentration and the surface diffusion increases (ν ~ 2.6). Evidence for this increasing TPB 
transport is seen in Figure 16 by extending the best‐fit lines to the x‐intercept. At 1.00 atm the 
intercept was approximately ‐1000 cm‐1 whereas the intercept decreased to approximately ‐2200 
cm‐1 at 10‐3 atm. However, the correlation between increasing surface contribution with decreasing 
bulk vacancy concentration does not hold with the observed temperature dependence, since ν is 
higher at elevated temperatures (the opposite of the bulk vacancy concentration). A potential 
explanation is the recent discovery in our group of the formation of a Sr‐rich phase (not presented 
in this report), possibly SrO which forms on the surface at lower temperatures, and turns to SrCO3 
even at the ppm levels of CO2 present in air.  It is possible this phase inhibits surface diffusion, thus 
forcing more of the oxygen transport through the bulk pathway at lower temperatures.  The total 
range over which ν varies (~0.025–2.5) signifies a shift from bulk diffusion domination to either co‐
limiting or surface diffusion dominated pathway. This range is similar, yet slightly smaller than that 
observed for LSC‐82 [44] (i.e., ~0.01–15).  

 

Figure 17. Fitting results from the data in Figure 14 fit to the model predictions, with thermodynamic 

data taken from [105] and Dv = 1.5∙10
‐7 at 800 °C and an activation energy of 70 kJ‐mol‐1. 

Concluding Remarks 

This report details our efforts over the last 4 years under the SECA program to obtain insights into 
the oxygen reduction process in predominantly electronic conductors and in MIECs. We have 
employed EIS on patterned thin film electrodes, and employed suitable transport models to extract 
kinetic parameters for oxygen reduction from such electrodes.  Further by examining the behavior 
of these parameters as a function of T and pO2, we have attempted to elucidate the oxygen 
reduction mechanism in these electrodes.  In a companion report we expect to present results of X‐
ray studies that provide additional supporting details to understand some of these results.    
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